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EXECUTIVE SUMMARY

The Waste Isolation Pilot Plant (WIPP) Transuranic Waste Baseline Inventory Report
(WTWBIR} establishes a methodology for grouping wastes of similar physical and chemical
properties, from across the U.S. Department of Energy (DOE) transuranic (TRU) waste system,
into a series of "waste profiles” that can be used as the basis for waste form discussions with
regulatory agencies.

The WIPP baseline inventory is estimated using waste streams identified in the recent
information released in the Mixed Waste Inventory Report (MWIR), supplemented by
information from the Nonradionuclide Inventory Database (NID) and the 1993 Integrated Data
Base (IDB). Each waste stream is defined in a waste stream profile and has been assigned
a waste matrix code (WMC) by a DOE TRU waste generator/storage site. Waste stream
profiles with WMCs that have similar physical and chemical properties can be combined into
a waste matrix code group (WMCG), which is then documented in a site-specific waste profile

for each TRU waste generator/storage site that contains waste streams in that particular
WMCG.

Based on methodology presented here in the WTWBIR, a maximum of 11 site-specific waste
profiles have been identified for contact-handled (CH} TRU waste and a maximum of 11 have
been identified for remote-handled (RH) TRU waste. Based on analyses of existing inventories,
no site has more than 10 site-specific CH-TRU waste profiles, nor more than 5 site-specific RH-
TRU waste profiles. Each of these site-specific waste profiles have unique WMCG criteria and
they are developed, if appropriate, for each of the TRU waste generator/storage sites. A
particular site-specific waste profile, with a specific WMCG, can be combined with other site-
specific waste profiles having identical WMCGs from the TRU waste generator/storage sites
to derive a WIPP waste profile. Therefore, a maximum of 11 WIPP waste profiles for CH-TRU
waste and a maximum of 6 WIPP waste profiles for RH-TRU waste have been identified that
describe the different TRU wastes across the DOE system.

The anticipated inventory of TRU waste is defined as the sum of retrievably stored waste plus
currently projected TRU waste volumes. The anticipated inventory is not sufficient to fill the
allowed capacity of WIPP (caiculated: 6.2 x 10° ft* [~1.76 x 10° m3]), and scaling has been
developed as a means of examining the impacts of the full repository. Additionally, there is a
high uncertainty in and a current lack of data on wastes produced from decontamination and
decommissioning (D&D) and environmental restoration (ER) actlivities. Therefore, the
anticipated inventory has been "scaled” to the WIPP capacity. The scaling of the inventory in
future revisions of the WTWBIR will be derived from the best available data and assumptions.

An example of five waste streams at two sites {Idaho National Engineering Laboratory and
Rocky Flats Plant) has been used to illustrate the waste profile methodology. Preliminary total
WIPP inventory volumes for the 11 CH-TRU and 6 RH-TRU WIPP waste profiles are provided,;
final volumes will be provided in Revision 1 of this document after the DOE TRU waste
generator/storage sites have reviewed the data and after quality checks of the data have been
completed. '

Using the same waste profile methodology, the WTWBIR also estimates the WIPP disposal

inventory (anticipated inventory that has been scaled to WIPP design capacity) in terms of 10
waste material parameters and packaging materials that have been identified as inputs needed

ES -1
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for the system prioritization (SP) and performance assessment (PA) calculations. The 10 waste
material parameters and packaging materials are waste constituents that occur in TRU waste
and are input parameters for one or more SP and PA models or are required to adequately
describe the waste form. These parameters may change as a result of SP and PA efforts.

The 10 waste material parameters and packaging materials that are defined and included in
the WTWBIR are:

* Inorganics
— lron-based metals/alloys
— Aluminum-based metals/alloys
— QOther metals
-~ QOther inorganic materials

« Organics
— Cellulosics
~ Rubber
— Plastics

Solidified Materials
— Inorganic matrix
— Qrganic matrix

= Soils

» Packaging Materials
— Steel
— Plastic or lead

The waste material parameter information is reported in kilograms per cubic meters (kg/m?) and
estimates of the uncertainty in the waste material parameters have been calculated, based on
data derived from the NID (i.e., average, minimum, and maximum estimates of waste material
parameters on a per-waste-stream basis). The maximum vaiues for waste material parameters
in the waste stream, site-specific, and WIPP waste profiles are expressed on a weight/volume
basis. However, the occurrence of more than one waste material parameter at the maximum
value within a waste stream is highly unlikely. During SP and PA calculations, the sampling
statistics must be controlled so that several waste material parameters do not get sampled all
at their maximum value (weight/volume), lest the maximum weight/volume is exceeded. A five-
waste-stream/two-site example is used to illustrate the methodology for estimating quantities
of waste material parameters. The preliminary total WIPP inventory for the waste material
parameters is provided and should be used in any SP and PA calculations until Rev. 1
of the WTWBIR is published, pending completion of quality checks of the data used.
The nenradionuclide and radionuclide inventory presented in this report replaces any
previously used information in SP and PA calculations.

Although the initial purpose of this report is to provide data to be included in the Sandia
National Laboratories/New Mexico SP and PA processes, all data are presented and explained
in such a way that they can be adapted as needed for other applications. The WTWBIR,
Revision 0, is presented in two parts: Book 1 contains this Executive Summary through
Chapter 7, References; Book 2 contains Appendix A, Glossary, through Appendix M, MWIR
Code Designations and Descriptions.

ES-2



R AR DO

l'i.

~ CHAPTER1



b
L‘;—:

CAO-94-1005, Rev, 0
June 1954

1. INTRODUCTION
1.1 BACKGROUND

The Waste Isolation Pilot Plant (WIPP) is a transuranic (TRU) waste management faciiity
operated by the U.S. Department of Energy (DOE). The WIPP is currently identified as the
permanent disposal site for DOE TRU waste.

TRU waste is defined as waste that is contaminated with alpha-emitting radionuclides with an
atomic number greater than 92, with half-lives greater than 20 years, and concentrations of
TRU isotopes greater than 100 nanocuries per gram of waste (DOE, 1888). TRU wastes are
classified as either contact-handled (CH) waste or remote-handled (RH) waste, depending on
the dose rate at the surface of the waste container. CH-TRU wastes are packaged TRU
wastes with an external surface dose rate of 200 millirems {mrem) or less per hour, while RH-
TRU wastes are packaged TRU wastes with an external surface dose rate exceeding 200
mrem per hour. Unless otherwise indicated, for purposes of this document, al! references to
TRU waste include TRU waste and mixed TRU waste (waste that contains both radioactive and
hazardous components, as defined by the Atomic Energy Act and the Resource Conservation
and Recovery Act [RCRA] as codified in Titie 40 Code of Federal Regulations [CFR] Parts 264,
265, 268, and 270 [EPA, 1980a; 1980b; 1986; and 1983]).

The DOE is committed to demonstrating compliance with all applicable regulations prior to
permanent disposal of TRU wastes in the WIPP repository. These regulations are the
environmental standards for management and disposal of TRU wastes as mandated in 40 CFR
Part 191 (EPA, 1993b) and Part 194 (EPA, 1993a), and the RCRA reguiations. The WIPP is
scheduled to receive and dispose of TRU wastes from 10 major and several minor DOE TRU
waste generator/storage sites (see Figure 1-1). Compliance will be demonstrated through
performance assessment (PA) calculations based on the inventory of existing and currently
projected waste streams developed in this report, and as reported by the DOE TRU waste
generator/storage sites. ‘ ‘

1.2 PURPOSE

The purpose of this document, the Waste Isolation Pilot Plant Transuranic Waste Baseline
inventory Reporf (WTWBIR), is to document the disposal inventory of TRU waste to be
emplaced in WIPP from the DOE TRU waste generator/storage sites. This inventory of CH-
TRU and RH-TRU waste will be used in systems prioritization (SP) and PA calculations and
sensitivity analyses that will support the development of compliance applications to the
appropriate regulatory agencies regarding the operations and post-closure timeframes of the
WIPP repository.

To accomplish this purpose, the WTWBIR has been developed from the best available
information and process knowledge provided by the DOE TRU waste generator/storage sites.
The WTWBIR describes a process for grouping individual waste streams with similar physical
and chemical properties into waste profiles, based on their waste matrix code (WMC) assigned
by the DOE TRU waste generatoristorage sites. Waste profiles with similar WMCs, are then
combined across the DOE TRU waste system to provide estimated total volumes and total
waste material parameters. The methodology for this grouping and combining is discussed in
detail in Section 2.3, Methodology for Development of Disposal Inventory, of this document.

1-1
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AL Ames Laboralory
AE Argonne National Laboratory-East
AW Argonne National Laboratory-Wes!
ET Energy Technology Engineering Centar
iN \daho National Engineering Laboralory
YA Knolls Atomic Pawer Laboratary—Knolls Site
LA Los Alamos National Laboralory
LB Lawrence Berkeley Laboratory
LL Lawrence Livermare Nationat Laboratory
MD Mound Plant
MU University of Missouri
NT Nevada Test Site
OR Oak Ridge National Laboratory
PA Paducah Gaseous Diffusion Plant
RF Rocky Flats Plant
RL Richland (Hanford) Site
SA Sandia Natlonal Labarataries/Naw Mexico
SA Savannah River Site

L WY Waest Valley Demonstration Project

* Indicetes Major Site  Figure 1-1. U.S. Department of Energy Transuranic Waste Generator/Storage Sites
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The individual waste streams also are evaluated to estimate the occurrence and quantities of
waste material parameters (e.g., cellulosics, plastics, iron-based metals/alioys, etc.) that have
been identified by Sandia National Laboratories/New Mexico (SNL/NM) as being potentially
important to the performance of the WIPP repository as defined in Appendix G (see Table 1-1).
The methodology, assumptions, and totals of these waste material parameters are described
in Chapter 6, Waste Material Parameters.

TABLE 1-1. TECHNICAL DATA NEEDS FOR PERFORMANCE ASSESSMENT
WASTE MATERIAL PARAMETERS

Waste Material Input Variable in Current input Variable in | Input Variable in
Parameter SP/PA Models SP/PA Models Possible Future
Under PA Models
Gas Mechanical Dev-e_l-ogrnent
: Generation Characteristics
fron-Based YES YES YES YES
Metals/Alloys
Aluminum-Based YES YES YES
Metals/Alioys
Other Metals YES YES
Other Inorganic YES YES YES
Material
Cellulosics YES YES YES YES
Plastics YES YES YES
Rubber ' YES®™ YES YES YES
Solidified inorganic YES YES YES
Matrix
Solidified Organic YES YES YES
Matrix
Saolls YES “

™ Only 50 weight percent included

Although the initial purpose of this report is to provide data to be included in the SNL/NM SP
and PA processes, all data are presented and explained in such a way that they can be
adapted for other appiications. .

1.3 WASTE INVENTORY TERMINOLOGY

The derivation of a disposal inventory from individual waste streams is a formidable and
complex process. To document each step of this process, a system of waste inventory
terminology needs to be defined so the reader may more easily follow the process. The
following sections provide definitions of terminology used throughout the WTWBIR. These
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definitions also are summarized in Appendix A, Glossary, of the WTWBIR. Appendix B
provides a list of acronyms and abbreviations used in this document.

1.3.1 Inventory Terminology

Stored Inventory — That part of the TRU inventory currently in retrievable storage as of the
time of the last data call for inventory information is known as “stored inventory." Retrievably
stored waste includes waste stored in buildings or in berms with earthen cover since 1970 and
does not include any waste that was buried prior to 1970 (DOE, 1994b).

Projected Inventory — That part of the inventory that has not been generated but is currently
estimated to be generated at some time in the future by the TRU waste generator/storage sites
is considered "projected inventory." The estimated timeframe for the projections may vary, but
is usually between 20 and 30 years. "Newly generated waste" also is sometimes used as a
synonym for the projected inventory.

Anticipated Inventory — For the WTWEBIR, this' is the sum of the stored and projected
inventories, calculated:

Stored . Projected - Anticipated
Inventory Inventory Inventory

Scaling — The process for adjusting the anticipated inventory to the design limit (disposal

inventory) of the WIPP repository is called "scaling." Section 2.3.2 describes the scaling
process.

Anticipated Inventory _ Scaling Disposal Inventory

Disposal Inventory — The total inventory defined for WIPP emplacement (after scaling) to be
used for SP and PA calculations is the "disposal inventory."

1.3.2 Waste Matrix Code Terminology

Waste Matrix Code (WMC) — The WMC is a DOE-developed coding system for organizing
waste streams by their physical and chemical properties. A WMC is assigned to each waste
stream by the DOE TRU waste generator/storage site. The WMC for each waste stream can
be found in the Mixed Waste Inventory Report (MWIR) (DOE, 1994a). This coding system
allows waste streams within the DOE TRU waste system that have similar physical and
chemical waste form properties to be categorized together. WMCs also have been called
"waste treatability codes" in other DOE documents. Appendix C contains the DOE guidance
document used to help categorize individual waste streams. An example of a WMC for
"heterogeneocus waste" would be 5400.

Waste Matrix Code Group (WMCG) — A WMCG consists of a series of WMCs that for SP or
PA purposes have similar physical and chemical properties. An example of combining WMCs
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is the following three WMCs, which either contain particulates or are cemented particulate
waste:

« WMC 3100 (inorganic process residues)
» WMC 3110 (inorganic particulates)
« WMC 3150 (solidified process residues)

Because of the restriction on particulate wastes in the TRU Waste Acceptance Criteria, (WAC)
for the Waste Isolation Pilot Plant, Revision 4.0 (DOE, 1991), all particulate waste will usually
be solidified prior to shipment to WIPP. Therefore, all three of these WMCs would be the same
basic waste form when emplaced in WIPP and have similar physical and chemical properties.
Table 1-2 presents all anticipated WMCs for TRU waste and indicates in which WMCG each
WMC occurs for the WTWBIR. There are 11 WMCGs used in this WTWBIR. The last two
rows in Table 1-2 group WMCs that will not be acceptable to WIPP unless characterized and/or
processed using a yet-to-be-developed treatment technology. The combined WMCG for this
exampie is:

Solidified Inorganic Waste

1.3.3 Waste Profile Terminology

Waste Stream Profile — This is a description of a CH-TRU or RH-TRU waste stream destined
for shipment to and disposal in WIPP, if authorized under permits and certifications by
appropriate regulatory agencies for disposal in the WIPP repository. The waste stream profile
is presented in tabular format and is intended to provide a summary of important information
about a particular waste stream. Examples of information included in a waste stream profile
are:

« Currently and previously used identification codes, including the DOE TRU waste site
identification;

» Assigned WMC;

« Volumes of waste currently in retrievable storage and waste projected to be generated:
estimated minimum, average, and maximum weights of waste material parameters per
cubic meter of waste volume (e.g., iron-based metals/alloys, aluminum-based
metals/alloys, cellulosics, etc.);

» Whether the waste is CH-TRU or RH-TRU; and
» Hazardous waste codes (EPA codes) as assigned by the DOE TRU waste
generator/storage sites for the RCRA-regulated portion of the waste stream.

Figure 1-2 provides an example of a blank waste stream profile form. The methodology and
assumptions for developing waste stream profiles are provided in Chapter 3 and printouts of
waste stream profiles are provided in Appendix E.

Site-Specific Waste Profile — This represents a WMCG at a particular DOE TRU waste
generator/storage site. That is, one or more waste stream profiles, at a particular DOE TRU

_waste site, that have been placed in the same WMCG are summarized in the site-specific

waste profile. Examples of information included in a site-specific waste profile are:

« DOE TRU waste generator/storage site identification;

i-5
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25-Jun-94

DATABASE WS ID

HANDLING] FIELD OFFICE | |

WS NAME

NO MIGRATION VARIANCE PETITION |

WASTE MATRIX CODE - Site [ WIPP PART B APPLICATION |
- Group | TRUCON)
DC's WASTE PARAMETERS (kgim3] ~ Max Avg Min
Site |
Assigned | Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES (cu. m.} Other Metals
Retrievable Other Materials
Projected Organics Celulosics
Total [ | Rubber
EPA CODE(s) Plastics
: Solidified Organic Matrix
A Inorganic Matrix
Soils Sail
Packaging Materials Steel
Plastic

Figure 1-2. Blank Waste Stream Profile Form
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TABLE 1-2. WASTE MATRIX CODE GROUP NAMES

J_Waste Matrix Code Group

Waste Matrix Codes

Solidified Inorganic Waste

1000, 1100, 11107, 1120", 1130", 1140, 1180',1200", 1210",
1220, 1230, 12407, 1290', 30007, 3100, 3110°, 31117, 3112%,
3113, 3115% 3116°, 311¢°, 3120, 3121, 3122, 3123, 3124,
3125, 3129, 3130, 3131°, 3132, 3139' *?, 3150, 3190, 39007,
6100°, 6120%, 6130°, 6140°, 6190%, 62007, 6210°, 6230°, 62907
7300°, 91007, 92007

Salt Waste

30002, 3140, 3141, 3142, 3143, 3149,3900°

Solidified Organic Waste

2000%, 2100°, 2110", 2120", 2190', 22007, 2210°, 2220", 2290,
2900", 30002, 3114, 3200, 3210, 3211, 3212, 3213, 3219,
3220, 3221, 3222, 3223, 3229, 3230, 3290, 39007, 6100°,
£110°, 6190%, 62007, 62807, 91007, 92007

Soil

4000, 4100, 4200, 4900

Unspecified Metal Waste
{Metal Waste Other Than
Lead and/or Cadmium)

5000°, 5100, 5410, 5190, 62007, 6220°, 7000™°, 7490, 9300

Lead/Cadmium Metal Waste

5000°, 5120, 5130, 62007, 6220%, 7000'°, 7200, 7210, 7220,
7400", 7410", 7420"", 9300"

Inorganic Nonmetal Waste

5000%, 5200, 5210, 5220, 5230, 5240, 5280

Combustible Waste

5000°, 5300, 5310, 5311, 5312, 5313, 5319, 5320, 5330, 5390

Graphite Waste

5000°, 5340

Heterogeneous Waste

5000°, 5400, 5420, 5430, 5440, 5450, 5490, 62007, 6220°,
62907

Filter Waste

5000°, 5410

Excluded Waste Streams™

5250, 5350, 6300, 6400, 7100

Unknown Waste™

8000, 8100, 8200, 8300
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TABLE 1-2. WASTE MATRIX CODE GROUP NAMES (CONTINUED)

' Liquid waste streams are assumed to be solidified prior to sending to WIPP. A volume
conversion of 2.5:1 is assumed for solidification.

2 \WMCs 3000, 3900, 9100, and 9200 are placed in "solidified inorganic waste," "salt waste,”
or "solidified organic waste,” depending on the information provided in the MWIR.

* Particulate waste streams are assumed to be solidified prior to sending to WIPP. A volume
conversion of 2.5:1 is assumed for solidifying particulate waste.

* WMCs 6100 and 6190 are placed in “solidified organic waste,” or "solidified inorganic waste,"
depending on the information provided in MWIR. Volume conversion is described in footnotes
5 and 6.

% Liquid lab pack waste is assumed to be solidified prior to sending to WIPP. It is assumed that
the packing material in lab packs will be low-level waste when the liquid containers are
removed. A volume conversion of 2.5:1 is assumed for solidification.

® Solid lab packs are assumed to be solidified prior to sending to WIPP. ltis assumed that the
packing material in lab packs will be low-level waste when solidifying. Because lab packs have
a 3:1 ratio of waste to absorbent material, it is assumed that when the chemicals are removed
from the drum and solidified, there will not be a volume increase.

" WMCs 6200 and 6290 are placed in "solidified inorganic waste," "solidified inorganic waste,”
or "heterogeneous waste" if the waste stream must be solidified. They are placed in
"unspecified metal waste," or "lead/cadmium metal waste" if they are primarily nonreactive
metal contaminated with reactive metal. Reactive waste streams must be treated prior to
shipment to WIPP.

® Waste stream is assumed to be treated prior to shipment to WIPP. Volume change is
dependent of the waste stream and treatment.

® WMC 5000 is placed in "unspecified metal waste," "lead/cadmium metal waste," “inorganic
nonmetal waste,” “combustible waste," "graphite waste," "heterogeneous waste," or "filter
waste,” depending on the information in MWIR.

0 WMC 7000 and 9300 are placed in "unspecified metal waste" or "lead/cadmium metal waste,”
depending on the information in MWIR.

" WMCs 7400, 7410, 7420, and 7490 are assumed to be drained of liquid and contain only
metal waste.

2 These waste streams are excluded from disposal in WIPP at this time.
3 |f adequate information is provided in MWIR, these WMCs are changed. If there is not

enough information in MWIR, these waste streams remain as "unknown" and are excluded from
disposal in WIPP until characterized.
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- The WMCG that the profile represents;

« Listing of the waste streams (represented by waste stream profiles at the site) that are
included in the site-specific waste profile, including the waste stream identification and
volumes of stored and currently projected waste; and

- Summary of minimum, volume weighted average, and maximum weights of waste material
parameters per cubic meter of waste volume (e.g., iron-based metals/alloys, aluminum-
based metals/alloys, cellulosics, etc.).

Figure 1-3 provides an example of a blank site-specific waste profile form. The methodology
and assumptions for developing site-specific waste profiles are provided in Chapter 4 and
printouts of site-specific waste profiles are provided in Appendix F.

WIPP Waste Profile — The WIPP waste profile represents a summary of TRU waste at all DOE
TRU waste generator/storage sites that have an identical WMCG. Examples of information
included in a WIPP waste profile are:

* Profile name;
*+ The WMCG that the profile represents;

+ Listing of the DOE TRU waste sites (represented by the same WMCG) that are included
in the WIPP waste profile, including the name of the DOE TRU waste site and volumes

of stored and currently projected waste for each site for the particular WMCG represented;
and

» Summary of minimum, volume weighted average, and maximum weights of waste material
parameters per cubic meter of waste volume (e.g., iron-based metals/alioys, aluminum-
based metais/alloys, cellulosics, etc.).

Figure 1-4 provides an example of a blank WIPP waste profile form. The methodology and
assumptions for developing WIPP waste profiles are provided in Chapter 5.

1.3.4 Database Terminology

Mixed Waste Inventory Report (MWIR) - The MWIR refers to the latest release of
information from the MWIR database that supports requirements under the Federal Facilities
Compliance Act (FFCA) of 1992 (Public Law 102-386). The latest version of the MWIR
documentationffiles is Distribute [Distribution] of Phase Ii Mixed Waste Inventory Report Data,
dated May 17, 1994 (DOE, 1994a). This information replaces the MWIR Phase | release
(DOE, 1994c).

Integrated Data Base (IDB) — The IDB refers to the latest version of the Integrated Data Base
for 1993: U.S. Spent Fuel and Radioactive Waste Inventories, Projections, and Characteristics
(DOE, 1894b).

Nonradionuclide Inventory Database (NID) — The NID is the database of nonradionuciide
constituents in the TRU inventory that was originally developed by International Technology
Corporation (IT) during 1988/1989 in support of the SNL/NM PA effort. A summary of the
database was transmitted to SNL/NM in a letter report dated May 1989 (WIPP PA, 198891). A

-3
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SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES

30-Jun-94

WASTE PARAMETERS FOR Heterogensous Waste

WASTE STREAMID STORED ImY)

RETRIEVABLY TOTAL PER
PROJECTED {m3} STREAM (m3)
Material Parameters {kq/m3) Max

Incrganics

Organics

Solidifind Materials -

Soils
Packaging Materials

Figure 1-3. Blank Site-Specific Waste Profile Form

lron-based Metais/Alloys
Aluminum-based Metals/Alioys
Other Metals

Other Inorganic Materials
Cellulkesics

Rubber

Plastics

inorganic Matrix

Organic Matrix

Soil

Steel

Plastic

1-10

Average
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WIPP CONTACT HANDLED WASTE PROFILES (contd)

- WASTE MATRIX CODE GROUP

SITE

CH TOTALS:

Inorganics

COrganics

Solidified Materials

Soils
Packaging Materials

Figure 1-4. Blank WIPP Waste Profile Ferm

Material Parameters {ka/m3)

=
=
|l

Iron-based Metals/Alloys
Aluminum-based Metals/Alioys
Other Metals

Other Inorganic Materials
Cellulosics

Rubber

Plastics

Inorganic Matrix
Organic Matrix
Soil

Steed

Plastic

Stored Volume Projected Sum  Total (Volumes in m3)

Average
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copy of the NID waste stream information used in the WTWRBIR is included in Appendix D.

In cases where additional information/process knowledge was used that is not contained in the
three databases just mentioned, the source of the information will be inciuded in the text.

1.3.5 Other Terminology

Waste Material Parameter — This is a waste material that occurs in TRU waste that is an input
parameter into one or more current SP or PA models, an SP or PA model under development,
a potential future model, or is required to adequately describe the waste form (see Section
3.3.1). The 10 waste material parameters and packaging materials that are defined and
included in the WTWBIR are: '

* Inorganics
— lron-based metals/alloys
— Aluminum-based metals/alloys
- Other metals
— Other inorganic materials

» QOrganics
— Cellulosics
— Rubber
— Plastics

Solidified Materials
— Inorganic matrix
— Organic matrix

» Soils

Packaging Materials
— Steel
— Piastic or lead

Definitions for these waste material parameters can be found in Chapter 6.

1.4 OBJECTIVES

The objectives of the WTWBIR are threefold:

1.

Establish a methodology for grouping wastes of similar physical and chemical
composition. A methodology for grouping wastes of similar physical and chemical
properties into "waste profiles” will provide a common frame of reference for discussion of
TRU waste issues with regulatory organizations.

Define the anticipated disposal inventory of TRU wastes destined for WIPP. The
anticipated inventory of CH-TRU and RH-TRU wastes is defined as the sum of the existing
volumes of stored and currently projected waste streams at each of the TRU waste
generator/storage sites. Because the existing stored and currently projected waste streams
do not contain sufficient volume (CH-TRU waste only) to fill the allowed capacity of WIPP,
calculated: 6.2 x 10° ff* (~1.76 x 10° m®)(Public Law 102-579, 1992), scaling of the CH-
TRU waste anticipated inventory is necessary to attain the WIPP design limit. Additionally,

1-12
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there is a high uncertainty in and a current lack of data on waste produced by
decontamination and decommissioning {D&D) and environmental restoration (ER) activities.
Therefore, the anticipated inventory has been scaled to the WIPP capacity (disposal
inventory). The scaling of the inventory in future revisions of the WTWBIR will be derived
from the best available data and assumptions.

3. Calculate the disposal inventory in terms of waste material parameters. Several waste
material parameters (e.g., iron-based metals/alloys, rubber, plastics, etc.) have been
identified as being potentially significant in relation to the performance of the WIPP
repository (see Table 1-1). Calculating the WIPP disposal inventory in terms of these
parameters provides input for the SP and PA calculations and sensitivity analyses needed
to determine compliance with federal standards.

1.5 BASELINE INVENTORY UPDATES

The WTWBIR represents the best available TRU waste inventory information in support of the
WIPP Project. It is anticipated that the WTWBIR will be updated periodically. This update

cycle will be modified based on the availability of additional waste information or the data needs
of the WIPP Project.

1.6 DOCUMENT ORGANIZATION

The WTWBIR is organized into chapters of text, figures, tables and supporting appendices.
it flows from specific, detailed TRU waste information (provided by the TRU waste
generator/storage sites) to the development and description of waste profiles and waste

material parameters. The contents of remaining chapters in this document are summarized in
the following:

» Chapter 2 discusses the three main databases and the methodology used to define the
TRU waste disposal inventory.

» Chapter 3 describes the cormelation of individual waste streams among the three

databases and outlines the methodology and assumptions used to derive waste stream
profiles.

+ Chapter 4 describes the WMCGs used to combine waste stream profiles with similar
physical and chemical properties to provide site-specific waste profiles, and provides
estimations of non-mixed TRU waste volumes derived from the waste stream profiles
identified in Chapter 3.

+ Chapter 5 discusses the methodology for "rolling up" the site-specific waste profiles into
WIPP waste profiles. Total weights per volume of waste material parameters are provided
for each of the WIPP waste profiles. Radionuclide totals in curies are provided from site-
specific data.

+ Chapter 6 rolls up the waste material parameter information assigned at the waste stream
profile level in Chapter 3 to obtain parameter totals. These totals are presented as
parameter weights per volume.

1-13
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* Chapter 7 lists references cited in the WTWBIR.

= « Several appendices alsc are provided to either present more detailed waste inventory
information or to describe the methodology in more detail. The appendices are provided
in Book 2 of this WTWBIR.




 CHAPTER 2




CA(-94-1005, Rev. 0
June 15984

2. TRU WASTE DISPOSAL INVENTORY
2.1 INTRODUCTION

The TRU waste disposal inventory is derived from existing information on waste, which has
been provided by the DOE TRU waste generator/storage sites and is predominately based on
process knowledge. This chapter is designed to assist the reader by describing the existing
waste information used to derive the inventory and developing the methodology used to
correlate and combine the existing data into a WIPP disposal inventory.

2.2 SOURCES OF TRU WASTE INFORMATION

Several sources of information have been used to compile the WTWBIR. The three primary
databases used are: (1) the MWIR (DOE, 1994a) (see Appendix H), (2) the IDB (DOE, 1994b),
and (3) the NID (summarized in Appendix D). Although the bulk of the information used to
compile the inventory was extracted from these three databases, several other resources also
were used. These are the Transuranic Package Transporter-ll (TRUPACT-II) Content Codes
(TRUCON) (DOE, 1992), the No-Migration Variance Petition (NMVP) (DOE, 1990), and the
draft RCRA Part B Permit Application (DOE, 1993a). These sources are discussed further in
the following sections.

2.21 Mixed Waste inventory Report

The FFCA of 1992 (Public Law 102-386, 1992, Section 105) required that the DOE, within 180
days of enactment of the FFCA, submit to the EPA Administrator and the governor of each
state in which the DOE stores or generates mixed wastes a report that contains:

- National inventory report of all mixed wastes, regardless of the time they were generated,
on a state-by-state basis and :

« National ihventory of mixed waste treatment capacities and technologies.

The FFCA also stipulated specific reporting requirements for each of these inventories. The
DOE submitted the six-volume set entitied: U.S. Department of Energy interim Mixed Waste
Inventory Report: Waste Streams, Treafment Capacities and Technologies, DOE/NBM-1100,
dated April 1993 (DOE, 1993b), to fulfill these requirements. Since issuance of the "interim”
report, DOE has requested additional information from the DOE TRU waste generator/storage
sites and published two updated reports entitled:

+ Release of Phase | Mixed Waste Inventory Report Data, dated April 1, 1994 (DOE,
1894c¢), which includes a data diskette (Version .97B) and the draft Mixed Waste Inventory
Report Data Base System User's Guide.

- Distribute [Distribution] of the Phase !l Mixed Waste Inventory Report Data, dated May 17,
1994 (DOE, 1994a), which includes a data diskette (Version 1.00) and the draft User's
Guide for National Data Base System for the Final Mixed Waste Inventory Report (May
1994).

The waste-stream specific information contained in the Phase 1l MWIR report is the basis for
defining waste streams and building a CH-TRU and RH-TRU waste disposal inventory for
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WIPP. The Phase Il MWIR report has the following information about each mixed TRU waste
stream by generator/storage site:

« Physical and chemical description,

* Retrievably stored and projected inventory volumes (in cubic meters),
« Source of the waste stream {including process descriptions),

» Toxic Substances Control Act (TSCA) constituents,

« Hazardous (EPA) waste codes,

+ Radionuclide characterization data (generally qualitative), and

« WMCs for treatability, developed by the DOE to group waste streams with similar physical
and chemical properties (see Appendix C).

Although the Phase Il MWIR contains fields for all the information listed here, some fields are
left blank or limited information is provided by the sites. Volumes, RCRA constituents, and
WMCs are provided .for each waste stream reported. Generally, the TRU waste
generator/storage sites provide some information in the other fields, but its completeness
ranges from very detailed to extremely sparse. Source information, TSCA constituents, and
radionuclide characterization fields often contain incomplete information or are left blank.

The Phase Il MWIR (DOE, 1994a) database is used for this revision of the WTWBIR for mixed
TRU waste streams. Idaho National Engineering Laboratory (INEL) non-mixed TRU waste
stream information from the Phase | MWIR {DOE, 1994c) is used to define non-mixed waste
streams for TRU waste at INEL.

2.2.2 Nonradionuclide Inventory Database

The NID was developed in 1988/1989 by IT for SNL/NM in support of initial PA calculations.
This database defines each waste stream that was planned for WIPP disposal in 1989, on
which sufficient information existed about the waste materials. Most waste streams in the NID
also are described in detail in the TRUCON document (DOE, 1992). The NID contains
estimated numerical information (minimum, maximum, and average weights), based on process
knowledge and limited visual examination (a qualitative technique that invoives human
judgment) on many different types of waste materials for each waste stream included in the
database.

The waste material parameters listed in Section 1.3.5 occur in the NID and are the emphasis
of the waste stream profile. Although these waste material parameters are deemed important
for SP and PA model evaluations, their effect on repository performance may prove to be.
insignificant as determined by sensitivity analyses.

The NID information was summarized in 1989 for inclusion in the PA calculations (WIPP PA,
1991). Most of the information (except that for the waste material parameters) has been
superseded by the MWIR database. The waste material parameter information used to define
the WTWBIR is presented in Appendix D.

I\‘\
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2.2.3 Integrated Data Base

In the IDB, radionuclide inventory is reported at the top level only (at the TRU waste site level).
The IDB is published by Oak Ridge National Laboratory (ORNL) for the DOE. The ORNL
assembles radioactive waste inventaries provided by DOE TRU waste generator/storage sites.
The IDB contains site inventory estimates for retrievably stored and currently projected waste
{l.e., waste projections are made for 1993 until the year 2020). This database does not report
by waste stream, but rather, by the total inventory at each DOE site. The IDB also contains
the radionuclide isotopic distribution for the waste generated/stored at each site. Because
consistent reporting is not available at the waste stream level in the MWIR, the radionuciide
information in the IDB is the basis for the WTWBIR inventory for radionuciides.

2.2.4 Other Sources of TRU Waste Information

The three main databases described here in Section 2.2.1, MWIR (DOE, 1994a); Section 2.2.2,
IDB (POE, 1994b); and Section 2.2.3, NID {WIPP PA, 1991}, represent the bulk of the data
used to build the WIPP disposal inventory. Table 2-1 lists the information that was used from
each database to compose the waste stream profiles for each TRU waste stream in the MWIR.
in addition to the database records, several other resources have been used. These include:

» TRUCON (DOE, 1992) — Waste streams that are included in TRUCON have been
indicated by recording the designation in the waste stream profile for each MWIR waste
stream (see Appendix E). '

* NMVP (DOE, 1990) — Waste streams that are covered by the NMVP have been indicated
by recording the designation in the waste stream profile for each MWIR waste stream (see
Appendix E). '

* RCRA Part B Permit Application (DOE, 1993a) — Waste streams across the DOE TRU
system have been summarized in the WIPP RCRA Part B Permit Application by general
categories. The name of these general categories has been included on the waste
stream profile for each MWIR waste stream (see Appendix E).

2.3 METHODOLOGY FOR DEVELOPMENT OF DISPOSAL INVENTORY

Development of the WIPP TRU waste disposal inventory is accomplished by a series of steps
starting with the individual waste streams identified in the MWIR (DOE, 1994a). These waste
streams are grouped together, based on similar physica! and chemical properties, into common
“waste profiles," which should facilitate discussions concerning the disposal waste inventory
with regulatory agencies and stakeholders. The waste profiles also contain information on
waste material parameters that could affect the performance of the WIPP repository and that,
therefore, may be direct inputs to SP and PA models. A-more detailed explanation of these
processes is found in the following sections.
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TABLE 2-1. SOURCES OF INFORMATION FOR WASTE STREAM PROFILES

—_—

Mixed Waste Inventory
Report '

Definition of Individual Waste
Streams, Waste Stream |Ds,
and Item Description Codes

(IDCs)

Nonradionuclide Inventory
Database ?

Waste Material Parameter
Information; Minimum, Average,
and Maximum Weight
Estimates/Unit Volume

rr—— s

Integrated Data Base
]

Volumes of Total TRU
Waste: Stored and
Projected

Field Office

RH/CH

Waste Stream Name, Wastie
Description

Waste Matrix Code

Volumes of Mixed TRU Waste:*
Stored and Projected

Hazardous Waste Codes {(EPA
Codes)

— PV — —

———

— . —

Phase || MWIR (DOE, 1994a).

L~ - R

A summary of the database output is provided as Appendix D.
Current version is Revision 9, published March 1994,
For INEL, the Phase | MWIR also contains non-mixed TRU waste volumes.

2.3.1 Estimation of Anticipated Inventory

The anticipated inventory is the sum of the stored and currently projected wastes including the

non-mixed waste that is not included in the MWIR (DOE, 1994a).

deriving the anticipated inventory is as follows:
» Approximately 260 individual TRU waste streams are defined in the Phase Il MWIR (DOE,

The methodology for

1994a). Each of these waste streams is idenfified in the WTWBIR as a waste stream
profile (see Appendix E). These waste stream profiles were developed using information
from the sources listed in Section 2.2; these profiles are the lowest tier of information in
the WTWBIR. Five TRU waste streams are used throughout this report to iliustrate the
methodology for this process.

» Each waste stream in the MWIR has been assigned a WMC by the TRU waste

generator/storage site that defines the general physical and chemical properties of the
waste. The WMC is located in the upper portion of each waste stream profile. The
assignment of the WMC is based on DOE guidance, which can be found in Appendix C.

Waste streams at each TRU waste generator/storage site with similar WMCs can be
grouped together into a site-specific waste profile. The methodology for grouping waste
streams is shown in Figure 2-1. The grouping of individual waste stream profites into a
site-specific waste profile is based on the similar physical and chemical properties of the
waste streams and how that information is used in the SP and PA models. In the
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Profile Waste*
[ |
Site-Specific . .
Waste Inorganic Inorganic
Profile Nonmetal Nonmetal
Waste* Waste”
| A [ |
Waste Concrete Glass Firebrick Ceramic Concrete
Stream Waste Waste Waste Waste Waste
Profile Stream Stream Stream Stream Stream
(5210 {5220) (5230) (5230) (5210)
DOE TRU Waste Site #1 DOE TRU Waste Site #2

* See Table 1-2 for WMCs that can occur in each WMCG

** Waste Matrix Code

Figure 2-1. Schematic of Waste Stream Profile Methodology
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example in Figure 2-1, due to their similar mechanical properties, concrete waste, glass
waste, firebrick waste, and ceramic waste mainly influence the estimation of porosity and
permeability in the SP and PA calculations. Therefore, the three waste streams at DOE
TRU Waste Site #1 and the two at DOE TRU Waste Site #2 can be grouped together at
each site based on similar physical and chemical properties and placed into the site-
specific waste profile “inorganic nonmetal waste,” with the WMCG defined in Table 1-2.

A more detailed description of the methodology for grouping waste stream profiles into
site-specific waste profiles is presented in Section 4.3 and is illustrated with examples of
five actual TRU waste streams. There are a maximum of 11 possible CH-TRU and RH-
TRU site-specific waste profiles at any generator/storage site; however, most sites have
fewer profiles due to differences in waste segregation practices. All the site-specific waste
profiles for TRU waste are provided in Appendix F.

- Site-specific waste profiles from different waste generator/storage sites that contain the
same WMCG (e.g., inorganic nonmetal waste for the example in Figure 2-1) can be
combined together into a WIPP waste profile similar to that presented in Figure 2-1. As
with site-specific waste profiles, there can only be a maximum of 11 possible WIPP waste
profiles for CH-TRU or RH-TRU waste.

- Definition of the anticipated WIPP inventory is based on summing volumes of waste from
each DOE TRU waste generator/storage site by site-specific waste profiles to synthesize
the overall WIPP waste profiles. In the example in Figure 2-1, the inventories of inorganic
nonmetal waste for Site #1 and Site #2 are added together to define a WIPP waste
profile. To define the anticipated total WIPP inventory for inorganic nonmetal waste, all
site-specific waste profiles for this waste category are combined to determine the WIPP
waste profile for inorganic nonmetal waste.

* The anticipated inventory of TRU wastes for disposal at WIPP is determined from stored
and currently projected waste streams as identified in the MWIR (DOE, 1994a) and/or the
IDB (DOE, 1994b). The MWIR reports only volumes of mixed TRU waste. To estimate
the volume of non-mixed TRU waste, the MWIR volumes by TRU waste site were
subtracted from the 1993 IDB total volumes. The resultant total, which was always
positive, was assumed to be non-mixed TRU waste.

In the Phase | MWIR (DOE, 1994c), INEL reported non-mixed TRU waste streams. These

. waste streams and their associated volumes have been used instead of the extrapolation of

non-mixed TRU waste from the difference in volume of the MWIR and IDB.

Because the non-mixed TRU waste volumes are derived by the difference between the IDB and
the MWIR, there are no WMCs associated with these volumes. Generally, mixed TRU and
non-mixed TRU waste streams have similar physical and chemical properties. Based on this
assumption, the non-mixed TRU waste was proportionally distributed among the predominant
WMCs for each site using the combined stored and projected volumes. Therefore, the volumes
reported in the site-specific waste profiles inciude both mixed and non-mixed TRU wastes.
Appendix F provides a percentage breakout of mixed TRU and non-mixed TRU waste by site
and WMCGs.
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2.3.2 Estimation of Scaling Factor

Because the existing stored and curmrently projected waste streams, including non-mixed TRU
waste, do not contain sufficient volume to fill the allowed capacity of WIPP, 6.2 x 10° ft* (~1.76
x 10° m%)(Public Law 102-579, 1992), scaling of the CH-TRU inventory is necessary to attain
the WIPP capacity. The scaling is accomplished by:

+ The anticipated inventory (as defined in Section 1.3.1) consists of 11 overall CH-TRU and
RH-TRU WIPP waste profiles based on the physical and chemical properties of the waste
streams. The sum of the anticipated inventory is subtracted from the allowable WIPP
inventory (1.76 x 10° m® and divided by the anticipated inventory, then added with 1:

18E+05m° _ anticipated
{design inventory) inventory + 1 = scaling factor
antictpated inventory

The scaling of the inventory, in future revisions of the WTWBIR, will include volumes of
waste anticipated from D&D and ER activities as these estimates are made available.

2.3.3 Estimation of Disposal Inventory

The disposal inventory is the total inventory to be used in SP and PA calculations. To calculate
the disposal inventory by WMCG, the anticipated inventory is multiplied by the scaling factor
for each WMCG and summed together. See Section 5.3 for further details.

2.3.4 Estimation of Waste Material Parameters

Some waste materials that exist in TRU waste may degrade, to some extent, over the 10,000-
year period for performance modeling (WIPP PA, 1993). Some waste may produce gas by
either chemical, microbial, or radiolytic degradation processes. The WIPP SP and PA models
will evaluate the impacts of these processes on repository performance. The waste material
parameters that are direct inputs into the SP process and PA madels or potential models being
considered or developed have been included in the WTWBIR and are documented in Section
6.2. These parameters will be evaluated in the SP process and PA modeling to detem'une the
sensitivity of each parameter to repository performance.

Each TRU waste stream identified in the MWIR (DOE, 1994a) was reviewed. An example of
a Phase Il MWIR printout can be found in Appendix H. The item description codes (IDCs) and
general waste information in the MWIR were compared with the NID (see Appendix D). The
comparison of the MWIR and NID information on a waste stream basis resulted in one of two
scenarios:

1. The MWIR waste stream correlates directly with NID waste stream.
2. The MWIR waste stream does not correlate directly with NID waste stream.

If a direct match was made between a waste stream in the MWIR and a waste stream in the
NID (i.e., both had the same IDC), the waste parameter information from the NID was used in
the waste stream profile for the MWIR waste stream. This information included the minimum,
average, and maximum quantities of waste material parameters reported within the waste
stream. If there was not a direct match, a comparison of the general waste information
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between the MWIR and the NID was used to assign a waste material parameter distribution
from another waste stream in the NID to the one under consideration in the MWIR to produce
the waste stream profile. A more detailed explanation of the methodology used for assignment
of waste material parameter information is provided in Section 3.3 and Appendix J.
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3. WASTE STREAM PROFILE METHODOLOGY

3.1 INTRODUCTION

The lowest tier of information in the WTWBIR is the waste stream profile, which documents
specific information for each separate waste stream identified in the MWIR at each DOE TRU
waste generator/storage site. In order to develop a waste characterization package for each
waste stream at each site, it was necessary to correlate the information between the MWIR,
NID, and IDB. Because these databases were generated at different times to meet different
requirements, the nomenclature, waste description codes, waste groupings, and waste streams
can be different in each database.

3.2 WASTE STREAM PROFILE DESCRIPTION

Each DOE waste stream was reviewed and, using the MWIR (DOE, 1994a) waste streams as
the basis, those which were identified as acceptable for disposal under the WIPP WAC (DOE,
1991) were developed into waste stream profiles. Figure 3-1 provides an example TRU waste
stream profile for a waste stream at INEL. In addition to presenting the quantity of waste
material parameters in each DOE waste stream, the waste stream profile also provides a cross-
reference table (top of the waste stream profile form) to list the different nomenclature used in
previously generated DOE documents to identify the waste stream. Appendix K provides a
cross correlation table for an MWIR waste stream with the NMVP, the draft RCRA Part B
Permit Application, and the TRUCON. Table 3-1 lists the fields utilized on the waste stream
profile, the sources of the information, and a short explanation of the data located in a particular
field. A complete set of the waste stream profiles is provided in Appendix E.

in development of the MWIR, DOE directed the TRU waste generating/storage site to append
their hazardous waste codes (EPA codes) to further define the waste in order to develop an
appropriate treatment technology. These code designations and descriptions are presented
in Appendix M. For example, D003 is defined by EPA as reactive. - DOE further defined this -
code as DOO3A (reactive cyanide), DOO3B (reactive sulfides), DO03C (explosives), DOO3D
(water reactives), and DOO3E (other reactives). Other EPA codes are furtner defined as listed
in Appendix M. :

There are three waste volumes reported in the waste stream profiles: retrievable, projected,
and total. On some waste stream profiles there can be a rounding error. If retrievable plus
projected do not equal the total, it is due to a rounding error.

3.3 WASTE STREAM PROFILE METHODOLOGY AND ASSUMPTIONS

3.3.1 Assignment of Waste Material Parameters to MWIR Waste Stream

Each waste stream described in the MWIR (DOE, 1994a) is evaluated to determine the
physical and chemical properties of the waste. This information is then compared with the NID
(Appendix D). As a result of this comparison, two scenarios are possible (see Appendix J}:

1 MWIR Waste Stream Correlates Directly with NID Waste Stream - If the MWIR waste
stream has a direct correlation with a NID waste stream (i.e., they both have the same

3-1
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WASTE STREAM PROFILES (conmmuen)

28-Jun-94

DATABASE WS ID IN-W1E9

HANDLING|CH FIELD OFFICE [iaaho
WS NAME {COMBUSTIBLES (TRU): DRY PAPER AND RAGS
NO MIGRATION VARIANCE PETITION [ID 216
WASTE MATRIX CODE - Site 5440 | wiPP PART B APPLICATION [COMBUSTIBLES
- Group | Heterogeneays Waste TRUCON|ID 216
oC's WASTE PARAMETERS {kg/m3)  Max Avg Min
Site [ID-EGG-114T-330 |
Assigned [RF-831 | Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals
Retrievable S775 Other Materials 423 i.10 0.00
Projected 0 Organics Celulosics 576.85 11583 0.00
Total 5775 Rubber  47.84  IL1l 0.00
EPA CODE(s) Plastics 84 .42 33.32 0.00
FO01 Solidified Organic Matrix
i Inorganic Matrix
DO0SC . .
023 Soils Seil
D029 Packaging Materials Steel 14183
Fo01 Plastic 39.42
FOO1
FoO3
FO01
FOO3
FOO1
FOOS5
FOOSA
FO02

Figure 3-1. Example of TRU Waste Stream Profile from
ldaho National Engineering Laboratory
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IDC), the waste parameter information from the NID is placed on the waste stream profile
for that particular waste stream.

2. MWIR Waste Stream Does Not Correlate with NID Waste Stream - if the MWIR waste
stream does not have a direct correlation with a NID waste stream (i.e., IDCs do not
match), the Waste Stream Description (See Section 2.2 in Appendix H) and the Specific
Matrix Constituents (See Section 4.2 in Appendix H) are examined to determined the
physical and chemical properties of the waste stream. Based on that information, a NID
waste stream is found that closely approximates the MWIR waste stream description. The
waste material parameter data from the similar NID waste stream are assigned to the
particular waste stream profile.

3.3.2 Assignment of WMC to MWIR Waste Stream

The DOE TRU waste generator/storage sites have assigned an overall WMC to each waste
stream based on the current form of the waste (see Section 4.1 in Appendix H). The WIPP
Project has developed the WIPP WAC (DOE, 1991) for any waste packages to be shipped to
WIPP to ensure the safe handling and emplacement in the WIPP. In general, the waste forms
acceptable for emplacement in WIPP are described in Table 1-2. For the purpose of this
document, waste streams that are in a physical or chemical form that is unacceptable for WIPP
disposal are assumed to be processed to meet WIPP WAC. To accomplish the grouping of
WMCs, the waste streams were evaluated as follows:

+ Documented physical and chemical properties were revised as described in the MWIR
database.

+ lfthe waste stream documentation was sufficient, a treatment was assumed for the waste
stream (e.g., solidification of inorganic liquids [1000 series] or organic liquids [2000
series]) and grouped with similar WMCs. Other waste streams in the 6000, 7000, 8000,
and 9000 series have also been grouped with the 3000, 4000, or 5000 series using
similar methodology to address any waste characteristics that would be unacceptable for
emplacement in WIPP. Some sites have reported "unknown" (e.g., WMC 8900) for some
waste streams. In a few cases, WMCs have been assigned through expert judgement
to the waste stream when sufficient information has been included in the waste stream
description. Any waste streams that have been changed from "unknown" to another WMC
have been documented on the waste stream profiles. Those waste streams that cannot
be placed in a new WMGC have been grouped together under the WMC 8900. The
"unknown” waste streams are documented as part of the WIPP inventory, but are not
used in any of the scaling of TRU waste volumes necessary to fill WIPP to its design
capacity. "Unknown" wastes will have to be characterized and may require treatment prior
to emplacement in WIPP.

» The TRU waste generator/storage sites have identified several waste streams that are
regulated under the TSCA (i.e., containing asbestos or polychlorinated biphenyls [PCBs])).
Because the concentration of the asbestos and/or PCBs is unknown, it is assumed that
these waste streams cannot be accepted at WIPP under the proposed draft WIPP RCRA
Part B Permit Application. These waste streams are summarized in Table 3-2 and are
not included in the WTWBIR.
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TABLE 3-1. SOURCES OF INFORMATION USED IN WASTE STREAM PROFILES
- INFORMATION FIELD SOURCE OF INFORMATION EXPLANATION l

e e |

Data Base WS 1D MWIR Database Unique identification number for waste
stream in MWIR database

Handling: RH/CH MWIR Database Identifies whether waste stream is
classified as CH ¢r RH

Field Office MWIR Database Identifies DQE field office responsible for
management of waste streams

WS Name MWIR Database Name of waste stream provided by TRU
waste site

NMVP NMVP, Table 2-1 Provided as cross reference to waste

streams included in the NMVP

o WMC - Site MWIR Database ) WMC for waste stream provided by the
U waste generator/storage sites
WMC - Group MWIR Database Groups WMCs with similar chemical and
b physical characteristics
WIPP Part B Permit WIPP draft RCRA Part B Permit Provided as cross reference to waste
Application Application, Waste Analysis streams in the WIPP draft RCRA Part B
L Plan, Revision 3 Permit Application
TRUCON TRUCON Provided as cross reference to waste
b streams in the TRUCON
v
. Site IDC MWIR Database Waste stream identification at site
- )
i~
G Assigned IDC TRUCON IDC assigned to comelate the MWIR
database to the NID
r | Waste Volumes 1983 IDB and/or MWIR Provides estimates of retrievable stored
- Database and projected volumes of TRU and mixed
| TRU wastes, if available
L Waste Parameters NID Provides weight estimates of selected
(paper, plastic, metal...) waste materials in a particular waste
stream |
= Hazardous Waste (EPA) | MWIR Database Documents hazardous waste codes (EPA)
Codes provided by TRU waste sites and
S recorded in the MWIR database
Notes/Specific Applicable Reference Documents any waste-stream specific
< Assumptions assumptions
) Key: WS = waste stream |D = identification
-
L,_.;
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« All "particulate” wastes have been assumed to be solidified prior to shipment to WIPP.

- Rocky Flats Plant (RFP) residue wastes are included in the MWIR, and are reported at
the volumes represented in Removing Plutonium Residues from Rocky Flats Wil Be
Difficult and Costly, a U.S. General Accounting Office (GAQO) report to Congress (GAOQ,
1682). Many of these wastes will have to be repackaged or treated to meet the WIPP
WAC, which will resuit in a volume change. '

TABLE 3-2. TOXIC SUBSTANCES CONTROL ACT (TSCA) TRU WASTE

UNIQUE - ~ ‘ |
WS WASTE STREAM NAME ASBESTOS PCBs
IN-W208 Composite Filters Yes No
IN-W209 Composite Filters Yes No
IN-W210 Asbestos Waste Yes No i
IN-W211 Composite Filters Yes No
I IN-W212 Composite Filters Yes No
IN-W213 Composite Filters Yes Yes
| _IN-WSOQ Absorbed Organic Liquids Unknown Yes I
RF-W001 Predominantly Metal Waste No Yes
RL-W071 Predominantly Metal Waste Yes No I
| RL-WO073 Predominantly Metal Waste No Yes
RL-WQ76 Predominantly Combustible No Yes
Waste |
RL-wW084 Organic Lab Packs No Yes
- |
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4. SITE-SPECIFIC WASTE PROFILE METHODOLOGY
4.1 INTRODUCTION

Waste streams with similar physical and chemical properties can be grouped together using
WMCs. For example, the following four waste streams from INEL are identified in Figure 4-1:

« Dry paper and rags (IN-W169);

« Combustible equipment boxes (IN-W203};

+ Benelex and Piexiglas (IN-W225); and

» Miscellaneous paper, metal, etc., (IN-W285).

These waste steams are all "heterogeneous waste" and can be combined into one site-specific
waste profile because it is assumed that for long-term compliance purposes (i.e, SP and PA
modeling inputs), all four waste streams have essentially the same physical and chemical
properties. At INEL, there are additional waste streams grouped under the "heterogeneous
waste" profile; but only these four have been included to simplify the example.

For the other site example identified in Figure 4-1, the combustibles waste stream profile

RF-WO012 is the only one that occurs in the "heterogeneous waste" classification and is,
therefore, placed under that site-specific waste profile for the RFP. This methodology of
grouping waste streams by WMCs is similar at each DOE TRU waste generator/storage site.

4.2 SITE-SPECIFIC WASTE PROFILE DESCRIPTION

A site-specific waste profile is developed at each of the TRU waste generator/storage sites for
each of the WMCGs (listed previously in Table 1-2) that have individual waste streams at each
site. These site-specific waste profiles provide a rollup of the waste material parameter and
volume information found in the waste stream profiles for each site.

4.3 SITE-SPECIFIC WASTE PROFILE METHODOLOGY

The general methodology for combining waste streams at a site into WMCGs is similar to that
shown in Figure 4-1. The WMCGs are then converted directly into site-specific waste profiles
to be used to build the WIPP disposal inventory. An example site-specific waste profile is
presented in Figure 4-2 using the IN example waste streams from Figure 4-1. Table 4-1 lists
the sources of information for site-specific waste profiles. All site-specific waste profiles are
provided in Appendix F.

4.3.1 Grouping of WMCs

For the purposes of this document, 11 WMCGs have been identified. The WMCGs were
developed by combining waste streams with similar physical and chemical properties by using
WMCGs as defined in the DOE Waste Treatability Groups Guidance (see Appendix C) and
after reviewing the individual waste stream descriptions in the MWIR. Table 1-2 {in Chapter
1) displays the WMCGs and associated WMCs.
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f A
wiPP Heterogeneous
Waste Waste
Profile ' :
{ |
?Jte-Specific Heterogeneous Heterogeneous
aste Waste Waste
Profile
[ --------------------------------------------------------------------------------------------------------
L. [ | I f
Waste
Stream IN-W169 IN-W203 IN-W225 IN-W285 RF-W012
Profiles | (S40° (5440) - (5440) (5400) (5440)
L N ————— S
ba: Idaho National Engineering Laboratory Rocky Flats Plant
) * Waste stream identification and waste matrix codes from DOE, 1994b
. Figure 4-1. Waste Profile Methodology for Example Waste Streams
s
L
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SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES

I0-Jun-54
PARAMETERS FOR_Met Waste
17 RETRIEVABLY TOTAL PER
STREAMID STOREDMI)  PROJECTED m3) STREAM (m3)
e IN-W2E3 1.06 0.00 1.06
IN-W281 370.89 0.00 370.85
IN-W2T8 1395 0.00 13.95
IN-WIAS 14,59 0.00 1459
IN-W16) 0.85 0.00 0.85
IN-WIB 1.48 0.00 1.48
INWISL 554 0.00 5.51
1N-W289 5684 0.00 58.84
N-WN286 8315 0.00 5§1.15
INWZ69 25.86 0.00 25.86
IN-W189 577464 0.00 5774.64
) N WS 127 0.00 127
- INW308.3 3485.00 0.00 2465.00
- N-W302 106.00 0.00 108.00
IN-W1ts 269514 Q.00 2695.14
N-W1s7 o 0.00 0.21
IN-W291 T70.09 0.00 770.09
N-WIN 6.15 0.00 615
WNWIT2 165,57 0.00 165.57
N-W225 220 0.00 2.20
N-WIT1 359 0.00 3s9
w203 7989 0.00 79.89
_ W04 191 0.00 194
IN-WT70 0.42 0.00 0.42
N-W2Ee 25.36 0.00 2536
IN-WIS5 64.90 0.00 64.90
WN-W329 127 0.00 127
NW2T1 0.42 0.00 0.42
_"_'_‘.. . M-WI1ST 778,34 0.00 77034
o 808 56 0.00 $4508.56
erial Parameters (kg/m3 Max Average Min
b Inofganics fron-based Metais/Alioys 171635 41.40 0.00
Aluminum-cased Metais/Alioys B2 0.48 0.00
s Other Metals 46.63 0.16 0.00
e Other Inarganic: Materials 207212 520 0.00
== Organics Celluiosics 918,75 100.97 0.00
) Rubber : 21202 892 0.00
i Plastics 1060.10 a8 0.00
s Solidified Materials inorganic Matrix
Organic Matrix 298 0.00 0.00
Solis Soil 14423 024 0.00
- Packaging Materials Steel e
Piastic 39.42

|

Figure 4-2. Example of Site-Specific Waste Profile

[~m=
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TABLE 4-1. SOURCES OF INFORMATION USED IN

. SITE-SPECIFIC WASTE PROFILES

Information Field

Source of Information

Explanation

DOE TRU Site MWIR Database The code for the DOE site. Codes are as

follows:

AL — Ames Laboratory

AE — Argonne National Laboratory -
East _

AW - Argonne National Laboratory -
West

ET — Energy Technology Engineering
Center

IN - Idaho Mational Engineering
Laboratory

KA — Knolls Atomic Power Laboratory -
Knclis Site

LA - Los Alamos National Laboratory

LB - Lawrence Berkeley Laboratory

LL - Lawrence Livermore National
Laboratory

MD — Mound Plant

MU -  University of Missouri

NT - Nevada Test Site

OR - 0©Qak Ridge National Laboratory

PA — Paducah Gaseous Diffusion Plant

RF - Rocky Fiats Plant

RL - Richland (Hanford) Site

SA - Sandia National Laboratories/NM

SR - Savannah River Site

WV - West Valley Demonstration
Project

WMCG DOE Waste Treatability

Groups Guidance and MWIR
Database

Groups waste streams that have simiar
chemical and physical properties.

Waste Stream Volume

1993 IDB and/or MWIR
Database

Provides estimates of retiievably stored,
projected, and total volumes of TRU and
mixed TRU wastes by waste stream.

Waste Material
Parametars

NID

Provides total weight estimates of selected
waste materals in a particular WMCG for
the entire site.

)
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43.2 Assignment of WMCGs to Site-Specific Waste Profiles

Once the waste stream(s) at a particular site have been reviewed and grouped under the
appropriate WMCG(s), a site-specific waste profile is developed for each WMCG, using the
name of the appropriate WMCG to identify the site-specific waste profile. Although the
maximum number of site-specific waste profiles for any given TRU waste generator/storage site
is 11 CH and 11 RH, most sites possess fewer.

4.3.3 Estimation of Non-mixed TRU Waste Volumes

The Phase ||l MWIR (DOE, 1994a) reports only velumes of mixed TRU waste, except for INEL
(reported in the Phase | MWIR; DOE, 1994¢). To estimate the volume of non-mixed TRU
waste (except for INEL), the MWIR volumes by TRU waste site were subtracted from the 1993
IDB total volumes, which report the total TRU and mixed TRU waste volume at each site (DOE,
1994h). The resuitant total, which was always positive, was assumed to be non-mixed TRU
waste:

IDB (TRU and mixed TRU waste) - MWIR (mixed TRU waste) = TRU (non-mixed TRU waste})

Because the non-mixed TRU waste volumes are derived from the difference between the 1DB
total TRU waste volumes and the MWIR total mixed TRU waste volumes per site, there are no
WMCs associated with these volumes. Generally, mixed TRU and non-mixed TRU waste
streams have similar physical and chemical properties (DOE, 1990).

Based on this assumption, the following example is presented only to illustrate the
methodology used at most DOE TRU waste generator/storage sites:

+ At a DOE TRU waste generator/storage site, three predominant WMCGs are assumed
to occur (i.e., solidified inorganic waste, solidified organic waste, and combustible waste).

« The volume oi' the three WMCGs is calculéted by combining stored and projected
volumes of all waste stream profiles under each WMCG.

« For this example, the following partitioning of mixed TRU waste volumes among the
WMCGs is assumed: 40 percent solidified inorganic waste, 10 percent solidified organic
waste, and 50 percent combustible waste.

- Assuming that the difference between the IDB waste volume and the combined MWIR
volume is 200 m?, then the non-mixed portion of the inventory would be distributed among
the three WMCGs in the same ratio. That is: 80 m® (solidified inorganic waste), 20 m®
(solidified organic waste), and 100 m® (combustible waste). The volumes reported in the
site-specific waste profiles include the non-mixed TRU waste. -

Because of the disparity in -available data on the non-mixed volumes of TRU waste, notations
will be made on a waste stream basis, indicating which method was used to arrive at the non-
mixed volume of the TRU waste. Appendix F includes tables that define the percentages of
the WMCG that is TRU and mixed TRU waste.
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5. WIPP WASTE PROFILE METHODOLOGY
5.1 INTRODUCTION

The WIPP waste profiles are the highest tier of information in the WTWBIR. Site-specific waste
profiles with the same WMCGs (see Table 1-2) can be combined across the TRU waste
generator/storage sites into what is defined as an overall WIPP waste profile.

5.2 WIPP WASTE PROFILE METHODOLOGY

As described in chapters 3 and 4, each waste stream from each TRU waste generator/storage
site is defined in a waste stream profile, then grouped by site WMCGs into site-specific waste
profiles. These site-specific waste profiles are then rolled-up into WIPP waste profiles by
combining identical WMCGs from all the TRU waste generator/storage sites. For example, all
site-specific waste profiles for heterogeneous waste (see Table 1-2) can be grouped together
to help generate the WIPP waste profile, "heterogeneous waste." The WIPP waste profiles are
presented in Figures 5-1 through 5-17 at the end of this chapter.

5.3 WIPP WASTE PROFILE ROLL-UPS

To illustrate the methodology for grouping similar site-specific waste profiles into WIPP waste
profiles, the WIPP waste profile for "heterogeneous waste" (based on the five example waste
streams shown in Figure 4-1) is provided in Figure 54. Table 5-1 lists the sources of
information used for the WIPP waste profiles.

TABLE 5-1. SOURCES OF INFORMATION USED IN WIPP WASTE PROFILES

—

INFORMATION FIELD SQURCE OF EXPLANATION
INFORMATION
Waste Matrix Code Group DOE Waste Treatability Groups waste streams that
(WMCG) Groups Guidance and have similar chemical and t
MWIR Database physical properties 1
DOE Site Volumes 1893 IDB andfor MWIR Provides estimates of
Database retrievably stored,

projected, and total \n
voiumes of TRU and TRU
mixed wastes by DOE site

Waste Material Parameters | NID Database Provides weight estimates
of selected waste materials
in a particular WMCG for
the DOE Complex

— —

Using volumes for all the TRU waste streams (inciuding the mixed and non-mixed TRU waste
volumes) in the WIPP TRU Waste Baseline Inventory Database, disposa!l inventory of TRU
waste has been developed using the methodology described in this and the preceding
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chapters. This inventory is presented in Table 5-2 (by WMCGs) and depicts both the
anticipated and disposal inventory volumes.

The anticipated inventory volumes are the sum of the "stored” and "projected” volumes in Table
5-2. The procedure to obtain the disposal inventory is summarized below:

+ The total CH-TRU "stored" and "projected" waste volumes are added together (8.6 x 10*
+41x10°=13x10°m?

« The "unknown" volume of waste in Table 5-2 (4.2 x 10° m’) is subtracted from the
anticipated inventory because DOE does not intend to produce any "unknown" waste in
the future.

 The "unknown” waste will have to be added back into the total scaled inventory because
it is assumed that this waste will be characterized and then shipped to WIPP. The target
design volume of CH-TRU waste beyond that identified in the MWIR is decreased by 4.2
x 10° m® (1.8 x 10° — 4.2 x 10° = 1.8 x 10° m® [there is no significant difference due 1o
rounding]).

- Applying a modified version of the formula given in Section 2.3:

1.8 x 10° 1.3 x 10°
(modified design - {modified anticipated
inventory) inventory)
+1 = 1.4 (scaling
1.3 x 10° (modified anticipated inventory) factor)

» Multiply the CH-TRU waste modified anticipated inventory volumes by the scaling factor
1.4 for all the WMCGs, except for the "unknown” waste (which resuits in the numbers in
the fourth column [Scaled Volumes] of Tahle 5-2).

. Add the CH-TRU waste volumes in the fourth column (Scaled Volumes), including the
"unknown" waste, to attain the disposal inventory.

The waste stream volume on a system-wide WMCG basis is increased by 40 percent to
account for the difference between the anticipated inventory and the repository design limit.
The RH-TRU waste volumes have not been scaled because the volume of anticipated RH-TRU
waste inventory already exceeds the design capacity by 21 percent (DOE, 1990).

5.4 RADIONUCLIDE ROLL-UPS

Quantitative radionuclide information is not available on a per-waste-stream basis, as is the
nonradionuclide information that is summarized in the waste stream profiles. However,
quantitative radionuclide information is availabie as part of the annual IDB submittal (DOE,
1994b). Table 5-3 contains a summary of the total radionuclide activity (curies) for CH-TRU
and RH-TRU waste from information submitted by the DOE TRU waste generator/storage sites
(Column 2 of Table 5-2) in support of the data call for the 1993 IDB (DOE, 1984Db).
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TABLE 5-2. TRANSURANIC WASTE DISPOSAL INVENTQRY FOR WIPP

l Waste Matrix Groups Stored n\:?lumes Projecte?n ;Jolu‘mes Scaled rr\‘I;::Iumes
Contact-Handled Waste
Combustibie 56E+03 3.2E+03 1.2E+04
Filter 2.1E+03 4 BE+02 3.6E+03
Graphite 4.8E+02 0.0E+00 , 6.8E+02
- Hetercgeneous 3.4E+04 1.6E+04 6.9E+04
Inorganic Non-Metal 1.1E+03 1.3E+01 1.6E+03 I
Lead/Cadmium Metal 2.3E+03 2.0E+03 6.0E+03
Waste
Salt Waste 7.7E+02 0.0E+00 1.1E+03
Soils 4 6E+03 3.2E+03 1.1E+04
Solidified Inorganics 1.9E+04 1.5E+04 4.8E+04
= Solidified Organics 1.3E+03 1.8E+02 2.1E+03
i Uncategorized Metal 11E+04 3 56402 1.6E+04
‘ Unknown' 4.2E+03 2.8E+02 4.4E+03
Total 8.6E+04 4.1E+04 1.8E+05 |
[ ‘ Remote-Handled Waste
Filter 2.8E+01 2.0E+02
Heterogeneous 8.0E+02 3.6E+03
- Inorganic Non-Metal 0.0E+00 1.2E+03
7 Lead/Cadmium Meta! 0.0E+00 8.8E-01
e Waste |
[ Solidified Inorganics 6.2E+02 1.4E+03
£ Uncategorized Metal 1.5E-01 4 BE+01
Unknown 5.6E+02 - 4.2E+02
= Total 2.0E+03 7.0E+03
|| Grand Total B.BE+04 [ 4.8E+04 I

' The projected "unknown" waste streams are calculated non-mixed TRU waste streams as
defined in section 4.3.3. There was not enough information provided in the MWIR from the
= TRU waste generator/storage sites to assign these streams to a WMCG.

[4,]
o
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The curie totals for CH-TRU waste have been scaled (1.4) by the same percentage as the
volume numbers in Section 5.3 for CH-TRU waste. The scaling will allow SP and PA modeling
of the performance of the repository, with the inventory increased to the permitted volume
limits. The curie totals presented in Column 4 (for RH-TRU) and Column 3 (for CH-TRU) in
Table 5-3 are intended to replace the curie totals used by SNL/NM in the latest published data
on waste parameters used in PA (Table 3.3-1 in Sandia WIPP Project, 1992). A more
comprehensive Iisting of radionuclide inventories can be found in Appendix L

TABLE 5-3. IDB TOTALS FOR SELECTED RADIONUCLIDES, DECAYED, AND
ACCUMULATED TO DECEMBER 1992

CH CH RH
RADIONUCLIDE (REPORTED) (SCALED) CURIES
CURIES CURIES

Am 241 4 13E+04 5.78E+04* 8.98E+04
Cf 252 1.09E+02 1.53E+02 1.10E+01
Cs 137 1.98E+03 2 77E+03 2 G4E+04

Np 237 1.68E+01 2. 35E+01 7.66E-01
Pm 147 5.37E+02 7 52E+02 1.11E+03
Pu 238 5.80E+05 8.12E+05 6.17E+04
Pu 239 1.23E+05 1.72E+05 4.0BE+04
Pu 240 1.63E+04 2. 28E+04 9.98E+03
Pu 241 3.24E+05 4 54E+05 1.78E+05

Pu 242 4 92E+02 6.89E+02 9.48-01
| Sr 90 1.44E+03 2.02E+03 5.75E+04
Th 232 1.01E-01 1.41E-01 3.33E-01
U 233 2.14E+02 3.00E+02 1.04E+03
U235 9.94E-01 1.39E+00 3.67E+02
U 238 6.08E+00 8.51E+00 2.30E+00

N/A = RH-TRU curie content was not scaled to fill the WIPP repository. (See Section 5.4 for
details.)

* = Bcealing factor is 1.4 from the volumes in Table 5-2.

ASSUMPTIONS:

1. Activities reported in 1993 are complete and accurate.

2. Equivalent Pu 239 activities.

3. Calculations to "decay” values reported by DOE sites were performed correctly and
assumptions stated in 1993 IDB are valid.

4, Site reporting was done in accordance with the instructions in the 1993 IDB data call.

5. Reported values are scaled to design repository volume for CH-TRU waste only.

METHODOLOGY:
The figures presented were arrived at by summing the calculated decayed values in the 1883

IDB from data reported by DOE sites managing TRU waste in response to a formal, nationwide
data call.
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WIPP CONTACT HANDLED WASTE PROFILES

30-Jun-94
WASTE MATRIX CODE GROUP Combustible Waste

[ SITE Stored Volume Projected Sum Total {Volumes in m3)

IN 557.0 0.0 557.0
o MD . 8§77 28.1 85.8
RF 287.0 2086 495.5
SR 4747.1 2986.6 77337

CH TOTALS: 5648.8 3223.3

B872.0

Material Parameters (kg/m3}

Max Average Min
L Inorganics Iron-based Metals/Alloys
Aluminum-based Metals/Alloys
Cther Metals
Other Inorganic Materiais 4.23 1.10 0.00
Organics Cellulosics 576.85 115.83 0.00
Rubber ) 47.84 11.11 0.00
Plaslics 84.42 3332 0.00
Solidified Materials inorganic Matrix
Organic Matrix
Soils Sail
Packaging Materials Steel 141.83
Plastic 39.42
L Figure 5-1. WIPP CH-TRU Waste Profile for Combustible Waste

5-%5
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WIPP CONTACT HANDLED WASTE PROFILES (contd)

WASTE MATRIX CODE GROUP Filter Waste

June 1994

SITE Stored Volume Projected Sum Total {(Volumes in m3}
IN 1424 7 0.0 14247
RF 693.1 458.5 1151.5
CH TOTALS: 21178 458.5 2576.2
Material Parameters (kg/m3}
Max Average Min
inorganics iron-based Metals/Alloys
Aluminum-based Metals/Alloys
Oiher Metals
Other inorganic Materials 429.82 42082 0.00
QOrganics Cellulosics
Rubber
Plastics _ 8.77 877 0.00
Solidified Materials {norganic Matrix
COrganic Matrix
Soils Soil
Packaging Materials Steel 141.83
Plastic . 39.42

Figure 5-2.

WIPP CH-TRU Waste Profile for Filter Waste

1]
m
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WIPP CONTACT HANDLED WASTE PROFILES (contd)

WASTE MATRIX CODE GROUP Graphite Waste

SITE Stored Volume Projected Sum Total {Volumes in m3}
IN 487.0 0.0 487.0
RF 0.4 0.0
CH TOTALS: 487 4 c.0 487.4
Material Parameters (ka/m3)
Max Average Min
Inorganics Iron-based Metals/Alloys
Aluminum-based Metals/Alioys
Other Metais
Other Inorganic Materials 1673.08 115.38 0.00
Organics Cellulosics
Rubber
Plastics
Solidified Materials Inorganic Matrix
Orgaric Matrix
Soils Soil
Packaging Materials Steel 141.83
Plastic 39.42

Figure 5-3. WIPP CH-TRU Waste Profiie for GGraphite Waste

[&)]
‘



CAQ-84-1005, Draft Rev. 0

June 1894
WIPP CONTACT HANDLED WASTE PROFILES (contd)
WASTE MATRIX CODE GROUP Heterogeneous Waste
SITE  Stored Volume Projected Sum  Total (Volumes inm3
N 145086 0.0 14508.6
KA 2.4 0.0 24
LA 20415 4677.0 8718.5
LL 1105 809.5 920.0
MU - 0.1 0.5 0.6
NT 612.0 0.0 612.0
OR 928.3 609.3 15376
RF 14836 1187.0 2680.5
RL 89917 3116.8 12108.5
SR 5022.4 5813.0 10835.4
CH TOTALS: 33711.0 16213.0 49924.0
Material Parameters (kg/m3)
Max Average Min
inorganics Iron-based Metals/Alloys
Aluminum-based Metats/Alloys
Other Metals .
Cther Inorganic Materials 4.23 1.10 G.00
Organics Celivlosics 576.85 11583 0.00
Rubber 47 .84 111 0.00
Plastics 84,42 3332 000
Solidified Materials Inorganic Matrix
Organic Matrix
Soils Soil
Packaging Materials  Steel 141.83
Plastic 39.42

Figure 5-4. WIPP CH-TRU Waste Profile for Heterogeneous Waste
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5 WIPP CONTACT HANDLED WASTE PROFILES (contd)
WASTE MATRIX CODE GROUP Inorganic Non-netal Waste
SITE Stored Volume Projected Sum  Total (Volumes in m3j
IN 927.3 0.0 927.3
RF 212.9 12.9 . 2258
CH TOTALS: 1140.3 12.9 11531
Material Parameters {kq/m3)
Max Average Min
=2 Inorganics Iron-based Metals/Alloys
Aluminum-based Metals/Alloys
L Cther Metals
— Other Inorganic Materials 290.75 200.75 0.00
Organics Cellulcsics 1.10 1.10 0.00
Rubber 1.10 1.10 0.00
Plastics 19.82 19.82 0.00
[ Solidified Materials inorganic Matrix
e Qrganic Matrix
Soils _ Sail
Packaging Materials Steel 141.83
e Plastic 39.42

Figure 5-5. WIPP CH-TRU Waste Profile for inorganic Nonmetal Waste
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WIPP CONTACT HANDLED WASTE PROFILES (contd)

— WASTE MATRIX CODE GROUP Lead/Cadmium Metal Waste

= SITE  Stored Volume Projected Sum  Tota! {Volumes in m3)
= AE 0.4 0.7 14
L ET 25 0.2 27
LA 2209.2 1823.8 4033.0
LL 10 28.0 29.0
RF 773 478 125.1
RL 1.8 55.8 576
wWv 308 0.0 30.9
CH TOTALS: 2323.1 1856.3 4279.4

Material Parameters (ka/m3)

Max Average Min
inorganics iran-based Meta!slAlioys
Aluminum-based Metals/Alloys
Other Metals 913.46 30288 76.92
Other Inorganic Materials
e Organics Celluiosics
: ‘ Rubber
Plastics
I Solidified Materials Inorganic Matrix
Organic Matrix
Solls Soil
__ Packaging Materials Steel : 14183
Plastic 39.42
L
&
B Figure 5-6. WIPP CH-TRU Waste Profile for Lead/Cadmium Waste
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WIPP CONTACT HANDLED WASTE PROFILES (contd)
WASTE MATRIX CODE GROUP Salt Waste
SITE Stored Volume Projected Sum Total (Volumes in m3
.
IN 176 0.0 17.6
RF 754.3 0.0 754.3
CH TOTALS: 771.9 0.0 771.8
Material Parameters (kq/m3}
Max Average Min
inorganics Iron-based Metals/Alloys 14.42 12.02 0.48
Aluminum-based Metals/Alloys
Other Metals
Other Inorganic Materials $67.30 216.30 48.10
Organics Cellulosics
Rubber
Plastics
Solidified Materials Inorganic Matrix
Organic Matrix
Soils Soil
Packaging Materials Steel 141.83
Plastic 3942

Figure 5-7. WIPP CH-TRU Waste Profile for Salt Waste
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WIPP CONTACT HANDLED WASTE PROFILES (contd)

WASTE MATRIX CODE GROUP Soil

SITE Stored Volume Projected Sum Total {(Volumes in m3)

IN 38.0 0.0 38.0
RL 4598.8 3181.4 7780.2

CH TOTALS: 463%.8 3181.4 7818.2

Material Parameters (kq/m3)

Max Average Min

Inorganics Iron-based Metals/Alloys

Alurinum-based Metals/Altoys

Cther Metals

Cther Inorganic Materials 307212 584.13 0.00
Organics Cellulosics 12.02 12.02 0.00

Rubber

Plastics 12.02 12.02 0.00
Solidified Materials Inorganic Matrix

Organic Matrix
Soils Soil 14423 64.90 0.00
Packaging Materials Steel ' 14183

Plastic 39.42

Figure 5-8. WIPP CH-TRU Waste Profile for Soil
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WIPP CONTACT HANDLED WASTE PROFILES (contd)
WASTE MATRIX CODE GROUP Solidified Inorganic Waste
SITE  Stored Volume Projected Sum  Total (Volumes in m3
AE 211 144 .4 165.5
AL 0.0 0.3 0.3
IN 6992.2 0.0 6992.2
LA 6274.2 10108.9 16383.1
LL 112.0 851.5 963.5
MD 86.8 278 114.7
OR 138.2 373 178.5
PA 18.8 0.0 18.8
RF 32326 11779 4410.5
RL 1988.0 3014.4 5003.4
SR 0.0 0.0 0.0
wv 18.3 0.1 19.4
H TOTALS: 18885.3 15362.6 34247.9
Material Parameters (kq/m3)
Max Average Min
Inorganics Iron-based Metals/Alloys
Aluminum-based Matals/Alloys
Other Metals
Other inorganic Materiais
Qrganics Cellutosics
Rubber
Plastics
Solidified Materials Inerganic Matrix 2012.02 625.00 164.90
Organic Matrix
Soils Seil
Packaging Materials Steel 141.83
Plastic 39.42

Figure 5-9. WIPP CH-TRU Waste Profite for Solidified Inorganic Waste
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WIPP CONTACT HANDLED WASTE PROFILES (contd)
WASTE MATRIX CODE GROUP Solidified Organic Waste
SITE Stored Volume Projected Sum Total {Volumes in m3)
AE 0.0 01 0.2
IN 1017.8 0.0 1017.8
LL 08 21.0 218
RF 124.1 95 1338
RL 0.4 221 225
SR 201.5 124 .4 3259
CH TOTALS: 1344.6 1771 1521.7
Material Parameters (kg/m3}
Max Average Min
Inorganics Iren-based Metals/Alloys
Aluminum-based Metals/Alloys
Other Metals
Cther inorganic Materials
Organics Celiulosics
Rubber
Plastics
Solidified Materials Incrganic Matrix
Organic Matrix 113462 g23.08 . 350.96
Soils Sail
Packaging Materials Stesl 141.83
Plastic a9.42

Figure 5-10. WIPP CH-TRU Waste Profile for Solidified Organic Waste
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CAO-94-1005, Draft Rev. 0

SITE Stored Volume Projected Sum Total (Volumes in m3)

WASTE MATRIX CODE GROUP Unspecified Metal Waste

June 1994

AE 4.4 35.7 401
IN 10677.1 0.0 10677 .1
LA 151 0.0 15.1
RF 387.7 312.2 679.9
CH TOTALS: 11064.3 347.9 11412.2
Material Parameters (ka/m3)
Max Average Min
Inorganics tron-based Metals/Alioys 3173 8365 0.00
Aluminum-based Metals/Alicys _
Other Metais 1586.54 19519 0.00
Other Inorganic Malerials 19.23 19.23 0.00
Organics Cellulosics
Rubber
Plastics
Solidified Materials Inorganic Matrix
Organic Matrix
Soils Soil
Packaging Materials Steel 14183
Plastic 35.42

Figure 5-11. WIPP CH-TRU Waste Profile for Unspecified Metal Waste
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WIPP REMOTE HANDLED WASTE PROFILES
30-Jun-94
WASTE MATRIX CODE GROQUP Filter Waste
SITE Stored Volume Projected Sum  Total (Volumes in m3}
AW 7.1 04 7.5
IN 204 2040 224 4
RH TOTALS: 27.5 204.4 231.9
Material Parameters (kg/m3)
Max Averaqe Min
Inorganics Iron-based Metals/Alloys
Aluminum-based Metals/Alloys
Other Metals
Other inorganic Materials 420,82 429.82 0.00
Organics Cellulosics :
Rubber )
Plastics 877 8.77 0.00
Solidified Materials Inorganic Matrix
Organic Matrix
Soiis Soil
Packaging Materials Steel 2600.00
Lead 450.00

Figure 5-12. WIPP RH-TRU Waste Profile for Filter Waste
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WIPP REMOTE HANDLED WASTE PROFILES (contd)
WASTE MATRIX CODE GROUP Heterogeneous Waste
SITE Stored Volume Projected Sum Total (Volumes in m3)
AW 0.0 0.2 0.2 ’
IN 12.8 0.0 128
KA 11.2 252 364
LA 78.4 930.0 1008.4
OR 497.9 238.3 736.2
RL 201.0 2454 8 2655.8
RH TOTALS: 801.3 3648.5 44498
Material Parameters {kg/m3) :
Max Average Min
inorganics Iron-based Metals/Alloys 256.10 256.10 0.00
Aluminum-based Metals/Alloys 27.77 7T 0.00
Cther Metals 2468 2468 0.00
Other Inorganic Materials 29.28 29.28 0.00
Organics Cellulosics 45727 7.43 0.00
Rubber
Plastics 57.57 15.08 0.00
Sohdified Materials Inorganic Matrix
Organic Matrix
Soils Soil
Packaging Materials Steel 2600.00
Lead 460.00

Figure 5-13. WIPP RH-TRU Waste Profile for Heterogeneous Waste
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WIPP REMOTE HANDLED WASTE PROFILES (contd)
WASTE MATRIX CODE GROUP Inorganic Non-metal Waste
SITE Stored Volume Projected Sum  Totat (Volumes in m3)
e VR -
RL 0.0 1227.4 12274
RH TOTALS: 6.0 12274 12274
Material Parameters (kg/m3)
Max Average Min
Inorganics Iron-based Metals/Alloys
Aluminum-based Metals/Alioys
Other Metals
Other Incrganic Materials 57212 57212 0.00
Organics Cellulosics 2404 2404 0.00
Rubber
Plastics 24.04 24.04 0.00
Sofidified Materials Inorganic Matrix
Organic Matrix
Soils Soil
Packaging Materials Steel 2600.00
Lead 460.00

Figure 5-14. WIPP RH-TRU Waste Profile for inorganic Nonmetal Waste
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WIPP REMOTE HANDLED WASTE PROFILES (contd)

WASTE MATRIX CODE GROUP Lead/Cadmium Metal Waste

SITE Stored Volume Projected Sum  Total (Volumes in m3)

AW 0.0 0.8 0.8
RH TOTALS: 0.0 0.9 0.9

Material Parameters {ka/m3)

Max Average Min
Inorganics lron-based Metals/Alloys 256.10 256.10 0.00
. Aluminum-based Metals/Alloys 27.77 27.77 0.00
[ Other Metals 2468 2468 0.00
e Other Inorganic Materials 2028 29.28 0.00
Organics Celluiosics 4527 7.43 0.06
Rubber
Plastics 67.57 15.00 0.00
Solidified Materials Inorganic Matrix
Qrganic Matrix
Solls Soil
Packaging Materiais Steel 2600.00
= Lead 460.00

F

_ Figure 5-15. WIPP RH-TRU Waste Profile for Lead/Cadmium Metal Waste
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WIPP REMOTE HANDLED WASTE PROFILES {contd)
WASTE MATRIX CODE GROUP Solidified Inorganic Waste
SITE Stored Volume Projected Sum Total (Volumes in m3)
AW 0.0 0.1 0.1
IN 11.6 0.0 116
OR 605.0 180.0 785.0
RL 0.0 1227 4 1227.4
RH TOTALS: 616.6 1407.5 202414
Material Parameters {kg/m3
Max Average Min
Inorganics jron-based Metals/Alloys
Aluminum-based Metals/Alioys
Other Metals .
Cther Inorganic Materiais 290.75 280.75 0.00
Organics Cellulesics 1.10 1.10 0.00
Rubber 1.10 1.10 0.00
Plastics 19.82 19.82 0.00
Solidified Materials Inorganic Matrix
Qrganic Matrix
Soils Soil
Packaging Materials Steel 2600.00
Lead 460.00

Figure 5-16. WIPP RH-TRU Waste Profile for Solidified Inorganic Waste
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WIPP REMOTE HANDLED WASTE PROFILES (contd)

WASTE MATRIX CODE GROUP Unspecified Metal Waste

SITE Stored Volume

Projected Sum

Total (Volumes in m3

June 1994

AE 0.0 476 476
AW 0.2 0.6 .8
RH TOTALS: 0.2 48.2 48.4
Material Parameters (kg/m3)
Max Average Min
Inorganics iron-based Metals/Alloys 25610 256.10 0.00
Aluminum-based Metals/Alloys 2777 2177 0.00
Cther Metals 2468 2468 0.00
Other Inorganic Materiais 29.28 2928 .00
Organics Cellulosics 4527 743 0.00
Rubber
Plastics 6757 15.08 0.00
Solidified Materials Inorganic Matrix
Organic Matrix
Soils Soil
Packaging Materials Steel 2600.00
Lead 480.00
Figure 5-17. WIPP RH-TRU Waste Profile for Unzpecified Metal Waste
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6. WASTE MATERIAL PARAMETERS
6.1 INTRODUCTION

Some waste materials that occur in TRU waste may degrade over the 10,000-year period for
performance modeling (EPA, 1993a). Some of these waste materials may produce gas by
either chemical, microbial, or radiolytic processes (WIPP PA, 1993). These types of processes
need to be evaluated as part of the WIPP SP and PA modeling effort to analyze their impact
on repository behavior.

6.2 PARAMETER DESCRIPTION

This chapter identifies and defines the waste material parameters to be evaluated in
performance assessment calculations. The same methodology used for identifying waste
stream profiles and combining them into site-specific and WIPP waste profiles is used to
develop a disposal inventory for WIPP by waste material parameters (see Figures 2-1 and 4-1).
Waste material parameter information is provided for each waste stream profile (Figure 1-2).
This waste material parameter information is used to estimate the anticipated WIPP inventory,
which is then scaled to obtain the repository design limit (disposal inventory). This inventory
is presented as a weighted average with a maximum and minimum expected weight/velume
for each waste material parameter.

A discussion of the methodology for assignment of waste parameter information from the NID

 to WTWBIR waste streams is presented in Section 2.3.4 and Appendix J. The 10 waste

material parameters and packaging materials that are direct inputs into the SP and PA models
are;
Inorganics

+ lron-based metals/alloys — This designation is meant to inciude iron and steel alloys in
the waste and does not include the waste container materials.

*  Aluminum-based metals/alloys — Aluminum or aluminum-based alloys in the waste
materials.

» Other Metals — All other metals found in the waste materials {e.g., copper, lead,
zirconium, tantalium, etc.). The lead portion of lead rubber gloves/aprons are also
included in this category.

+ Other Inorganic Materials — Include inorganic nonmetal waste materials such as
concrete, glass, firebrick, ceramics, sand, and inorganic sorbents.

QOrganics

» Cellulosics — Includes those materials, generally derived from high polymer plant
carbohydrates. Examples are paper, cardboard, kimwipes, wood, cellophane, cloth, etc.

+ Rubber — Includes natural or manmade elastic latex materiais. Examples are Hypalon,
Neoprene, surgeons’ gloves, leaded-rubber gloves (rubber part only), etc.

« Plastics — Includes generally manmade materials, often derived from petroleum
feedstock. Examples are polyethylene, polyvinylchloride, Lucite, Teflon, etc.
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Solidified Materials

- |norganic Matrix — This includes any homogenous materials consisting of sludge or
aqueous-based liquids that are solidified with cement, Envirestone, or other solidification
agents. Examples are wastewater treatment sludge, cemented aqueous liguids, and
inorganic particulates, etc.

+ Qrganic Matrix — This includes cemented organic resins, sollidiﬂéd organic liquids, and
sludges.

Soils
- Generally consists of naturally occurring scils that have been contaminated with
inorganic waste materials. '

Packaging Materials

. Steel — For this revision of the WTWBIR all CH-TRU waste is assumed to be packaged
in 55-gallon drums and RH-TRU waste is assumed to be packaged in the RH-TRU
shipping container for disposal in WIPP. As additional data on other packaging
configurations is specified by the TRU waste generator/storage sites, this information will
be added to the WTWBIR.

.« Plastics — For this revision of the WTWBIR, all CH-TRU waste is assumed to be
packaged in ~80 mil high-density polyethyline liner with several layers of piastic bags
inside. '

+ Lead — The RH-TRU canister contains lead as well as steel.
6.3 METHODOLOGY

If an MWIR waste stream is a direct match with a waste stream in the NID (i.e., has the same
IDC), then that waste material parameter information is used in the WTWBIR. In cases where
a direct match does not occur, the waste stream description and WMCs are used in conjunction
with expert judgement and general process knowledge to assign waste parameter information
from a particular NID waste stream to the particular MWIR waste stream (see Appendix J for
additional information). In some cases, two or more NID waste streams could be combined on
a weighted basis to provide the correct mix of waste materials for the MWIR waste stream.

The NID information provides weights for materials in an average drum and sometimes
provides minimum and maximum weights for the materials. These data were used to calculate
densities of particular materials for each IDC. These weights for each material parameter
represent the waste profile for each IDC and, hence, for each MWIR waste stream.

Waste material parameters from the NID were rolled up into more general categories. The best
way to describe this is with a hypothetical example as shown in Table 8-1.

o
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TABLE 6-1. NID INFORMATION

Waste Material Minimum Average Maximum
Parameter {wit%) (wt%) (wt%)

Paper 10 30 80
Kimwipes 5 15 40
Cloth 0 5 10
Cellulosics (summed) 15 50

Drum Weights (kg) (waste 50 95 150
only)

The average weight percent does not add to 100 percent because other parameters such as
metals make up the rest of an average drum. As shown in the fourth line, the data would roll
up into the WTWBIR database as celluiosic materials. The result in the WTWBIR would be as
follows:

Weight per drum {Kg)
Parameter Min Avg Max
Cellulose 7.5 47.5 150

The minimum is the sum of the minimum weight percents in the NID multiplied by the minimum
weight of waste (i.e., 15 percent x 50 kg = 7.5 kg) in the drum. The average is the sum of the
average weight percents multiplied by the average weight of waste (i.e., 50 percent x 95 kg =
47.5 kg) in the drum. The maximum is the sum of the maximum weight percents multiplied by
the maximum weight of waste (i.e., 100 percent x 150 kg = 150 kg) in the drum. In this case
the maximum weight percents add to more than 100 percent which is physically impossible;
therefore, 100 percent is used for the maximum weight percent. When tables and reports are
computed for the WTWBIR, the weights per drum are converted to weight per cubic meter
based on 0.208 cubic meters per 55-gallon drum.

The roliups of these material parameters by WMCGs or by site use the volumes from the MWIR
data in the WTWBIR database. The roll ups by WMCGs or by site require combining data for
several MWIR waste streams. The averages for the material parameters are calculated from
the NID-derived average densities modified by the MWIR volume fractions and summed as
follows:

(Volume MWIR Stream,)
Average Density = Average Density, X +oeoe
of rollup group (Total Volume of Group)
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The minimum density is chosen as the smallest minimum density of a particular waste material
parameter in the MWIR waste streams in a particular site-specific rollup. The maximum density
is chosen in a similar manner, except that the largest maximum density was chosen.

In many cases, the NID does not have data for minimum and maximum percentages, even
though average percentages are provided. In these cases, for rollup purposes only, the
minimum is assumed to be zero and the maximum is assumed to be equal to the average.
This ensures that the calcufated and rolled up maximum densities are greater than the average
densities. However, the maximum density may not be a true maximum but the maximum
average density (see Appendix L for further WTWBIR Database information).

6.4 QUALITY ASSURANCE

WTWBIR Team — The data entry, manipulations, and reporting was conducted in conformance
to a Quality Assurance Plan (CTS-WTAC-0001). The basic concept of the plan was to:

« Maintain record copies of the database at different points in the development.
- Maintain an auditable record of additions and changes to the database.

« Document and verify the correct use of the database to produce the reports and tables
used in the WTWBIR.

This was accomplished by documenting and verifying the changes, additions, corrections, and
report and table generation through the use of formal change forms signed and dated by the
implementor and checker. The implementor is the individual who initially makes the changes
or develops the report or table and the checker is a another individual who checks and verifies
that the initial work was correct. If the initial implementation was not correct, the checker
confers with the implementor, changes are agreed upon, and the checker and implementor both
check that the changes are properly implemented.

The change form is also used by anyone on the WTWBIR team to request a change or addition
to the database. in this case the form also includes the requestor's name and the date
requested. The requestor can also be the checker or implementor — but not both.

The database manager is responsible for maintaining the record copies of the database,
tracking and ensuring proper use of change forms, and ensuring that the technical lead for the
WTWEIR team is cognizant of changes being made to the data.

6.5 WIPP WASTE MATERIAL PARAMETER ROLLUPS

The waste material parameters that are inputs into the SP process and PA models are
presented in Table 6-2 for CH-TRU waste and Table 6-3 for RH-TRU waste. These tables
represent the WIP disposal inventory of waste material parameters. These waste material
parameters are the fina! rollups of the WIPP waste profiles in Tables 5-1 through 5-17.



Radiological Desig: CH
Materials
Inorganices: lron Based
Aluminum Based
Other Metals
Other Inorganics
Organics: Cellulose
Rubber
Plastics
Solidified Materlals: Inorganic
Organic
Soils
Total Volume: 1.3E+05
Container Materials:
Steel

Plastic Liner
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TABLE 6-2. WIPP CH-TRU WASTE MATERIAL PARAMETER DISPOSAL INVENTORY

(Kg/m’)

Maximum Average Minimum
1.7E+03 4.0c+01 0.0E+00
7.4E+01 3.0E+00 0.0E+00
1.6E+03 1.6E+01 0.0E+00
3.1E+03 5.2E+01 0.0E+00
2.0E+03 2.0E+02 ‘0.0E+00
4.6E+02 20E+01  0.0E+00
2.98+03 6.5E+01 0.0E+00
2.0E+03 1.9E+01 0.0E+00
2.0E+03 1.2E+01 0.0E+00
6.7E+02 5.3E+00 0.0E+00

1.4E+02
3.9E+01
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TABLE 6-3. WIPP RH-TRU WASTE MATERIAL PARAMETER DISPOSAL INVENTORY

Radiological Desig: RH
Materials
Inorganics: iron Based
Aluminum Based
Other Metals
Other Inorganics
Organics: Cellulose
Rubber
Plastics
Solidified Materials: Inorganic
Organic
Sails
Total Volume: ' 2.6E+03
Canister, Plug Materials:
Steel
Lead

[€)]

(Kgim’)

Maximum Average Minimum
1.7E+03 7.12+01 0.0E+00
2.8E+01 3.8E+00 0.0E+00
9.1E+02 5.0E+00 0.0E+00
5 7E+02 1.3E+02 0.0E+00
4 5E+02 3.4E+01 0.0E+00
1.8E+01 2.9E+00 0.0E+00
1.5E+02 3.2E+01 0.0E+00
2.0E+03 7.0E+01 1.6E+02
3.0E+00 5.3E-03 0.0E+00

2.6E+03

4 6E+(2
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APPENDIX A
GLOSSARY

40 CFR Part 191, Protection of Environment. EPA: Environmental Radiation Praotection
Standards for Management and Disposal of Spent Nuclear Fuel, High-Level and TRU
Radioactive Wastes — The EPA’s environmental standards for the storage (Subpart A} and
disposal (Subpart B) of spent nuclear fuel, and high-level and TRU radioactive wastes. This
is the primary post-closure standard that applies to WIPP. |t limits annual radiation doses {0
the public from waste management storage and disposal facilities.

40 CFR Part 268, Protection of Environment. EPA: Land Disposal Restrictions —
Restricts the land disposal of all hazardous wastes and specifies strict treatment standards that
must be met before these wastes can be land-disposed.

Americium (Am) — A TRU radionuclide having an atomic number of 95, containing 95
electrons and 95 protons. Am-241 (half-life 432.7 y) results from the decay of Pu-241 (half-life
14.4 y). Waste initially rich in Pu-241 will therefore “grow” in Am-241 for several decades as
the Pu decays. Am-241 exists in finite amounts in TRU waste at INEL, LANL, LLNL, NTS,
ORNL, RFP, and SRS. :

Anticipated Inventory — The sum of the stored and projected inventories, as defined in this
document. -

Buried Waste — TRU waste buried in shallow trenches prior to the 1970 Atomic Energy
Commission policy that required TRU waste to be retrievably stored.

Californium {Cf) — A TRU element having an atomic number 98 (the number of protons in the
nucleus). An alpha emitter (half-life 2.64 y), Cf-252 alsc spontaneously fissions, thus making
it desirable as a neutron source. Cf-252 is created by neutron bombardment of Cm-244
targets. OR is the only production agency for Cf. As a result, the OR inventory is the only TRU
waste inventory showing finite quantities of this element.

Code of Federal Regulations {(CFR) — (1) A codification of the general and permanent rules
published in the Federal Register by the department and agencies of the federal government.
The CFR is divided into 50 tities that represent broad areas subject to federal regulation. 1tis
issued quarterly and revised annually. (2) All federal regulations in force are published annually
in codified form in the CFR.

Contact-Handled (CH) TRU Waste — Packaged TRU wastes with. an extenal surface dose
rate of 200 mrem or less per hour. '

Curie — A guantitative measure of radioactivity equal to 3.7 x 10" disintegrations per second.

Curium (Cm) — A TRU element having an aiomic number of 96 (the number of protons in the
nucleus). An alpha emitter (half-life 18.1 y), Cm-244 is used for neutron bombardment of
targets for the production of Cf-252 at ORNL. In spite of its half-life being iess than 20 years,
OR considers and handles Cm-244 as a TRU nuclide. Some TRU waste at both OR and SR
contains Cm-244.

Decontamination and Decommissioning (D&D) - The process through which DOE facilities
which are no longer operational are cleared of contamination and removed from service. In
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particular, a reference to D&D waste is a reference to the waste materials that are generated
during D&D activities. '

Defense Waste — (1) Radioactive waste from any activity performed in whale or in part in
support of DOE atomic energy defense activities: excludes waste under purview of the Nuclear
Regulatory Commission or generated by the commercial nuclear power industry. (2) Nuclear
waste derived mostly from the manufacture of nuclear weapons, weapons-related research
programs, the operation of naval reactors, and the decontamination of production facilities.

Department of Energy Site — A DOE-owned or -controlled tract used for DOE operations.
Either a tract owned by DOE or a tract leased or otherwise made available to the federal
government under terms that afford to DOE rights of access and control substantially equal to
those that DOE would possess if it were the holder of the fee (or pertinent interest therein) as
agent of and on behalf of the government. One or more DOE operations/program activities are
carried out within the boundaries of the described tract.

Design Capacity — The planned waste capacity of the Waste Isolation Pilot Piant.

Disposal ~ Emplacement of waste in a manner that assures isolation from the biosphere for
the foreseeable future with no intent of retrieval and that requires deliberate action to regain
access to the waste. For example, disposal of wastes in a mined geologic repository occurs
when all of the shafts to the repository area are backfilled and sealed.

Disposal Inventory — The total inventory defined for WIPP emplacement (after scaling) to be
used for SP and PA calculations. :

Environmental Restoration (ER) — Those activities associated with the remediation of sites
contaminated with hazardous and/or radicactive materials. In particular, a reference to
remediation activities conducted under the auspices of the DOE Office of Environmental
Restoration and Waste Management, Office of Environmental Restoration, EM-40.

Federal Facility Compliance Act (FFCA) - Public law 102-386, 1992.

Gas Production — Three gas generation processes are expected to be a factor in the
degradation of TRU wastes in the WIPP repository. The generation of gaseous species is
expected to occur through chemical (i.e., corrosion), microbial, and radiolytic processes.

Generator/Storage Sites ~ See Waste Generator/Storage Sites.

Hazardous Waste — Those wastes that are designated hazardous by EPA (or state)
regulations through the RCRA.

Integrated Data Baee (IDB) — The latest version of the IDB, the Integrated Data Base for 1993
U.S. Spent Fuel and Radioactive Waste Inventories, Frojections, and Charactenistics (DOE,
1994h)

Mixed TRU Waste — TRU waste that contains both radioactive and hazardous components as
defined by the Atomic Energy Act and the RCRA as codified in 40 CFR Parts 263, 265, 268,
and 270 (EPA, 1980a; 1980b; 1986; and 1983).

Mixed Waste Inventory Report (MWIR) — The latest release of information from the MWIR
database that supports requirements under the FFCA of 1892 (Public Law 102-386). The latest
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version of the MWIR documentation/files is Distribute of Phase Il Mixed Waste Inventory Report
Data, dated May 17, 1994 (DOE, 1994a). This information replaces the Phase | MWIR release
(DOE, 1994c).

Newly Generated Wastes — See Projected Inventory.

No-Migration Variance Petition (NMVP) — Section 3004 of RCRA allows EPA to grant a
variance from the land disposal restrictions when a determination can be made that, to a
reasonable degree of certainty, there will be no migration of hazardous constituents from the
disposal unit for as long as the waste remains hazardous. Specific requirements for making
this demonstration are found in 40 CFR 268.6, and EPA has published a draft guidance
document to assist petitioners in preparing a variance request.

Non-Mixed TRU Waste — Transuranic waste that does not contain hazardous constituents or
exhibit hazardous characteristics, as identified in 40 CFR 261, Subparts C and D.

Nonradionuclide Inventory Database (NID) — A database of the nonradionuclide constituents
in the TRU inventory, originally developed by IT during 1988/1989 in support of SNL/NM PA
efforts. A summary of the database was transmitted to SNL/NM in a letter report dated May
1989 (WIPP PA, 1991). A copy of the NID waste stream information used in the WTWRIR is
provided in Appendix D.

Performance Assessment (PA) — (1) A systematic analysis of the potential risks posed by
waste management systems to the public and environment and a comparison of those risks
to established performance objectives. (2) An analysis that (a) identifies the processes and
events that might affect the disposal system, (b) examines the effects of these processes and
events on the performance of the disposal system, and (c) estimates the cumulative releases
of radionuclides, considering the associated uncertainties, caused by all significant processes
and events. These estimates shall be incorporated into an overall probability distribution of
cumulative release to the extent practicable. (3) A term used to denote all activities (qualitative
and quantitative) carried out to (a) determine the long-term ability of a siteffacility to effectively
isolate the waste and ensure the long-term heailth and safety of the public and {b) provide the
basis for demonstrating regulatory compliance.

Plutonium (Pu) — A radionuclide having an atomic number of 94, the first TRU element. Pu
isotopes exist in some TRU waste at all the major DOE storage facilities. The significant
isotopes that may exist in measurable quantities at these facilities are Pu-238 through Pu-242.
Each isotope is an alpha emitter; the respective half-lives in years are: 238=87.7, 239=24,000,
240=6,563, 241=14.4, 242=376,000. Because of its high activity, Pu-238 can contribute
significantly to the thermal ioading on some TRU waste. Pu-241 decays, primarily by beta
emission, fo Am-241.

Process Knowledge — The determination of waste container contents through the study of
existing records on the production history of the waste.

Projected Inventory — That part of the inventory that has not been generated but is estimated
to be generated at some time in the future by the TRU waste generator/storage sites. The
estimated timeframe may vary, but is usually between 20 and 30 years. "Newly generated
waste" also is sometimes used as a synonym for the projected inventory.

Radioactive — Substances that emit radiation either naturally or as a result of scientific
manipulation.
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Radionuclide - {1) A species of atom having an unstable nucleus, that is subject to
spontaneous decay or disintegration and usually accompanied by the emission of ionizing
radiation. (2) Any nuclide that emits radiation. A nuclide is a species of atom characterized
by the constitution of its nucleus and hence by the number of protons, the number of neutron,
and the energy content.

Remote-Handled (RH) TRU Waste — Packaged TRU wastes with an external surface dose
rate exceeding 200 mrem per hor.

Repository — Designated location for disposal of transuranic wastes,; the Waste Isolation Pilot
Plant.

Resource Conservation and Recovery Act (RCRA) - (1) Establishes a system for controliing
hazardous waste from generation to disposal. {2) A Federal law passed in 1976, and amended
under the HSWA of 1984, that established a structure to track and regulate hazardous wastes
from the time of generation to disposal. The law requires safe and secure procedures to be
used in treating, handling, transporting, storing, and disposing of hazardous substances. RCRA
is designed to prevent new uncontrolied hazardous waste sites. The law also regulates the
disposal of solid waste that may not be considered hazardous. (3) Specifically, Subtitie D of
RCRA governs the management of solid waste. (Note: 40 CFR Parts 260-281 are the
regulations for complying with RCRA with respect to hazardous waste and hazardous waste
treatment, storage, and disposal facilities.)

Retrievable Storage — Designated storage location for transuranic wastes that is designed,
operated, and maintained in such a manner that the wastes remain accessible for subsequent
retrievable operations.

Scaling — The process for adjusting the anticipated inventory to the design limit (disposal
inventory} of the WIPP repository. ‘

Site-Specific Waste Profile - Represents a WMCG at a particular DOE TRU waste
generator/storage site. That is, one or more waste stream profiles, at a particuiar DOE TRU
waste site, that have been placed in the same WMCG are summarized in the site-specific
waste profile.

Stakeholders — Those persons and/or groups of people and organizations who are affected
or perceive they are affected by the DOE waste management program. Stakeholders include
DOE management, employees, and contractors (internal); and executive, legislative, and
regulatory groups, public representatives, the general pubiic, intervenor groups, special interest
groups, contractors, suppliers, and universities (external).

Stored Inventory — That part of the TRU inventory currentiy in retrievable storage as of the
time of the last dats call for inventory information. Retrievably stored waste includes waste
stored in buildings or in berms with earthen cover since 1970 and does not include any waste
that was buried prior to 1970.

System Prioritization (SP) — The SP is a process formulated to identify a set of activities
(required experiments, modeling, engineering design, and waste acceptance criteria) that will
lead to regulatory compliance. The process is formulated such that it also: {1) addresses
stakeholder and regulator concemns early and throughout the regulatory process and (2) leads
to a fully defensible performance assessment to be used in demonstrating regulatory
compliance. Ultimate products and associated customers are:
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(1) A decision matrix containing the most likely sets of activities that will lead to compliance
as a function of time and budget to be delivered to the WIPP program manager,

(2) A performance assessment built on assumptions and data that are defensible in the
eyes of the stakeholders and the regulators to be delivered to the regulatory compliance
branch of Carlsbad Area Office/WIPP through the Westinghouse Waste Isolation
Division and ultimately to the EPA, and

(3) A set of regulatory issues and their current status that result from the SP process and
are to be included in compliance packages by the Westinghouse Waste Isolation
Division.

Thorium (Th) — A'radionuclide having an atomic number of 80. Although not TRU, Th-232 is
an alpha emitter (half-life 14 billion years) and exists in finite amounts in some TRU waste at

HA, IN, and OR. [Note: Thorium is naturally occurring and contributes to background radiation
at some sites (e.g., IN)] '

Transuranic — Pertaining to elements that have atomic numbers greater than 92, including
neptunium, plutonium, americium, and curium; all are radicactive, are products of artificial
nuclear changes, and are members of the actinide group.

Transuranic (TRU) Waste ~ (1) Waste containing alpha-emitting radionuclides with an atomic
number greater than 92 and half-lives greater than 20 years, at concentrations of TRU isotopes
greater than 100 nanocuries per gram of waste. This core definition appears in modified
form in various relevant documents as follows: (a) For purposes of management, DOE
Order 5820.2A: (i) considers TRU waste, as defined above, "without regard to source or form”
(The proposed revision to the Order [DOE Order 5820.2A Major Issues for Revision, May 6,
1992] contemplates removing this clause); (i) allows head of field elements to determine that
wastes containing other alpha-emitting radionuclides must be managed as TRU waste; and (i)
adds "at time of assay,” implying both that the classification of a waste as TRU waste is o be
made based on an assay, and that such classification can be superseded only by another
assay. (b) For purposes of setting standards for management and disposal, 40 CFR 191.02()
adds "except for: (i) high-level wastes; (i) wastes that the DOE has determined, with the
concurrence of the EPA Administrator, do not need the degree of isolation required by this part;
or (iiiy wastes that the Nuclear Regulatory Commission has approved for disposal on a case-by-
case basis in accordance with 10 CFR 61. (2) Waste materials contaminated with U-233 (and
its daughter products), with certain isotopes of plutonium, or with other nuclides with atomic
numbers greater than 92. in order to be ciassified as TRU waste, the long-lived alpha activity
from subject isotopes must exceed 100 nanocuries per gram of waste material and from the
use of plutonium in the fabrication of nuclear weapons. (3) Wastes that are contaminated with
radioactive elements heavier than uranium, thus the name trans-(or beyond) uranic.

TRUCON — See TRUPACT-II Content Code.

TRUPACT-Il Content Codes (TRUCON) —- The document containing a description of the waste
stream, waste form, and package configuration for each waste content code authorized for
shipment in TRUPACT-Il containers.

Unknown Waste Stream — Those waste streams for which there is insufficient process
knowledge to assign a specific WMC.

Uranium {U) — A naturally radioactive element with the atomic number of 92 (number of

protons in the nucleus) and an atomic weight of approximately 238. The two principal naturally
occurring isotopes are the fissionable W-235 (0.7 percant of naiural uranium) and the fertile U-
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238 (99.3 percent of natural uranium). (Note: An aipha emitter [half-life 159,000 y], U-233 also
spontaneously fissions; it is present in finite guantities in some TRU waste inventories at INEL
and ORNL.)

Waste Acceptance Criteria (WAC) — The criteria used to determine if waste packages are
acceptable.

Waste Form — The physical form of the waste such as sludges, combustibles, metals, etc.

Waste Generator/Storage Sites — The 10 largest DOE facilities and several smaller sites
throughout the U.S. that produce and store TRU waste.

Waste Isolation Pilot Plant (WIPP) — (1) The project authorized under Section 213 of the DOE
National Security and Military Appilications of Nuclear Energy Authorization Act of 1980 (Public
Law 96-164; 93 Stat. 1259, 1265) to demonstrate the safe, and environmentally sound, disposal
of radioactive waste materials generated by atomic energy defense activities. (2) A research
and development facility, located near Carlsbad, New Mexico, to be used for demonstrating a
practical, long-term solution to a complex problem: the safe disposal in deep geologic
repositories of TRU waste resuiting from DOE activities. (3) The WIPP has two primary
objectives. First, the WIPP is investigating the behavior of salt rock and interactions between
the salt rock and radioactive wastes in a variety of forms. Second, the WIPP seeks to
demonstrate the safe and efficient handling, transportation, and disposal of TRU waste in an
actual facility.

Waste Material Parameter ~ A waste material that occurs in TRU waste that is an input
parameter into one or more current SP or PA models, an SP or PA model under development,
a potential future model, or is required to adequately describe the waste form.

Waste Matrix Code (WMC) - A DOE-developed coding system for organizing waste streams
by their physical and chemical properties. A WMC is assigned to each waste stream by the
DOE TRU waste generator/storage site. The WMC for each waste stream can be found in the
Mixed Waste Inventory Report (DOE, 1994a). This coding system allows waste streams within
the DOE TRU waste system that have similar physical and chemical waste form properties to
be categorized together. WMCs also have been called "waste treatability codes" in other DOE
documents. Appendix C contains the DOE guidance document to help categorize individual
waste streams. An example of a WMC for "heterogenecus waste” would be 5400.

Waste Matrix Code Group (WMCG) -~ Consists of a series of WMCs that for SP or PA
purposes has similar physical and chemical properties.

Waste Stream - Individually, those stored or projected wastes that are defined by a unique
identifier in the MWIR.

Waste Stream Name - A site-specific, unique descriptive identifier for a TRU waste stream.

Waste Stream Profile — A description .of a CH-TRU or RH-TRU waste stream destined for
shipment to and disposal in WIPP, if authorized under permits and certifications by appropriate
regulatory agencies for disposal in the WIPP repository. The waste stream profile is presented
in tabular format and is intended to provide a summary of the important information about a
particular waste stream.




CAD-94-1005, Rev. 0
June 1934

Waste Stream Site 1D — A site-specific alphanumeric identification code which provides a
unique identifier for an individual TRU waste stream.

WIPP Waste Profile — Represents a summary of TRU waste at all DOE TRU waste
generator/storage sites that have an identical WMCG.
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AE

AL
ANL-E
AW
ANL-W
CFR
CH
D&D
DOE
EPA
ER

ET
ETEC
FFCA
GAO
1D

IRg
IDC

IN
INEL
IMWIR
IT

KAPL
kg

LANL
LB
LBL
LL
LLNL
MD

mrem
MU
MWIR
NID
NMVP
NT
NTS
OR
ORNL
PA
PA
PCB
PGDP
RCRA
RF
RFP

APPENDIX B
ACRONYMS AND ABBREVIATIONS

ANL-E site identifier

Ames Laboratory

Argonne National Laboratory-East
ANL-W site identifier

Argonne National Laboratory-West
Code of Federal Reguiations

contact handled

decontamination and decommissioning
U.S. Department of Energy

U.S. Environmental Protection Agency
environmental restoration

ETEC site identifier

Energy Technology Engineering Center
Federal Facility Compliance Act

U.S. General Accounting Office
identification

Integrated Data Base

ltem description code

INEL site identifier

Idaho National Engineering Laboratory

Interim Mixed Waste Inventory Report (April 1993)

Intemational Technology Corporation
KAPL site identifier

Knolls Atomic Power Laboratory - Knoils Site
kilograms

LANL site identifier

Los Alamos National Laboratory

LBL site identifier

Lawrence Berkeley Laboratory

LLNL site identifier

Lawrence Livermore National Laboratory
Mound Plant

cubic meters

millirem

University of Missouri site identifier

Mixed Waste Inventory Report
Nonradionuclide Inventory Database
No-Migration Variance Petition

NTS site identifier

Nevada Test Site

ORNL site identifier

Oak Ridge National Laboratory
performance assessment (in text only)
PGDP site identifier (in waste profiles only)
polychlorinated biphenyls

Paducah Gaseous Diffusion Piant
Resource Conservation and Recovery Act
RFP site identifier ‘

Rocky Flats Plant
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1. INTRODUCTION

This guidance document provides a standard metbodology for categorizing waste information that should
be implemented at DOE sites. This methodology will assist in the development of the final mixed waste
inventory report, the Site Treatment Plans, preparation of the national Site Treatment Plan summary, and
analyzing different national treatment options.

The U.S. Department of Energy (DOE) is required by the Resource Conservation and Recovery Act
(RCRA), as amended on October 6, 1992 by the Federal Facility Compliance Act, to prepare an
inventory report of its mixed wastes and treatment capacities and technologies. The purpose of the
inventory report is to identify all mixed waste in the DOE system that is currently stored or wiil be
generated over the next five years, provide an inveatory of the existing and planned trestment capacity,
and identify DOE's technology development efforts. To 2id in identifying the appropriate treatment
needs, the waste streams must be grouped according to their technological requireiments in a consistent
manner. This grouping or characterization will enable the waste streams to be matched to availabie
treatment capacities either at the site or at another DOE facility as well as to ideptify treatment and
technology development needs.

The Federal Facility Compliance Act aiso requires DOE to develop site treatment plans for each facility
at which DOE generates o stores mixed waste. The plans must describe the development of treatment
capacities and technologies for treating the site’s mixed waste. These plans must be submitted to the State
in which the site is located or to the U.S. Environmental Protection Agency (EPA) for review and
approval, approval with modification, or disapproval. As discussed in the schadule for the development
of the plans, published in the Federal Register on April 6, 1993, DOE intends to prepare two interim
versions of the plan (i.e., conceptual plan and draft plian), in addition to the final plan, to facilitate
discussions among states and other interested parties. DOE also intends to prepare a summary document
(or national "roll up®) for each of the conceptual, draft, and final plans to provide a national picture of
DOE's technology needs and possible options for treamment of its mixed waste. To properly integrate
the site plans into a cohesive national summary and to be able to use the natiopal summary t help
identify and evaluate DOE-wide treatment needs against treatment capacities and capabilities, and 10
develop treatment options, each site plan must be developed using the same technically-based approach
for categorizing waste streams and identifying appropriate treatment.

1.1 BACKGROUND

The need for 2 consistently applied, technically-based approach for categorizing waste information bas
been demonstrated by past national strategic planning efforts involving mixed waste. Since the 1987
byproduct rulemaking, several complex-wide reports and studies bave been prepared on mixed waste
characteristics and inventories, and associated treatment technology and capacity needs. Most notable
of these were the:

- National | [ i ~- ] - .
Protection Agency (EPA) in Jamuary 1990 as required by the Rocky Flats Plant Federal Facility
Compliance Agreement;

« DOE complex-wide Land Disposa) Restrictions Case-by-( xtensi )
Radioactive Mixed Wastes, submitted to the EPA in November 1991; and

e Interim Mixed Waste Inventory Report, submitted to the EPA and the States in April 1993 as

required by the Federal Facility Compliance Act.

Final Draft 05/08/93 1
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Throughout these efforts, characteristic and inventory data on mixed waste streams were collected fram
the sites resulting in the development of a national data set,

Two significant problems that became apparent throughout these efforts were: 1) mixed waste streams
were not always defined on a technical basis that supported assessment of treatment technology and
capacity needs, and 2) information and data available on mixed waste streams have improved through
time, resulting in apparent inconsistencies between reports. A contributing factor to both these problems .

Section 102(a)(3) of the Federal Facility Compliance Act waives sovereign immunity for Federal facilities
for fines and penalties for violations of federal, state, interstate, and local hazardous and solid waste
management requirements, This waiver is delayed for three years for any violations of the land disposal
restrictions storage prohibition, RCRA section 3004(j), involving mixed waste at DOE facilities. This
waiver is contingent upon the management of the waste being in compliance with all other applicable
requirements. The Act further delays the waiver of sovereign immunity beyond the three year period at
a facility if DOE is in compliance with an #pproved plan for developing treatment capacity and
technologies for mixed waste generated or stored at the facility and an order requiring compliance with
the plan.

DOE published in the Federal Register on April 6, 1993 a schedule for the development of the plans for
treating mixed waste for each facility at which DOE generates or stores mixed waste. These plans will
describe the use of existing capabitities, and the development of treatment capacities and technologies for
treating the site’s mixed waste. The Act allows the Plans to provide for centralized, regional or on-site

exchange among the sites and regulatory agencies and help identify common technical problems and
needs. The interim plans will provide information about the technology needs, existing and planned
treatment facilities, and treatment options, including poteatial options for treating off-site wastes. Each
site, if possible, will discuss its CSTP framework with the appropriate State or EPA, and will submit to
the State or EPA, by October 1993, a CSTP that will provide a preliminary identification of options for
treating the site's waste. DOE will summarize al] CSTPs by preparing a national roll-up for various

and capabilities, and to develop weatment options, each Site Treatment Plan must be developed using the
Same technically-based approach for categorizing waste streams and identifying &ppropriate treatment.
By using the same methodology, DOE sites will be able to ghare information across the complex on
potential treatment technologies/treatment capacities for any specific category of waste. Therefore, this
should assist the site in the development of various options with the site treatment plan.

The Act also requires the DOE to prepare an inrventory report of its mixed wastes and treatment capacities

and technologies. The interim report was submitted to EPA and the States in April 1993 as required by
the Act. The inventory report as required by the Act contains:
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o g national inventory of all mixed waste in the DOE system that are currently stored or will be
generated over the next five years, including waste stream name, description, EPA waste codes
basis for characterization, quantity stored that is subject to the Land Disposal Restrictions
(LDRs) storage prohibition, quantity stored that is not subject to the LDRs, expected generation
over the next five years, Best Demonstrated Available Technology (BDAT) used for developing
the LDR reguirements, waste minimization activities, and a statement of whether and how the
radionuclide content alters or affects the use of treatments technologies; and

e 2 pational inventory of mixed waste treatment capacities and technologies, including information
such as the description, capacities, and locations of all existing and proposed treatment facilities,
explanations for not including certain existing facilities in capacity evaluation, information to
support decisions on unavailability of treatment technologies for certain mixed wastes, and the
planned technology development activities.

The purpose of the inventory report is to identify all mixed waste in the DOE system and to be able to
match these waste streams to the appropriate treatment. To accomplish this, the waste streams and their
associated treatability groups must be identified consistently at all DOE sites s0 that the waste streams
can be matched to available treamment capacities and to identify treatment needs and technology
development needs complex-wide. DOE intends to revise the interim inventory report and to update it

on an annual basis, The inventory report will act as the most up-to-date information source for DOE’s
mixed waste,

When developing the site treatment plans and updating the interim mixed waste inventory report, this
guidance provides a technically-based method for categorizing waste streams based on the regulatory and
technological requirements from different waste streams/waste packages. While developed primarily for

mixed wasts, the method may be applied to other DOE waste types, ¢.g., radioactive waste and hazardous '

waste.

1.2 PURPOSE AND SCOPE

The purpose of the guidance is to provide a technically-based methodology for categorizing DOE waste
information in a copsistent, and technically valid manner 1o be used for the development of the Site
Treatment Plans and to update the Mixed Waste Inventory Report. The methodology provides a formal
approach for categorizing waste based on waste characteristics. This guidance includes:

* A methodology with standard definitions for aligning site-specific wastes into treatability groups
that share similar treatment needs;

e A standard structure that will allow comparing waste treatability groups among sites, and
combining all site-specific data into one data set for the national summary and the mixed waste
inventory report;

s A technically-based approach to identify treatment technology needs, treatment capacity needs,
technology development needs, and sworage and disposal requirements for DOE mixed waste.

The treatability group assignments will allow comparisons of basic treatment needs to available and
planned treatment capacity, The assigummtofau-ea:abilitygrouptoawmmisnotintendedm
provide the detailed level of knowledge necessary to certify waste streams to treatment or disposal facility
waste accepiance criteria (WAC), or to provide detailed characterization information required to proceed
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beyond conceptual design to specific facilities. Additional characterization of waste streams will be
required to accomplish facility design and WAC certification.
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2. METHODOLOGY OVERVIEW

The methodology for categorizing waste streams into treatability grouping is based on the premise that
the key information necessary for identifying treatment methods/or assessing technology needs can be
identified from the radiological, physical, and chemical properties of the waste and its contaminants. This
methodology uses three characteristic parameters: radiological, bulk physical/chemical matrix, and
contaminants.,

For the purposes of this guidance, waste streams should be consistent with those identified in the most
current Mixed Waste Inventory report. For the Mixed Waste Inventory Report 3 waste stream is defined
as "waste material generated from a single process or activity (e.g., 2 pipe or series of pipes from a
single production process, replacement of a certain component of a production or support process (like
a battery), or remediation activity like cleaning out a lagoon), covered by only one treatability group.
For wastes stored in transportable containers, a waste stream should comprise at least one container
(unless the material in the container is likely to be separated prior to sending it anywhere for processing).
A single waste stream in storage may include several containers of waste material, but only if the material
is from the same type of source and of essentially the same physical and chemical properties.™ A single
waste stream should be assigned t0 no more than one unique treatability group consisting of a single
radiological and bulk physical/chemical matrix parameter. A single waste stream may have more than
one contaminant parameter assigned to it.

Each of these parameters impacts treatment needs and/or technology determinations. The radiological
parameter influences the design of the treatment facility to control radioactive releases and to prevent
worker exposure. The matrix parameter identifies the physical/chemical properties of the waste and
influences the facility design and technology selection. The contaminant parameter of the waste
determines the type of treatment requirements from a regulatory and technical perspective. The
contaminant parameter also influences any necessary follow-up or residual treatment and dictates any
necessary effluent controls required. Combined, the parameters define a treatability group for the waste.
Figure 1 displays the logic flow for identifying the relevant characteristic parameters for each waste type.

Sections 3, 4, and 5 of this report discuss the various categories under each characteristic parameter and
provide definitions for these categories. The primary focus of this guidance document is to assign each
waste to the lowest level subcategory based on the data available at the site on a given waste stream.
Having detailed treatability group data could-potentially influence the design of a2 planned treatment
facility, enabling it to manage all wastes within a single (or set of) treatability group(s). In preparation
of the national summary of the STPs, lower level subcategories may be rolled-up to the higher level
categories for various general cross-cut evaluations. Detailed data will not be lost during the roll-up but
will be available for more specific treatment and technology analyses. Section 6 provides guidelines for
implementing the methodology and example applications. As more detailed characterization data becomes
available the treatability group assignment of a waste stream may change. The most current, accurate
information should be used in making the treatability group assignment.

1. Definition of "waste stream” from the Definitions for Key Mixed Waste Data Elements; Draft —
August 26, 1993, -
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3. RADIOLOGICAL PARAMETER

This section presents the categories and definitions for the radiological parameter. The radiological
categories are based on the activity level of the waste and will influeace the design of the facility to
control radicactive releases and operator exposure. As shown in Figure 2, the primary radiological
categories include:

- naturally occurring and accelerator produced radioactive materials,
low-level waste,
transuranic waste, and /
high-level waste.

These categories for the radioiogical parameter are based on definitions established in DOE Order
5820.2A. Following are the more specific categories and definitions within each of these general
radiological categories.

3.1 NATURALLY OCCURRING AND ACCELERATOR PRODUCED
RADIOLOGICAL CATEGORIES

Naturally occurring and accelerator produced radioactive materials (NARM) are defined by DOE Order
5820.2A as any radicactive material that can be considered naturally ocourring and is not source, special
nuclear, or byproduct material or that is produced in a charged particle accelerator. DOE Order 5820.2A
specifies that NARM be managed as low-level waste or as tailings under the Uranium Mill Tailings
Radiation control Act of 1978 (Public Law 95-604). The radiological hazards posed by these materials
are similar to those from low-level waste. These materials are not included in the definition of mixed
waste.

3.2 LOW-LEVEL WASTE RADIOLOGICAL CATEGORIES

Low-level waste is defined by DOE Order 5820.2A as all radioactive waste that are not classified as high-
level waste, TRU waste, spent fuel, or uranium or thorium mill tailings. Mixed low-level waste is further
categorized according to beta-gamma activity levels and levels of transuranic alpha contamination.
Following are the category definitions.

32.1 Contact-Handled LLW

LL/CH - Contact-Handled LLW
This category includes low-level waste that has an exposure rate of 200 mR/hr or less on contact.

LL/CH/BG Uranium/Beta-Gamma L1L/CH

This category includes contact handled low-level waste that contains transuranic isotopes with
2 combined transuranic alpha activity of less than 10 nCi/g. Alpha activity from uranium is not
included in the limit.

LL/CH/TAL Transuranic Alpha LL/CH

This category includes contact handled low-level waste that contains transuranic isotopes with
a combined alpha activities of greater than or equal to 10 nCi/g. Alpha activity from uranium
is not included in this limit.

Final Draft  05/08/9) 7
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LI/CH/UNK Contact Handled LLW Unknown Alpha
This category includes contact handled low-level waste which has not been sufficiently
characterized to determine the transuranic alpha activity.

322 Remote-Handied LLW

LL/RH Remote-Handied LLW
This category includes mixed low-level waste that has an exposure raic greater than 200 mR/hr on
contact. :
LL/RH/BG Uranium/Beta-Gamma LL/RH
This category includes remote handled low-level waste that contains transuranic isotopes with
a combined transuranic alpha activity of less than 10 nCi/g. Alpha activity from uranium is not
inciuded in the limit.

LL/REUTAL Transuranic Alpha LL/RH

This category includes remote handled low-level waste that contains transuranic isotopes with
a combined alpha activities of greater than or equal to 10 nCi/g. Alpha activity from uranium
is not included in this limit.

LL/RH/UNK Remote Handled LLW Unknown Alpha
This category includes remote handled low-level waste which has not been sufficiently
characterized to determine the transuranic alpha activity.

3.3 TRANSURANIC WASTE RADIOLOGICAL CATEGORIES

Transuranic (TRU) waste, as defined by DOE Order 5820.2A refers to all radioactive waste that contain
more than 100 nCi/g of alpha-emitting isotopes with atomic numbers greater than 92 and half-lives greater
than 20 years. This definition includes isotopes of neptunium (Np), plutonium (Pu), americium (Am),
curium (Cm), and californium (Cf). Transuranic waste is categorized according to beta-gamma activity
levels as follows. ' ‘

33.1 Contact-Handled TRU

TRU/CH  Contact-Handled TRU
This category includes TRU waste having an exposure rate of 200 mR/hr or less on contact.

332 Remote-Handled TRU

TRU/RH  Remote-Handled TRU _
This category includes TRU waste having an exposure rate greater than 200 mR/br on contact.

3.4 HIGH-LEVEL WASTE RADIOLOGICAL CATEGORIES

High-level waste (HLW) is defined by DOE Order 5820.2A as *... the highly radioactive waste material
that results from the reprocessing of spent nuclear fuel, including the liquid waste produced directly in
the reprocessing, and any solid waste derived from the liquid that contains a combination of transuranic
waste and fission products in concentrations as to require permanent isolation.” There are no definitive
radiological subcategories defined in this guidance for HLW. Typically, waste determined to be high-
Jevel contains transuranic isotopes and is remote-handled.

Final Draft 09/08/93 9
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4. MATRIX PARAMETER

This section presents the categories and definitions for the matrix parameter. The matrix parameter
describes the bulk physical/chemical form of the waste. The physical/chemical form of the waste effects
both the appropriate regulatory treatment requirements and the applicability of specific treatment
technologies. In some cases, the physical/chemical form of the waste may dictate some type of
pretreatment or design modification to accommodate special handiing of the waste.

The matrix parameter categories and definitions are presented in five subsections of this guidance
according to generic physical/chemical waste form classifications. The generic physical/chemical waste
form classifications are:

Liquids
Solids
Specific Waste Forms
Unpknown Matrix
inal Waste Forms

The matrix parameter categories are shown in Figure 3. The following subsections present the categories
and definitions for each of the above classifications.

4.1 LIQUIDS

These categories address waste streams that are liquid, including pumpable siurries. In general, slurries
are considered pumpable with a total suspended/settled solids (TSS) content of up to approximately 35%
to 40%. Only liguids and slurries packaged in bulk, free form (e.g. drum, tank) are included in these
catepories. Liquids and slurries packaged as lab packs are addressed elsewhere (see Section 4.3).
Following are the category definitions.

'4.1.1  Aqueous Liquids/Slurries

1000  Aqueous Liquids/Slurries
This category includes liquids and slurries containing less than 1% total organic carbon (TOC).

1100 Wastewaters :
This category includes aqueous liquids/slurries containing less than 1% TSS.

1110  Acidic Wastewaters
This category includes wastewaters with a pH < 2.0.

1120  Basic Wastewaters

This category includes wastewaters with apH > 12.5. Basic wastewaters that contain
cyanides at, or above, applicable LDR treatment standard levels are assigned to
category 1140,

1130  Nevtral Wastewaters
This category includes wastewaters with 2.0 < pH < 12.5.

Final Draft 09/08/93 10
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1140 Cyanide Wastewsaters
This category includes basic wastewaters containing Cyanides at, or above, applicable
LDR treatment standard levels.

1190  Uncategorized Wastewaters
This category includes wastewaters that;

1) are insufficiently characterized to categorize more definitively into one of
categories 1110 through 1140, or ' '

2) do not meet the criteria for categorization into one of the 1110 through 1140
categories, or

3) are mixtures of two or more of the 1110 through 1140 categories.

Aqueous Slurries

This category includes pumpable agueous liguids/shurries with TSS > 1% or with an unkmown
TSS level.

1210 Acidic Aqueous Shories
This category includes aqueous slurries with a pH < 2.0.

1220  Basic Aqueous Slurries

This category includes aqueous slurries with a pH > 12.5. Basic agueous slurries
that contain cyanides at, or above, applicable LDR treatment standard levels are
assigned to category 1240.

1230  Neutral Aqueous Slurries
This category includes aqueous shurries with 2.0 < pH < 12.5.

1240  Cyanide Aqueous Slurries
This category includes basic agueous slutries contammg cyanides at, or above,
applicable LDR treatment standard levels.

1290  Uncategorized Aqueous Slurries
This category includes aqueous slurries that;

1) are insufficiently characterized to assign into one of categories 1210 through
1240, or

2) do not meet the criteria for assignment into one of the . 1210through 1240
categories, or

3) are mixtures of two, or more, of the 1210 through 1240 categories.

412 Organic Liquids

2000  Organic Liquids
This category includes liquids and slurries containing > 1% TOC.
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2100  Agueous/Organic Liquids
This category includes miscible and immiscible mixtures of aqueous and organic liquids. The
TOC content of the mixture js at least 1% but less than about 99%.

2110  Aqueous/Halogenated Organic Liquids “’
This category includes agueousforganic liquids that contain af least 1000 ppm
halogenated organic compounds (HOC).

2120  Agueous/Nonhalogenated Organic Liquids
This category includes agueous/organic liquids that contain less than 1000 ppra HOC.

2190  Uncategorized Aqueous/Organic Liquids
This category includes agueous/organic liquids for which it is not known whether the
HOC content is less than, equal to, or greater than 1000 ppm.

2200  Pure Organic Liquids
This category includes liquids that are essentially purely organic (e.g. TOC > 99%).

2210  Halogenated Pure Organic Liquids
This category includes pure organic liquids that contain at least 1000 ppm HOC,

2220  NonHalogenated Pure Organic Liquids
This category includes pure organic liquids that contain less than 1000 ppm HOC.

2290  Uncategorized Pure Organic Liquids
This category includes pure organic liquids for which it is not known whether the
HOC content is less than, equal to, or greater than 1000 ppm.

2900  Uncategorized Organic Liquids
This category includes liquids with TOC > 1% for which insufficient information is available
to determine if the liquid is essentially purely organic (e.g. TOC > 99%).

4.2 SOLIDS

These categories address waste with physically solid matrices, including sludges. As opposed to slurries,
sludges are considered monpumpable. Solids are initially categorized according to the general
classifications of process residues, soil, and debris. Figure 3 shows these general classifications and
associated categories. Following are the category definitions.

42.1 Solid Process Residues

3000  Solid Process Residues

Solid Process Residues are defined in this guidance as solid matertals, excluding soil, that do not meet
the EPA criteria for classification as debris. Examples of solid process residues are sludge and particulate
type materials. This category includes waste that are at least 50% by volume solid process residues. The
balance of the matrix may be debris or soil.

Final Druft 09/02/93 13
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Inorganic Process Residues

This category includes waste that is at least 50% by volume inorganic process residues. These
are defined as process residues with sufficient inorganic solids content such that a minimum of
approximately 20% by weight of the waste would remain as residue (i.e. ash/solids) following
incineration.

Fina] Draft 05/08/93

3110  Inorgunic Particulates

This category includes waste that is st least 50% by volume tnorganic particulates,
including residual or absorbed liguids, if present. Typical examples of inorganic
particulates are incinerator asb, dust, sand blasting residue, vermiculite, and ion
exchange media.

3111  Ash
This category includes waste that is primarily (e.g. > 50% by volume) bottom or fly
ash resulting from waste incineration.

3112  Sand Blasting Media

‘This category includes waste that is primarily (e.g. 2 50% by volume) unused, or
spent, surface cleaning or decontamination particulate material. Typical examples of
surface cleaning or decontamination particulate materials sre coarse sand and glass
beads. ‘

3113  Absorbed Aquecus Liquids

This category includes waste that is primarily (e.g. > 50% by volume) inorganic
particulate absorbent materials, including absorbed agueous liquids, if present.
Typical examples of inorganic particulate absorbent materials are ciay, vermiculite,
and diatomaceous earth.

3114  Absorbed Organic Liquids

This category includes waste that is primarily (e.g. > 50% by volume) inorganic
particulate absorbent materials with absorbed organic liquids. Typical examples of
inorganic particulate absorbent materials are clay, vermiculite, and diatomaceous
earth.

3115  Ion Exchange Media
This category includes waste that is primarily (e.g. > 50% by volume) unused, or
spent, inorganic ion exchange resins.

3116  Calcined Solids

This category includes waste that is primarily (e.g. 2 50% by volume) solid materials
generated from the calcination of liquids. A specific example is the HLW calcine at
the INEL.

3119  Uncategorized Inorganic Particulates
This category includes waste that is;

1) consistent with the definition for inorganic particulates but lack adequate
characterization information for assignment into one of the 3111 through 3116
categories, or
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2) consistent with the definition for inorganic particulates but inconsistent with the
definitions for categories 3111 through 3116, or

3) a mixture of categories 3111 through 3116 with none contributing at least S0%
by volume to the matrix. '

3120  Inorganic Sludges

This category includes waste that is at least 50% by volume inorganic sludges. The
inorganic sludge may be mixed with stabilization ageats, such as cement, provided the
mixture has not properly cured to form a solidified monolith (see category 3150).
The inorganic sludge may also be mixed with inorganic particulate absorbent
materials.

3121  Wastewater Treatment Sludges
This category includes waste that is at Jeast 50% by volume secondary sludge or
filtercake from wastewater treatment processes.

3122  Pond Siudges

This category includes waste that is at least S0% by volume inorganic sludge
generated from the remediation of surface impoundments, such as evaporation or
sedimentation basins.

3123  Off-Gas Treatment Sludges
This category includes waste that is at least 50% by volume inorganic siudge
generated from wet off-gas treatment systems.

3124  Plating Waste Sludges
This category includes waste that is at least 50% by volume inorganic sludge
generated from plating operations.

3125 Reprocessing Sludges
This category includes waste that is at least 50% by volume inorganic sludge
generated from nuclear fuel reprocessing operations.

3129  Uncategorized Inorganic Sludges -
This category includes waste that is;

I) consistent with the definition for inorganic studges but lack adequate
characterization information for assigument into one of the 3121 through 3125
categories, or

2) consistent with the definition for inorganic sludges but inconsistent with the
definitions for categories 3121 through 3125, or

3) a mixture of categories 3121 through 3125 with none contributing at least 50%

by volume to0 the matrix.

3130  Paint Waste
This category includes waste that is at least S0% by volume new, used, or removed
paint,
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3131  Paint Chips/Solids

This category includes waste that is &t least 50% by volume solid, or unpourable
paint. Examples of waste that might be included in this category are dried paint chips
or containers filted with dried paint. Painting equipment (e.g. brushes, rollers, etc)
are categorized as debris.

3132  Paint Liquids/Sludge
This category includes waste that is at least 50% by volume pourable paint. Examples
of waste that might be included in this category are opened or unopened cans of paint.

3139  Uncategorized Paint Waste
This category includes waste that is;

1) consistent with the definition for salt waste but lack adequate characterization
information for assignment into one of the 3131 and 3132 categories, or

2) consistent with the definition for salt waste but inconsistent with the definitions
for categories 3131 and 3132.

3140  Salt Waste
This category includes waste that is at least 50% by volume salts, including interstitial
liquids, if present.

3141  Chloride Salts
This category includes waste that is at least 50% by volume salts and contain more
than trace (i.e. > 1000 ppm) levels of chiorides or other halogens.

3142  Sulfate Salts . _ :
This category includes waste that is at least 50% by volume salts and contain more
than trace (i.e. > 1000 ppm) levels of sulfur compounds. '

3143 Nitrate Salts
This category includes waste that is at least 50% by volume salts. The salts are
predominantly nitrates.

3149  Uncategorized Salt Waste
This category includes waste that is;

1) consistent with the definition for salt waste but lack adequate characterization
information for assignment into one of the 3141 through 3143 categories, or

2) consistent with the definition for salt waste but inconsistent with the definitions
for categories 3141 through 3143, or

3) a mixture of categories 3141 through 3143 with none contributing at least S0%
by volume to the marrix.

I
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3150  Solidified Process Residues

This category includes waste that has been immobilized with cement, or other
inorganic stabilization agents, and cured into a solidified form but do not meet
disposal criteria.

3190  Uncategorized Inorganic Process Residues
This category includes waste that is;

1) consistent with the definition for inorganic homogeneous solids but lack adequate
characterization information for assignment into one of the 3110 through 3150
categories, or

2) consistent with the definition for inorganic homogeneous solids but inconsistent
with the definitions for categories 3110 through 3150, or

3) a mixture of categories 3110 through 3150 with none contributing at least 50%
by volume to the matrix.

Organic Process Residues

This category includes waste that is at least 50% by volume organic process residues. These
are defined as process residues with a base structure that is primarily organic. The matrix may
contain some inorganic solids content such that up to approximately 20% by weight of the waste
would remain as residue (i.e. ash/solids) following incineration.

Final Draft 05/08/93

3210  Organic Particulates

This category includes waste that is at least S0% by volume organic particulates,
including residual or absorbed liquids, if present. Typical examples of organic
particulates are resins and activated carbon used in wastewater treatment, or
particulate organic absorbent materials,

3211  Activated Carbon

This category includes waste that is primarily (e.g. > $50% by volume) spent or
unused activated carbon. Activated carbon is typically used for removal of organic
materials during off-gas or wastewater treatment opecations.

3212  Organic Resins

This category includes waste that is primarily (e.g. > 50% by volume) spent or
unused organic based resins, other than activated carbon, used in wastewater treatment
or other applications. An example of waste that might be included in this category
is organic ion exchange resins.

3213 Organic Absorbents

This category includes waste that is primarily (e.g. > 50% by volume) organic
particulate absorbent materials, including sny absorbed agueous or organic liquids.
Examples of waste that might be included in this category are sawdust or ground corn
cobs with absorbed aqueous or organic liquids.

3219  Uncategorized Organic Particulates
This category includes waste that is;
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1) consistent with the definition for organic particulates but lack adequate

characterization information for assignmeat into one of the 3211 through 3213
categories, ot

2) consistent with the definition for organic particulates but inconsistent with the |

definitions for categories 3211 through 3213, or

3) mixtures of categories 3211 through 3213 with none contributing at least 50% by
volume to the matrix. :

3220  Organic Sludges

This category includes waste that is at least 50% by volume organic sludges.
Examples of waste streams included in this category are biological sludges and heavy,
unpourable organic materials, such as tars or greases.

3221  Biological Materials

This category includes waste that is at least 50% by volume biological materials
generated in treating wastewater from animals or people, or other biological materials
that can not be classified as debris.

3222 Halogenated Organic Sludges
This category includes waste that is at least 50% by volume organic sludges which
contain at least 1000 ppm HOC.

3223  Nonhalogenated Organic Sludges
This category includes waste that is at least 50% by volume organic sludges which
contain less than 1000 ppm HOC.

3229  Uncategorized Organic Sludges
This category includes waste that is;

1) consistent with the definition for organic sludges but lack adequate
characterization information for assignment into one of the 3221 through 3223
categories, or

2) consistent with the definition for organic sludges but inconsistent with the
definitions for categories 3221 through 3223, or

3) mixtures of categories 3221 through 3223 with none contributing at least S0% by
volume to the matrix.

3230 Organic Chemicals

This category includes waste that is at least 50% by volume solid, unused organic
chemicals packaged in bulk form that are either being excessed or have expired. This
category does not include solid organic chemicals packaged as lab packs (see Section
4.3).

3290  Uncategorized Organic Process Residues
This category includes waste that is;

PO
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1) consistent with the definition for organic bomogeneous solids but lack adequate
characterization information for assignment into one of the 3210 through 3230
categories, or

2) consistent with the definition for organic homogeneous solids but inconsistent
with the definitions for categories 3210 through 3230, or

3) mixtures of categories 3210 through 3230 with none contributing at least 50% by
“volume to the matrix. '

3900  Uncategorized Process Residues
This category includes waste that is;

1) consistent with the definition for homogeneous solids but lack adequate characterization

information for assignment into one of the 3100 or 3200 categories, or

2) consistent with the definition for homogeneous solids but inconsistent with the definitions
for categories 3100 or 3200.

Soils
Soils

This category includes waste streams that are at least 50% by volume soil, including contamination from
spills, etc. Soils are further categorized based on the amount of debris included in the matrix.

423
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4100  Contaminated Soils
This category includes waste that is greater than approximately 95% by volume soil and rock,
including contamination from spills, etc.

4200  Contaminated Soils/Debris - ,
This category includes waste that is at least 50% by volume soil and 5% by volume other
debris, not including rock. Rock materials that meet the criteria for debris should be included
in the contaminated soil category (4100). This category includes contaminated soil and rock
from spills etc., with the balance of the matrix being debris.

4900  Uncategorized Soils
This category includes waste that are;

1) consistent with the definition for soils but lack adequate characterization information for

assignment into one of the 4100 or 4200 categories, or

2) consistent with the definition for soils but inconsistent with the definitions for categories
4100 or 4200.

Debris Waste

Debris Waste

This category includes waste that is at least 50% by volume materials which meet the EPA criteria for
classification as debris. These criteria are as follows:
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“Debris means solid material exceeding 2 60 mm particle size that is imended for disposal ant
that is:- 1) a manufactured object, or 2) plant or animal matter, or 3) natural geologic material.
However, the following materials are not debris: 1) any material for which a specific treatment
standard is provided in Subpart D, Part 268, 2) process residuals such as smelter slag and
residues form the treatment of waste, wastewater, sludges, or air emission residues; and 3)
intact containers of hazardous waste that are not ruptured and that retain at least 75% of their
original volume. A mixture of debris that has not been treated to the standards provided by
§268.45 and other material is subject to regulation as debris if the mixwre is comprised
primarily of debris, by volume, based on visual inspection.” [40 CFR §268.2(g)}

*Hazardous Debris means debris that contains a hazardous waste, listed in Subpart D of
Part 261, or that exhibits a characteristic of hazardous waste identified in Subpart C of
Part 261." [40 CFR §268.2(b)]

5100  Metal Debris
This category includes debris that is approximately 95% by volume, or more, metal. Metal
debris is further categorized according to lead and cadmium content. :

5110  Metal Debris without Pb or Cd

This category includes debris that is approximately 95% by volume, or more, metal
and do not contain any bulk, separable or bonded, lead or cadmium as part of the
matrix.

5120  Lead Containing Metal Debris
. This category includes debris that is approximately 95% by volume, or more, metal
ey and contain bulk, separable or bonded, lead as part of the matrix. Examples of waste
e that might be included in this category are glovebox parts with lead clad in stainless
steel or scrap metal that includes some lead bricks. This category does not include
waste that meets the criteria for categorization as elemental lead or lead acid batteries
(see Section 4.4).

5130 Cadmium Containing Metal Debris

This category includes debris that is approximately 95% by volume, or more, metal
and contain bulk, separable or bonded, cadmium as pact of the matrix. This category
includes debris that is essentially entirely elemental cadmium, such as cadmium
sheets, This category does not include cadmium batteries (see Section 4.4).

5190  Uncategorized Metal Debris
This category includes debris that is consistent with the definition for category 5100
but;

1) lack adequate characterization information for assignment into one of the 5110
through 5130 categories, or

2) contain both lead and cadmium, separable or bonded, as part of the bulk matrix.
5200 Inorganic Non-Metal Debris

This category includes waste that is approximately 95% by volume, or more, inorganic
nonmetal debris.
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5210  Concrete Debris

This category includes debris that is approximately 95% by volume, or more,
concrete. An example of waste that might be included in this category is concrete
chunks and blocks from decontamination and decommissioning activities. This
category does not include waste solidified with cementious stabilization agents (see
Section 4.2).

5220  Glass Debris

This category includes debris that is approximately 95% by volume, or more, glass.
Examples of waste that might be included in this category is leaded glass windows,
botties, or light bulbs. Crushed glass may be included in this cstegory provided it
meets the EPA particle size criteria for classification as debris.

5230  Ceramic/Brick Debris

This category includes debris that is approximately 95% by volume, or more, ceramic
or brick materials. Examples of waste that might be included in this category are
bricks, ceramic crucibles, and ceramic refractories.

5240  Rock Debris

This category includes debris that is approximately 95% by volume, or more, rock
or gravel materials provided the particle size meets the EPA criteria for classification
as debris.

5250  Asbestos Debris

This category includes debris that is approxxmately 95% by volume, or more, asbestos
or asbestos based materials. Examples of waste that might be included in this
category are asbestos containing gloves, firehoses, aproms, flooring tiles, pipe
insulation, boiler jackets, and laboratory tabletops.

5290  Uncategorized Inorganic Non-Metal Debris
This category includes debris that is consistent with the definition for category 5200
but;

1) lack adequate characterization information for assignment into one of the 5210
through 5250 categories, or

2) inconsistent with the definitions for catsgories 5210 through 5250, or

3) is a mixture of the debris materials included in categories 5210 through 5250
with none contributing approximately 95% by volume, or more, to the matrix.

Combustible Debris

This category includes debris that is approximately 95% by volume, or more, combustible
materials. Examples of combustible debris are materials constructed of plastic, rubber, wood,
paper, ¢cloth, and graphite and biological materials.
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5310  Plastic/Rubber Debris
This category includes debris that is approximately 95% by volume, or more, plastic
and/or rubber materials. Examples of waste that might be included in this category
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are plastic or rubber sheeting, containers, gloves, gaskets, and components of benelex
or plexiglass.

5311  Leaded Gloves/Aprons Debris

This category includes debris that is approximately 95% by volume, or more, rubber
muaterials which contain a high fraction of lead or lead compounds. Examples of
waste that might be incloded in this category are leaded glovebox gloves or aproms.

5312  Halogenated Plastic Debris

This category includes debris that is approximately 95% by volume, or more,
plastic/rubber materials which contain halogenated plastics, such as PVC, as part of
the matrix,

5313  Nonhalogenated Plastic Debris

This category includes debris that is approximately 95% by volume, or more,
plastic/rubber materials, excluding leaded gloves and aprons, which do not contain
halogenated plastics as part of the matrix.

5319  Uncategorized Plastic/Rubber Debris
This category includes debris that is consistent with the definition for category 5310
but; ‘

1) lack adequate characterization information for assignment into one of the 5311
through 5313 categories, or

2) -inconsistent with the definitions for categories 5311 through 5313, or

3) s a mixture of the debris materials included in categories 5311 through 5313
with none contributing approximately 95% by volume, or more, to the matrix.

5320 'Wood Debris :

This category includes debris that is approximately 95% by volume, or more, wood
or wood products other than paper. Examples of waste that might be included in this
category are structural timbers, boxes, or pallets.

5330  Paper/Cloth Debris '

This category includes debris that is approximately 95% by volume, or more, paper
or cloth materials. Examples of waste that might be included in this category are
protective clothing, rags, or wipes. Rags and wipes may contain some absorbed
organic or aqueous liquids.

§340  Graphite Debris

This category includes debris that is approximately 95% by volume, or more, graphite
based solid materials. Examples of waste that might be included in this category are
crucibles, graphite components, and pure graphite. :

§350  Biological Debris
This category includes debris that is approximately 95% by volume, or more,
biological materials, including any chemical agents such as lime or formaldehyde.
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Examples of waste that might be included in this category are biological samples and
animal carcasses.

5390  Uncategorized Combustible Debris
This category includes debris that is consistent with the definition for category 5300
but;

1) lack adequate characterization information for ass:g-nmem into one of the 5310
through 5350 categories, or

2) inconsistent with the definitions for categories 5310 through 5350, or

3) is a mixture of the debris materials included in catsgories 5310 through 5350
with none contributing approximately 95% by volume, or more, to the matrix.

Heterogeneous Debris

This category includes waste that is at least 50% by volume debris materials which do not meet
the criteria for assignment into categories 5100, 5200, or 5300 and associated subcategories.
An example is waste that is essentially entirely debris but is not dominant (i.e. spproximately
95% by volume, or more) in either metal, inorganic nonmetal, or combustible debris materials.
Another example is waste that is at least 50% by volume debris materials with the balance being
soil or solid process residues.
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5410 Composite Filters

This category includes debris that is approximately 50% by volume, or more, HEPA
or other filters constructed of more than one material type (i.e. metal, inorganic
nonmetal, and combustible). Filters constructed of a single material type are assigned
into the appropriate metal, inorganic nonmetal, combustible, or heterogeneous debris
category depending on the composition of the entire waste matrix.

5420  Predominantly Metal Debris

This category includes debris that contains lpproxlmately 50% by volume, or more,
but less than approximately 95% by volume metal materials. The balance of the
matrix may be other types of debris materials (i.e. inorganic nonmetal, combustible),
soil, or solid process residues.

5430  Predominantly Inorganic Non-Metal Debris

This category includes debris that contains approximately 50% by volume, or more,
but less than approximately 95% by volume inorganic nonmetal materials. The
balance of the matrix may be other types of debris materials (i.e. metal, combustible),
soil, or solid process residues.

5440  Predominantly Combustible Debris

This category includes debris that contains approximately 50% by volume, or more,
but less than approximately 95% by volume combustible materials. The balance of
the matrix may be other types of debris materials (i.e. metal, inorganic nonmetal),
soil, or solid process residues.
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8456  Asphalt Debris

This category includes debris that is approximately 50% by volume, or more, asphalt
or other bituminous materials. Examples of waste that might be included in this
category are asphalt materials from roadways shingles, bituminous cement or other
materials containing both tar and gravel.

5490  Uncategorized Heterogeneous Debris
This category includes debris that is consistent with the definition for category 5400
but; '

1) lack adequate characterization information for assignment into one of the 5410
through 5450 categories, or

2) inconsistent with the definitions-for categories 5410 through 5450, or

3) is a mixture of heterogencous debris materials included in categories 5410
through 5450 with none contributing approximately 50% by volume, or more,
to the matrix.

4.3 SPECIFIC WASTE FORMS

These categories address certain waste forms which require specific treatment technologies not expectad
1o be common with other waste forms, Specific waste forms are initially categorized according to the
general classifications of special waste or inherently hazardous waste. Figure 3 shows these general
classifications and associated categories. Following are the category definitions.

4.3.1  Special Waste

6000  Special Waste

This category includes various specific waste forms which will require specific treatment methods that
are not expected to be common with other waste forms. The waste forms include lab packs, reactive
metals, explosives, and compressed gases and aerosols.

6100  Lab Packs

This category includes waste packaged as lab packs. In this guidance, lab packs are defined as
waste with inner containers of free liguids or solid chemicals surrounded by absorbents and
packaged within a larger outer container. The absorbents can be solid process residues
materials or debris. Examples of absorbent materials include rags, vermiculite, diatomaceous
earth, and paper wipes. This category does not include lab packs of elemental liquid mercury
(see Section 4.3.2).

6110  Organic Lab Packs

This category includes lab packs that contain only organic liquids. This category does
not include organic scintillation fluids contained in vials that are packaged in a lab
pack configuration (see Category 6140).

6120  Agqueous Lab Packs

This category includes lab packs that contain only aqueous liquids. This category

does not include aqueous scintillation fluids contained in vials that are packaged in a
lab pack configuration (see Category 6140).
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6130  Solid Lab Packs
This category includes iab packs of only solid chemicals or other solid materials,

6140  Scintillation Cocktsils
This category includes scintillation fluids contained in vials that are packaged in a lab
pack configuration,

6190 Uncategorized Lab Packs
This category includes lab packs that;

1) lack adequate characterization information for assignment into one of the 6110
through 6140 categories, or

2) are inconsistent with the definitions for categories 6110 through 6140, or

3) contain two, or more, of the above listed specific lab pack category materials
(organic liquids, agueous liguids, and solid chemicals).

Reactive Metals

This category includes reactive metal waste. In this guidance, these are defined as waste
meeting the criteria for classification as water reactive or ignitable reactive per the Third Third
LDR rule (SS5FR 22545 and 22553). Typically these waste streams are sodium metal or sodium
metal alloys, but can also include particulate fines of aluminum, uranium, zirconium, or other
pyrophoric materials. The waste may be mixed with stabilizing materials,

6300

6210  Bulk Reactive Metals

This category includes waste that is essentially bulk reactive metals and meets the
criteria for classification as water reactive per the Third Third LDR rule. Typically
this waste is sodium metal or sodium metal alloys.

6220  Components Contaminated with Reactive Metals

This category includes piping, pumps and other retired equipment waste that is
considered water reactive per the Third Third LDR rule due to reactive metal
contamination. The bulk of the material is not reactive metals, but the reactive metals
require treatment before disposal.

6230  Pyrophoric Fines

This category includes waste that is essentially bulk materials which meets the criteria
for classification as ignitable reactive per the Third Third LDR rule. Examples are
fines of aluminum, uranium, zirconium, or other pyrophoric materials. The waste
may be mixed with stabilizing matecials.

6290  Uncategorized Reactive Metaks
This category includes reactive metal waste with characteristics that are not consistent
with the definitions for categories 6210 through 6230,

Explosives/Propellants

This category includes waste consisting of substances which undergo ra.pld chemical
transformations which produce large amounts of gases and heat. The gases rapidly expand at
velocities exceeding the speed of sound (due to the heat of reaction), which creates a shock
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wave and explosion. Waste that meets this definition should be identified here regardless of the
specific physical form. Liquid nitroglycerine, for instance, should be categorized as explosive
and not orgapic liquid. Similarly, TNT would be categorized as explosive rather than solid
process residue.

6400 Compressed Gases/Aerosols

This category includes waste meeting the criteria for classification as ignitable compressed gases
per the Third Third LDR rule (S5FR 22545). Typically, this is waste consisting of pressurized
gas cylinders or aerosol cans. Depressurized gas cylinders or aerosol cans would not be
included in this category. These would be categorized into the appropriate debris category (see
Section 4.2.2).

432 Inherently Hazardous Waste

7000  Inherently Hazardous Waste -
This category includes waste in which the entire matrix is hazardous, such as elemental lead, or which
the entire waste form is regulated, such as batteries.

. 7100  Elemental Mercury
This category includes waste that is bulk, pourabie liquid mercury. The liguid mercury may
be packaged in small containers within a larger container bolding other materials (e.g. lab pack
configuration).

7200  Elementsa! Lead
This category includes waste that comtain at least 50% by volume bulk elemental lead.
Examples of waste in this category are lead bricks, sheets, and pipes.

7210  Non-Activated Lead

This category includes waste meeting the above criteria for categorization as elemental
lead in which the eclemental lead shapes are only surface contaminated with
radionuclides. .

7220 Activated Lead ‘
This category includes waste meeting the above criteria for categorization as elemental
lead in which the elemental lead shapes are activated.

7300  Beryllium Waste ' :

This category includes waste that is essentially beryllium dust or beryllium chips and fines that
may also contain beryllium dust. This category does not include debris waste that is
contaminated with beryllium dust.

7400  Batteries
This category includes waste consisting of batteries. The batteries may be packaged with
absorbent materials (e.g. particulates, rags, etc.).

7410  Lead Acid Batteries
This category includes waste consisting of drained or undrained lead acid batteries.

7420  Cadmium Batteries
This category includes waste consisting of cadmium batteries.
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7490  Uncategorized Batteries
This category includes waste consisting of batteries that;
1) lack adequate characteristic information to determine battery type, or
2) is of a type other than lead acid or cadmium, or
3) is a mixture of the above, or other, types.
4.4 UNKNOWN MATRIX

These categories address waste with insufficient characterization information to enable assignment into
any of the categories addressed in Sections 4.1, 4.2, and 4.3. The categories are shown in Figure 3.
Following are the category definitions.

4.4.1 Unknown Matrix

8000  Unknown Matrix
There are three unknown matrix subcategories as defined below.

8100  Unknown Liquids

This category includes bulk liquid or slurry waste which can not be further categorized as
aqueous or organic (see Section 4.1) because it is not known if the TOC level is less, or greater
than 1%.

8200 Unknown Solids
This category includes solid waste for which insufficient characterization information exists to
further categorize as a solid process residue, s0il, or debris per the definitions of Section 4.2.

8900  Uncategorized Unknown
This category includes waste for which insufficient characterization information is known to

enable categorization as a liquid or solid (see Sections 4.1 and 4.2) or as one of the specific
waste forms (see Section 4.3),

4.5 FINAL WASTE FORMS

These categories address final waste forms that meet disposal criteria, including applicable LDR treatment
standards. Figure 3 shows the categories. Following are the category definitions,

45.1 Final Waste Forms

9000  Final Waste Forms
There are five subcategories of final waste forms as defined below.

9100 Cement Forms

This category includes waste that has been immobilized with grout or other cement type binders
and meet disposal criteria, including applicable LDR treatment standards.
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9200  Viirified Forms
This category includes waste that has been immobilized via vitrification and meet disposal
criteria, including applicable LDR treatment standards.

9306  Metal Forms
This category includes metal waste that has been consohdaxed or decontaminated and are ready
for disposal or recycle.

9400 Polymer Forms
This category includes waste that has been immobilized with organic binders and meet disposal
criteria, including applicable LDR treatment standards.

9900  Other Forms

This category includes all other final waste forms not addressed by categories 9100 through
9400 which meet disposal criteria, including applicable LDR treatment standards. Examples
are amalgamated mercury and macroencapsutated lead.
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5. CONTAMINANT PARAMETER

This section presents the categories and definitions for the contaminant parameter and instructions for
assigning these categories. The contaminant categories are identified by the waste regulatory authority(s)
and, for Federally RCRA regulated waste, is further defined by the types of hazardous contaminants and
characteristics associated with the waste. These categories influence the treatment requirements for the
waste from both a technical and regulatory perspective.

The regulatory authority classifications, used to identify the contaminant parameter, are as follows:

Federally RCRA Regulated
TSCA (PCB) Regulated
*  State Regulated Hazardous Waste

The contaminant parameter is represented by a combination of ali of the specific categories that are
applicable to the waste. A waste stream may have more than one applicable contaminant category. The
contaminant categories are shown in Figure 4.

A complete treatability group assignmeat for the contaminant parameter is represented by listing the
combined contaminant categories that are applicable to the waste. The applicable categories should be
listed in the following order:

Organics ORG

Metals MET or MHG
Ignitable .19
Corrosive c9

Reactive R9

TSCA Regulated PCB

State Regulated - ST

Various bombinations_ of the contaminant categories can result in numerous possible contaminant
parameters for Federally RCRA regulated waste. Following are the more specific category definitions.

5.1 FEDERALLY RCRA REGULATED
These wastes are hazardous pursuznt to RCRA regulations promulgated by the EPA (i.e., 40 CER 261).

The contaminant parameter for waste in this regulatory authority classification are defined by five
categories including:

® - hazardous organics,
*  metals,

®  jgnitability,

®  corrosivity, and

®  reactivity.

Following are the guidelines for determining the contaminant categories.
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5.1.1 Organic Contaminants

ORG  Organics

This category includes Federally RCRA regulated waste if the waste is assigned one, or more, of the EPA .

codes in Appendix A, Tables A-1 through A-8 indicating the presence of bazardous organics. The organic
component is not included in cases where the only indicator of organic contamination is the presence of
a listed EPA code for which LDR treatment standards have been met.

§.12  Metal Contaminants

MHG Metals With Mercury

This category includes Federaliy RCRA regulated waste if the waste is assigned one, or more, EPA
hazardous waste codes indicating the presence of toxic metals, but specifically mercury, identified in
Appendix A, Table A-12. Mercury is specifically emphasized over other toxic metals because of its
prevalence in DOE waste and its effect on appropriate treatment technology selection, particularly with
respect to effluent controls and recovery. This category is not included in cases where the only indicator
of metal contamination is the presence of a listed EPA code for which LDR treatment standards have been
met.

MET  Metals Without Mercury ' _

_ This category includes Federally RCRA regulated waste if the waste is assigned one, or more, EPA
hazardous waste codes indicating the presence of toxic metals but does not include mercury, identified
in Appendix A, Tables A-9 through A-11, but none of the EPA codes in Appendix A, Table A-12, This
category is not included in cases where the only indicator of metal contamination is the presence of a
listed EPA code for which LDR treatment standards have been met.

5.1.3  Ignitable Characteristic

n Ignitable Liquids

This category includes waste that is assigned the EPA hazardous waste code which indicates the
characteristic of ignitability, D001, and meets the definition of ignitable liquids in the Third Third LDR
rule (55 FR 22543).

2 Ignitable Compressed Gases

This category includes waste that is assigned the EPA hazardous waste code which indicates the
characteristic of ignitability, D001, and meets the definition of ignitable compressed gases in the Third
Third LDR rule (55 FR 22543). :

3 Ignitable Reactives

This category includes waste that is assigned the EPA hazardous waste code which indicates the
characteristic of ignitability, D001, and meets the definition of ignitable reactives in the Third Third LDR
rule (55 FR 22543). .

14 Ignitable Oxidizers

This category includes waste that is assigned the EPA hazardous waste code which indicates the
characteristic of ignitability, D001, and meets the definition of ignitable oxidizers in the Third Third LDR
rule (55 FR 22543).
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)1 Ignitable Other
This category includes waste that is assigned the EPA hazardous waste code which indicates the
characteristic of ignitability, D001, but;

1) lacks adequate characterization information for assignment into one of the other ignitabe categories,
or

2) is a2 mixture of the other ignitable categories.
5.1.4  Corrosive Characteristic

C9 Corrosive

This category includes Federally RCRA regulated waste if the waste exbibits the characteristic of
corrosivity as defined in 40 CFR 261 and is assigned the EPA hazardous waste code DO02. More
specific subcomponents of corrosivity to represent the LDR subcategories of acid, alkaline, and other are
not included. The majority of waste that exhibits the characteristic of corrosivity will be acidic or basic
aqueous liquids. These more specific corrosive characteristics are identified through assignment of the
matrix category (see Section 4.1). _ '

§.1.5 Reactive Characteristic

R9 Reactive

This category includes Federally RCRA regulated waste if the waste exhibits the characteristic of
reactivity as defined in 40 CFR 261 and is assigned the EPA hazardous waste code D003, More specific
subcomponents of reactivity to represent the LDR subcategories of reactive cyanides, reactive sulfides,
reactive explosives, water reactives and other reactives are not included. These specific characteristics
of reactivity are, in most cases, identified through assignment of the matrix category (see Sections 4.1
and 4.3).

5.2 TSCA (PCB) REGULATED PCBS

PCB TSCA
This category includes waste that is subject to TSCA regulation due to the presence of PCBs.

5.3 STATE REGULATED HAZARDOUS WASTE
ST . State Regulated
This category includes waste that is definad as hazardous only under State regulations. Due to variations

in the more stringent State regulations, this guidance does not propose a3 method of establishing more
detailed contaminant categories based on State barardous waste codes.
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6. METHODOLOGY APPLICATION

This section provides some sample applications to demonstrate the treatability group assignment process.
This section also provides examples of complete treatability group names.

6.1 SAMPLE APPLICATIONS
Example 1
Waste Data

A waste stream is comprised of several 55 gallon drums containing waste from closure of a wastewater
treatment facility. Physically, the waste is sludge consisting of metal hydroxide precipitates and water.
On average, each drum contains over 90%, by volume, sludge.

Radiologically, the waste contains low-levels of miscellaneous fission products with exposure rates
< <100 mR/br at drum surface. The waste contains transuranic isotopes < <10 nCi/g. Sampling and
analysis revealed the waste to contain levels of barium (D0QS), chromium (D007), and lead (DOOB)
regulated by the EPA. The pH of the residual liquid was measured st 12.8 (D002). The waste is not

"PCB contaminated.

Parameter Category Assignments

Radiologically, the waste is low-level, contact-handled, and contains transuranic isotopes < 10 nCi/g.
Referring to Section 3, the radiological category code for the waste is LI/CH/BG.

Referring to Section 4.1, the matrix characteristics meet the criteria for categorization as a process residue
solid (Category 3000). The matrix characteristics further meet the criteria for assignment to the following
successive subcategories associated with homogeneous solids:

Inorganic Inorganic Wastewater
Process Residues > Sludges ——> Treatment
(3100) (3120) Sludges
3121)

Categorizing to the lowest level of detail, the matrix category is Wastewnter Treatment Sludges.
Based on the EPA codes, the applicable components for defining the contaminant category are metals and
corrosive. For metals, the most specific, applicable subcomponent is Metals Without Mercury MET).
Therefore, the contaminant category code for the waste is MET/C9.

Example 2

Waste Data

A waste stream is comprised of several 55 gallon drums containing "legacy” waste from past plutonium
processing operations. Physically, each drum contains over 75% by volume of material meeting the LDR

criteria for classification as debris. Awvailable data indicates that, on average, each drum contains
approximately 60% by volume con;busﬁble debris materials, such as plastic, paper and rags. On average,
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the balance of each drum is approximately 20% by volume metal debris materials and 20% by volume
vermiculite added as a drum filler.

Radiologically, the waste was considered transuranic when generated due to the presence of =80 nCi/g
transuranic isotopes. Presently, however, the waste is considered low-level. The beta-gamma activity
level is negligible. Based as process knowledge, the waste was assigned the F002 and D008 EPA codes.
The waste is not PCB contaminated.

Parameter Category Assignment

Radiologically, the waste is low-level, contact-handled, and contains transuranic isotopes > 10 nCi/g.
Referring to Section 3, the radiological parameter category code is LL/CH/TAL.

Referring to Section 4.1, the matrix characteristics meet the criteria for categorization as debris (Category
5000). The matrix characteristics further meet the criteria for assignment to the following successive
subcategories associated with debris:

Heterogeneous Predominantly
Debris ~———> Combustible
(5400) Debris
' (5440)
Categorizing to the lowest leve] of detail, the matrix category is Predominantly Combustible Debris.

Based on the EPA codes, the applicable components for defining the contaminant category are organics
and metals. For metals, the most specific, applicable subcomponent is Metals Without Mercury (MET).
Therefore, the contaminant category code for the waste is ORG/MET.

6.2 EXAMPLE TREATABILITY GROUP NAMES

The complete lreatabilitjr group name for a given waste is a combination of the applicable radiological,
matrix, and contaminant categories as follows:

Radiological Category - Matrix Category - Contaminant Category
Following this logic, the complete treatability group names for the above two examples are:

Example |: LL/CH/BG - Wastewater Treatment Sludges - MET/C9
Example 2: LL/CH/TAL - Predominantly Combustible Debris - ORG/MET

Firal Draft 09/08/93 A4
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APPENDIX A
8 EPA CODES BY CONTAMINANT
CATEGORY COMPONENTS

Fiml Dnaft 05/08/93 A-l



CAQ-94-1005, Rev. 0
June 1994

Table A-1. Nonhalogenated Toxicity Characteristic Organics

EPA : I
Code Chemical Name _
h D018 benzene
| D023 o-cresol
D024 m-cresol
D025 p-cresol
‘ D026 cresol
D030 2,4-dinitrotoluene
D035 methyl ethyl ketone
H D036 nitrobenzene
D038 pyridine

Table A-2. Nonhalogenated Spent Solvents

Chemical Name

F003
H F003

F003
| F003
FO03
F003
F003

F003

Fial Draft  09/08/93 A-2

Xylene
Acetone

Ethyl Acetate
Ethyl Benzene
Ethyl Ether
Methyl Isobutyl Ketone
n-Butyl Alcohol
Cyclohexanone
Methanol

Cresols

Cresylic Acid
Nitrobenzene

Toluene

Methyl Ethyl Ketone
Carbon Disulfide
Isobutanol

Pyridine

Benzene
2-Ethoxyethanol
2-Nitropropane
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Table A-3. Nonhalogenated P & U Listed Organics

Chemical Name

Warfarin (>0.3%)
1-Acetyl-2-thiourea

Acrolein

Allyl alcohol

5-Aminoethyl 3-isoxazolol
4-Aminopyridine

Thiophenol (Benzene thiol)
Brucine
2-sec-Butyl-4,6-dinitrophenol
Carbon Disulfide

Cyanogen
2-Cyclohexyl-4,6-dinitrophenol
Diethylarsine

Disulfoton

Diethyl-p-pyrazinyl phosphorothioate
Dicthyl-p nitrophenyl phosphate
Epinephrine

Dimethoate

Thiofanox

alpha, alpha-Dmethylphcneﬂlyla:mnc
4,6 Dinitrocresol
2,4-Dinitrophenol
2,4-Dithiobiuret
Hexaethyltetraphosphate
Isocyanic acid, ethyl ester
Methomyl

2-Methylaziridine

Methyl hydrazine
Methylacetonitrile

Aldicarb

Methyl parathion
1-Naphthyl-2-thiourea

Nicotine and salts
p-Nitroaniline

Nitroglycerin
N-Nitrosodimethylamine
N-Nitrosomethylvinyla-mine
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Tabie A-3. Nonhalogenated P & U Listed Organics (Continued)

Code Chemical Name
PO85 Octamethylpyrophosphoramide
PO83 Endothall
F PO8Y Parathion
P092 Phenyl Mercury Acetate
q P093 N-Phenylthiourea
: P09 Phorate
P97 Famphur
P101 Ethyl cyanide
P102 Propargy! alcholol
, P108 Strychnine and salts
P109 Tetraethyldithiopyrophosphate
P110 Tetracthyl Lead
P111 Tetracthyl Pyrophosphate
P112 Tetranitromethane
P116 Thiosemicarbazide
. U001 Acctaldehyde
S U002 Acetone
U003 Acetonitrile
# U004 Acetophenone
U007 Acrylamide
U008 Acrylic acid
| U009 Acrylonitrile
U010 Mitomycin C
‘ U011 Amitrole
' Uo12 Aniline
U014 Auramine
U015 Azaserine
U016 Benz (c) acridine
V018 Benz(a)anthracene
h U019 Benzene
021 Benzidine
U022 Benzo(a)pyrene
P U028 Bis(2-ethylhexyl) pthalate
Uggl n-Butyl alcohol
Uos0 Chrysene
‘ F U0s1 Creosote
o V052 Cresols (Cresylic acid)
B Crontonaldehyde
Final Draft 09/08/93 A4
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Table A-3. Nonhalogenated P & U Listed Organics {Continued)

Fimal Dralt 09/08/93

EPA
Code Chemical Name
U055 Cumene
U056 Cyclohexane
h U057 Cyclohexanone
U059 Daunomycin
U063 Dibenzo(a,h)anthracene
U064 1,2,7,8-Dibenzopyrene
U069 Di-n-butyl phthalate
U085 1,2,3,4-Dicpoxybutane
U086 N,N-Diethylhydrazine
U087 0,0-Diethyl S-methyldithiophosphate
U088 Diethyl phthalate
U089 Diethyl stilbestrol
U090 Dihydrosafrole
U091 3,3-Dimethoxybenzidine
U092 Dimethylamine
U093 p-Dimethylaminoazobenzene
V094 7,12-Dimethyl benz(a)anthracene
U095 3,3’-Dimethylbenzidine
U096 a,a-Dimethyl benzyl hydroperoxide
U098 1,1-Dimethylhydrazine
U099 1,2-Dimethylhydrazine
U101 2,4-Dimethylphenol
U102 Dimethy] phthalate
U103 Dimethyl sulfate
U105 2,4-Dinitrotoluene
U106 2,6-Dinitrotoluene
U107 Di-n-octyl phthalate
U108 1,4-Dioxans
U109 1,2-Diphenylhydrazine
U110 Dipropylamine
Ulll Di-n-propylnitrosoamine
U112 ~ Ethyl acetate
U113 Ethyl gerylate
U114 Ethylene bis-dithiocarbamic acid
Ull16 Ethylene Thiourea
U117 Ethyl ether
U118 Ethyl methacrylate
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Table A-3. Nonhalogenated P & U Listed Organics (Continued)

Chemical Name

e e — . —— - - —
agQaag
- - SN
hthh
[, LS
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Ethyl methane sulfonate
Fluoranthene

Formaldehyde

Formic acid

Furan

Furfural

Glycidyaldehyde
Indeno(1,2,3-c,d)pyrene
Isobutyl alchol

Isosafrole

Lasiocarpine

Lead acetate

Lead subacetate

Maleic anhydride

Maleic hydrazide
Malononitrile
Methacrylonitrile

Methane thiol

Methanol

Methapyrilene
3-Methylchloanthrene
Methyl ethyl ketone

Methyl ethyl ketone peroxide
Methyl isobutyl ketone
Methyl methacrylate
N-Methyl N’-nitro N-Nitrosoguanidine §
Methylthiouracil |
Naphthalene
1,4-Naphthoquinone
1-Naphthlyamine
2-Napthylamine
Nitrobenzene

4-Nitrophenol
2-Nitropropane
n-Nitroso-di-n-butylamine
N-Nitroso-di-n-¢thanolamine
N-Nitrosodiethylamine
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Table A-3. Nonhalogenated P & U Listed Organics (Continued)

q EPA

]

Code Chemical Name
r U176 N-Nitroso-N-ethylurea
H U177 N-Nitroso-N-methylurea
U178 N-Nitroso-N-methylurethane ‘ H
r U179 N-Nitrosopiperidine
U180 N-Nitrosopyrrolidine
U181 5-Nitro-o-toluidine
U182 Paraldehyde
U186 1,3-Pentadiens
U187 Phenacetin
U188 Phenol
H U189 Phosphorus sulfide
U190 Phthalic anhydride
U191 2-Picoline
U193 1,3-Propane sultone
U194 n-Propylamine
U196 Pyridine
U197 p-Benzoquinone
U200 Reserpine
U201 Resorcinol
U202 Saccharin and salts
U203 Safrole
V206 " Streptozatocin
U213 Tetrahydrofuran
214 Thallium (I) acetate
U218 Thioacetamide
U219 Thiourea
U220 Toluene
U221 Toluenediamine
U223 Toluene diisocyanate
U234 sym-Trinitrobenzene
U236 Trypan Blue
U238 Ethyl carbamate
U239 Xylenes
U244 Thiram
U248 Warfarin (> 3%)
U328 Benzenamine, 2-methyl
U353 Benzenamine, 4-methyl
U359 2-ethoxyethanol
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 Table A-4. Halogenated Toxicity Characteristic Pesticides

EPA l
Code Chemical Name

|
H

D012
D013
D014
D015
D016

Endrin
Lindane
Methoxychlor
Toxaphene
2,4-D
Silvex

Table A-S. Halogenated Toxicity Characteristic Organics

Chemical Name

Fira] Druft 05/08/93

Carbon tetrachloride
Chlordane
Chlorobenzene
Chloroform
1,4-dichlorobenzene
1,2-dichloroethane
1,1-dichloroethylene -

Heptachlor
Hexachlorobenzene
Hexachlorobutadiene
Hexachloroethane
Pentachlorophenol
Tetrachloroethylene
Trichloroethylene
2.4,5-trichlorophenol
2,4,6-trichlorophenol
Vinyl Chloride
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Table A-6. Halogenated Spent Solvents June 1994

EPA
Code Chemical Name
F001 Tetrachloroethylene
F001 Trichloroethylene
F0O01 Methylene Chloride
F001 1,1,1-trichloroethane

- F0O01 Carbon Tetrachloride
F002 1,1,1-trichloroethane
FO0(2 | Methylene Chloride
FO02 Trichloroethylene l
F002 Tetrachloroethylene

I F002 Chlorobenzens

F0Q02 1,1,2-trichloro-1,2,2-trifluoroethane
F002 Ortho-dichlorobenzene
F002 Trichlorofluoromethane
F002 1,1,2-trichloroethane

Table A-7, Halogenated Dioxins

Code Chemical Name

F020 | Tetra- and pentachlorodibenzo-p-dioxins; tetra- and pentachlorodi-benzofurans; tri- and
tetrachlorophenols and their chlorophenoxy derivative acids, esters, ethers, amine and
other salts , ) '

F021 | penta- and hexachlorodibenzo-p-dioxins; penta- and hexachlorodibenzofurans;
pemtachlorophenol and its derivatives '

F022 | tetra-, penta-, and hexachlorodibenzo-p-dioxins; tetra-, penta-, and
hexachlorodibenzofurans

FQ23 | tetra-, and pentachlorodibenzo-p-dioxins; tetra- and peatachlorodibenzofurans; tri- and
tetrachlorophenols and their chlorophenoxy derivative acids, esters, ethers, amine and
other salts

F024 | Numerous chlorinated hydrocarbons; benzene; toluene; naphthalene

F025 | Numerous chlorinatsd hydrocarbons; benzene; toluene; naphthalene

F026 | tetra-, penta-, and hexachlorodibenzo-p-dioxins; tstra-, penta-, and
hexachlorodibenzofurans

F027 | tetra-, penta-, and hexachlorodibenzo-p-dioxins; tetra-, pents-, and

hexachlorodibenzofurans; tri-, tetra-, and pentachlorophenols and their chiorophenoxy
derivative acids, esters, ethers, amine and other salts

F028

tetra-, penta-, and bexachlorodibenzo-p-dioxins; tetra-, penta-, and
hexachlorodibenzofurans; tri-, tetra-, and pentachlorophenols and their chlorophenoxy
derivative acids, esters, ethers, amine and other salts
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Table A-8. Halogenated P & U Listed Organics

|' T . . —
\ Code Chemical Name 41
P004 Aldrin '
PO16 Bis(chloromethyl)-cther
PO17 Bromoacetone
- P023 Chloracetaldehyde
P024 p-Chloroaniline
ri PO26 1-(o-Chlorophenyl) thiourea
P027 3-Chloro-propionitrile
H P028 Benzyl chloride
P033 Cyanogen Chloride
. P036 Dichloro-phenylarsine
P037 Dieldrin
P043 Diisopropylfluorophosphate{(DFP
P0S0 Endosulfan :
PO51 Endrin
PO57 Fluoroacetamide
P0O58 Fluoroacetic acid, sodium salt
S P059 Heptachlor
e PO60 Isodrin
P095 | Phosgene
P118 “Trichloromethanethiol
P123  Toxaphene
U005 2-Acetylaminofluorene
U006 Acetyl Chloride
U017 Benzal chloride
U020 Benzenesulfonyl chloride
U023 Benzotrichloride
U024 bis(2-Chloroethoxy) methane
U025 bis(2-Chloroethyl) ether
U026 Chlomaphazin
v027 bis(2-Chloroisopropyl) ether
U029 Bromomethane
U030 4-Bromophenyl phenyl ether
U033 Carbonyl fluoride
“ 0034 Trichloroacetaldehyde
U035 Chlorambucil
V036 Chlordane (alpha and gamma)
U037 Chlorobenzene
Chlorobenzilate

Final Draft 09/08/93 A-10
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~ Table A-8. Halogenated P & U Listed Organics (Continued)

EPA
Code Chemical Name
U039 p-Chloro-m-cresol
U41 1-Chloro-2,3-epoxypropane
f U042 2-Chloro ethyl vinyl ether
U043 Vinyl chloride '
U044 Chloroform
V045 Chloromethane
U046 Chloromethyl methyl ether
U047 2-Chloronaphthalene
U048 2-Chlorophenol
U049 4-Chloro-o-toluidine hydrochloride
U058 Cyclophosphamide
U060 DDD
U061 DDT
V062 Diallate
U066 1,2-Dibromo-3-chloropropane
V067 1,2-Dibromoethane
U068 Dibromomethane
U070 o-Dichlorobenzene
U071 m-Dichlorobenzene
U072 p-Dichlorobenzene
U073 3,3-Dichlorobenzidine
U074 cis-1,4-Dichloro-2-butene
uo75 Dichlorodifluoromethane
U076 1,1-Dichloroethane
uo77 1,2-Dichloroethane
U078 1,1-Dichloroethylene
U079 1,2-Dichloroethylene
V080 Methylene chloride
U081 2,4-Dichlorophenol
U082 2,6-Dichlorophenol
U083 1,2-Dichloropropane
- U084 -1,3-Dichloropropene
U097 Dimethylcarbomyl chloride
U121 Trichloromonofluoromethane
U127 Hexachlorobenzene
U128 Hexachlorobutadiene
U129 Lindane

U130
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Tabje A-8. Halogenated P & U Listed Organics (Continued)

EPA
Code Chemical Name
H U131 Hexachloroethane
U132 Hexachiorophene
F U138 Iodomethane
U142 Kepone
U150 Melphalan
U156 Methyl chlorocarbonate
U158 4,4’-Methylene-bis-(2-chloroaniline)
U183 Pentachlorobenzene
U184 Pentachlorpethane
U185 Pentachloronitrobenzene
U192 Pronamide
| U207 1,2,4,5-Tetrachlorobenzene
U208 1,1,1,2-Tetrachlorocthane
U209 1,1,2,2-Tetrachloroethane
0210 Tetrachlorethylene
D211 Carbon tetrachloride
U222 o-Toluidine hydrochloride
U225 Tribromomethane _
U226 1,1,1-Trichloroethane
0227 1,1,2-Trichloroethane
U228 Trichloroethylene
U235 tris-(2,3-Dibromopropyl)-phosphate
U237 Uracil mustard
1240 2,4-Dichlorophenoxyacetic acid
U243 Hexachloropropene
U246 Cyanogen Bromide
U247 Methoxychlor
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Table A-9. Toxicity Characteristic Metals Without Mercury

D007
D008

EPA :
Code Regulated Metals j

Arsenic !
Barium
Cadmium h
Chromium
Lead
Selenium
Sifver

Table A-10. Plating Waste Metals Without Mercury

EPA

Code Regulated Metal

F006 Cadmium, Chromium, Lead, Nickel, Silver
F007 Cadmium, Chromium, Lead, Nickel, Silver
FOO08 Cadmium, Chromium, Lead, Nickel, Silver
F009 Cadmium, Chromium, Lead, Nickel, Silver

Final Draft 05/08/93
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 Table A-11. P & U Listed Waste - Metals Without Mercury

Final Draft 09/08/93

EPA
Code Chemical Name Regulated Metal
PO10 Arsenic acid Arsenic
PO11 Arsenic pentoxide Arsenic
P012 Arsenic trioxide Arsenic
P013 Barium cyanide Barium
PO15 Beryllium dust Beryllium
P036 Dichloro-phenylarsine Arsenic
P038 Diethylarsine Arsenic
PO73 Nicke] Carbonyl Nickel
PO87 Osmium tetroxide Osmium Tetroxide
P0O99 Potassium silver cyanide Silver
P103 Selenourea Selenium
P104 Silver cyanide Silver
P110 Tetracthyl Lead Lead
P113 Thallic oxide Thallium
P114 Thallium selenite Selenium
P115 Thallium (I) sulfate Thallium
P119 Ammonia vanadate Vanadium
P120 Vanadium petoxide Vanadium
U032 Calcium chromate Chromium
U136 Cacodylic acid Arsenic
U144 Lead acetate Lead
U145 Lead phosphate Lead
U146 Lead subacetate Lead

d U204 Selenium dioxide Selenium
U205 Selenium sulfide Selenium
U215 Thallium (I) Carbonate Thallium

* U216 Thallium (I) Chloride Thallium
U214 Thallium () acetate Thallium

Thallium (I) nitrate
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Table A-12. Mercury EPA Codes

Chemical Name

Mercury

Mercury Fulminate
Phenyl Mercury Acetate
Mercury

Table A-13. Listed EPA Codes - Cyanides

Final Dmaft 09/08/93
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Plating Wastes

Plating Wastes

Plating Wastes

Plating Wastes

Barium cyanide
Calcium Cyanide
Copper cyanide
Cyanides (soluble salts, complexes)
Hydrogen cyanide
Nickel cyanide
Potassium cyanide
Potassium silver cyanide
Silver cyanide

Sodium cyanide

Zinc cyanide
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APPENDIX D
NON RADIONUCLIDE INVENTORY DATA SUMMARY

This appendix contains a summary of the data and does not present details on individual
elements or chemical compounds which were listed for some IDCs. Instead this data presents
data for chemica such as inorganics, organics, etc.

Y
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§ MillARY OF NON RADIONUCLIDE INVENTORY DATA
‘FOR ARGONNE NATIONAL LABORATORY - EAST
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g Non Radionuclide Inventory Data

Waste Form Description: COMBUSTIBLE WASTE (DDW >75% COMBUSTIBLE SOLIDS)
SITE: Argonne National Laboratory - East

Generator: AE Storage Site: ID IDC: 120
Container Type; SWB Container Volume: 1.9 m3

Waste Contents Kg/Container

Waste Form Minimum Avera Masimum

COMBUSTIBLES 300 450 680
GLASS 5 20
METALS 70 120
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N_Qg Radionuclide Inventory Data

stc Form Description: COMBUSTIBLE WASTE (DDW >75% NONCOMBUSTIBLE SOLI
SITE: Asrgonne National Laboratory - East
Storage Site; ID IDC: 121

Container Volume: 1.9 3

Waste Contents Kg/Container

Minimum Average Mazimum
COMBUSTIBLES 50 120 230
FILTER MEDIA
GLASS
INORGANICS
METALS
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Non Radionuclide Inventory Data

 Form Description: COMBUSTIBLE WASTE (RGW >75% COMBUSTIBLE SOLIDS)
SITE: Argonne National Laboratory - East

Generator: AE Storage Site: ID C: 110
Container Volume: 0208 m3

Waste Contents Kg/Container

Waste Form Minimum Average Muifnum

COMBUSTIBLES 30 68 %0
GLASS 1 4
METALS 1 3




Non Radionuclide Inventory Data

SITE: Argonne National Laboratory - East

Get;érntor: AE Storage Site: ID mC: 131
Container Type; RUM Container Volume: 0208 m3

Waste Contents Kg/Container

Minimum Average
INORGANIC SOLIDS 21 21

SLUDGES/LIQUIDS 56 66

CAO-94-1005, Rev. 0
June 1894

Wasie Form Description: SOLIDIFIED LABORATORY WASTE (ABSORBED LIQUIDS)

Mazimum

21

15
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SUMMARY OF NON RADIONUCLIDE INVENTORY DATA
'FOR:IDAHO NATIONAL ENGINEERING LABORATORY
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Non Radionuclide Inventory Data

rm Description: METAL WASTE - ("70-"72)UNLEACHED LIGHT NON-SS (Fe,Cu,A
SITE: ldaho National Enginecring Laboratory

Generator: RF Storage Site: ID IDC: 480
Container Typé: UM Container Volume: 0.222 m3

Waste Contents Kg/Container

Waste Form Minimum Average - Maximum
5 15
GLASS 0.5
INORGANICS 6
METALS 68.5
ORGA.NICS‘ 0.001 ' 0.6
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Non Radionuclide Inventory Data | N
Waste Form Description: SOLID INORGANIC WASTE - (70-72) FIREBRICK
SITE: Idabo National Engineering Laboratory
Generatnrﬁn RF Storage Site: ID IDC: 371
Container Type: DRUM Container Volume: 0.208 m3
Waste Contents Kg/Container
. Waste Form Minimum Average Mazximum
COMBUSTIBLES | 10
INORGANICS 119
ORGANICS 0.0005 0.005




CAO-94-1005, Rev. 0
June 1594

No

n Radionuclide Inventory Data

ste Form Description: PYROCHEMICAL SALT WASTE - (72>) ELECTROREFINING SA
SITE: Idaho National Engincering Laboratory

Generator: RF Storage Site: ID IDC: 411
Container Type: UM Container Volume: 0.208 m3

- Waste Contents Kp/Container

Minimum Average Maximum

INORGANICS

D-10



Non Radionuclide Inventory Data

Waste Form Description: LEADED RUBBER GLOVES AND APRONS (72>)

Container Type DRUM

Waste Form

Storage Site: ID

Container Volume:

0.208

SITE: ldaho National Engincering Laboratory

IDC: 339
m3.

Waste Contents Kg/Container

Minimom

COMBUSTIBLES
INORGANICS
METALS

12

1

D-11

Averape

60
6

53

CAQ-94-1005, Rev. 0

Juna 1994
T
ESee
Mazimum

105

15

105
g



CAQ-94-1005, Rev. 0

June 1994
Non Radionuclide Inventory Data

W r- Description: SOLID ORGANIC WASTE - (<72)BENELEX AND PLEXIGLAS
_ SITE: Idaho National Engineering Laboratory

Generllo;.; RF Storage Site: [D IDC: 302
Container Type:. DRUM Container Volume: 0.208 m3

Waste Contents Kg/Container
Waste Fow Minimum Averape Mazximpm

COMBUSTIBLES | 70

GLASS 5
INORGANICS 13
METALS 2

b-12



Non Radionuclide Inveniory Data

Waste Form Description: FILTER WASTE - ('70-'72)ABSOLUTE FILTERS
SITE: Idaho National Engincering Laboratory

Generator: RF Storage Site: ID IDC: 335
Container Type: DRUM - Container Volume: 0.208 m3

Waste Contents Kg/Container

Waste Fof‘ﬁ ] Minimom Average

FILTERS 33
INORGANICS 2
ORGANICS 0.005

CAQO-94-1005, Rev. 0
June 1094

Maximum

100
4

0.042

D-13



Non Radionuclide Inventory

Data

Waste Form Description: FILTER WASTE - ('70-"72)CWS FILTERS

Generatoﬁ RF . Storage Site: ID

Container Typé:: DRUM

‘Waste Form

COMBUSTIBLES -
FILTERS
INORGANIC COMPOUND
ORGANICS

Container Volume: 0.228

-SITE: ldabho National Engineering Laboratory

IDC: 490
m3

Waste Contents Kg/Container

Minimum

Average

49

0.025

CAQ-94-1005, Rev. 0
June 1994

Maximum

0.064




Non Radionuclide Inventory Data

Waste Form Description: GRAPHITE WASTE - MOLDS (<72 FNDRY)
: SITE: Idaho National Engineering Laboratory

Generator: RF

Container Type: :DRUM Container Volume: 0.213 m3

Waste Contents Kg/Contriner

Waste Form Minimum Average
GRAPHITE 10 7
INORGANIC SOLIDS 6
ORGANICS 0.001

D-15

Storage Site: ID C: 300

CAD-94-1005, Rev. 0
June 1954

Maximum

170

0.012



CAO-54-1005, Rev. {
June 1994

™ ;NM-‘:Radionuclide Inventory Data

Waste Form Description: GLASS WASTE - GLASS (70-72)
SITE: Idaho National Engineering Laboratory
Storage Site: ID IDC: 440

Container Type:; DRUM Container Volume: 0227 m3

Waste Contents KgfContainer

Waste Fo_!"m Minimum Avera Maximum

COMBUSTIBLES 5
GLASS 63
INORGANICS 3
ORGANICS 0.00001




CAO-94-1005, Rev. D

June 1954
Non Radionuclide Inventory Data
i s
Waste Form Description: SOLID INORGANIC WASTE - (70-"72)LECO CRUCIBLES
SITE: Idaho National Engineering Laboratory
Generator: RF Storage Site: ID C: 370
Container Type: DRUM Container Volume: 0.208 m3
Waste Contents Kg/Container
Minimum Average Mazximum
INORGANICS 10 110 260
v\
D-17 o



CAQD-84-1005, Rev. 0
June 1984

Non Radionuclide Inventory Data

Description;: GRAPHITE WASTE - (72>)SCARFED CHUNKS
SITE: ldaho National Engineering Laboratory

Generator: RF Storage Site; ID C: 303
Container Type:: DRUM " Container Volume: 0208 m3

Waste Contents Kg/Container

Waste Form Minimum Average Maximum

GRAPHITE 8 ' 67 87

6

INORGANICS

S



CAQ-84-1005, Rev. 0

June 1954
Non Radionuclide Inventory Data
ste Form Description: HEAVY NON-SPECIAL SOURCE METALS (<72 - FOUNDRY)
"~ SITE: Idaho National Engincering Laboratory
Generater: RF Storage Site: ID IDC: 320
Container Type; M Container Volume: 0208 m3
Waste Contents Kg/Container
Waste Fgrm Minimum Avera Maximum
INORGANICS 4
METALS 58 220

D-19



CAD-94-1005, Rev. D

June 1994
Non Radionuclide Inventory Data
SITE: Idaho National Engineering Laboratory
Generator: RF Storage Site: ID IDC: 376
Container Type UM Container Volume: 0.208 m3
Wagte Contents Kgg‘Container
Waste Form Minimum Averape Mazimum
COMBUSTIBLES 3 8
FILTERS 5 38 110
INORGANICS 15 25
METALS . 1 5
ORGANICS 0.00016 0.092

£

LS



CAD-84-1005, Rev. 0
June 1094

Non Radionuclide Inventory Data

wme orm Description: ORGANIC SOLID WASTE - (70-'72) BLACKTOP,CONCRETE,SA
SITE: Idaho National Engineering Laboratory

Storage Site: ID IDC: 374
Container Type; DRUM Container Volume: 0.208 m3

Waste Contents Kp/Container

Waste Form Minimum Average Maszimum
COMBUSTIBLES 5
INORGANICS 135 300
ORGANICS 0.000495 0.18

(75 T



Non Radionuclide Inventory Data

COMBUSTIBLES
INORGANICS
METALS
ORGANICS

Storage Site: ID

Container Volume:

6.208

e Form Description: SOLID INORGANIC WASTE - (72>) OIL-DRI
STTE: Idaho National Enginecring Laboratory

IDC: 375
m3

Waste Contents Kg/Container

Minimam

CAQO-94-1005, Rev. 0
June 1894

Maximum

200

13.5

.



CAD-94-1005, Rev. 0

June 1934
Non Radionuclide Inventory Data
Waste Form Description: SOLID INORGANIC WASTE - (72>) FIREBRICK, COARSE
SITE: Idaho National Engineering Laboratory
Genﬁ.'erntor. RF Storage Site: D ' IDC: 37T
Container Volume: 0208 m3
Waste Contents ﬁngontainer
Minimum Average Maximum
COMBUSTIBLES 20
INORGANICS 56 67




Non Radionuclide Inventory Data

stz Form Description: GRAPHITE WASTE - COARSE (72>)
STTE: Idaho National Engineering Laboratory

Generator' RF

Container Type;: DRUM Container Volume: 0.208 m3

Waste Contents Kg/Container

Waste Form Minimum Average
GRAPHITE ' 6
INORGANICS
ORGANICS
¥

Storage Site: ID IbC: 312

0.001

CAQ-94.1005, Rev. 0
June 1994

Maximum

0

0.0035

‘;



CAO-34-1005, Rev. 0

June 1594
Non Radionuclide Inventory Data

Waste Form Description: SOLIDIFIED SOLUTIONS (1973-79)
SITE: Idaho National Engineering Laboratory

Generator: BC Storage Site: ID IDC: 204

Container Tgpe: RUM Coutainer Volume: 0208 m3
Waste Contents Kg/Container
Waste Form Minimum Average ' Maximum

INORGANICS 1157
SLUDGES/LIQUIDS

1136




CAO-94-1005, Rev. 0

June 1994
Non Radionuclide Inventory Data

Waste Form Description: HIGH LEVEL SLUDGE/CEMENT (1972>)

SITE: Idaho National Engineering Laboratory
Generator: MD Storage Site: ID IDC: 836

) Container Volume: 0.208 m3

Waste Contents Kg/Container
Waste Form Minimum Average Maximum

11.9

SLUDGES/LIQUIDS 119.2




MARY OF NON RADIONUCLIDE INVENTORY DATA
“FOR LOS ALAMOS NATIONAL LABORATORY

CAD-94-1005, Rev. 0
June 1984




Non Radionuclide Inventory Data

:‘_;‘Ducripﬁon: METAL WASTE - NONCOMBUSTIBLES (DRUM)
SITE: Los Alamos National Laboratory

Generator: LA Storage Site: LA IDC : 005

Container Type: Container Volume: 0.208 m3

Waste Contents Kg/Container

Waste Fom Minimum Average
COMBUSTIBLES 3 246
GLASS 0.1
GRAPHITE 0.0005
METALS 56

CAQC-94-1005, Rev. 0
June 1954

Mazimum

50

0.1

205




CAQ-94-1005, Rev. 0
June 1994

Non Radionuclide Inventory Data

MIXED METAL SCRAP AND INCIDENTAL COMBUSTIBLES (S
Los Alamos Nationa! Laboratory

Storage Site: LA IDC: 001
Coutainer Volume: 1.9 m3

Waste Contents Kp/Container

Minimum Average Maximum
COMBUSTIBLES 500 524 580
FILTERS : 12
GLASS 40
METALS B | 97572




Non Radionuclide Inventory Data

Wasté Form Description: CEMENTED AQUEOUS WASTE

Generator: LA
Container Type UM

Waste Form

INORGANIC SOLID
SLUDGES/LIQUIDS

Storage Site: LA

SITE: Los Alamos National I_..abomtoty

IDC : 002

Container Volume: 0.208 m3

Waste Contents

Minimum

130
250

ontainer

Avers

130
260

CAC-84-1005, Rev. 0
June 1894

Maximum

130

265




CAQ-94-1005, Rev. 0

June 1964
Non Radionuclide Inventory Data
Wasté Form Description: DEWATERED SLUDGE - SOLIDIFIED AQUEOUS WASTE
SITE: Los Alamos National Laboratory
Generator: LA Storage Site: LA IDC: 003
Container Type: DRUM Container Volume: 0208 m3
Waste Coutents Kg/Container
Waste Forn Minimum Averape Maximum

INORGANIC SOLIDS 8 9 10
SLUDGES/LIQUIDS

150 200 220




CAQO-94-1005, Rev. 0

June 1994
Non Radionuclide Inventory Data
Waste Form Description: CEMENTED PROCESS RESIDUES
SITE: Los Alamos National Laboratory
Geﬁ;;'atnr-:' LA Storage Site: LA IDC: 006
Cfmtainer Volume: 0.208 m3
Waste Contents Kg/Contaiper
Waste Form Minimum Average Maximum

COMBUSTIBLES | 22 15

GLASS 0.9

INORGANIC SOLIDS | 160

ORGANICS _ , 4.06

88

T SLUDGES/LIQUIDS




CAQ-94-1005, Rev. 0
June 1984

SUMMARY OF NON RADIONUCLIDE INVENTORY DATA
FOR MOUND




Noan Radionuclide Inventory Data

Fofm Description: COMBUSTIBLE WASTE
SITE: Mound

Generator: MD Storage Site: 1D
Container Volume:; 0.208

Waste Foﬁ: Minimum

COMBUSTIBLES 3
FILTERS
INORGANICS

METALS

Waste Contents Kp/Container

IC: 827

m3

Average

57
0.6
p.

0.05

CAO-84-1005, Rev, 0
June 1994

Maximum

147
0.6
3
0.05




Non Radionuclide Inventory Data

Waste Form Description: NON-COMBUSTIBLE TRU WASTE
SITE: Mound

" Generator: MD Storage Site: 1D

Coatainer Type. UM Coantainer Volume: 0.208

Waste Form Minimum

COMBUSTIBLES
GLASS
METALS

45

IDC: 824
m3

Waste Contents Kg/Container

Average

21

CAO-94-1005, Rev. 0
June 1994

Maximum

10
159




ey

Non Radicnuclide Inventory Data

Fcrm Description: SOIL
SITE: Mound

Storage Site: ID

Container Volume: 4.205

IDC: 842
m3

Waste Contents Kg/Container

Minimum

1943

CAD-94-1005, Rev. 0
June 1954

Maxzimum

2852



CAQ-94-1005, Rev. D
June 1934

ARY OF NON RADIONUCLIDE INVENTORY DATA
FOR OAK RIDGE NATIONAL LABORATORY




CAD-94-1005, Rev. 0

June 1994
SITE: Oak Ridge National Laboratory
Storage Site: OR mC: 001
Container Volume: 0.208 m3
Waste Contents Kg/Container
Waste Fﬂ Minimum Average Maximum
COMBUSTIBLES 30 62
FILTERS 0.5 5
GLASS 10 125
METALS | 20 340




IMARY OF NON RADIONUCLIDE INVENTORY DATA
FOR ROCKY FLATS PLANT

CAQ-94-1005, Rev.
June 1994



CAO-84-1005, Rev. 0

June 1994
Waste Form Description: GRAPHITE WASTE - MOLDS
SITE: Rocky Flats Plant
Generator: RF Storage Site: ID IDC: 300
Container Type UM Container Volume: 0.208 m3
Waste Contents M-Container
Waste Foggw Minimum Average Magimum
GRAFPHITE 8 67 87

——
[



Non Radionuclide Inventory Data

Waste Form Description: GRAPHITE WASTE - SCARFED CHUNKS

Container Type: DRUM

SITE: Rocky Flats Plant

Storage Site: 1D

IDC: 303

Container Volume: 0208 m3

Waste Contents Kg/Container

Minimum

Averspe

67

CAD-94-1005, Rev. D

June 1964
S
Maximum
87



Non Radionuclide Inventory Data

ite Form Description: COMBUSTIBLE WASTE -DRY ~ DRUM
SITE: Rocky Flats Plant
Storage Site: D IDC: 831

Container Volume: 0208 m3

Waste Contents Kg/Container

Minimum Avera
COMBUSTIBLES | 2 164
INORGANICS 06
ORGANICS 0.0023

CAQ-84-1005, Rev. 0
Jung 1994

Maximum

200
L5
1




CAO-94-1005, Rev. 0

June 1994
Non Radionuclide Inventory Data
Waste Form Description: COMBUSTIBLE WASTE - WET ~ DRUM
SITE: Rocky Flats Plant
Storage Site: ID IDC: 832
Container Typc UM Container Volume: 0.208 m3
Waste Contents Kg/Container
Waste Form Minimum Avera Mazximum
COMBUSTIBLES 164 200
INORGANICS 0.6 L5
ORGARNICS 0.0023 1




Non Radicnuclide Inventory Data

Storage Site: ID

Container Volume: 0.208

Pescription: COMBUSTIBLE WASTE - PLASTICS DRUM
SITE: Rocky Flats Plant

IDC : 833
m3

Waste Contents Kg/Container

Minimum

COMBUSTIBLES
INORGANICS
ORGANICS

18

é\'ﬂ‘!ﬂ

164
0.5

0.0023

CAQ-94.1005, Rev. 0
June 1994

Maximum

200




CAD-94-1005, Rev. D

June 1994
‘Non Radionuclide Inventory Data
Waste Form Description: METAL WASTE - LEAD
SITE: Rocky Flats Plant
Gé;cntaﬁ RF Storage Site: ID IDC; 321
Container Type: DRUM Container Yolume: 0.208 m3
Waste Contents Kg/Container
Minimum Average Maximum

16 63 190




CAQ-94-1005, Rev. D
Jung 1994

Non Radionuclide Inventory Data

yrm Description: GLASS WASTE - RASCHIGRINGS DRUM
SITE: Rocky Flats Plant
Gﬂ;t;rltor: RF Storage Site: ID IDC: 442

Container Types DRUM Container Volume: 0.208 m3

Waste Contents Kg/Container

Waste Form Minimum VETAE Mazximum

GLASS 28 200 220
INORGANICS




Nbgi.Radionuclide Inventory Data

te Formn Description: SOLID INORGANIC WASTE - INSULATION
SITE: Rocky Flats Plant

Generator: RF . Storage Site: ID IDC: 438

Container Type: Container Volume: 0208 m3

Waste Contents Kg/Container

Waste Form Minimum Average

COMBUSTIBLES ‘ 0.25 1
GLASS 40
INORGANICS 0.5

CAO-94-1005, Rev. 0
June 1994

Maximum




CAQ-94-1005, Rev. 0

June 1994
Non Radionuclide Inventory Data
Description: PYROCHEMICAL SALT WASTE - SPENT SALT
SITE: Rocky Flats Plant
Generator: RF Storage Site: ID IDC: 429
Container Type: UM Container Volume: 0208 mi
‘Waste Contents Kg/Container
Waste Form Minimum Average Maximum
EL EMENTS/COMPOUNDS 10 45 118
METALS 0.1 25 3




CAO-34-1005, Rev. 0
June 1994

Non Radionuclide Inventory Data

Waste Form Description: PYROCHEMICAL SALT WASTE - DIRECT OXIDE REDUCTION |
- SITE: Rocky Flats Plant

Ge;;ratoﬁ: RF Storage Site: ID IDC : 454
Container Tyi:e. RUM Container Volume: 0.208 m3

Waste Contents Kg/Container

Minimum Averape Maximum
ELEMENTS/COMPOUNDS 10 45 118

METALS 25 3




E@p Radionuclide Inventory Data

orm Description: SOLIDIFIED AQUEOUS WASTE
SITE: Rocky Flats Plant

Stérage Site: ID

Container Volume: 0.208

IDC: 800
m3

Waste Contents Kg/Container

Minimum

INORGANIC SOLIDS
SLUDGES/LIQUIDS

36

36

Averapge

82

83

CAOC-94-1005, Rev. 0
June 1994

Mazimum

110
110




CAQ-94-1005, Rev. 0

June 1994
Non Radionuclide Inventory Data -

Waste Form Description: SOLIDIFIED AQUEOUS WASTE

| * SITE: Rocky Flats Plant
Generator: RF Storage Site: ID IDC: 303

Container Type DRUM Container Volume: 0.208 m3
Waste Contents Kg/Container
Waste Form Minimum Average Maximum
INORGANIC SOLIDS 47 69 81
SLUDGES/LIQUIDS 47 69 8]
NON



CAQ-94-1005, Rev. O

June 1594
Non Radionuclide Inventory Data
Waste Form Description: SOLIDIFIED AQUEOUS WASTE
e SITE: Rocky Flats Plant
Geuerator: RF Storage Site: ID IDC: 807
t Container Volume: 0.208 m3
Waste Contents Kg/Container
Waste Form Minimum Avera Mazimum
INORGANIC SOLID 36 2 110
SLUDGES/LIQUIDS 36 83 110




Non Radionuclide Inventory Data

Waste Form Description: SOLIDIFIED ORGANIC WASTE
: SITE: Rocky Flats Plant

Generator: RF

Container Type: :

Waste Form

- SLUDGES/LIQUIDS

Storage Site: 1D

Container Volume: 0.208

mC: 801
m3

Waste Contents Kg/Container

Minimum

35

38

Average

%1
101

CAQ-94-1005, Rev. 0
June 1994

Maximom

12
124




CAD-94-1005, Rev. 0

June 1694
Nou Radionuclide Inventory Data
Waste Form Description: SOLIDIFIED LABORATORY WASTE
; SITE: Rocky Flats Plant
Generator: RF Storage Site: ID IDC: 802
Container Volume: 0.208 m3
Waste Contents Xg/Container
Waste Form Minimum " Avers Mazimom
INORGANIC SOLIDS 65 150 177
SLUDGES/LIQUIDS 43 100 118




CAC-94-1005, Rev. 0

June 1994
SITE: Rocky Flats Plant
Storage Site: ID - IDC: 806
Container Volume; 0.208 m3
Waste Contents Kg/Container
Minimum Average Maximum

INORGANIC SOLIDS 6 46 72

INORGANICS 28.7 150.5
ION EXCHANGE RESINS 73 100
SLUDGES/LIQUIDS

48 9%




ARY OF NON RADIONUCLIDE INVENTORY DATA
FOR RICHLAND HANFCRD

CAO-94-1035, Rev. 0
June 1984




N‘op_ Radionuclide Inventory Data

Waste Form Description: MISCELLANEOUS SOLID WASTE
SITE: Richland Hanford

Genperator: RH Storage Site: RH IDC: 001
Container Volume: 0.208 m3

Waste Contents Kp/Container

Waste Form Minimum Average
COMBUSTIBLES 5
ELEMENTS/COMPOUNDS 0.001
GLASS 02
INORGANICS 10
METALS 24

CAQ-94-1005, Rev. D
June 1954

Maximum

20
0.005

20



CAO-94-1005, Rev. Q

June 1994
Non Radionuclide Inventory Data
Waste Form Description: ABSORBED ORGANICS — COMPOSITE
SITE: Richland Hanford

Generator: RH Storage Site: RH IDC: 004

Container Type: RUM Container Volume: 0.208 m3
Waste Contents Kg/Container
Waste Form Minimum Averapge Maximum

INORGANIC SOLIDS 56

SLUDGES/LIQUIDS 10
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CAO-94-1005, Rev. 0
June 1994

APPENDIX E
WASTE STREAM PROFILES



CAQ-94-1005, Rev. O
June 1894

FOOTNOTES FOR THE WASTE STREAM PROFILES

7 Liquid waste streams are assumed to be solidified prior to sending to WIPP. A volume
conversion of 2.5:1 is assumed for solidification.

2. WMCs 3000, 3900, 9100, and 9200 are placed in "solidified inorganic waste,” "salt waste,"
or "sofid{ﬁgd rganic waste," depending on the information provided in the MWIR.

3. Partiéﬁlate waste streams are assumed to be solidified prior to sending to WIPP. A volume
conversion of 2.5:1:is-assumed for solidifying particulate waste.

4. WMCs 6100:and 55?6190 are placed in "solidified organic waste," or "solidified inorganic

waste," depending grithe information provided in MWIR. Volume conversion is described in
footnote 5.

5. Liquid lab pack waste is assumed to be solidified prior to sending to WIPP. It is assumed
that the packing material ; lab packs will be low-level waste when the liquid containers are
remaved. A volume conversion of 2.5:1 is assumed for solidification.

€. In error, mixed-residues were no reported in the MWIR for this waste stream (per verbal
discussions with Rocky Flats Plant).. Mixed residues were added as follows (GAQ, 1992):
Incinerator Ash (IDCs 419, 420, 421, 425)
stored volume - 234 m®
projected volume - 0 m®
stored volume (to meet criticality an

AC requirements) - 1202 m®

7. WMCs 6200 and 6290 are placed in "solidified inorganic waste," "solidified inorganic waste,"
or "heterogeneous waste" if the waste stream must be solidified. They are placed in
“unspecified metal waste," or “lead/cadmium metal waste" if they are primarily nonreactive
metal contaminated with reactive metal. Reactive ste streams must be treated prior to
shipment to WIPP.

8. Waste stream is assumed to be treated prior to ship

t to WIPP. Volume change is
dependent of the waste stream and treatment. ' '

8. WMC 5000 is placed in "unspecified metal waste," “lead/Cadmium metal waste," "inorganic
nonmetal waste," "combustible waste," ‘graphite waste," "heterogengous waste,” or "fiter
waste," depending on the infoermation in MWIR.

10. WMC 7000 and 9300 are piaced in "unspecified metal waste? or “lead/cadmium metal

waste," depending on the information in MWIR.

11. WMCs 7400, 7410, 7420, and 7490 are assumed to be drained of liquid
metal waste,

12. These waste streams are excluded from disposal in WIPP at this time.

13. Adequate information is provided in MWIR to change the WMC from "unknown" to égg_.:‘ ore
descriptive WMC. If there is not enough information in MWIR, these waste streams remain as
"unknown" and are excluded from disposal in WIPP until characterized.



CAQO-94-1005, Rev.lﬂ
June 1594

14...The TRU (non-mixed) volume and classification information were taken from the
Phase | MWIR.

15. THESE ARE NOT ACTUAL SITE-GENERATED WASTE STREAMS. The TRU (non-

mixed) volume was calculated from the difference between the 1993 IDB and the MWIR (Phase

. These 1DGs, WMCs, and WMCGs were generated by portioning the TRU waste volumes
TRU mixed streams.

16. The amount of steel in the container represents the drum onfy. The amount of metal in
the disposal canigter:and plug is provided in the Section 5.

17. IDC was chat é'dfassigned for the purposes of this report per the methodology described
in Appendix J.

18. The Waste Matrix Co@e Grouping and/or IDC were assigned based on the distribution of
the TRU-Mixed Waste from this site.

19. WMC was changed to be éonsistent with similar waste streams.

20. This TRU waste stream is cl Méiﬁed as "unknown" because there was not adequate
information available at the time of publication of this report to classify the waste stream. ltis

anticipated that characterization information can be generated by the site.

21. Insufficient information is available to} ot ne the appropriate TRUCON code.

22. Insufficient information is available to ne the appropriate NMVP code.

23. Insufficient information is available to determine the Part B category.

24. This waste stream includes residues. The vol of the residue portion of this waste
stream is consistent with the volumes reported by Recky Flats Plant in their "ship as waste"
residue scenarios, repackaged/processed to meet criticality and WIPP WAC requirements only
(GAO, 1992).

25. The site IDC is not listed in TRUCON. The TRUCO NMVP codes were assigned
based on the TRUCON codes provided in the MWIR (Phase ).

26. There is not adequate information in MWIR to define this waste §tréam. It will remain in

the "unknown" category and will be excluded from disposal in WIPP

27. Part B codes are not applicable for non-mixed waste.




WASTE STREAM PROFILES

CAQ-24-1005, Rev. 0
June 1994

29-Jun-54

DATABASE WS ID |AE-TO4

HANDLING[CH

FIELD OFFICE [Chicago

WS NAME |NON MIXED TRU DERIVED FRGM IDB

NO MIGRATION VARIANCE PETITION | Information Incomplete
WIPP PART B APPLICATION [Not Applicable

WASTE MATRIX CODE - Site
; ¥ - Group

IDc's

Solidified Inorganic Wasle

TRUCON| Information Incemplete

WASTE PARAMETERS (ka/m3

Max Avg  Min

Site | Not Reported.
Assigned |AE-131

Retrievabie

Projected

Total

Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix
Soils Soil
Packaging Materials Steel

Plastic

Organics

Solidified

461.54 41827  370.19

141.83
39.42

These are not actual site-generated waste streams. ‘The‘non-mixed TRU waste
volume was calculated from the difference between the 1993 IDB and the Phase ||

MWIR. These IDCs, WMCs, and WMCGs were generated by p
waste volumes to the major mixed TRU waste streams.

ioning the TRU

Footnotes: (27

PR
AN
i



WASTE STREAM PROFILES (CONTINDEC(AC-94-1005, Rev. 0

June 1984

29-Jun-94

ATABASEWS ID AET0Z ) HANDLINGIRH ] FIELD OFFICE [Chicago | ¢
" WSNAME [NON MIXED TRU DERIVED FROM IDB L

NO MIGRATION VARIANCE PETITION | Information Incompiete

WASTE MATRIX CODE - Site | __| WIPP PART B APPLICATION Nat Appiicable
- Group | Unspecified Metal Waste TRUCON] Information Incomplete
WASTE PARAMETERS {kam3)  Max Avg Min
Site [Nol Reported ] ’
Assigned |RF-321 | Inorganics Iron-Based
Metals/Alioys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals 913.46  302.88 76.92
Retrievable #:0 Other Materials
Projected 48 Organics Celulosics
Total
Rubber
Plastics
. Salidified  Organic Matrix
Inorganic Matrix
Soils Soil
" Packaging Materials Steel 141.83
Plastic : 39.42
These are not actual site-generated waste streams. -The non-mixed TRU waste
volume was caiculated from the difference between the 1993 IDB and the Phase )|
MWIR. These IDCs, WMCs, and WMCGs were generated by oning the TRU
waste volumes to the major mixed TRU waste streams.
‘ v
N

Footnotes: [15 16,21, 22 27 ]

m
(44



WASTE STREAM PROFILES (continueofA0-94-1005, Rev. 0

June 1934

29-Jun-94

DATABASE WSID |AE-TO3 HANDLING|CH FIELD OFFICE |Chicage
WS NAME |NON MIXED TRU DERIVED FROM IDB

NO MIGRATION VARIANGE PETITION | information incomplete

WASTE MATRIX CODE - Site | WIPP PART B APPLICATION [Not Applicable
- Group | Unspecified Metal Waste TRUCON| Infarmation Incomplete

Site [Not Reported
Assigned |RF-321 Inorganics  lron-Based
3 Metals/Alloys
Aluminum-Based
) Metals/Alloys
WASTE VOLUMES fcu. m.) Other Metals 91346 30288  76.92
Retrievable il Other Materials
Projected Organics Celulosics
Total Rubber
Plastics
{. Solidified Organic Matrix
: Inorganic Matrix
: Soils Soil
" Packaging Materials Steel 141.83
Plastic . 3942

WASTE PARAMETERS (kg'm3]  Max Avg Min

These are not actual site-generated waste streams. The non-mixed TRU waste

volume was calculated from the difference between the 1993 |DB and the Phase Il
MWIR. These IDCs, WMCs, and WMCGs were generated by [
waste volumes to the major mixed TRU waste streams.

Footnotes: [15, 18, 21, 22, 27 ]




WASTE STREAM PROFILES (CONTINUEDFAC-34-1005. Rev. 0

June 1994
29-Jun-94
DATABASE WS ID (AE-w038 HANDLING(CH FIELD OFFICE IChicago
o WS NAME IMTRU Acidic \Wastewater
NO MIGRATION VARIANCE PETITION | information Incomplete
WASTE MATR!X CODE . Site 5120 rWlPP PART B APPLICATION | information Incompiste

- Group | Soiidified Inorganic Waste

TRUCON] information Incompilete

i ASTE PARAMETERS {kq/m3 Max Avg Min
Site ‘Not Reported
Assigned |AE-131 Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Retrievable Other Materials
Projected Organics Celulosics
Total Rubber
EPA CODE(s) Plastics
DOD4A .. Solidified Organic Matrix ,
Dog28 Inorganic Matrix ~ 461.54 41827 37019
DDOSA, . .
Soils Soil
* Packaging Materials Steel 141.83
Plastic 39.42
Footnotes: [5,8,16 17, 21. 23 23 ‘ ]

N



WASTE STREAM PROFILES

(coNﬂNUEDFA0-94-1 005, Ray, 0

June 1984

28-Jun-94

DATABASE WS IO [AE-W03D

WS NAME

WASTE MATRIX CODE - Site
: » - Group

, HANDLING(CH FIELD OFFICE [Chicago
MTRU Organic Resins
NO MIGRATION VARIANCE PETITION | Information incompiete
3212 | WIPP PART B APPLICATION | Information Incomplete

Solidified Organic Waste

—

Retrievable

Projected

Total

EPA CODE(s}

WASTE PARAMETERS (kq/m3

Max

TRUCON] Information Incomplete

Avg  Min

Inorganics

.. Solidified

" Packaging Materials

Iron-Based
Metals/Alloys

Aluminum-Based
Metals/Alloys

Other Metals

Other Materials

Celulosics
Rubber

Plastics

QOrganic Matrix
Inorganic Matrix

Soil
Steel
Plastic

Organics

Soils

2012.02

625.00 164.90

141.83
39.42

Footnotes: |3. 8,16,17, 21,22, 23




WASTE STREAM PROFILES (CONTINUEDf-AC-94-1005, Rev. 0

June 1994

285-Jun-94

DATABASE WS ID REWoa0 ] HANDLING[CH FIELD OFFICE [Chicago ’

WS NAME MTRU Evaporator.Concentrator Siudges
NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site  [3121 [ WIPP PART B APPLICATION | Information Incomplete
g - Graup | Solidified incrganic Waste TRUCON( Information Incomplete
: IRC's WASTE PARAMETERS (ka/m3}]  Max Ava Min
Site [Mot Reported )
Assigned [RF-800 | Inorganics Iron-Based
5 Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Retrievable Other Materials
Projected Organics Celulosics
Total : Rubber
EPA CODE(s) j' Plastics
D009A 4 Selidified Organic Matrix
o074 Inorganic Matrix 105769 79327  346.15
DOO6A . .
Soils Soil
~ Packaging Materials Steel 141.83
Plastic 39.42

Footnotes: [16,17,21,22, 23




WASTE STREAM PROFILES  (conminugp 0941005 Rev C

June 1954
29-Jun-94
DATABASE WS ID |AE-WO41 HANDLING|CH FIELD OFFICE [Chicago
" WS NAME |MTRU Elemental Lead
NO MIGRATION VARIANCE PETITION l Information Incomplete
WASTE MATRIX CODE - Site 7210 | WIPP PART B APPLICATION | Informatien Incomplete
S et - Group Lead/Cadmium Metal Waste TRUCON| Information incompiete
TE PARAMETERS Mazx Avg Min
Site |'Not Reported
Assigned IRF-321 _ Inorganics Iron-Based
S Metalg/Alloys
Aluminum-Based
Metals/Alloys
WASYE VOL Other Metals  913.46 30288  76.92
Retrievable Other Materials
Projected Organics Celulosics
Total Rubber
EPA CODE(s) ) Plastics
| Solidified  Organic Matrix
Inorganic Matrix
Seils Soil
1 Packaging Materials Steel 141.83
Plastic 39.42
Eoothotes: 16,17, 21, 22, 23 |




WASTE STREAM PROFILES  (conmiuepfAC-94-1005, Rev. 0

June 1894
28-Jun-94
G D,,TABASE WSID AEWo42 | HANDUNGICH ] FIELD OFFICE Chicags ]
5 WS NAME MTRU Cadmium Waste o
NO MIGRATION VARIANCE PETITION | information Incomplete
WASTE MATRIX CODE - Site 5130 | WIPP PART B APPLICATION | information Incomplete
- Group ,LeadfCadmium Metal Waste TRUCON) Information incomplete
] WASTE PARAMETERS (ka/m3)  Max Avg Min
Site |:Not Reported ]
Assigned |RF-480 ] Inorganics Iron-Based  256.10  256.10 0.00
Ly Metals/Alloys
Aluminum-Based 27,77 2777 0.00
Metals/Alloys
Other Metals 24 68 24,68 0.00
Retrievable Other Materials 29.28 29.28 0.00
Projected Organics Celulosics 4527 7.43 0.00
Total Rubber
Plastics  67.57  15.09 0.00
. Solidified Organic Matrix
Inorganic Matrix
Soils Soil
* Packaging Materials Steel 141.83
Plastic 39.42
Footnotes: [16,17, 21, 2, 23 i




June 1994

WASTE STREAM PROFILES  (conmmuep CA%-34-1005. Rev. 0

29-Jun-94

DATABASE WS ID [AL-WOGS

HANDLINGICH

FIELD OFFICE {Chicago

WS NAME IMIXED TRANSURANICS/URANIUM IN GLOVEBOX

WASTE MATRIX CODE - Site
) - Group

NO MIGRATION YARIANCE PETITION | Information Incompiete

1000

_| WIPP PART B APPLICATION | Information Incomplete

Solidified Inorganic Waste

| TRUCON[ information Incomplete

Site LG"I'Sveho;é:‘g"-

Assigned [RF-80C

WASTE VoL {cu. m.}

Retrievable

Projected

Total

EPA CODE(s}
DOOGA
DOOTA
D002B
DOO4A
DO11A
DO0BA
DO10A
DOOSA

WAS M 5 {k:

Max  Avg  Min

. Solidified

Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metais/Alloys
Other Metals
Other Malerials
Celuiosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix
Soils Soil

Organics

" Packagiag Materials Steel

Plastic

1057.69  793.27  346.15

141.83
39.42

Footnotes: |2, 8 16, 17,21, 22, 23

B e R PRI




WASTE STREAM PROFILES (CONTINUED|SAO-84-1005, Rev. 0

June 1994

29-Jun-94

DATABASE WS ID [AW.WOT8 HANDLING[RH FIELD OFFICE [Chicago L
© WSNAME [ELECTROREFINER STRIPPER CADMIUM e

NO MIGRATION VARIANCE PETITION_[Elformatiun Incomplate

WASTE MATRIX CODE - Site I3190 | WIPP PART B APPLICATION [ Information incomplete
~ Group | |ead/Cadmium Metal Waste | TRUCON] information incompiete
: WASTE PARAMETERS (kgim3)  Max Avg Min
Site [CH-ANU245T
Assigned |RF-480 Inorganics Iron-Based 256,10  256.10 0.00

Metals/Alloys

Aluminum-Based 2777 2777 0.00
Metals/Alloys

Other Metals 24 68 24.68 0.00

Retrievable Other Materials 29.28 29.28 0.00

Projected Organics Celulosics ~ 45.27 7.43 0.00
Total Rubber

EPA CODE(s) Plastics 67.57 15,09 0.00
Organic Matrix
Inorganic Matrix
Soil

 Packaging Materials Steel 14183

Plastic 3%42

Footnotes: (16, 17,19, 21, 22, 23 il

E-13



WASTE STREAM PROFILES  (conTmugnfA0-94-1005, Rev. 0

June 1994
29-Jun-94
o TABASEWS ID [AW-WO018 | HANDUNG(RH FIELD OFFICE [Chicago
: WS NAME [SODIUM - TRU
NO MIGRATION VARIANCE PETITION | Information incomplete
WASTE MATRIX CODE - Site 6200 | WIPP PART B APPLICATION | Information Incomplete
- Group | Unspecified Metal Waste | TRUCON)| Information incomplete
X WASTE PARAMETERS (kg/m3)  Max Avg Min
Site [CH-ANL:180T ]
Assigned [RF-480 J Inorganics Iron-Based 25610  256.10 0.00
Metals/Allays
Aluminum-Based 27717 27.77 0.00
Metals/Alloys
WASTE VOLUMES [cu. m.) Other Metals 24 68 24.68 0.00
Retrievable i Other Materials 29.28 29.28 0.00
Projected Organics Celulosics ~ 45.27 7.43 0.00
Toual Rubber
EPA CODE(s) Plastics 67.57 15.09 0.00
DO03D - Solidified Organic Matrix
Doic Inorganic Matrix
Soils Sail
~ Packaging Materials Steel 141 83
Plasti¢ 39.42

Footnates: [7,16,17, 21,22, 23 J




WASTE STREAM PROFILES (contivuzp/ 0941005, Rev. 0

June 1994
29-Jun-94
AW-Wo18 MANDLINGRH |  FIELD OFFICE [Chicago
WS NAME [SODIUM POTASSIUM - NAK - TRU e
NO MIGRATION VARIANCE PETITION Information Incomplete
WASTE MATRIX CODE - Site 6200 l WIPP PART B APPLICATION | Informatian Incomplete
- - Group | Unspecified Metal Waste TRUCON| Information Incomplete
‘ WASTE PARAMETERS (kgrm3]  Max Avg Min
Site {CH-AN{ABZT 1
Assigned [RF=480 | Inorganics Iron-Based  256.10  256.10 0.00
- Metals/Alloys
Aluminum-Based 27.77 27.77 .00
Metals/Alloys
WASTE VOLUMES {cu, m.} Other Metals 24.68 2468 0.00
Retrievable Other Materials 29.28 29.28 0.00
Projected Organics Celulosics 4527 7.43 0.00
Total Rubber
EPA CODE(s) Plastics 67.57 15.09 0.00
DOO3D « Solidified Organic Matrix
pocic | Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
T Plastic 39.42

Footnotes: I?, 16,17,21, 22, 23




WASTE STREAM PROFILES  (conmnuepf"C-94-1005, Rev. 0

June 1954

29-Jun-94

ABASE WS ID [AW-W020 HANDLING|RH ‘ FIELD OFFICE Chicago

WS NAME |TRU-CD-HOT CELL WASTE

NG MIGRATION VARIANCE PETITION | information Incomplete

WASTE MATRIX CODE - Site 5400 I WIPP PART B APPLICATION | Information Incomplete

- Group | Heterogeneous Waste TRUCON| information Incomplete

; RC’s WASTE PARAMETERS {kg/m3]  Max Avg Min
Site |CH-ANLI241T
Assigned {OR-001 J Inarganics Iron-Based 171635  96.15 0.00
Metals/Alloys
Aluminum-Based 1.63 0.01 0.0G
. Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals ~ 21.25 0.03 0.00
Retrievable Other Materials 24 04 241 0.00
Projected Organics Celulosics  184.81 20.91 0.00
Total ; Rubber 17.8% 7.36 0.00
EPA CODE(s) : Plastics  149.04  64.90 0.00
[poosa ] 1. Solidified  OrganicMatrix ~ 2.98 0.01 0.00
Inorganic Matrix
i Soils Soil
T' Packaging Materials  Steel 141.83
Plastic 3942
Footnotes: [16,17, 21, 22, 23 N

E-16



WASTE STREAM PROFILES (CONTINpED]AC-94-1005, Rev. 0

June 1994

29-Jun-94

ATABASE WS Ip EW-WD:M I HANDLIIEL'RH l FIELD QFFICE |Chicago . -
WS NAME @MENT HARDWARE FCF WASTE
NO MIGRATION VARIANCE PETITION [Information incomplete

WASTE MATRIX CODE - Site  [5100 | WIPP PART B APPLICATION | Information incomplete
- { Unspecified Matal Waste TRUCON] information Incomplete
ASTE PARAM kgmd]  Max Ava Min
Inorganics Iron-Based  256.10 256,10 0.00
Metals/Alloys
Aluminum-Based 2777 2777 0.00
Metals/Alloys
Other Metals 2468 2468 0.00
Retrievable Other Materials 29.28 2928 0.60
Praojected Organics Celulosics 4527 7.43 0.00
Totai | Rubber
EPA CODE(s) ' ' Plastics  67.57  15.09 0.00
DOoBA 4 Solidified  Organic Matrix
DogsA 1 Inorganic Matrix
4 Soils Soil
I Packaging Materials Steel 141.83
Plastic 39.42
N
Footnotes: 16,17, 21, 22, 23 ]

E-17



WASTE STREAM PROFILES (conTinugpy"O-941005. Rev. 0

June 1994
29-Jun-94
DATABASE WS ID |AW-WD22 ] HANDLING/RH FIELD OFFICE [Chicago
o WS NAME [ELECTROREFINER INSOLUBLES W/CADMIUM
NO MIGRATION VARIANCE PETITION 1 Information Incomplete
WASTE MATRIXCODE - Site 3150 l WIPP PART B APPLICATION | Information Incompiete
S - Group | Solidified Inorganic Waste TRUCON| Information Incomplete
e's ASTE PARAMETERS ({kg/m3 Max Avg Min
Site [CH-ANL-246T
Assigned |[RF-B06.2 Inorganics Iron-Based
m Metals/Alloys
Aluminum-Based
i Metals/Alloys
WASTE VOLUMES {eu. m.} Other Metals
Retrievable -0 Other Materials
Projected 0 Organics Celulosics
Total ______E_ 3 Rubber
EPA CODE(s) Plastics
| Solidified Organic Matrix
Inorganic Matrix  2012.02 62500  164.90
Soils Soil
Packaging Materials Steel 141,83
e Plastic 3942
Footnotes: (16,17, 21,22, 23 ]

E-18



WASTE STREAM PROFILES  conmmuep{#C-94-1005. Rev. 0

June 1994
28-Jun-94 7
. DATABASEWSID [AW-w024 I HANDLING RH FIELD OFFICE [Chicago |
WS NAME |SPENT HEPA FILTERS AND PRE-FILTERS ]
NO MIGRATION VARIANCE PETITION [ Information Incompiete
WASTE MATRIX CODE - Site 5410 _| WIPP PART B APPLICATION [ infermation incompiste
: - Group Filter Waste TRUCON| Infarmation Incornplete
. locs WASTE PARAMETERS {kq/m3 Max Avg Min
Site |[CH-ANL-503 '
Assigned |RF-480 Inorganics Iron-Based
Melals/Alloys
Aluminum-Based
. Metals/Alloys
WASTE VOLUMES jcu. m.) Other Metals
Retrievable 7 Other Materials 429.82 429.82 0.00
Projected - ol Qrganics Celulosics
Total F Rubber
EPA CODE(s) o Plastics 8.77 8.77 0.00
DODBA +] Solidified Organic Matrix
Doa7A : Inorganic Matrix
DoosA Sails Soil
Packaging Materials Steel 141.83
: L Plastic 39.42
o
Footnotes: (17,17, 21,22 23




 WASTE STREAM PROFILES (conminuepy 0941098 Rev 0

June 1994
29-Jun-94
DATABASE WS ID {BC-T01 HANDLING|RH FIELD OFFICE |Chicago
: WS NAME [NON MIXED TRU
NO MIGRATION VARIANCE PETITION Jlnfonnalion Incomplete
WASTE MATRIX CODE - Site | WIPP PART B APPLICATION |Nat Applicable
- Group | Unknown Waste TRUCON] Information Incompiete
-1DC’s WASTE PARAMETERS (kg/m3] Max Avg Min
Site | Not Reparted
Assigned [UNK Inorganics Iron-Based
' Metals/Alloys
Aluminum-Based
s Metals/Alloys
WASTE VOLUMES jcu, m.) Other Metals
Retrievable 0 Other Materials
Projected 368 Organics Celulosics
Toual 398 Rubber
Plastics
Solidified Organic Matrix
Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
S e Plastic 39.42

These are not actual site-generated waste streams. “The'non-mixed TRU waste
volume was calculated from the difference between the 1993 |DB and the Phase Il
MWIR. These IDCs, WMCs, and WMCGs were generated by portioning the TRU
waste volumes to the major mixed TRU waste streams.

Footnotes: [15, 20, 21, 22, 27 H




WASTE STREAM PROFILES

CAQ-94-1005, Rev. 0

{CONTINUED)

June 15994
29-Jun-94
o D_ATABASE WSID [BE-TO1 L HANDLING|CH FIELD OFFICE |Naval Reacto
: WS NAME |[NON MIXED TRU

NO MIGRATION VARIANCE PETITION [ Information Incomplete
| WIPP PART B APPLICATION |Nat Applicabie

WASTE MATRIX CODE - Site

- Group | Unknown Waste TRUCON| Information Incomplete
Site | Not Reported

Assigned |UNK Inorganics Iron-Based
B Metals/Alloys
i Aluminum-Based
L Metals/Alloys
WASTE VOLUMES (cu. m.] Other Metals
Retrievable .0 Other Materials
Projected 237 Organics Celulosics
Plastics
Solidified Organic Matrix
Inorganic Matrix
Soils Sail

Packaging Materials Steel 141.83

RO Plastic 39.42

These are not actual site-generated waste streams. Th

on-mixed TRU waste

volume was calculated from the difference between the 1993 .IDB and the Phase |i

MWIR. These IDCs, WMCs, and WMCGs were generated by j
waste volumes to the major mixed TRU waste streams.

rtioning the TRU

Footnotes: (15,20, 21, 22, 27




WASTE STREAM PROFILES  conmmugpfA%-34-1005. Rev.0

June 1994

29-Jun-94

-  DATABASEWSID [BE-TO2 | HANDLING[RH FIELD OFFICE [Naval Reacio
WS NAME INON MIXED TRU

NO MIGRATION VARIANGCE PETITION | Information incomplete

WASTE MATRIX CODE - Site [ WIPP PART B APPLICATION |Not Applicable
i - Group | Unknown Waste TRUCON | information incompiete
-IDCs WASTE PARAMETERS (ka/m3)  Max Avg Min
Site | Not Reported
Assigned [UNK _ Inorganics Iron-Based
R Metais/Alloys
Aluminum-Based
S Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals
Retrievable -0 Other Materials
Projected 7 Organics Celulosics
Total __:.: 7 Rubber
...... Plastics
Solidified Organic Matnx
Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
g Plastic 3942

These are not actual site-generated waste streams. “The'non-mixed TRU waste
volume was calculated from the difference between the 1993 |DB and the Phase i
MWIR. These IDCs, WMCs, and WMCGs were generated by portioning the TRU
waste volumes to the major mixed TRU waste streams.

Footnotes: [15, 20, 21, 22, 27




WASTE STREAM PROFILES  (conmmyeofA0-54-1005, Rev. 0

June 1994
29-Jun-94
 DATABASEWSID [ET-To1 HANDLING[CH FIELD OFFICE [Oakiand T
: WS NAME |[NON MIXED TRU DERIVED FROM DB Tl
NC MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE - Site | WIPP PART B APPLICATION |Not Appiicable
S - Group | |Lead/Cadmium Metal Waste TRUCON| Information Incomplete
©_ ibcs WASTE PARAMETERS (kg/m3)  Max Avg Min
Site | Not Reported
Assigned [RF-321 _ Inorganics Iron-Based
e Metals/Alloys
Aluminum-Based
RN Metals/Alloys
WASTE VOLUMES {cu. m) Other Metals  913.46 30288  76.92
Retrievable 2 Other Materials '
Projected 0 Organics Celulosics
Total 3 ] Rubbel‘
""" Plastics
Solidified Organic Matrix
Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
' ‘ Flastic 39.42

These are not actual site-generated waste streams. ‘The‘non-mixed TRU waste
volume was calculated from the difference between the 1893 |IDB and the Phase Il
MWIR. These IDCs, WMCs, and WMCGs were generated by portioning the TRU
waste volumes to the major mixed TRU waste streams.

Footnotes: (15,18, 21, 22, 27 J




WASTE STREAM PROFILES  (conmuep *A®-341005: Rev.0

June 1984
28-Jun-94
DATABASE WS ID [ET-Wo002 _ HANDLING(CH FIELD OFFICE [OQakiand
P WS NAME [TRU LEAD SHIELDING (ONE BRICK)
NO MIGRATION VARIANCE PETITION | Information Incompiste
WASTE MATRIX CODE - Site 7200 | WIPP PART B APPLICATION | Information Incamplete
- Group | Lead/Cadmium Metal Waste TRUCON! Information incomplete
. BCs WASTE PARAMETERS (ka/m3)  Max Avq Min
site [ET ]
Assigned |RF-321 | Inorganics Iron-Based
' Metals/Alloys
Aluminum-Based
o Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals 91346 30288 76.92
Retrievable 0 Other Materials
Projected _0 Organics Celulosics
Total -0 Rubber
EPA CODE|s) Plastics
DO0SC | Solidified Organic Matrix
; Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
e Plastic 39.42
Footnotes: [6,17,21,22, 23 l B




WASTE STREAM PROFILES {CONTINUEDf*AC-94-1005, Rev. 0

June 1984

29~4un-94

. DATABASEWSID [IN-W112 i HANDLINGIRH | FIELD OFFICE fidaho | L
R WS NAME (HEPA FILTERS R
NO MIGRATION VARIANCE PETITION [ Information incomplete

WASTE MATRIX CODE - Site 5410 | WIPP PART B APPLICATION [FILTERS (UNSPECIFIED)
o - Group | Fitier Waste | TRUCON| information Incompiete

oCs ASTE P RS (kg/m3 Max Avg Min

Site [ID-WIN:172

Assigned |RF-490 Inorganics Iron-Based

S Metals/Alloys

b . Aluminum-Based

i Metals/Alloys

WASTE VOLUMES (cu. m.| Other Metals

Retrievable - 20 Other Materials 429,82 42982 0.00
Projected 204 Organics Celulosics
Total 24 Rubber

EPA CODE(s) Plastics 8.77 8.77 0.00
FOO5A .| Solidified Organic Matrix
FOO5A Inorganic Matrix

P! . .
pgz Soils Soil

Po2 1 Packaging Materials Steel 141.83
PO12 Ve Plastic 39.42
POOS Eus B

FOOSB
FOOSA
FOQ2
FOOSA
DOOGF
FOOSA
PO28
Fo02 FoG1
F002 D021
PO30 D019
Foo2 D018

Foo2 DO118
Foo2 DO108
Fo02 Fo01

Foo1 DO0SD
FO01 DO0GC
FOOSA DOCSE
D039 DO04B
Doz Fo02

D028 . Do22

D032
D034
D035
D036
D038
FOO01

[bo4o L

Footnotes: E:‘» 17,21, 22 1

- 25

Im



WASTE STREAM PROFILES (cour1~uenf:AO'94‘1Ogi"n:f;ﬁ
29 Jun-94
- DATABASEWSID [IN-W138 HANDLING[RH FIELD OFFICE [idaho

WS NAME FRANSURANIC CONTAMINATED LEAD DEBRIS

NO MIGRATION VARIANCE PETITION | Information incomplete

[ WIPP PART B APPLICATION [METAL (UNSPECIFIED)

WASTE MATRIX CODE - Site

- Group

a Jz—":f':l_DC_'S

Site [ Not Reported

Assigned |OR-001

WASTE VOLUMES fcu. m.)

Retrievable -5
Projected 0
Total 5

EPA CODE(s)

Heterogeneous Waste ['TRUCON] information Incomplete
ASTE PARAMETERS (kg/m3 Max Avq Min
Inorganics Iron-Based 1716.35 96.15 0.00
Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
Metals/Alloys
Other Metals 2125 0.03 0.00
Other Matenials 24.04 241 0.00
Organics Celulosics  184.81 30.91 0.00
Rubber 17.88 7.36 0.00
Plastics 149.04 64.90 0.00
Solidified Organic Matrix 2.98 0.01 0.00
Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
g Plastic 39.42

Footnotes: (9, 16,17, 21,22

E-26




WASTE STREAM PROFILES

CAQO-94-1008, Rev. 0
(CONTINUED) June 1994

28-Jun-94

DATABASEWS ID [IN-W146

HANDUINGIRH

WS NAME [TRU HEAVY METAL SLUDGE

FIELD OFFICE (idaho

NC MIGRATION VARIANCE PETITION | Information incomplete

WASTE MATRIX CODE - Site 3129 __[ WIPP PART B APPLICATION | Information Incompiete
v - Group | Solidified Inorganic Waste TRUCON| Information Incomptete -
: C's WASTE PARAMETERS (kg/m3] Max Avg Min
Site | Not Reported ]
Assigned [RF-800 Inorganics Iron-Based
- Metals/Alloys
Aluminum-Based
o Metals/Alloys
WASTE VOLUMES (cu. m.} Other Metals
Retrievable -2 Other Materials
Projected 0 Organics Celulosics
Total L 2 Rubber
EPA CODE(s) Plastics
DOOGA Solidified Organic Matrix
DO11A Inorganic Matrix  1057.69  793.27  346.15
DagoA Soils Soil
DoOEA ) _ °
DOG7A Packaging Materials Steel 141.83
S Plastic 39.42
Footnotes: [16,17, 21, 22 |

27




WASTE STREAM PROFILES  (conmuepy 041005 Rev. 0

June 1994
29-Jun-54
'DATABASE WS ID [IN-W157 HANDLINGICH FIELD OFFICE [idaho |
2 WS NAME [CEMENTED SLUDGES (TRU): SPECIAL SETUPS (CEMENT)

NO MIGRATION VARIANCE PETITION |ID 213

WASTE MATRIXCODE - Site 3150 [WIPP PART B APPLICATION [SOLIDIFIED LIQUID
EE - Group | Solidified Organic Waste TRUCONIID 213
: - 1PC's WASTE PARAMETERS {ka/m3)  Max Avg Min
Site [ID-EGG-112T-004
Assigned |RF-801 ' Inorganics Iron-Based
S Metals/Alloys
Aluminum-Based
C Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals
Retrievable | " 227 Other Materials
Projected 0 Organics Celulosics
Total =2l Rubber
EPA CODE(s) Plastics
FoO1 o} Solidified  OrganicMatrix 1134.62  923.08  350.96
00028 : i Inorganic Matrix
DOOBA i . )
00T Seils Soil
FO03 Packaging Materials Steel 141.83
FoD2 e Plastic 39.42
Fo03
FOO03
DOOGA
FO03
FOO1

Footnotes: (16,17 :




WASTE STREAM PROFILES (CONTINUED}"O-94-1005. Rev. 0

June 1984
28-~Jun-94
DATABASE WS ID [IN-W159 HANDLING|CH FIELD OFFICE |Idaho
- WS NAME [UNCEMENTED INORGANIC SLUDGE (TRU). EVAPORATOR AND DISSOLVER SLUDGE PRy

NG MIGRATION VARIANGE PETITION | Information Incomplete

WASTE MATRIX CODE - Site 3150 | WIPP PART B APPLICATION | information Incomplete
; - Group [ Sclidified Inorganic Waste TRUCON! information Incompiete
‘1bC's ASTE PARAM S (kg/m3 Max Avg Min
Site [ID-EGG-102T-811
Assigned |RF-506.2 Inorganics Iron-Based
Metals/Allays
Aluminum-Based
e Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals
Retrievable 1 Other Materials
Projected 0 Organics Celulosics
Total [ 1] Rubber
EPA CODE(s) Plastics
FO15 2| Solidified Organic Matrix
Doo1C Inorganic Matrix  2012.02 62500 16490
DO0SA ] seits Soil
DOOSD ) . o
Packaging Materials Steel 141.83
Lo hEE Plastic 3942

L

Footnotes: [16,17 21, 22




WASTE STREAM PROFILES (coniuepy > 241003 Rev. 0

June 1994

29-Jun-94

: DATABASE WS 1D IN-W181 HANDUING|CH FIELD OFFICE !ldaho
. WS NAME [CONCRETE-BRICK (TRU): FIREBRICK

NO MIGRATION VARIANCE PETITION TlD 122

WASTE MATRIX CODE - Site 5230 | WIPP PART B APPLICATION |[FIREBRICK AND CERAMIC CRUCIB
. - Group | Inorganic Non-metal Waste TRUCON|ID 222
. loc's WASTE PARAMETERS (kgim3) Max  Avg Min
Site [ID-EGG-115T-371 ]
Assigned IRF-371 l Inorganics Iron-Based
R Metals/Alloys
Aluminum-Based
i Metals/Alloys
WASTE VOLUMES {cu. m.} Other Metals
Retrievable IR Other Materials 572,12 572,12 0.00
Projected 0 Organics Celulosics  24.04  24.04 0.00
Total | .11 Rubber
EPA CODE(s) o Plastics 24.04 24.04 0.00
FOO1 .} Solidified Organic Matrix
FOO1 Incrganic Matrix
Foo2 Soils Sail
Packaging Materials Steel 141.83
L Plastic 3942
Footnotes: [16




WASTE STREAM PROFILES

CAQ-54-1005, Rev. ¢

(CONTINUED) June 1994
29-Jun-94
 DATABASEWS ID (IN-W163 HANDLING[CH FIELD OFFICE [idaho i

WS NAME

CONCRETE-BRICK (TRU): OIL-DRI RESIDUE FROM INCINERATOR

NO MIGRATION VARIANCE PETITIO
WASTE MATRIX CODE - Site

N |iD 122
3118

| WIPP PART B APPLICATION

FIREBRICK AND CERAMIC CRUCIE

- Group | Heterogensous Waste

- me's

TRUCON[ID 122

| WASTE PARAMETERS (ka/m3)  Max Avg  Min
Site [ID-EGG-115T-375 ]
Assigned [RF-275 | Inorganics Iron-Based 4.81 4.81 0.00
E Metals/Alloys
Aluminum-Based
S Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals
Retrievable 1 Other Materials ~ 961.54  557.69  216.35
Projected 0 Organics Celulosics
Total =) Rubber
EPA CODE(s) ' Plastics 3846 3846 (.00
FO02 Solidified Qrganic Matrix
FoO1 Inorganic Matrix
FOO1 Soil Soil
=501 oils oi
Packaging Materials Steel 141.83
Plastic 39.42
[N
Footnotes: 16,9 Il




WASTE STREAM PROFILES

CAQ-24.1005, Rev. 0
(CONTINUED}

June 1994
28-Jun-94
DATABASE WS ID [IN-W1s4 HANDLING|CH FIELD OFFICE [ldaho
et WS NAME

CEMENTED SLUDGES (TRU): ORGANIC AND SLUDGE IMMOBILIZATION SYSTEM WASTE

NO MIGRATION VARIANCE PETITION IID 122

WASTE MATRIX CODE - Site 3150 | WIPP PART B APPLICATION |ORGANIC LIQUID/SLUDGE
. - Group [ Solidified Organic Waste TRUCONID 112
~C's WASTE PARAMETERS (ka/m3) Max Avg Min
site §D-EGG-112T-700 l
Assigned [RF-801 ) Inorganics Iron-Based
wo Metals/Alloys
Aluminum-Based
UMES (c Other Metals
Retrievable o2 Other Materials
Projected - O Organics Celulosics
Total [ 2] Rubber
EPA CODE(s) Plastics
F001 Solidified Organic Matrix 1134.62 923.08 350.96
FOO1 Inorganic Matrix
FOO1 . .
Fo03 Soils Sail
) Packaging Materials Steel 141.83
Plastic 39.42

Footnotes: (16,17, 19




WASTE STREAM PROFILES (conmipep{ 341005, Rev. 0

June 1994

29-Jun-84

. DATABASE WS ID [IN-W166 | HANDLING{CH FIELD OFFICE [ldaho
- WS NAME [CEMENTED SLUDGES (TRU). SOLID INORGANIC PROCESS SOLUTION
NO MIGRATION VARIANCE PETITION [ID 114 (3)

WASTE MATRIX CODE - Site 3150 | WIPP PART B APPLICATION [INORGANIC PROCESS SOLIDS AN
S - Group | Solidified Inarganic Wasle TRUCON([ID 114 (3)
e WASTE PARAMETERS (kg/m3)  Max Avg  Min

Sie [ID-EGG-112T-114
Assigned [RF-806.2 Inorganics Iron-Based
Metals/Alloys
o Aluminum-Based
- Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metais
Retrievabie YA Other Materials
Projected .0 Organics Celulosics
Toul [~ 7] Rubber
EPA CODE(s) Plastics
FOO1 =l Solidified Organic Matrix
Foo3 Inorganic Matrix  2012.02  625.00  164.90
FoO1 . .
FOO1 Soils . Soit
Fo0z Packaging Materials Steel 141.83
F003 it L Plastic 39.42
FOO3
DO0BA
e
Footnotes: &1 7.25 J




WASTE STREAM PROFILES

CADO-24-1005, Rev. 0

Site ID-EGG-112T-112

WASTE PARAMETERS (kq/mi3} Max

(CONTINUED) June 1994
29-Jun-94
" DATABASEWS ID [IN-‘W167 | HANDLING[CH |  FIELD OFFICE [idaho
o WS NAME !CEMENTED SLUDGES (TRU): SOLID ORGANICS
NO MIGRATION VARIANCE PETITION [ID 112 (3)
WASTE MATRIXCODE - Site (3150 [ WIPP PART B APPLICATION [ORGANIC LIQUID/SLUDGE (UNSPE
: . - Group | Solidified Organic Waste TRUCON[ID 112 (3)

Avg  Min

Inorganics

Assigned |[RF807

WASTE VOLUMES {eu, my)

Retrievable ~164

Projected 0
Total 184]

EPA CODE(s)

FOO1

D22

FOO1

FOD1

FOO3

Organics

Solidified

Soils

Iron-Based
Metals/Alloys

Aluminum-Based

Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix  1134.62

Inorganic Matrix

Soil

Packaging Materials Steel

Plastic

923.08  350.96

141.83
39.42

Factnotes: (16,17, 19,25




WASTE STREAM PROFILES (CONTINUED " O-94-1008. Rev. 0

June 1984
28-Jun-94
DATABASE WS ID [IN-W168 HANDLINGICH FIELD OFFICE |ldaho .
: WS NAME ICOMBUSTIBLES (TRU): DRY PAFER AND RAGS ]

NO MIGRATION VARIANCE PETITION [iD 216

WASTE MATRIX CODE - Site 5440 { WIPP PART B APPLICATION fCOMBUSTIBLES
: - Group | Heterogeneous Waste | TRUCONID 216
‘De's ASTE PARAMETERS (kg/m3 Max Avg Min
Site [ID-EGG-114T-330 ]
Assigned [RF-831 ] Inorganics Iron-Based
' Metals/Alloys
Aluminum-Based
L Metals/Alloys
WASTE VOLUMES {cu.m,) Other Metals
Refrievable 5775 Other Materials 4.23 110 0.00
Projected 0 Organjcs Celulosics 57685 115.83 0.00
Yotal 5?75 I Rubber 4784 11.11 0.00
EPA CODE(s) R Plastics 8442  33.32 0.00
FOO1 #{ Solidified  Organic Matrix
Dooaa i Inorganic Matrix
DOoDaC . .
) : Soils . N Soil
D029 Packaging Materials Steel 141.83
Fo i : Plastic 39.42
FOO1 o
FOO3 : k
Foo1 s
FOO3
Foo |
FOQS
FOOSA
Fo02___ |
Lo
Footnotes: 16,17 ]




WASTE STREAM PROFILES  conmmuepA0-941005. Rev. 0

June 1994
28-Jun-34 .
bATABASE WS ID IN-WI70 I HANOLING|CH FIELD OFFICE [ldaho '
WS NAME [COMBUSTIBLES (TRU): DECONTAMINATION/DECOMMISSIONING WASTE COMBUSTIBLE SOLIDS

NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site 5440 { WIPP PART B APPLICATION [COMBUSTIBLES
ST - Group [ Heterogeneous Waste TRUCON| Information incomplete
e ASTE PARAMETERS (ka/m3)  Max Avg Mo
Site [ID-EGG-114T-120
Assigned |AE-120 Inorganics Iron-Based 63.16 36.84 0.00
Metals/Alloys
Aluminum-Based
ST Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals :
Retrievable .0 Other Materials 10.53 2.63 0.00
Prajected S0 Organics Celulosics  450.95  213.16 47.37
Tatal Ol Rubber 7.16 237 0.00
EPA CODE(s) R Plastics 5726 21.32 1.58
DOOBA #f  Solidified Organic Matrix
{DO0SA Inorganic Matrix
FOO2 = . .
5 “l Soils - Soil
Packaging Materials Steel 141.83
i ‘ Plastic 3942

Footnotes: {16, 21,22

m
'
4]
s34



WASTE STREAM PROFILES (conmmuen 00941005, Rev. 0

June 1994

29-Jun-94

. DATABASE WS ID [IN-W1T1

HANDLING|CH

FIELD OFFICE |ldaho

WS NAME [COMBUSTIBLES (TRU): RESEARCH GENERATED W,

ASTE COMPACTIBLE AND COMBUSTIELE SOLIDS

NO MIGRATION VARIANCE PETITION | Information incomplete

WASTE MATRIX CODE - Site
kS ) - Group

5440

| WIPP PART 8 APPLICATION [COMBUSTIBLES

Heterogeneous Waste

Site [ID-EGG-114T-110

| TRUCON, Information Incomplete |

Assigned |AE-110

WASTE VOLUMES {eu, m.}

Retrievable 4

Projected 0

Total 4

EPA CODE(s)
Foo3

DOOSA
DOOGA
[D004A

WASTE PARAMETERS {ka/m3)  Max Avg Min
Inorganics Iron-Based 14,42 4.31 0.00
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials 19.23 4.81 0.00
Organics Celulosics 45865 28769 43.27
Rubber 8.65 3.27 0.00
Plastics 6058 3596 1.44
Selidified Organic Matrix
Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.33
= Plastic 39.42

Footnotes: 16,21, 22




WASTE STREAM PROFILES

{CONTINUED

(0-94-1005, Rev. 0
June 1994

29-Jun-94

: DATABASE WS ID [IN-W172 HANDLUING|CH

FIELD OFFICE [idaho _

WS NAME [COMBUSTIBLES (TRU). COMBUSTIBLES

NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site
L - Group

Site [ID-EGG-114T-010

Assigned [RF-831

WASTE VOLUMES (cu. m.)

Retrievable 166
Projected .0
Total 166
EPA CODE(s)
FO02
FOO1

5440 | WIPP PART B APPLICATION ICOMBUSTIBLES
Heterogeneous Waste TRUCON| Information incomplete
WASTE PARAMETERS (kgim3]  Max Avg Min
Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
_Other Metals
Other Materials 4.23 1.10 0.60
Organics Celulosics 57685  115.83 0.00
Rubber 47.84 1111 0.00 |
Plastics 8442 3332 0.00
Solidified Organic Matrix
Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
i Plastic 39.42

Footnotes: [16,17,21, 22




WASTE STREAM PROFILES (conmuepAC-94-1005, Rev. 0

Jupe 1994

28-Jun-94

DATABASE WS ID

IN-W174

HANDLING[CH FIELD OFFICE [iqahe o
WS NAME [CEMENTED SLUDGES (TRU): HIGH LEVEL ACID
NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE - Site 3113 [ WIPP PART B APPLICATION | information Incomplete
- Group Solidified Inorganic Waste TRUCDNI_Infom'lation Incomplete
Site [ID-EGG-1127-834
Assigned |MD-836 Inerganics Iron-Based
B Metals/Alloys
Aluminum-Based
S Metals/Alloys
WASTE VOLUMES (cu. m) Other Metals
Retrievable C A8 Other Materials
Projected 0 Organics Celulosics
Total 151 Rubber
EPA CODE(s) o Plastics
DO02A Solidified Organic Matrix
Doo1¢ Inorganic Matrix 63029  630.29 0.00
Sails Soil
Packaging Materials Steel 141.83
A Plastic 3942
Footnotes: [16, 17, 21, 22, 23 ]




WASTE STREAM PROFILES

(CONTINUED)

CAQD-94-1005, Rev. 0
June 1994

29-Jun-94

" DATABASEWSID [N-W177

HANDLING|CH

FIELD OFFICE [idaho

WS NAME |[CEMENTED SLUDGES (TRU). HIGH LEVEL CAUSTIC

NO MIGRATION VARIANCE PETITION | Information Incompiete

[ WIPP PART 8 APPLICATION | Information Incomplete

WASTE MATRIX CODE - Site

Solidified Incrganic Waste

TRUCON] information Incomplete

WASTE PARAMETERS (kg/m3)

Max Avg  Min

- Group
U pets
Site [ID-EGG-112T-835
Assigned |MD-836
AS LUMES (cu.
Retrievable 476
Projected 0
Total 176
- EPA CODE(s) ’

Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber
Plastics
Organic Matrix
Inorganic Matrix
Soils Sail
Packaging Materials Steel
N Plastic

Inorganics

Organics

Solidified

630.29  630.29 0.00

141.83
39.42

Footnotes: |16, 17, 21,22, 23

S



WASTE STREAM PROFILES (conrnuepf*0-94-1005, Rev. 0

June 1994

29-Jun-94

DATABASE WS ID [IN-W178 ] HANDLING[CH FIELD OFFICE idaho L
e WS NAME {CEMENTED SLUDGES (TRU): HIGH LEVEL SLUDGE/CEMENT s

NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site NS0 | WIPP PART B APPLICATION | Information Incomplete
. - Group | saiidified inorganic Waste TRUCON| Information incomplets

I ipe's

_ WASTE PARAMETERS {kg/m3}  Max Avg Min
Site [ID-EGG-112T-836

Assigned [MD-836 Inorganics Iron-Based
R Metals/Alloys
Aluminum-Based
L Metals/Alloys
WASTE VOL'UME S {cu. m.) Other Metals
Retrievabie 6 Other Materials
Projected 20 Organics Celulosics
Total — 8 Rubber
EPA CODE(s) B Plastics
FOO1 Solidified Organic Matrix 7
Do02B Inorganic Matrix ~ 630.29  630.29 0.00
DOOSA . .
COGIA . Soils Soil
DOGEA 1 Packaging Materials Steel 141.83
DOOOA, ‘- Plastic 39.42
DO10A
DO1$A .
FOO I
F003
FOO3
PO15
FOO1

Footnotes: (16,21 22, 23




WASTE STREAM PROFILES (contnuepy” 0341005 Rev. 0

June 1994
29-Jun-94
| DATABASEWSID [IN-Wi181 HANDLING[CH FIELD OFFICE lidaho .
WS NAME [CEMENTED SLUDGES (TRU): LAUNDRY SLUDGE
NO MIGRATION VARIANCE PETITION |ID 211
WASTE MATRIX CODE - Site 3150 " | WiPP PART B APPLICATION [INORGANIC WASTE WATER |
R - Group [ Salidified Inorganic Waste TRUCON([ID 214 i
. wies WASTE PARAMETERS (kg/m3)  Max Avg  Min
Site |ID-EGG-1127-578
Assigned |[RF-807 Inorganics Iron-Based
T Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES (cy. m.) Other Metals
Refrievable 10 Other Matenals
Projected 0 Organics Celulosics
otal ;. 30 Rubber
EPA CODE(s) Plastics
FOD1 z] Seolidified Organic Matrix
D0028 Inorganic Matrix  1057.69 79327  346.15
DOOBA . .
SO0TA Soils Soail
DO0BA Packaging Materials Steel 141.83
DOC9A L Plastic 39.42
PO15
F0O1
FO03
FOM
FOO2
FOO3 .
FOO3
Fo
FOO1

Footnotes: (16,17




WASTE STREAM PROFILES (CoNTINuEDSAO- 341005, Rev. 0

June 1594
29-Jun-94
DATABASE WS ID IN‘W128 \ HANDLINGICH FIELD OFFICE |ldaho '
WS NAME |COMBUSTIBLES (TRU). COMBUSTIBLE WASTE

NO MIGRATION VARIANCE PETITION LID 116 {3}

WASTE MATRIX CODE - Site 5440 | WIPP PART B APPLICATION |COMBUSTIBLES 1
B - Group | Metergeneous Waste TRUCON|ID 116 (3) |
Dc's ASTE PARAMETERS (ka/m3)  Max Avg  Min
Site [ID-EGG-114T-116 ]
Assigned [RF-831 i Inorganics Iron-Based
T Metals/Alloys
Aluminum-Based
2 Metals/Alloys
WASTE VOLUMES fcu. m} Other Metals
Retrievable 12685 Other Materials 4.23 1.10 0.00
Projected '_ 0 Organics Celulosics 576.85 1 15.83 0.00
Total 2695, Rubber  47.84 11.11 0.00
EPA CODE(s) o Plastics 8442 3332 0.00
F0O1 =y Solidified Organic Matrix
Foo ) Inorganic Matrix
F002 Seils i . Soil
FO0) Packaging Materials Steel 141.83
[Foo1 o Plastic 39.42
Footnates: /16,17, 25 )




L
AT

WASTE STREAM PROFILES

CAO-94-1005, Rev. 0
{CONTINUED} Juns 1994

29-Jun-94

- DATABASEWSID [[N-W1&7

HANDUNGLC H FIELD OFFICE IIdaho

WS NAME [UNCEMENTED INORGANIC SLUDGE (TRU): EQUIPMENT

NO MIGRATION VARIANCE PETITION | Information Incomplele

WASTE MATRIXCODE - Site  |SD00 "] WIPP PART B APPLICATION | Information Incompiete
e - Group | Heterogeneous Waste | TRUCON| Infarmation Incompiete
g WASTE PARAMETERS (kg/m3)  Max Avg Min

Site |ID-EGG-102T-980

Assigned [OR-001 . Inorganics Iron-Based 171635  96.15 0.00

. Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
SN Metals/Alloys
WASTE VOLUMES fcu. m.) Other Metals ~ 21.25 0.03 0.00
Retrievable 0 (Other Materials 24.04 241 0.00
Projected 0 Organics Celulosics 18481 8091 0.00
Total L0 Rubber  17.88 736 0.00
EPA CODE(s} Plastics 149.04 64.90 0.00
FO02 Solidified Organic Matrix 2.98 0.01 0.00
FOO1 Inorganic Malrix
Foot Soils Soil
FOO1
DO0GA Packaging Materials Steel 141.83
T Plastic 39.42

Footnotes: [9, 16,17, 21,22, 23




WASTE STREAM PROFILES

{CONTINUED)

CAD-94-1005, Rev. 0

June 1994
29-Jun-94
. DATABASEWSID (IN-Wi88 HANDLING[CH |  FIELD OFFICE fidaho

WS NAME ‘E‘;EMENTED SLUDGES (TRU): BUILDING 776 PROGESS SLUDGE

NO MIGRATION VARIANCE PETITION {ID 211

WASTE MATRIX CODE - Site
. « Group

- 1pes

| WIPP PART B APPLICATION

INORGANIC WASTE WATER TREA

Solidified Organic Waste

Site |ID-EGG-1127-976

WASTE PARAMETERS tkg/m3)  Max

TRUCON|ID 211

Avg  Mip

Assigned [RF-801

WASTE YOLUMES (cu. m.)
Retrievable

Projected
Total

EPA CODE(s)
FOO1
001
FO01
FO02
FO03
FOO03
FOO3
PO1S
DO0zZB
FOO1
DO28
D022

DO0BA
DOG7A
DOOGA

Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber
Plastics
Organic Matrix
Inorganic Matrix
Soils Soil
Packaging Materials Steel
T Plastic

Inorganics

Organics

Solidified

1134.62

923.08  350.96

141.83
39.42

Footnates: (16,17, 19




WASTE STREAM PROFILES (contmuepy 0841005 Rev. 0

June 1994
29-Jun-94
" DATABASEWSID [IN-W18S " HANDLING[CH FIELD OFFICE [ldaho
e WS NAME |[BENELEX, PLEXIGLASS (TRU): BENELEX AND PLEXIGLASS

NO MIGRATION VARIANCE PETITION |iD 221

WASTE MATRIX CODE - Site 15440 [ wiIPP PART B APPLICATION [BENELEX AND PLEXIGLAS
o - Group | Helerogeneous Waste | TRUCONIID 221
-IpC’s WASTE PARAMEYERS (kam3)  Max Avg Min
Site [ID-EGG-109T464 ) '
Assigned [RF-302 | Inorganics Iron-Based 1.92 1.92 0.00
' Metals/Alloys
Aluminum-Based
p Metals/Afloys
WASTE VOLUM m. Other Metals 7.69 7.69 0.00
Retrievable . 6 Other Materials 86.54 86.54 0.00
Projected 9 Organics Celulosics 4038  40.38 0.00
Toual —.8] Rubber
EPA CODE(s) o Plastics  296.15  296.15 0.00
Da0ac | 4 Solidified Organic Matrix
Foo | Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
I Plastic 3942

Footnotes: [16, 17




WASTE STREAM PROFILES (conminuep{ 0941005 Rev. @

June 1994
29-Jun-94
" DATABASEWS ID [N'W197 HANDLING[CH FIELD OFFICE [idaho [
e WS NAME |COMBUSTIBLES (TRU); MOIST PAPER AND RAGS e

NO MIGRATION VARIANCE PETITION [ID 216

WASTE MATRIX CODE - Site 5440 | WIPP PART B APPLICATION [COMBUSTIBLES
B - Group | Meterogeneous Waste TRUCON/ID 216
e WASTE PARAMETERS (kg/m3)  Max Avg Min
Site |ID-EGG-114T-336
Assigned |RF-832 Inorganics fron-Based
‘ Metals/Alloys
Aluminum-Based
SR Metals/Alloys
WASTE VOLUMES {cu, m.) Other Metals
Retrievable 778 Other Materials 3.53 0.60 0.60
Projected o Organics Celulosics 475.08  115.58 0.00
Total 78] Rubber 4038  16.75 0.00
EPA CODE(s) : Plastics 71.26 35.18 0.00
FOO1 :¢ Solidified Organic Matrix
D008A 7 Inorganic Matrix
Do02B i . )
= . Sails . . Soil
Foo1 Packaging Materials Steel 141.83
FOO1 EVTI o Plastic 39.42
F0O1 .
Fo02 Gl
F0O3 ad
FO03
D22
FOCSA
Doo1C
FOO1
Footnates: [16 |




WASTE STREAM PROFILES  (conmugpf"©94-1005. Rev. 0

June 1854
29-Jun-94
_DATABASE WS ID [IN-W188 HANDLING|CH FIELD OFFICE |ldaho
- WS NAME |[COMBUSTIBLES (TRU): PLASTICS, TEFLON, WASH AND PVC
NO MIGRATION VARIANCE PETITION [ID 216
WASTE MATRIX CODE - Site 5310 [ WIPP PART B APPLICATION [COMBUSTIBLES
: - Group |Combustible Waste TRUCONI[ID 216
DG’ WASTE PARAMETERS {kg/m3} Max Avg Min
Site [ID-EGG-114T-337
Assigned [RF-833 Inorganics Iron-Based
e - Metals/Alloys
Aluminum-Based
I Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals
Retrievable - 470 Other Materials 0.85 0.44 0.00
Projected 0 Organics Celulosics 1.70 0.14 0.00
Total 170 Rubber 4251  13.93 0.00
EPA CODE(s) o Plastics 510.09  122.52 0.00
DO08C : | Solidified Organic Matrix
FOOSA Inorganic Matrix
Ao | soits Soil
F003 Packaging Materials Steel 141.83
Fo01 G g Plastic 39.42
F0O2
FOO03
DOOBA
FOO1
FOO1
FOO1
D029
0022
FoO1
FOO3

Footnotes: h 6 7 }




WASTE STREAM PROFILES (conmnuen{A0-94-1005. Rev. o

June 1994
29-Jun-84
 DATABASEWSID INWis8 | HANDLINGCH | FIELD OFFICE [idano
WS NAME [COMBUSTIBLES (TRU). WASHABLES, RUBBER, PLASTICS T

NO MIGRATION VARIANCE PETITION [ID NYD

WASTE MATRIX CODE - Site 5440 | WIPP PART B APPLICATION [COMBUSTIBLES ((UNSPECIFIED)
S - Group | Heterogeneous Waste TRUCON| information Incomplete
Ioc's ASTE PARAMETERS (kg/m3 Max Avg Min
Site {ID-EGG-114T460
Assigned RF833 Inorganics Iron-Based
Metals/Alloys
: Aluminum-Based
Metals/Alloys
WASTE VOLUMES (cu. m.j Other Metals
Retrievable A Other Materials 0.85 0.44 0.00
Projected 0 Organics Celulosics 1.70 0.14 0.00
Tota! : 1:_ | Rubber 42.51 13.93 0.00
EPA CODE(s) Plastics 310.09 122,52 0.00
FOO1 +{ Solidified Organic Matrix
im: - Inorganic Matrix
00 o i :
FOO2 1 Soils Soil
Packaging Materials Steel 141.83
1 Plastic 39.42

RN

Footnates: [16,17, 21 ]




WASTE STREAM PROFILES

CAD-94-1005, Rev. D

(CONTINUED)

June 1994

29-Jun-34

. DATABASEWS D [IN-W202 ]

HANDLING|CH FIELD OFFICE |!daho

WS NAME |COMBUSTIBLES (TRU): WOOD

NO MIGRATION VARIANCE PETTTIONJD 216

WASTE MATRIX CODE - Site

5320

| WIPP PART B APPLICATION

COMBUSTIBLES

- Group

L DG's

Combustibie Waste

TRUCON[ID 215

Site \D-EGG-114T-570

WASTE PARAMETERS (ka/m3)

Assigned |RF-831 ..

WASTE VOLUMES {cu, m.}
Retrievabie 110
Projected 4]
Total 110

EPA CODE(s)
FOO1
FOO
DO0BA
F001
FOO3
FoO2
FOOD?

Footnotes: 16,17

Max Avg Min
Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials 423 1.10 0.00
Organics Celulosics 576.85 11583 0.00
Rubber 47.84 11.11 0.00
Plastics 84.42 33.32 0.00
Solidified Organic Matnix
Inorganic Matrix
Soils Soil
Packaging Materials  Steel 141.83
o Plastic 39.42
]




WASTE STREAM PROFILES

CAO-94-1005, Rev. O

{CONTINUED) June 1994
29-Jun-84
DATABASE WS ID |IN-W203 HANDLING,CH EELD OFFICE lidaho
’ WS NAME [COMRUSTIBLES (TRU). COMBUSTIBLE EQUIPMENT BOXES OR FLOOR SWEEPING AND RUST
NO MIGRATION VARIANGCE PETITION information Incomplete
WASTE MATRIX CODE - Site 5440 ] WIPP PART B APPLICATION COMBUSTIBLESjUNSF'ECIFiED)
T - Group | Heterogeneous Waste TRUCON] Information Incamplete
. ‘ipets WASTE PARAMETERS (ka/m3}  Max Avg, Min
Site [ID-EGG-114T-826 ! -
Assigned |MD-827 | Inorganics Iron-Based
B Metals/Alloys
Aluminum-Based
i Metals/Alloys
WASTE VOLUMES (cu, m.) Other Metals 0.32 0.24 0.00
Retrievable 80 Other Materials 17.31 17.31 0.00
Projected - 0 Organics Celulosics 91875 63.03 0.00
Total ;80 Rubber 21202  19.18 0.00
EPA CODE(s) Plastics 1060.10  191.33 0.00
DO0SD Solidified Organic Matrix
{D0a9A Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
L : Plastic 39.42

Footnotes: |16, 17,21, 22

o



WASTE STREAM PROFILES (conmmuen)” "0 X5ecs

June 1994

28-Jun-94

‘. DATABASEWSID [IN-W204 !

HANDUNG[CH

FIELD OFFICE Jldaho

WS NAME |COMBUSTIBLES (TRU): COMBUSTIBLE EQUIPMENT DRUMS

NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site 5440 [ WIPP PART B APPLICATION [COMBUSTIBLES (UNSPECIFIED)
. . - Group Heterogeneous Waste TRUCOWormatlon IhcompiEte
_ ogs WASTE PARAMETERS (kg/m3)  Max Avg Min
Site ID-EGG-114T-827 |
Assigned |MD-827 _ | Inorganics Iron-Based
Y Metals/Alloys
- Aluminum-Based
N R Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals 032 0.24 0.00
Retrievable 2 Other Materials 17.31 17.31 0.00
Projected 0 Organics Celulosics 91875 63.03 0.00
Total 2 Rubber  212.072 19.18 0.00
EPA CODE(s) Plastics 1060.10  191.83 0.00
DOO9A Solidified Organic Matrix
DO030 Inorganic Matrix
Do0%A Soils Soil
Packaging Materials Steel 141.83
s ; Plastic 39.42
Footnotes: [16,21, 22 i

c‘_) 'j‘

L

i

e



WASTE STREAM PROFILES (CoNTINUED]O-94-1005. Rev. 0

Jung 1984

249-Jun-94

" DATABASEWS ID [IN-W205

HANDLING‘CH ‘

FIELD OFFICE [Idaho

WS NAME [EOMBUSTIBLES {TRU): LOW SPECIFIC ACTIVITY P

LASTICS, PAPER ETC.

NO MIGRATION VARIANCE PETITION |ID 216

WASTE MATRIX CODE - Site
. - Group

“iDC's

Site [ID-EGG-114T-500

Assigned E-ea_s ,

WASTE Vé-!.- UM§ s feu. m.)

Retrievable |

Projected S0

Total 1

EPA CODE(s)
Foat |
FOO1
Foo1
FOO1
FOO2
F003
DOOBA

Footnotes: (16,17

5300 | WIPP PART B APPLICATION JCOMBUSTIBLES
Combustible Waste _| TRUCON(ID 216
WASTE PARAMETERS jkaim3}]  Max Avg Min
% Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials 0.85 0.44 0.00
Organics Celulosics 1.70 0.14 0.00
Rubber 42,51 13.93 0.00
Plastics 510.09  122.52 0.00
Solidified Organic Matrix
Inorganic Matrix
Soils Soil
Packaging Materials Steel 141 83
N Plastic 39.42
—




WASTE STREAM PROFILES  (conmuenj”%9419> Rev ¢

June 19894
29-Jun-94
. DATABASE WS ID IN-W206 HANDLINGICH FiELD QFFICE ,ldaha
e W5 NAME [FILTERS (TRU): CERTIFIED TRU HEPA FILTER WASTE
NO MIGRATION VARIANCE PETITION (D 113 (3)
WASTE MATRIX CODE - Site . [S410 [ WIPF PART B APPLICATION [FILTERS (UNSPECIFIED)
AP - Group | Fitter Waste TRUCON][ID 119 (3)
‘ 1DC's TE PARAMETERS (K Max Avg Min
Site {D-EGG-118T-119 |
Assigned |[RF-490 | Inorganics Iron-Based
s Metals/Alloys
Aluminum-Based
e Metals/Alioys
WASTE VOLUMES icu. m.) Other Metals
Retrievable 383 Other Materials ~ 429.82 429,82 0.00
Projected 0 Organics Celulosics
Total 383 Rubber
EPA CODEls) Plastics 877 - 877 0.00
F001 . Solidified Organic Matrix
Dooc i Inorganic Matrix
FOOT “ Seil Soil
=505 B ils . oi
FOO3 ‘ Packaging Materials Steel 141.83
DO0ZB gE Plastic 39.42
‘n\'\""’
Footnotes: [16. 17,25 |




WASTE STREAM PROFILES  conmnueo 0341005, Rev. 0

June 1994
29-Jun-94
' DATABASEWSID [IN-W207 l HANDUNG/CH FIELD OFFICE |idaho |
) WS NAME lFILTERS (TRU): FULFLO INCINERATOR FILTERS
NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE - Site 5410 j WIPP PART B APPLICATION [FILTERS (UNSPECIFIED)
- Group | Fiter Waste _| TRUCON] information Incomplete
_ 1DC's AS METERS Mayx Avg Min
Site |ID-EGG-118T-328
Assigned |RF-335 B Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
e, Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals
Retrievable s Other Materials  500.00 168.27 48.08
Projected 0 Organics Celulosics
Total - i 1 Rubbﬁr
EPA CODE({s) Plastics
FOO2 =1 Solidified Organic Matrix
Foo1 Incrganic Matrix
FOO1 i . .
00T i|  Soils ' . Soil
DO03B Packaging Materials Steel 141.83
: Plastic 39.42
Lo
N
Footnotes: (1617, 21,22 ]




WASTE STREAM PROFILES  (conmmuep 0941905 Rev. 0

June 1994

29-Jun-94

~ DATABASEWS ID [IN-W214 [ HANDLING(CH FIELD OFFICE [ldaho

WS NAME |[FILTERS (TRU). GLASS FILTERS AND FIBERGLASS

NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site 5410 | WIPP PART B APPLICATION | information Incomplete
: - . Group | Filter Waste TRUCON| Informatien Incomplete
_ g's ASTE PARAMETERS (kg/m3 Max Avg Min
Site (ID-EGG-118T-813
Assigned |RF-438 Inorganics Iron-Based
R Metals/Alloys
Aluminum-Based
S Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals
Retrievable Si Other Materials  293.27 194.71 24.04
Projected 0 Organics Celulosics 9.62 4.81 1.20
EPACODE(s} Plastics
Dooic _ 2| Solidified Organic Matrix
DOOSD Inorganic Matrix
DOO9A : : \
50025 Seils . - Soil
_ Packaging Materials Steel 141.83
Lo Plastic 3942

Footnotes: [16, 17,21,22 23 }




CAO-94-1005, Rev. 0
WASTE STREAM PROFILES  (contiuen) 1000, Ao o
28-Jun-94
_ DATABASEWS ID [IN-W2T6 HANDLING[CH FIELD OFFICE [idaho

WS NAME |UNCEMENTED INORGANIC SLUDGE (TRV): FIRST STAGE SLUDGE

NO MIGRATION VARIANCE PETITION [lU 211

WAS_TE MATRIX CODE - Site

| WIPP PART B APPLICATION INORGANIC WASTE WATER TREA

- Group | Solidified Inorganic Waste | TRUCON(ID 211
. - 1DC's WASTE PARAMETERS (kg/m3) Max Avq Min
Site [ID-EGG-102T-001
Assigned |RF-800 Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
A Metals/Alloys
WASTE VOLUMES fcu. m.) Other Metals
Retrievabie 2531 Other Materials
Prajected Y Organics Celulosics
Total 3 Rubber
EPA CODE(s) Plastics
DO028 Solidified Organic Matrix
Po15 Inorganic Matrix  1057.69 79327  346.15
gx Soils Soil |
Foo3 Packaging Materials Steel 141.83
FoO2 L . Plastic 39.42
FOO1
FCO1
FoO1
001
Do22
DO1A
DOCOA
DO0BA
DOO7A
DOOSA
DOOSA
Do28
FOOD1 |
Foatnotes: 16, 17 i

S



WASTE STREAM PROFILES (contiuepl 0841095 Rev. €

June 1994
29-Jun-94
DATABASE WS 1D |IN-W218 ‘ HANDLING|CH FIELD OFFICE |idaho

WS NAME [UNCEMENTED INORGANIC SLUDGE (TRU): BLDG 374 DRY SLUDGE
' NO MIGRATION VARIANCE PETITION [ID 211

WASTE MATRIX CODE - Site 3150 TWiPP PART 8 APPLICATION INORGANIC WASTE WATER TREA
B - Group | Solidified Inorganic Waste | TRUCON|ID 211
“iDC’s WASTE PARAMETERS (ka/m3)  Max Avg Min
Site [ID-EGG-102T-007
Assigned [RF-803 Inorganics Iron-Based
i Metals/Alloys
Aluminum-Based
I Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals
Retrievable - 459 Other Materials
Projected 0 Organics Celulosics
Total -459] Rubber
EPA CODE(s) Plastics
FOO2 2| Solidified Organic Matrix
Fool Inorganic Matrix ~ 778.85  663.46 451,92
FoO1 . .
002 Soils Soail
Fo01 Packaging Materials Steel 141.83
F003 e Flastic 39.42
FOO3
FOO5A
FOO1
FOO1
D028
DO0SA
DO08A,
DOO7A,
DO0BA
Doo2e
PO1S
DO22
N
Footnotes: 16, 17 ]




WASTE STREAM PROFILES (conmmuen 0241005 Rev. 0

June 1924
29-Juyn-94
DATABASE WS ID [IN-W219 HANDLING|RH FIELD QFFICE |idahe | e
WS NAME |UNCEMENTED INORGANIC SLUDGE (TRUY. SOUDIFIED GRINDING SLUDGE, ETC. e

NO MIGRATION VARIANCE PETITION | Information Incomglete

WASTE MATRIX CODE - Site 3150 | WIPP PART B APPLICATION | Information incompiete
' o - Group | Solidified inorganic Waste TRUCON| informalion Incompiete
C's WASTE PARAMETERS (kg/m3}  Max Avg Min
Site |ID-EGG-1027-030
Assigned |RF-806.2 Inorganics Iron-Based
' Metals/Alloys
: Aluminum-Based
e Metals/Alloys
WASTE VOLUMES (cy. m.} Other Metals
Retrievable 10 Other Materials
Projected | -~ 0] Organics Celulosics
EPA CODE(s) h Plastics
FO02 ] Solidified Organic Matrix
Foor Inorganic Matrix  2012.02  625.00  164.90
Soils Soil
Packaging Materials Steel 141,83
T : Plastic 39.42
Footnotes: 16, 17, 21, 22, 23 ]

m
'

59



WASTE STREAM PROFILES (contnuenr "0 Xt

29-Jun-94

- . PATABASEWSID [IN-WZ20 l HANDLING|CH FIELD OFFICE |idaho

WS NAME |UNCEMENTED QRGANIC SLUDGE (TRU): RESEARGCH GENERATED WASTE NONCOMPACTIBLE SOLID

NO MIGRATION VARIANCE PETITION [ID 111(3)

WASTE MATRIX CODE - Site 3150 | WIPP PART B APPLICATION |INORGANIC WASTE WATER TREA
- Group | Solidified Drganic Waste | TRUCON|ID 111 (3)
. IDCs WASTE PARAMETERS (ka/m3)  Max Avg Min
Site [ID-EGG-102T-111 i
Assigned [RF-801 . | Inorganics Iron-Based
: S Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals
Retrievable | Other Materials
Projected Organics Celulosics
Totai Rubber
EPA CODE(s) Plastics
DOG2B :]  Solidified Organic Matrix  1134.62°  923.08  350.96
PO1S Inorganic Matrix
r——————:ﬁ:A Soils Soil
o0 : Packaging Materials Steel 141.83
FO02 i Plastic 3942
FOO1
FOO3
FOO1
FOO3
FOO1
DOOSA
DOOSA
DOOTA
DOOGA
DOOSA
DOO4A
FOO1
FOO1
footnotes: (16, 17,25 ]

s



WASTE STREAM PROFILES  (contmuep{A0-941005, Rev. 0

June 1994
29-Jun-54
DATABASEWSID [IN-W221 HANDLING[CH FIELD OFFICE [idaho S
WS NAME |UNCEMENTED INGRGANIC SLUDGE (TRU). SOLID LAB WASTE ‘ -
NO MIGRATION VARIANCE PETITION [ID 113 (3)
WASTE MATRIXCODE - Site  [3113 [ WIPP PART 8 APPLICATION [SOLIDIFIED LIQUID (UNSPECIFIED)
_ - Group | Soiidified Inorganic Waste TRUCON|ID 113 (3)
1DC’s WASTE PARAMETERS (ka/m3)  Max Avg Min
Site [ID-EGG-102T-113 i
Assigned [RF-800 ] Inorganics Iron-Based
i Metais/Alloys
. Aluminum-Based
S Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals
Retrievable C 14 Other Materials
Projected -0 Organics Celulosics
EPA CODE(s) o Plastics
FOO3 Solidified Organic Matrix
D0028 Inorganic Matrix  1057.69 79327  346.15
Foa3 Soils Soil
F003 ) o
Packaging Materials Steel 141.83
A : Plastic 39.42
L
Footnotes: 16,17 |
o)
E - 61 >



WASTE STREAM PROFILES  (conmmuepA0-#+100%: Rev. 0

June 1994

28-Jun-94

" DATABASEWSID [IN-W222 HANDLING[CH FIELD OFFICE [idaho
Ll WS NAME |UNCEMENTED INORGANIC SLUDGE (TRY): CEMENTED SLUDGE
NO MIGRATION VARIANCE PETITION 1| Information Incomplete

WASTE MATRIX CODE - Site 3150 | WIPP PART B APPLICATION | Information Incomplete
- Group Salidified Inorganic Waste TRUCON] information Incomplete
R WASTE PARAMETERS (ka/m3]l  Max Avg Min
Site [ID-EGG-102T-262
Assigned |RF-806.2 Inorganics Iron-Based
S IR Metals/Alloys
Aluminum-Based
e Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals
Retrievable 276 Other Materials
Projected - 0 Organics Celulosics
Total [ 776 Rubber
EPA CODE(s) Plastics
Foo1 4] Solidified Organic Matrix
FoO1 : Inorganic Matrix 201202 62500  164.90
D0028 | 1 soi Soil
T : $ . oi
DOOBA 1 Packaging Materials Steel 141.83
FOC3 Plastic 39.42
FOO2
FOO3
F003
FOO1

Footnotes: (16, 17,21, 22 23

o



WASTE STREAM PROFILES (conmugofAC-94-1005, Rev. 0

June 1994
2%-Jun-94
'~ DATABASEWSID [N-W2>s HANDUNG[CH |  FIELD OFFICE [igahe | i _
= WS NAME BENELEX, PLEXIGLASS (TRU). BENELEX AND PLEXIGLASS S

NO MIGRATION VARIANCE PETIT! ION_hD przg)

WASTE MATRIX CODE - Site 5440 IWIPP PART B APPLICATION [BENELEX AND PLEXIGLAS
L - Group [ Heterogeneous Waste TRUCON/ID 221
ek WASTE PARAMETERS (ka/m3)  Max Avg Min

Site ID-EGG-1097-302

Assigned [RF-302 Inerganics Iron-Based 1.92 1.92 0.00

B Metals/Alloys
. Aluminum-Based
o Metals/Alloys
WASTE VOLUMES (cu, m.) Other Metals 7.69 7.69 0.00
Retrievable 22| Other Materials  86.54  86.54 0.00
Projected - 0 Organics Celulosics 40.38 40.38 0.00
Total 2, Rubber
EPA CODE(s) Plastics 296.15  296.15 0.00
FoO1 = Solidified Organic Matrix
Foot Inorganic Matrix
FOO1 Soil ‘ Soil
DO08C oils ol
Packaging Materials Steel 141.83
: : Plastic 39.42

Footnotes: (16




WASTE STREAM PROFILES (conmauepfA0-94-1005 Rev. 0

June 1594
29-Jun-94
. DATABASEWSID IN-wWz2B__ | HANDLINGICH FIELD OFFICE [idaho
S WS NAME [UNCEMENTED INORGANIC SLUDGE (TRU): SECOND STAGE SLUDGE
NO MIGRATION VARIANCE PETITION {ID 211
WASTE MATRIX CODE - Site (3121 [ WIPP PART B APPLICATION [INORGANIC WASTE WATER TREA
= - Group | Solidified Inorganic Wasle __ [ TRUCON]ID 211
T TpCs ASTE PARAMETERS (kg Max Avg Min
Site [[D-EGG-1027-002 |
Assigned |RF-807 ) Inorganics Iron-Based
i Metals/Alloys
Aluminum-Based
E Metals/Alloys
WASTE VOLUMES [cu. m.) Other Metals
Retrievable 1297 Other Materials
Projected o Organics Celulosics
Total 1257) Rubber
EPA CODE(s) R Plastics
jpooea -} Sdlidified Organic Matrix
Foo3 Inorganic Matrix  1057.69 79327  346.15
FO03 . i
003 - . Soils Sail
F002 ‘1 Packaging Materials Steel 141.83
FOO1 Plastic 39.42
FOO1
FOO1
PO1S
D028
DOO3E
D002B
F0O1
DOOSA
Do22
DOOTA
DO0BA
DO09A
DO0SD
DO11A
FoO1
N
Footnotes: (16,17 B

E-64



WASTE STREAM PROFILES  (contnuenfAC-94-1005, Rev. 0

Jurie 1994

29-Jun-94

DATABASE WS ID (IN-W230 | HANDLING[CH FIELD OFFICE [idaho o

W5 NAME !C_ONCRETE - BRICK {YRU): INORGANIC SOLID WASTE

NOC MIGRATION VARIANCE PETITION ID 122 (3)

WASTE MATRIX CODE - $ite 5200 J WIPP PART B APPLICATION wIFFFEEBRIC:K AND CERAMIC CRUCIB
- - Group | inorganic Non-metal Waste TRUCON(ID 122 (3)
©ipets WASTE PARAMETERS fka/m3)  Max  Avg  Min

Site [IDEGG-115T-122

Assigned [RF-370 Inorganics Iron-Based

S Metals/Alloys
. Aluminum-Based
o Metals/Alloys
WASTE VOLUMES {cu. m) Other Metals
Retrievable Other Materials  528.85 528.85 0.00

Projected Organics Celulosics
Total Rubber
EPA CODE(s) R Plastics
FOO1 -} Solidified Organic Matrix
Foo1 Inorganic Matrix
oo ] seils Soil
FQO1 i . ol

'} Packaging Materials Steel 14]1.83

- o Plastic 39.42

Footnotes: bﬁ 17,25 j




WASTE STREAM PROFILES

AQ-24-1005, Rev, {
{CONTINUED June 1994

29-Jun-94

" DATABASEWSID [IN-W240 [

HANDLINGICH

FIELD OFFICE jidaho

WS NAME [GLASS (TRU): GLASS WASTE

NO MIGRATION VARIANCE PETITION ED 118 (3)

WASTE MATRIX CODE - Site

[ WIPP PART B APPLICATION |GLASS (UNSPECIFIED)

- Group

Site ID-EGG-119T-118

Assigned |[RF-440

WASTE VOLUMES fcu. m.
Retrievable 169
Projected -0
Total <468

EPA CODE(s)
FOO1
D002B
DO08A,
DOOYA
FOO1
FOO1

inarganic Non-metal Waste TRUCON(ID 118 (3)
WASTE PARAMETERS (kg/m3 Max Avg Min
Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials  290.75 290.75 0.00
Organics Celulosics 1.10 1.10 0.00
Rubber 1.10 1.10 0.00
Plastics 19.82 19.82 0.00
Solidified Organic Matrix
Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
: o Plastic 39.42

Footnotes: (16,17, 25




WASTE STREAM PROFILES  (conmnuenf0-+105. Rev. 0

June 1994
29-Jun-94
" DATABASEWSID (IN-W243 HANDLING{CH FIELD OFFICE [idaho i
WS NAME |GLASS (TRU): GLASS
NO MIGRATION VARIANCE PETITION |ID 218
WASTE MATRIX CODE - Site (5220 | WIPP PART B APPLICATION JGLASS
: : - Group | inorganic Non-metal Waste | TRUCON[ID 218
S WASTE PARAMETERS (ka/m3)  Max Avg Min
Site [ID-EGG-119T-440 ]
Assigned |RF-440 | Inorganics Iron-Based
wo Metals/Alloys
‘ Aluminum-Based
Metals/Allays
WASTE VOLUMES f{¢u. m.) Other Metals
Retrievable - 248 Other Materials 290.75 290.75 0.00
Projected - ¢ Organics Celulosics 1.10 1.10 0.00
Total 248 Rubber 110 1.10 0.00
EPA CODE(s) o Plastics 1982  19.82 0.00
FOO1 - Solidified Organic Matrix
D028 Inorganic Matrix
DO0EA . .
TS : Soils . . Soil
Foo1 Packaging Materials Steel 141.83
FOO1 e Plastic 39.42
F002
F003 R
FOOS S
D029
N’
Footnotes: [16 ]




WASTE STREAM PROFILES (conminuepf/0-94-1005. Rev. O

WS NAME |GLASS (TRU): UNLEACHED RASHIG RINGS

June 1994
29-Jun-94
:»  DATABASEWSID [IN-W245 HANDLING[CH FIELD OFFICE [ldaho

NO MIGRATION VARIANCE PETITION (ID 225

[ WIPP PART B APPLICATION |GLASS (OIL RESIDUE)

WASTE MATRIX CODE -~ Site

- Group

Inorganic Non-metal Waste

pes

Site [ID-EGG-119T-441

PARAMETERS [kq/m3

TRUCON|ID 225
Max Avg Min

Assigned |[RF-440

WASTE VOLUMES {cu. m.}

Retrievabie 169
Projected -0
Total - 169

EPA CODE(s)
FOO1
Doo1C
00028
DO0BA
DOoosC
FOO01
F0O1

Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix
Soils Soil

Inorganics

Organics

Solidified

Packaging Materials Steel
- Plastic

290,75  290.75 0.00

1.10 1.10 0.00
1.10 L10 0.00
19.82 19.82 0.00

141.83
3942

Footnotes: [13, 16, 17, 18




WASTE STREAM PROFILES  (conminuepfA0-94-1005, Rev. 0

June 1994

25-Jun-94

HANDLINGI{CH

© DATABASEWSID [NW247

FIELD OFFICE |idaho

WS NAME (GLASS (TRU): LEACHED RASHIG RINGS

NO MIGRATION VARIANCE PETITION |ID 218

WASTE MATRIX CODE - Site 8900 | WIPP PART B APPLICATION [GLASS
o - Graup | incrganic Non-metal Waste TRUCON|ID 218
_ - IDC's WASTE PARAMETERS (kgim3]  Max Avg Min
Site ID-EGG-119T-442
Assigned [RF-440 Inorganics Iron-Based
s Metals/Alloys
Aluminum-Based
o Metals/Alloys
WASTE VOLUMES (cu. m} Other Metals
Retrievable 199 Other Materials 29075  290.75 0.00
Projected | 0 Organics Celulosics 110 1.10 0.60
Total 199 Rubber 110 L0 000
EPA CODE(s) Plastics 19.82 19.82 0.00
FOO1 Solidified Organic Matrix
Foo1 Inorganic Matrix
S Sails Soil
Foo1 Packaging Materials Steel 141.83
D002B s Plastic 39.42
F002
FOO3
FOO3
FOOSA
FOOSA
FOO1
D029

Footnotes: (13, 16,18

AT

N



WASTE STREAM PROFILES

CAQ-94-1005, Rev. 0

(CONTINUED) June 1984

29-Jun-94

. DATABASEWSID [N-W249

HANDLING|CH

WS NAME |GLASS (TRU): GLASS, FLASKS, SAMPLE VIALS, ETC.

NO MIGRATION VARIANCE PETITION ] Information Incomplete

FIELD OFFICE [ldaho |

WASTE MATRIX CODE - Site 8900 [ WIPP PART B APPLICATION |GLASS (UNSPECIFIED)
- Group | inorganic Non-metal Waste TRUCON] Infarmation Incomplete
IDC's ASTE PARAMETERS {kg/im3 Max Avg Min
Site [ID-EGG-1187-810 |
Assigned [RF-440 T Inorganics Iron-Based
ki Metals/Alloys
Aluminum-Based
T Metals/Alloys
WASTE VOLUMES {cu. m) Other Metals
Retrievable . 3] Other Materials ~ 290.75  290.75 0.00
Projected ¢ Organics Celulosics 1.10 1.10 0.00
Total -3 Rubber 1.10 110 0.00
EPA CODE(s) Piastics 1982 1982 0.00
Doag0 Salidified Organic Matrix
DO0SA Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
Plastic 39.42
Footnotes: [13, 16,17 18,21, 22 i




WASTE STREAM PROFILES  (conminugp/CA0-94-1005, Rev. 0

June 1994

29-Jun-94

. DATABASEWS D [N-W250 |

HANDLING|CH

FIELD QFFICE |idaha

WS NAME |GLOVEBOX GLOVES (TRU): LEADED RUBBER

NO MIGRATION VARIANCE PETITION liD 123 (3)

WASTE MATRIX CODE . Site

| WIPP PART B APPLICATION [LEADED RUBBER (UNSPECIFIED)

- Group | Combustible Waste TRUCON(ID 123 (3)
- mes WASTE PARAMETERS (ka/md)  Max Avg  Min
Site {ID-EGG-120T-123
Assigned |RF-339 Inorganics Iron-Based
L Metals/Alloys
7 Aluminum-Based
S Metals/Alloys
WASTE VOLUMES (cu. m.} Other Metals  504.81  254.81 0.00
Retrievable - B4 Other Materials 14423 28 RS 0.00
Projected 0 Organics Celulosics  10.10 5.77 0.00
Total _64 Rubber 46342  265.3% 0.00
EPACODE(s) Plastics 3029  17.31 0.00
DO08C Solidified Organic Matrix
Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
Plastic 39.42

Footnotes: [16,17




WASTE STREAM PROFILES

{CONTINUED)

CAQ-94-1005, Rev. 0
June 1394

29-Jun-94

:  DATABASEWSID [[N-W252 I

HANDLING|CH

FIELD OFFICE |ldaho

WS NAME |GLOVEBOX GLOVES (TRU): LEADED RUBBER GLOVES AND APRONS

NO MIGRATION VARIANCE PETITION [ID 223

WASTE MATRIX CODE - Site 531 [ WIPP PART B APPLICATION [LEADED RUBBER
: - Group | Combustibie Waste TRUCON[ID 223
. i0cs WASTE PARAMETERS (ka/m3}  Max Avg Min
SHe ‘ID-EGG-120T-330
Assigned [RF-339 Inorganics Iron-Based
o Metals/Alloys
Aluminum-Based
S Metals/Alloys
WASTE VOLUMES teu, m.) Other Metals  504.81  254.81 0.00
Retrievable : 160 Other Materials 144,23 28.85 0.00
Projected ~ 0 Organics Celulosics  10.10 517 0.00
Total S 1) Rubber 46442 26538 0.00
EPA CODE(s) Plastics 30.29 17.31 0.00
Do22 Solidified Organic Matrix
Foot Inorganic Matrix
ﬁc Soils Sail
Doz Packaging Materials Steel 141.83
FOO1 i Plastic 39.42
FOO1
FOOSA
FoO1
FOOSA
Fo03
FOO3
FOO3
fooz |

Footnotes: |16




WASTE STREAM PROFILES  (continugpA0-94-1005. Rev. o

June 1994

28-Jun-94

 DATABASEWSID [[N-W254

HANDLING[CH FIELD OFFICE [idaho '
WS NAME |GLOVEBOX GLOVES (TRU): LEADED RUBBER GLOVES AND APRONS
NO MIGRATION VARIANCE PETITION |ID 223
WASTE MATRIX CODE - Site 5311 | WIPP PART B APPLICATION [LEADED RUBBER
- Group | Combustible Waste TRUCON(ID 223
_ DC’s WASTE PARAMETERS {ka/m3)  Max Avg Min
Site [ID-EGG-120T<63 '
Assigned [RF-33g Inorganics Iron-Based
W Metals/Alloys
Aluminum-Based
e Metals/Alloys
WASTE VOLUMES (cu. m,} Other Metals  504.81  254.81 0.00
Retrievable 10 Other Materials 144,23 28.85 0.00
Projected o Organics Celulosics 10.10 577 0.00
Total :;. 10} Rubber 46442  265.38 0.00
EPA CODE(s) Plastics  30.29 1731 0.00
FoO1 Solidified Organic Matrix
Foot Inorganic Matrix
F0O1 . .
Fo03 Soils Soil
DoGEC Packaging Materiais Steel 141.83
L Plastic 39242

Footnotes: (14 15, 17, 21 , 22 27

E-73



WASTE STREAM PROFILES

CAQ-94-1005, Rev. 0
{CONTINUED) June 1994

29-Jun-94

"' DATABASEWS ID |IN-W256

HANDLING|CH

FIELD OFFICE |ldaho

WS NAME |[GLOVEBOX GLOVES (TRU): DRY BOX GLOVES AND O-RINGS

NO MIGRATION VARIANCE PETITION [iD NYD

WASTE MATRIX CODE - Site

TWIPP PART B APPLICATION [LEADED RUBBER (UNSPECIFIED)

Combustible Waste

TRUCON]| Information incomplete

WAS ARAMETERS (kg/m3

Max Avg  Min

- Group
' IDC's
Site {ID-EGG-120T-802
Assigned |RF-339
WASTE VOLUMES {cu. m)
Retrievabie - 26

Projected S0
Total [ - 26

EPA CODE(s)
Doosc

Inorganics Iron-Based

Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix
Soils Soil
Packaging Materials Steel

Plastic

Organics

Solidified

50481 25481 0.00
144.23 28.85 0.00
10.10 577 . 0.00
464.42 26538 0.00
30.29 17.31 0.00

141.33
39.42

Footnotes: (16, 17, 13,




WASTE STREAM PROFILES  (conmiuep?A0-54-1005, Rev. 0

June 1594
29-Jun-94
DATABASE WS ID [[W-W357 HANDLING[CH |  FIELD OFFICE [igaho S
WS NAME |RADIOACTIVE SOURCES (TRU): SOLIDIFIED FUEL SLUDGE T T
NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE - Site 3000 | WIPP PART B APPLICATION | Information Incomplete
SRR - Group | Solidified Inorganic Waste 7 TRUCON]| Information Incomplete
pc's WASTE PARAMETERS (ka/m3)  Max Avg Min
Site [ID-EGG144T-151 ]
Assigned |MD-827 Inorganics Iron-Based
L Metals/Alloys
Aluminum-Based
S Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals 0.32 0.24 0.00
Retrievable 0 Other Materials 17.31 17.31 0.00
Projected 0 Organics Celulosics 91875 6303 0.00
ol L9 Rubber 21202 198 000
EPA CODE(s) o Plastics 1060.10  191.83 0.00
:{ Solidified Organic Matrix
E Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
: Plastic 3942
(o
P
\

Footnates: [2,16, 17,21, 2. 23 |




WASTE STREAM PROFILES

AQ-94-1005, Rev, 0
(CONTINUEDF June 1994

29-Jun-94

"~ DATABASEWSID [N-W259

HANDLING|CH FIELD OFFICE jldaho

WS NAME BADIOACTIVE SQURCES (TRU): ALPHA HOT CELL WASTE

NO MIGRATION VARIANCE PETITION | informatian Incomplete
[ WIPP PART B APPLICATION [ Information Incomplete

WASTE MATRIX CODE - Site
- - Group

' ADC's

Heterogeneous Waste

TRUCON| information Incomplete

Site [ID-EGG-144T-104

WASTE PARAMETERS {kq/m3

Max  Avyg  Min

Assigned [OR-001

WASTE VOLUMES {cu. m.)

Retrievabie . 59
Projected )
Total .59

EPA CODE(s)

Iron-Based
Metals/Alloys

Aluminum-Based
Metals/Alloys

Other Metals

Other Materials

Celulosics

Rubber

Plastics

Organic Matrix

Inorganic Matrix

Soils Soil
Packaging Materials Steel
Plastic

Inorganics

Organics

Solidified

1716.35 96.15 0.00
1.63 0.01 0.00

21.25 0.03 0.00
24.04 241 .00
183.8] 30.91 0.00
17.88 7.36 0.00
149.04 64.90 0.00
2.98 0.01 0.00

141.83
39.42

Footnotes: (16, 17,21, 22 23




WASTE STREAM PROFILES  (conmmuenffA0-94-1005, Rev. 0

June 1994

29-Jun-94

DATABASE WS ID

IN-W260

HANDLINGICH

FIELD OFFICE /ldaho - h

RADIOACTIVE SOURCES (TRU): SOLID BINARY SCRAP POWDER, ETC.

3100

| WIPP PART B APPLICATION

Information incompiete

Unspecified Metal Waste

WS NAME
NO MIGRATION VARIANCE PETITION |ID NYD
WASTE MATRIX CODE - Site
- Group
“pes

Site |ID-EGG-144T-040

TRUCON| Information Incomplete

Assigned [RF480

WASTE !CIL'U'ME §.‘ {eu. m.)
Retrievable ‘

Projected
Tatal

@loly

EPA CODE(s)
DO0SC
DO0BA

ASTE PARAM S (k Max Avg Min
Inorganics Iron-Based  256.10  256.10 0.00
Metais/Alloys
Aluminum-Based ~ 27.77  27.77 0.00
Metals/Alloys
Other Metals 24.68 24.68 0.00
Other Materials 29.28 2928 0.00
Organics Celulosics 45.27 7.43 0.00
Rubber
Plasics 6757  15.09 0.00
Solidified Qrganic Matrix
Inorganic Matrix
Seils Soil
Packaging Materials Steel 14183
Plastic 39.42

Footnotes: 16,17, 21, 23




WASTE STREAM PROFILES

CAO-94-1005, Rev. O

© UED) June 1994
29-Jun-94
. . DATABASE WS ID [iN-W263 HANDLING|CH FIELD OFFICE |ldaho

W3 NAME

PARTICULATE WASTES (TRU): CONTAMINATED SQIL

NG MIGRATION VARIANCE PETITION mfotmat'mn Incomplete

WASTE MATRIX CODE - Site 4200 | wiPP PART B APPLICATION T Information Incomplete
, _ - Group | Soil | TRUCON] Information Incomplete
. BC's WASTE PARAMETERS (kg/m3)  Max Avg Min
Site [ID-EGG-141T-842 ]
Assigned [MD-842 | Inorganics Iron-Based 0.57 0.57 0.00
A Metals/Alloys
Aluminum-Based
. Metals/Alloys -
WASTE VOLUMES {cu. m.) Other Metals 0.15 0.08 0.00
Retrievable as Other Matenials 33.91 570 0.00
Projected 0 Organics Celulosics 0.71 0.71 0.00
Toatal ‘ 38 Rubber
EPA CODE{(s) " Plastics
DO010A Solidified QOrganic Matrix
30028 Inorganic Matrix
003E . .
DOOEA Soils Seil 67146  564.57 457.45
O00TA Packaging Materials Steel 141.83
DO0SA - : Plastic 39.42
DO11A
DOOBA
Foatnotes: (16, 21,22, 23 ]

E-78



WASTE STREAM PROFILES (CONTINUED)CAO_94-1005' Rev. 0

June 1994

29-Jun-94

DATABASE WS ID [IN-W265

HANDLING|CH

FIELD OFFICE (ldaho

WS NAME PARTICULATE WASTES (TRU): BLACKTOP, CONCRETE, DIRT AND SAND

NO MIGRATION VARIANCE PETITIO
WASTE MATRIX CODE - Site

M D129

FL

5430

| WIPP PART B APPLICATION [BENELEX AND PLEXIGLASS

- Group LHeteroggneous Waste

10C’'s

Site [ID-EGG-141T-374 ]

Assigned [RF-374

WASYE gd'l_:l}ME§ {eu. m}
Retrievable -. 53
Projected © 0

Total .33

EPA CODE(s)
FOOT
FO04
Foo1
Foo1
FoO1T
FoO1
Foo3
FO03
FOO3

FO02
—_—

|

WASTE PARAMETERS {kg/m3)

Max

| TRUCON[ID 121

Avg

Min

Iron-Based
Metals/Alloys
Aluminum-Baszd
Mectals/Alloys
Other Metails
Other Materials
Celulosics
Rubber
Plastics
Organic Matrix
Inorganic Matrix
Soils Soil
Packaging Materials Steel
Plastic

Inorganics

Organics

Solidified

3072.12
12.02

12.02

144.23

584.13
12.02

12.02

64.90

141.83
39.42

0.00
0.00

0.00

0.00

Footnotes: [16




WASTE STREAM PROFILES (conminuepfAC-94-1005. Rev. 0

June 1994
25-Jjun-94
DATABASE WS ID [IN-W267 HANDUNG|CH FIELD OFFICE [idaho
' WS NAME [PARTICULATE WASTES (TRU): GRIT
NO MIGRATION VARIANCE PETITION | information Incomplete
WASTE MATRIX CODE - Site 3112 | WIPP PART B APPLICATION | Information Incomplete
o - Group Solidified inorganic Waste TRUCQN| Informaticn Incompiete
S IDG's WASTE PARAMETERS (kgim3 Max Ava Min
Site [ID-EGG-1417-372
Assigned |RF-806.2 Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
_ Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals
Retrievable -7 Other Materials
Projected : 0 Organics Celulosics
Total 7 Rubber
EPA CODE(s) Plastics
Solidified  Organic Matrix
Inorganic Matrix 2012.02 625.00 164.90
Sails Soil
Packaging Materials  Steel 141.83
i Plastic 39.42

Footnotes: (3, 8, 16, 17,21, 22, 23




WASTE STREAM PROFILES (CONTINUEDf*AO-94-1005, Rev. 0

June 1994
29-Jun-94
. DATABASEWSID [N-W2s9 HANDLING[CH |  FIELD OFFICE [idaho Qe

WS NAME |PARTICULATE WASTES (TRU). LABORATORY WASTE

NO MIGRATION VARIANCE PETITION | Information incompiete
| WIPP PART B APPLICATION | Information Incomplete

WASTE MATRIX CODE - Site

- Group | Heterogeneous Waste ; TRUCON] Information Incomplefe
ek WASTE PARAMETERS (kam3l  Max Avg Min
Site |ID-EGG-141T-150
Assigned |OR-001 Inorganics Iron-Based 1716.35 96.15 0.00
Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals 21.25 0.03 0.00
Retrievable 26 Orher Materials 24.04 241 0.00
Projected 0 Organics Celulosics  184.81  80.91 0.00
Total ~2) Rubber 1788 736 000
EPA CODE|s) Plastics  149.04 64.90 0.00
Doo28 Solidified Organic Mairix 2,98 0.01 0.00
DoceA Inorganic Matrix
Soils : Soil

Packaging Materials Steel
s Plastic

141.83
39.42

Footnotes: |9, 16,17, 21, 22, 23




WASTE STREAM PROFILES  (conminuep*A®94-199%, Rev ©

June 1894

29-Jun-94

. DATABASEWSID [IN-W2Ti HANDLINGICH FIELD OFFICE [idaho

WS NAME [NONMETAL MOLDS AND CRUCIBLES (TRU): CONTAMINATED MERCURY OR GRAPHITE CRUCIBLES

NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site 3190 [ WIPP PART B APPLICATION | information incompiete
- Group | Heterogeneous Wasle TRUCON| Information Incomplete
c's WASTE PARAMETERS (ka/m3)  Max Avg Min
Site [iD-EGG-137T-814
Assigned |MD-824 Inorganics Iron-Based 1528.85  415.63 2.16
A Metals/Alloys
Aluminum-Based 38.22 17.50 0.00
. Metals/Alloys
WASTE VOLUMES fcu. m) Other Metals 46.63 4 81 0.00
Retrievable = 0 Other Materials  812.50 43.08 0.00
Projected . 0 ' Organics Celulosics
Total i 0
T Rubber
EPA CODE(s) o Plastics 481 4.31 0.00
DOOSD -4 Solidified Organic Matrix
D008 Inorganic Matrix
Soils Soil
Packaging Materials Steel 14]1.83
e Plastic 39.42
Footnotes: [16, 17,19, 21, 22, 23 il




WASTE STREAM PROFILES (CQNTlNUEDFAO'94'1DDS' Rev. 0

June 1594

28-Jun-94

DATABASEWS ID {IN-W272

HANDLING|CH

FIELD OFFICE [ldaho

WS NAME E\!ONMETAL MOLDS AND CRUCIBLES {(TRU): COARSE GRAPHITE

NO MIGRATION VARIANCE PETTTION |ID 115

WASTE MATRIX CODE - Site 5000 _| WIPP PART B APPLICATION [GRAPHITE
. - Group | Graphite Waste TRUCONIID 115
IDC's WASTE PARAMETERS {kg/mdl  Max Avg Min
Site [ID-EGG-137T-312 ]
Assigned [RF-312 i Inorganics Iron-Based
e Metals/Alloys
Aluminum-Based
e Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals
Retrievable 2 Other Materials 336.54 31.25 0.00
Projected . o Qrganics Celulosics
Total _ 2 Rubber
EPA CODE(s) o Plastics
FO02 Solidified Organic Matrix
Fo01 Inorganic Matrix
Seils Soil
Packaging Materials Steel 14183
L Plastic 39.42
Footnates: /9,16 _—I




WASTE STREAM PROFILES  (conmmugolA>-9+1005. Rev ¢

June 1994
28-Jun-94
':‘_f DATABASE WS ID [IN-W275 —i HANDLING|CH FIELD CFFICE [Idaho ‘
EESE WS NAME [NONMETAL MOLDS AND CRUCIBLES (TRU): GRAFPHITE CORES

NQ MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - She 5000 | WIPP PART B APPLICATION [GRAPHITE (UNSPECIFIED)
_ : - Group | Graphite Waste TRUCON| Information Incomplete
S ime's WASTE PARAMETERS fka/m3})  Max Avg Min
Site ID-EGG-137T-301 '
Assigned [RF-300 Inorganics Iron-Based
W Metals/Alloys
Aluminum-Based
R Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals
Retrievable i B Other Materials 798.12 65.73 0.00
Prajected - 6 Organics Celulosics
Total . 8 Rubber
EPACODE(s) Plastics
<] Solidified Organic Matrix
: 1 Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
: . Plastic 39.42

Footnotes: |9, 16,17, 21, 22




WASTE STREAM PROFILES

CAD-84-1005, Rev, 0

{CONTINUED) June 1994
29-Jun-94
HANDLING[CH FIELD OFFICE [idaho

DATABASE WS ID [IN-W378
WS NAME [NONMETAL MOLDS AND CRUCIBLES (TRU): GRAPHITE

NO MIGRATION VARIANCE PETITION [!D 215

WASTE MATRIX CODE - Site 5000 I WIPP PART B APPLICATION |GRAPHITE
- Group | Graphite Wasts | TRUCON]ID 215
C's WASTE PARAMETERS (ka/m3)  Max Avg  Min
Site {ID-EGG-137T-300
Assigned |RF-300 Inorganics Iron-Based
: Metals/Alloys
Aluminum-Based
e Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals
Retrievable . 392 Other Materials  798.12 65.73 0.00
Projected - 0 Organics Celulosics
Totai 302 Rubber
EPA CODE(s) o . Plastics
Foo1 Solidified Organic Matrix
Doz2 Inorganic Matrix
D028 . .
o Soils Sail
Foo1 Packaging Materials Steel 141.83
FO02 Plastic 3942
FOO3
FOOSA
FOO5A
FoQ1

Footnotes: [6, 9,16

A

.



WASTE STREAM PROFILES

CAD-94-1005, Rev. 0
CO: UED '
(CONTIN ) June 1994

28-Jun-84

. DATABASEWS ID [IN-WZ78

HANDLING|CH

FIELD OFFICE jldaho

WS NAME |MISCELLANEOUS (PAPER, METAL, ETC ) (TRU). LOW SPECIFIC ACTIVITY METAL, GLASS, ETC.

NO MIGRATION VARIANCE PETITION | Information Incompiete

- Site

WASTE MATRIX CODE
e - Group

Site |[ID-EGG-134T-950

Assigned |OR-001

WASTE VOLUMES {cu, m)

Retrievable 14
Projected o Q
Total 14
EPA CODE(s}
D00&C
DOOBA

15000 [ WIPP PART B APPLICATION | information Incompiete
Helerogenecus Waste TRUCON| information Incomplets
W, PARAMETERS (kg/m3 Max Avg Min
Inorganics Iron-Based 1716.35 96.15 0.00
Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
Metals/Alloys
Other Metals 21.25 0,03 0.00
Other Materials 24.04 241 0.00
Organics Celulosics  184.81 20.91 0.00
Rubber 17.88 7.36 0.00
Plastics 149.0¢4  64.90 0.00
Solidified Organic Matrix 298 0.01 0.00
Inorganic Matrix
Sails Soil
Packaging Materials Steel 14183
o e Plastic 39.42

Foatnotes: (16,17, 21,22 23




WASTE STREAM PROFILES  (conminuenCA0-84-1008, Rev. 0

June 1994

29-Jun-84

. DATABASEWSID JIN-W280 . HANDLING|CH |  FIELD OFFICE [idaho o
: WS NAME |METALS (TRU): METAL, EQUIPMENT, FIPES, VALVES, ETC,
NO MIGRATION VARIANCE PETITION | information incomplete

WASTE MATRIX CODE . Site [5100 { WIPP PART B APPLICATION [METAL (UNSPECIFIED)
e - Group [ Unspecified Metal Waste TRUCON | Information Incomplete
. DC's WASTE PARAMETERS (kg/m3]  Max Avg Mip
Site [{D-EGG-132T-803
Assigned [MD-824 Inorganics Iron-Based 1528.85 415.63 2.16
R Metals/Alloys
Aluminum-Based 38.22 17.50 0.00
. Metals/Alloys
WASTE VOLUMES (cu. my} Other Metals ~ 46.63 4.81 0.00
Retrievable ;.35 Other Materials  812.50 48.08 0.00
Projected . 0 Organics Celulosics
Total ———-—E Rubber
EPA CODE(s) Plastics 4.31 4.81 0.00
D00gA ] Solidified Organic Matrix
DoosD : Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
L Plastic 39.42

Footnotes: 11,17, 21,23 ]




WASTE STREAM PROFILES

CAD-94-1005, Rev. @
(CONTINUED) Jung 1594

29-Jun-94

'DATABASE WS ID [IN-W281

HANDLINGICH

FIELD OFFICE |[idaho

WS NAME |M!SCELLANEOUS {PAPER,METAL, ETC.}) (TRU): NONCOMBUSTIBLE EQUIPMENT BOXES

NO MIGRATION VARIANCE PETITION I Information Incomplete

WASTE MATRIX CODE - Site
- Group

S400 | WIPP PART B APPLICATION | Information Incomplete

Heterogeneous Waste

TRUCON] Information Incomplete

WASTE PARAMETERS (kg/m3)  Max Avg Min
Site [ID-EGG-134T-824 |
Assigned [MD-824 | Inorganics Iron-Based 1528.85 415.63 2.16
FR Metals/Alloys
Aluminum-Based 38.22 17.50 0.00
i Metals/Allovs
WASTE VOLUMES fcu. m) Other Metals ~ 46.63 481  0.00
Retrievable 3N Other Materials 812,50 48.08 0.00
Projected 0 Ovrganics Celulosics
Total _ 3?.1 N Rubber
EPA CODE(s) Plastics 4,81 431 0.00
DO0BA Solidified  Organic Matrix
DOOTA Inorganic Matrix
m Soils Soil
DO10A Packaging Materials Steel 141.83
DO11A L o Plastic 39.42
D00SA

Footnotes: (16, 21,22 23




WASTE STREAM PROFILES (CONTINUED-AC-94-1005, Rev. 0

June 19984

25-Jun-94

DATABASE WS ID ([IN-w283

HANDLING|CH

WS NAME MISCELLANEOUS (PAPER, METAL, ETC.) (TRU): AMERICIUM PROCESS R

FIELD OFFICE [idaho s

ESIDUE

NO MIGRATION VARIANCE PETITION ID 225

- Site

WASTE MATRIX CODE
i - Group

Site [ID-EGG-134T-241

Assigned [OR-001

WASTE VOLUMES (cu. m,)

Retrievable 1

Projected -0

Total 1

EPA CODE(s)
Fooz
D00SC
DO02B
DOOC
[FO03

5400 l WIPP PART B APPLICATION |GLASS (UNSPECIFIED)
Heterogeneous Waste TRUCON|ID 225
WASTE PARAMETERS (kgim3)  Max Avg Min
Inorganics Iron-Based 1716.35 96.15 0.00
Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
Metals/Alloys
Other Metals 21.25 0.03 0.00
Other Materials 24.04 241 0.00
Organics Celulosics  184.81 80.91 0.00
Rubber  17.88 7.36 0.00
Plastics 149.04 64.90 0.00
Selidified Organic Matrix 2.98 0.01 0.00
Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
L Plastic 39.42
L
o

Footnates: [16, 17




WASTE STREAM PROFILES

AQ-94-1005, Rev. 0
'COM'NUEDF June 1994
29-Jun-94
DATABASE WS ID IN-W285 HANDLINGI|CH FIELD OFFICE |Idaho

WS NAME I@CELLANEOUS {PAPER, METAL, ETC.) (TRU): NONCOMBUSTIBLE SOLID3

NO MIGRATION VARIANCE PETITION [I0 NYD

WASTE MATRIXCODE - Site  |5400 [ WIPP PART B APPLICATION | Information Incomplete
g . - Group | Heterogeneous Waste TRUCON| Information Incomplete
BC's WASTE PARAMETERS {ka/m3]  Max Avg Min
site [[D-EGG-134T-201 —
Assigned iOR-DO_‘! _ Inorganics Iron-Based 1716.35 06.15 0.00
g Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
S Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals  21.25 0.03 0.00
Retrievable 65 Other Materials 24.04 2.41 0.00
Projected "~ 0 Organics Celulosics  184.81 80.91 0.00
Totai 85 Rubber ~ 17.88 736 0.00
EPA CODE(s) ’ Plastics  149.04  64.90 0.00
Solidified Organic Matrix 298 0.01 0.00
Inorganic Matrix
Soils ' Soil
Packaging Materials Steel 141.83
: S Plastic 39.42
Footnotes: [16, 17, 21, 23 ]




June 1994

WASTE STREAM PROFILES (conmmuen)CA0-94-1005, Rev. 0

29-Jun-94

-+ DATABASEWS ID (IN-wzg7

HANDLING

CH FIELD OFFICE [ldaho

WS NAME 'KMSCELLANEOUS (PAPER, METAL, ETC.) (TRU): CUT UP GLOVE

BOXES

NO MIGRATION VARIANCE PETITION [iD NYD

WASTE MATRIX CODE - Site

] WIPP PART B APPLICATION | Information incomplete

Unspecified Metai Waste

TRUCON| information incomplete

ASTE PARAMETERS (kg/m3

Max  Avg  Min

- Group
e
Site |ID-EGG-134T-101
Assigned |AE-121
WASTE VOLUMES (cu, m.)
Retrievable -212
Projected 0
Total L 212)
EPA CODE(s) B
D00SC
DOOSA

Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix
Soils Soil
Packaging Materials Steel

Plastic

Organics

Solidified

405.26  213.16 42.11
73.68 34.21 0.00

4421 15.79 0.00
141.05 33.68 0.00
115.00 56.84 0.00

242 0.63 0.00

24.21 5.68 0.00

141.83
3942

Footnotes: 16,17, 21, 23




WASTE STREAM PROFILES

CAQO-94-1005, Rev. 0

{CONTINUED) June 1894

29-Jun-94

" DATABASEWSID [IN-W289

HANDLING|CH

FIELD OFFICE |ldaho

WS NAME [MISCELLANEQUS (PAPER, METAL, ETC.) (TRU): DDW NONCOMBUSTIBLE SOLIDS

NO MIGRATION VARIANCE PETITION l Information Incomplete

WASTE MATRIX CODE - Sile
- ‘ - Group

:' 1D_c_s

Site [ID-EGG-134T-121

Assigned [MD-824

WASTE VOLUMES fcu. m.)

Retrievable
Projected
Total

I

EPA CODE(s)
FO02

DOO4A
DOOSA
DO0GA
DOQ7A
DO0SA
FOO1

PO15

DOGoA

8200 [ WIPP PART B APPLICATION lnfermaﬁop'uncomplete
Heterogeneous Waste TRUCON| information Incomplete
WASTE PARAMETERS {kg/m3) Max Avg Min
Inorganics Iron-Based 152885 41563 2.16
Metals/Alloys
Aluminum-Based 38.22 17.50 0.00
Metals/Alloys
Other Metals 46.63 481 0.00
Other Matenials 812,50 48.08 0.00
Organics Celulosics
Rubber
Plastics 4.81 481 0.00
Solidified Organic Matrix
Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
- 8 Plastic 39.42

Footnotes: (13, 16, 17,19, 21,22, 23




WASTE STREAM PROFILES  (conmmuenfA0-9+-1005. Rev. 0

June 1994

29-Jun-94

DATABASE WS ID IN-W291

HANDLING|CH FIELD OFFICE |idaho

WS NAME MSCELLANEOUS (PAPER, METAL, ETC.) (TRU):GENERAL FLANT WASTE

NO MIGRATION VARIANCE PETITION [ Information Incomplete
| WIPP PART B APPLICATION Information Incomplete

WASTE MATRIX CODE - Site
o - Group

Heterogeneous Waste

TRUCON Information Incomplete

Site [ID-EGG-1347-100

ASTE PARAM RS {kg/m3

Max Avg Min

Assigned [OR-001

WASTE VOLUMES (cu, m.}

Retrievable 770

Projected 0
Total 770

EPA CODE(s) R

FoO3

Do01C

Iron-Based
Metals/Alloys

Aluminum-Based
Metals/Alloys

Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix
Soils ~ Soil
Packaging Materials Steel

Inorganics

Organics

Solidified

Plastic

1716.35 96.15 0.00

1.63 0.01 0.00

21.25 0.03 0.00
24.04 2.41 0.00
184 81 80.91 0.00
17.88 7.36 0.00
149.04 654.90 0.00
298 0.01 0.00

141.83
39.42

Footnotes: |9, 16,17, 21, 22, 23




WASTE STREAM PROFILES  (conmnuepfR0-94-1005. Rev. 0

June 1894
29-Jun-94
 DATABASE WS ID fiIN-W2g4 HANDLING|CH FIELD OFFICE [idaho
WS NAME [METALS {TRU): LEACHED NON SPECIAL SOURCE METAL
NO MIGRATION VARIANCE PETITION [ID 217
WASTE MATRIX CODE - Site 5100 [ WIPP PART B APPLICATION [METAL
: - Group Unspecified Metal Waste TRUCON|ID 217
- 1BC's WASTE PARAMETERS (kg/m3]  Max Avg Min
Site ' ID-EGG-132T-481
Assigned |RF480 _ Inorganics Iron-Based  256.10  256.10 0.00
AT Metals/Alloys
Aluminum-Based 21.77 21.77 0.00
i Metals/Alloys
WASTE VOLUMES fcu. m.) Other Metals ~ 24.68 2468 0.00
Retrievable 443 Other Materials 29.28 29.28 0.00
Projected . Organics Celulosics 4527 7.43 0.00
Totai 43| Rubber
EPACODDElsy Plastics 67.57 15.09 0.00
FoO1 Solidified Organic Matrix
Foo! Inorganic Matrix
Soil Soil
DO0SC oIS ol
FoO1 Packaging Materials Steel 141.83
Foo1 o i Plastic 3942
FOO2
FOOS
D022

Footnotes: 16, 17

3

s} )ﬁ



WASTE STREAM PROFILES

CAD-84-1005, Rev.

(CONYINUED)

June 1894

29-Jun-54

© UATABASEWS D |IN-W296

HANDLING|CH

FIELD OFFICE lidaho

WS NAME [METALS (TRU): NON SPECIAL SOURCE METAL

NO MIGRATION VARIANCE PETITIOB!JI_D 217

WASTE MATRIX CODE - Site (5100 | WIPP PART B APPLICATION IMETAL
: - Group | Unspecified Metal Waste ___| TRUCON[ID 217 ]
IbCs WASTE PARAMETERS (kg/m3)  Max Avg Min
Site [ID-EGG-132T480
Assigned |RF-480 Inorganics Iron-Based  256.10  256.10 0.00
E Metals/Alloys
Aluminum-Based 27.77 27.77 0.00
Lo Melals/Alloys
WASTE VOLUMES {cu. m.} Other Metals 24.68 24.68 0.00
Retrievable 5243 Other Materials 29.28 29.28 0.00
Projected 0 Organics Celulosics 45.27 7.43 0.00
Total 5243 Rubber
EPA CODE(s) Plastics 67.57 15.09 0.00
FOO1 Solidified Organic Matrix
Fo03 Inorganic Matrix
DO0sA Soils Sail
Dooac
D028 Packaging Materials Steel 141.83
Do29 o _ Plastic 39.42
FOO1
FOO1
F0o2 -
FO05A
FO03
FOO3
F0O03
FOOSA
FOO1

Footnotes: [16

m
)
(8]
8y}

.



WASTE STREAM PROFILES

(CONTINUED)

{CAD-94-1005, Rev. 0

June 1994
29-Jun-94
DATABASEWSI0 [N'W28 | MANDLING[CH | _ FIELD OFFICE {idaho
: WS NAME |METALS {TRU): TANTALUM
NO MIGRATION VARIANCE PETITION JID 217
WASTE MATRIX CODE - Site 5100 | WIPP PART B APPLICATION [METAL
- Group | Unspecified Metal Waste | TRUCON|ID 217
ADC's WASTE PARAMETERS {kg/im3]  Max Avg Min
Site |ID-EGG-132T-320
Assigned |RF-320 Inorganics Iron-Based  317.31  83.65 0.00
i Metals/Alloys
Aluminum-Based
o Metals/Alloys
WASTE VOLUMES (cu, m.) Other Metals  1586.54 195.19 0.00
Retrievable 75 Other Materials 19.23 16.23 0.00
Projected 0 Organics Celulosics
Total :“" 78 Rllbbel’
EPA CODE(s) o Plastics
FOO1 Solidified Organic Matrix
DOOSA Inorganic Matrix
FOO1 Soil .
FOO1 o1ls Soil .
Fo02 Packaging Materials Steel i41.83
DOOSC . Plastic 39.42
Footnates: (16




WASTE STREAM PROFILES (conminyenfA0-34-1005. Rev. 0

June 1994

28-Jun-94

DATABASE Ws ID [IN‘W300

HANDLING|CH

WS NAME |METALS (TRU): METAL WASTE

FIELD OFFICE {idaho L

NO MIGRATION VARIANCE PETITION (ID 117 (3)

WASTE MATRIX CODE - Site
- - Graup

B m

[ WIPP PART B APPLICATION IMETAL (UNSPECIFIED)

site IDEGG-1327-117

Assigned [RF-480

WASTE VQLIUM§§” ' feu. m.)
Retrievable 1513
Projected <0

Total 1513

EPA CODE(s)
FOO1
F0O1
DOOBA
DOOSC
P015
FoO2
F001

Unspecified Metal Waste | TRUCONI(ID 117 (3)
WASTE PARAMETERS (ka/m3)  Max Avg Min
Inorganics Iron-Based  256.10 256.10 0.00
Metals/Alloys
Aluminum-Based 27.77 27.77 0.00
Metals/Alloys
Other Metals 24.68 24,68 0.00
Other Materials 29.28 29.28 0.00
Organics Celulosics 4527 7.43 0.00
Rubber
Plastics 67.57 15.09 0.00
Solidified Organic Matrix
Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
L v Plastic 39.42
£
palv

Faotnotes: 16, 17, 25




WASTE STREAM PROFILES

{CONTINUED

AC-24-1005, Rev. 0
June 1994

29-Jun-94

. DATABASEWSID [IN-W302 |

HANOLING|CH

FIELD OFFICE |ldahe

WS NAME |METALS (TRU): NONCOMPRESSIBLE, NONCOMBUSTIBLE

NO MIGRATION VARIANCE PETITION | Information Incompiete

WASTE MATRIX CODE - Site
Vo - Group

8200 TWIPP PART B APPLICATION [METAL (UNSPECIFIED)
Heterogeneous Waste | TRUCON| Information Incomplete

site [ID-EGG-1327-020

Assigned [OR-001

WASTE VOLUMES {cu. m.)

Retrievable

Projected

Total

EPA CODE(s)
FOO2
FOO1
Doo28

WASTE PARAMETERS (ka/m3})  Max Avg Min
J| Inorganics Iron-Based 1716.35 96.15 0.00
Metals/Alloys
Alyminum-Based 1.63 0.01 0.00
Metals/Alloys
Other Metals 21.25 0.03 0.00
Other Materials 24.04 241 0.00
Organics Celulosics  184.8) 80.91 0.00
Rubber 17.88 7.36 0.00
Plastics  149.04 64.90 0.00
Solidified Organic Matrix 2.98 0.01 0.00
Inorganic Matrix
Soils Soil
Packaging Materials Steel 141,83
ST Plastic 39.42

Footnotes: [13,16,17,19,21,23




WASTE STREAM PROFILES  (conmmuen0-94-1005, Rev. 0

June 1994

28-Jun-34

. DATABASE WS ID |IN-W306.1

HANDLING{CH

FIELD OFFICE lldaho

WS NAME {UNCATEGORIZED (TRU): PRE 73 DRUMS

NO MIGRATION VARIANCE PETITIONJinformaﬂon Incomplete

l6200

[ WIPP PART B APPLICATION | Infarmation Incomplete

WASTE MATRIX CODE - Site
SR - Group

Site ID-EGG-2877.5999

Salidifled inorganic Wasle

TRUCON)| Infemmation Incompiete

ASTE PARAM RS {k

Max  Avg = Min

Assigned |RF-806.2

WASTE VOLUMES jcu. m,)

Retrievable 1906
Projected 0

Total 1906

Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber
Plastics
Organic Matrix
Inorganic Matrix
Soils Seil
Packaging Materials Steel
o Plastic

Inorganics

Organics

Solidified

2012.02

62500  164.90

141.83
39.42

Footnotes: (16,17, 18,21, 22, 23

S



WASTE STREAM PROFILES (connnuep) 09+ 19% Rev. 0

Jurnie 1994

29-Jun-94

‘. DATABASEWSID IN-W3062

HANDLING|CH

FIELD OFFICE [ldaho '

WS NAME IENCATEGORIZED {TRU}): PRE 73 DRUMS

NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site
i . - Group

m_:

| WIPP PART B APPLICATION | Information Incomplete

Unspecified Metal Waste

TRUCON | information Incomplete

Site |ID-EGG-287T-5099

WASTE PARAMETERS

Max = Avg  Min

Assigned |RF-480

WASTE VOLUMES (cu. m.}

Retrievable e

Projected L

Total 3119

Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Allays
Other Metals
Other Materials
Celulosics
Rubber
Plastics
Organic Matrix
Inorganic Matrix
Soils Soil
Packaging Materials Steel
o Plastic

Inorganics

Organics

Solidified

256.10  256.10 0.00
217 27.77 0.00

24.68 24.68 0.00
2928 2923 0.00
45.27 7.43 0.00

67.57 15.09 0.00

141.83
3942

Footnotes: 16,17, 18,21, 22, 23

E-100

|



WASTE STREAM PROFILES

(CONTINUED

FAO-94-1005, Rev. 0

June 1994

29-Jun-94

DATABASE WS ID [IN-W3063 HANDLINGICH FIELD OFFICE [1daho
WS NAME UNCATEGORIZED (TRU): PRE 73 DRUMS
NO MIGRATION VARIANGE PETITION ! Information Incomplete
WASTE MATRIX CODE - Site 8200 [ WIPP PART B APPLICATION | Information incomplete
i - Group Heterogeneoys Waste TRUCON| Information Incomplete
1DC’s WASTE PARAMETERS (kq/m3) Max Avg Min
Site {ID-EGG-287T-2999 1 :
Assigned |[OR-D01 | Inorganics Iron-Based 1716.35 96.15 0.00
Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
o Metals/Alloys
VOLUMES {cu. Other Metals ~ 21.25 0.03 0.00
Retrievable 3465 Other Matenals 24.04 241 0.00
Projected 0 Organics Celulosics  184.81 80.91 0.00
Total 2465 Rubber  17.88 7.36 (.00
' Plastics  149.04  64.90 0.00
Solidified Organic Matrix 2.98 00!} 0.00
Inorganic Matrix
Sails Soil
Packaging Materials Steel 141.83
" Plastic 39.42

Foatnotes: |16, 17,18, 21, 22, 73

E-101

="



WASTE STREAM PROFILES (conminuepfAC-94-1005, Rev. 0

June 1984
29-Jun-94
bATABASE WSID [IN-W306.4 HANDLINGCH FIELD OFFICE |idaho
WS NAME [ENCATEGORIZED {TRU): PRE 73 DRUMS
NOC MIGRATION VARIANCE PETITICN [ information Incomplete
WASTE MATRIX CODE - Site 8200 | WIPP PART B APPLICATION | information Incomplete
o - Group | Filter Waste TRUCON| Information Incomplete
“IRC's ASTE PA im3 Max Avg Min
Site HD-EGG-287T-9999
Assigned JRF-335 Inorganics Iron-Based
sre Metals/Alloys
Aluminum-Based
o Metals/Alloys
WASTE VOLUMES fcu. m.) Other Metals
Retrievabile 1040 Other Materials 500,00 168.27 48.08
Projected |~ - 0 Organics Celulosics
Total 1040 Rubber
FPlastics
Solidified Organic Matrix
Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
' Plastic 39.42

Footnotes: {16,17,18,21,22, 23

E - 102 afj\



WASTE STREAM PROFILES  (conminuepCA0-94-1005, Rev. 0

June 1994
29-Jun-84
DATABASE WS 1D IN-W308 HANDLING|CH FIELD OFFICE |Idaho |
WS NAME [UNCATEGORIZED (TRU): NOT RECORDED - UNKNOWN
NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE - Site B200 | WIPP PART B APPLICATION [ Information Incomplete
R - Group | Unknown Waste TRUCON| Information Incomplete
. Wes WASTE PARAMETERS (kg/m3}  Max Avg Min
Site ID-EGG-287T-000 ]
Assigned |UNK | Inorganics Iron-Based
SR Metals/Alloys
Alyminum-Based
: Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals
Retrievable 4140 Other Materials
Projected 0 Organics Celulosics
Total 4140 N Rubber
EPA CODE(s) Plastics

[unk . Solidified  Organic Matrix
Inorganic Matrix

|- Seils Soil
| Packaging Materiais Steel 141.83
Plastic 39.42

<

Footnates: (16,21, 22, 23 26 l

E-103



WASTE STREAM PROFILES (conminuepfA0-94-1005, Rev. 0

June 1894
29-Jun-94
DATABASE WS 1D [IN-W311 | HANDLINGICH FIELD OFFICE |ldaho
WS NAME [SALTS (TRU): MOLTEN SALTS - 30% UNPULVERIZED
NO MIGRATION VARIANCE PETITION ] Informaticn Incomplete
WASTE MATRIX CODE - Site 3140 [ WIPP PART B APPLICATION [PYROCHEMICAL SALT (UNSPECIFI
L P - Group | Satt Waste TRUCON| Information Incomplete
c s WASTE PARAMETERS (kg/m3)  Max Avg Min
Site [D-EGG-146T-409
Assigned [RF-429 Inorganics Iron-Based 1442 12.02 0.48
Metals/Alloys
Aluminum-Based
v Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals
Refrievable LT ' Other Materials  567.30 216.30 48.10
Projected 9 Organics Celulosics
Total Rubber
EPA CODE(s) Plastics
FOO1 4 Solidified Organic Matrix
D028 Inorganic Matrix
¥ Sails Seil
Packaging Materials Steel 141.83
Plastic 39.42
.1\'——_—',
Footnotes: 116,17, 21,22 ]

E - 104



WASTE STREAM PROFILES  (contmuepfA0-94-1005, Rev. 0

June 1994
29-Jun-94
.. DATABASEWSID [IN-W312 ! HANDLING|CH FIELD OFFICE lidaho T
i WS NAME [SALTS (TRU): PYROCHEMICAL SALT WASTE

NO MIGRATION VARIANCE PETITION | Information Incompiete
WASTE MATRIX CODE - Site (3140

{ WIPP PART B APPLICATION [PYROCHEMICAL SALT {UNSPECIF)

- Group | Salft Waste | TRUCON] information Incomplete
. iDes WASTE PARAMETERS (ka/m3)  Max Avg  Min
Site [ID-EGG-146T-124
Assigned [RF-411 Inorganics Iron-Based
g Metals/Alloys
Aluminum-Based
: Metals/Alloys
VASTE VOLUMES {cu. m.) Other Metals
Reirievable £ Other Materials 101.57 101.57 0.00
Projected Organics Celulosics
Total Rubber
EPA CODE(s) Plastics
). Solidified  Organic Matrix
1 Inorganic Matrix
1 Soils Soil
" Packaging Materials  Speel 141.83
t ‘ Plastic 3942

Footnotes: 16, 17,21, 22

E - 105 S



WASTE STREAM PROFILES

AO-94-1005, Rev. 0

{CONTINUED June 1894

28-Jun-34

: DATABASEWSID [N-W314

HANDLING|CH

FIELD OFFICE |ldaho

WS NAME BALTS {TRU). DIRECT OXIDE REDUCTION SALT

NO MIGRATION VARIANCE PETITION | Informatian Incomplete

WASTE MATRIX CODE - Site 3140 | WIPP PART B APPLICATION JPYROCHEMICAL SALT (UNSPECIFI
- Group | Saft Waste TRUCON| Information Incompiete
I WASTE PARAMETERS (kq/m3l  Max Avg Min
Site ID-EGG-145T414
Assigned |RF-454 Inorganics Iron-Based 1442 12,02 4.81
Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE vOLl {cu. m.) Other Metals
Retrievabie R Other Materials 58433 21635 46.63
Projected " Organics Celulosics
Total
Rubber
EPA CODE(s) Plastics
| Solidified  Organic Matrix
; Inorganic Matrix
: Soils Soil
Packaging Materials Steel 141,83
i Plastic 39.42

Footnotes: (16, 17,21, 22

E-106

R



WASTE STREAM PROFILES (conTmuepfA0-94-1005, Rev. 0

June 1994
29-Jun-94
: DATABASEWSID [N-W315 HANDLING[CH FIELD OFFICE [igaho o
©7 WS NAME [SALTS (TRU): EVAPORATOR SALTS ] o
NO MIGRATION VARIANCE PETITION | Information incomplete
WASTE MATRIX CODE . Site 3140 [ WIPP PART B APPLICATION [PYROCHEMICAL SALT (UNSPECIF)
B - Group | Sal Waste TRUCON/ Information Incomplete

toC's

WASTE PARAMETERS (kq/m3) Max Avg Mi

Site [D-EGG146T-005 —
Assigned |RF-429 Inorganics Iron-Based 14.42 1202 048
e Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Retrievable 21 Other Materials 567.30 216.30 48.10
Projected - Organics Celulosics
Total Rubber
EPA CUDE(s) Plastics
| Solidified  Organic Matrix
Inorganic Matrix
f' Soils Soil
1 Packaging Materials Steel 141.83
- Plastic 39.42

Footnotes: (16,21, 22

E - 107

58
it



WASTE STREAM PROFILES (conminggpfAQ-94-1005. Rev. 0

June 1994
25-Jun-94
D*TABASE WSID lIN-W317 HANDLING|CH FIELD OFFICE jidaho
WS NAME |RESINS (TRU). LEACHED AND CEMENTED RESIN
NG MIGRATION VARIANCE PETITION | Information Incompiete
WASTE MATRIX CODE - Site 3150 | WIPP PART B APPLICATION | Information Incomplete
e + Group | Sglidified Organic Waste TRUCON)| Information Incomplete
i DC's WASTE PARAMETERS (kq/m3) Max Avg  Min
Site [ID-EGG-145T-432
Assigned |RF-806.1 Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
WAS Other Metals
Retrievable Ol.hcr Materials
Projected Organics Celulosics
Total Rubber
EPA CODE(s) Plastics
Fo0Z |: Solidified  Organic Matrix 201202  625.00  164.90
Foo ‘ Inorganic Matrix
FOO1 Soil Soi
001 i oils oil
DOGRA Packaging Materials Steel 141.83
i : Plastic 3942

Footnotes: 16,17, 19, 21, 22,23

E-108 .



WASTE STREAM PROFILES  (conmnuepfA0-94-1005, Rev. 0

June 1994
29-Jun-94
D}TABASE WS D {IN-W31l9 HANDLING[CH FIELD OFFICE [\daho '
S WS NAME IRESINS {TRUY: LEACHED RESIN '

NO MIGRATION VARIANCE PETITION | information Incompiete

WASTE MATRIX CODE - Site 3115 [ WIPP PART B APPLICATION | Information Incompiste
B - Group | Solidified Organic Waste TRUCON| Information Incamplete
e WASTE PARAMETERS (ka/m3)  Max Avg Min

Site [ID-EGG-145T-431

Assigned [RF-806.1 Inorganics Iron-Based

A Metals/Alloys
Aluminum-Based
L Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals
Retrievable a2 Other Matenials
Projected . 0 Organics Celulosics
Total Rubber
EPA CODE(s) Plastics
| Solidified  Organic Matrix 201202  625.00  164.90

1: Inorganic Matrix
} Soils Soil

' Packaging Materials Steel 141.83

o ; Plastic 39.42

Footnotes: 13, 8,16, 17,19,21, 22, 23,

E - 109



WASTE STREAM PROFILES  conmyepf0-34-1005. Rev. 0

June 1394
29-Jun-94
néTAaAss WS ID IN-w321 HANDLING/CH FIELD OFFICE [idaho pf{}}_"_-' ,
- WS NAME |RESINS (TRU): UNLEACHED ION COLUMN RESIN e
NO MIGRATION VARIANCE PETITION | information incompiete
WASTE MATRIX CODE - Site  [3115 | WIPP PART B APPLICATION [ information Incomplete
R - Group LSolidiﬁed Organic Waste N TRUCDN@ronnation Incomplete
L Ipg's WASTE PARAMETERS (kg/m3)  Max Avg Min
Site [ID-EGG-145T430 {
Assigned [RF-806.1_ Il Inorganics Iron-Based
s Metals/Alloys
Aluminum-Based
: Metals/Alloys
WASTE VOLUMES jcu. m.) Other Metals
Retrievable e Other Materials
Projected 0 Organics Celulosics
Total i Rubber
EPA CODE(s) A Plastics
| Solidified  OrganicMatrix 201202 62500  164.90
T Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
L Plastic 3%.42
N
Footnotes: |3, 8,16, 17, 19, 21, 22, 23 ]

E - 110



WASTE STREAM PROFILES (conmnuep®A%#+1005 Rev. 0

June 1994

29-Jun-94

DATABASE WS ID [IN-W323 HANDLING [RH FIELD OFFICE [idahc

WS NAME [RADIOACTIVE SOURCES (TRU): COMBUSTIBLE LAB WASTE

NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site 5440 TWIPP PART B APPLICATION [ information Incomplete
e - Group Heterogeneous Waste TRUCON| Information Incomplete
. pcs WASTE PARAMETERS {kg/m3}  Max Avg Min
Site ID-EGG-1447-153
Assigned |AE-120 Inorganics Iron-Based  63.16  36.84 0.00
R Metals/Alloys
Aluminum-Based
N T Metals/Alloys
WASTE VOLUMES jeu. m.) Other Metals
Retrievabie b2 Other Matenials 10.53 2.63 0.00
Projected o Organics Celulosics  450.95  213.16 47.37
Tow |____2] Rubber 716 237 0.00
EPA CODE(s) R Plastics 5726 21.32 1.58
| Solidified Organic Matrix
I Inorganic Matrix
Soils Soil
" Packaging Materials  Steel 14183
o Plastic 3942

Footnotes: {16, 17,21,22, 23 |

E-111



WASTE STREAM PROFILES  (conmmuenPAQ-9+1005. Rev.0

June 1994

29-Jun-94

. DATABASEWSID [N-W325 HANDUNGICH FIELD OFFICE [idzho 2
Dol WS NAME |UNKNOWN (TRUY. CLASSIFIED PARTS R
NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site 5300 | WIPP PART B APPLICATION | Information Incomplete
- Group | Combustible Waste TRUCON| Informaticn Incompiete
2 pes WASTE PARAMETERS (ka/m3)  Max Avg Min
Site |ID-EGG-288T-815
Assigned [MD-827 Inorganics Iron-Based
SR Metais/Alloys
Aluminum-Based
LA Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals 0.32 0.24 0.00
Retrievable =0 Other Materials 17.31 17.31 0.00
Projected 0 Organics Celulosics  918.75 63.03 0.00
Total — Rubber 21202 1918 000
EPA CODE(s) N Plastics 1060.10 19183 0.00
} Solidified Organic Matrix
1 Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
Plastic 39.42
o
Footnotes: (16,17 21, 22, 23 1

E-112



WASTE STREAM PROFILES (conminuep/A0-94-1005. Rev. O

June 1994
28-Jun-94
e DATABASE WS ID [IN-W3Z7 HANDLING|CH FIELD OFFICE [ldaho
sl T WS NAME |UNKNOWN (TRU): LOW SPECIFIC ACTIVITY < 100 nCilg COMBUSTIBLE
NO MIGRATION VARIANCE PETITION ] Information Incomplete
WASTE MATRIX CODE - Site 5300 | WIPP PART B APPLICATION | information Incomplete
U - Group | Combustible Waste TRUCON| Inforrnation Incomplete
U Des WASTE PARAMETERS (kq/m3)  Max Avg Min
Site {ID-EGG-288T-847
Assigned |MD-827 Inorganics Iron-Based
g Metals/Alloys
£ Aluminum-Based
. Metals/Allays
WASTE VOLUMES (cu. m} Other Metals 0.32 0.24 0.00
Retrievabile i Other Materials 17.31 17.31 0.00
Projected il Organics Celulosics 91875  63.03 0.00
Total Rubber 21202 1918 0.00
EPA CODE(s) S Plastics 1060.10  191.83 0.00
[onk | }.. Selidified Organic Matrix
Inorganic Matrix
| Soils Soil
~ Packaging Materials Steel 141.83
: Plastic

Footnotes: (16, 17, 21, 22, 23

E-113



WASTE STREAM PROFILES  (conmnuep|®A0-94-1005, Rev. 0

June 1994
29-Jun-94
. DATABASE WS ID [IN-W329 HANDLING|CH FIELD OFFICE [idaho ﬁ
- WS NAME |UNKNOWN (TRU): LOW SPECIFIC ACTIVITY < 100 nCi/g NONCOMBUSTIBLE
NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE - Site 5400 [ WIPP PART B APPLICATION | Information Incomplete
o - Group |Heterogeneous Waste TRUCON| information Incomplete

S WASTE PARAMETERS {kg/m3)  Max Avg Min
Site |ID-EGG-2887-848
Assigned [MD-824 Inorganics Iron-Based 1528.85 415.63 2.16
T Metals/Alloys
Aluminum-Based 33.22 17.50 0.00
Metals/Alloys
Other Metals 46.63 4.81 0.00
Retrievable S Other Materials  812.50 48.08 0.00
Projected i Organics Celulosics
Total Rubber
EPA CODE(s) o Plastics 4.81 481 0.00
| Selidified  Organic Matrix
1 Inorganic Matrix
| Soils Soil
|  Packaging Materials  Steel 141.83
i Plastic 3942
N
Foatnotes: |16, 17,21,22 23 1

E-114



WASTE STREAM PROFILES (conminuepCAO-84-1005, Rev. 0

June 1994
28-Jun-94
DATABASE WSID |IN-W330 HANDLING[CH FIELD OFFICE [ldaho
W WS NAME [UNKNOWN (TRU): PLASTIC, TYGON, MANIPULATOR BOOTS, ETC.
NO MIGRATION VARIANCE PETITION | Information incomplete
WASTE MATRIX CODE . Site 5310 | WIPP PART B APPLICATION | Information Incompiete
T - Group Combustible Waste TRUCON| Information incamplete
O ECs WASTE PARAMETERS (kg/m3l  Max Avg Min
Site ID-EGG-288T-801
Assigned MD-827 Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
- Metals/Alloys
WASTE VOLUMES (cu. m.) . Other Metals 0.32 0.24 0.00
Retrievable 207 Other Materials 17.31 17.31 0.00
Projected .0 Organics Celulosics  918.75 63.03 0.00
Total 7 H Rubber  212.02 19.18 0.00
EPA CODE(s) o Plastics 1060.10  191.83 0.00
1 Solidified Organic Matrix
) Inorganic Matrix
- Soils Soil .
* Packaging Materials  Steel 141.83
: o Plastic 39.42

Footnotes: (9, 16,17, 21,22, 23

E-115



WASTE STREAM PROFILES (CONTINUED)-A0-84-1005, Rev. 0

June 1964

29-Jun-94

p@jrABAszsm IN-W232

WS NAME

UNKNOWN (TRU): SOLIDIFIED SOLUTIONS

NO MIGRATION VARIANCE PETITION | Information Incomglete

WASTE MATRIX CODE - Site

- Group

|

[3150

| WIPP PART B APPLICATION

Information incomplete ]

| Sclidified Inorganic Waste

site [DEGG288T204

Assigned [BC-204 _

-
]

WASTE VOLUMES {cu. m.)

Retrievabie s
Projected 0
Total i

EPA CODE(s)

ASTE PARAMETERS {ka/m3

Mar

TRUCON]| Information Incomplete

Avg  Min

Inorganics

Organics

] Solidified

L. Soils
* Packaging Materials

Iron-Based
Metals/Alloys

Aluminum-Based
Metals/Alloys

Other Metals
Other Materials
Celulosics
Rubber

Plastics
Organic Matrix

Inorganic Matrix
Soil
Steel

Plastic

1102,40

1102.40 0.00

141.83
39.42

Footnotes: |18, 17, 21, 22

E-116
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HANDLING[CH FIELD OFFICE {idaho _

el



WASTE STREAM PROFILES

CAO-94-1005, Rev. 0
{CONTINUED) e 1994

28-Jun-94

Y DATABASE WS ID

IN-W2334 HANDLINGICH FIELD OFFICE |idaho
WS NAME [UNKNOWN (TRU): PAPER, METALS, GLASS :
NO MIGRATION VARIANCE PETITION ! Information Incomplete
WASTE MATRIX CODE - Site 5000 | WIPP PART B APPLICATION | Information Incomplete
BT L - Graup | Heterogeneous Waste TRUCON| information Incomplete
o BC's WASTE PARAMETERS (kg/m3]  Max Avg Min
Site ID-EGG-288T-203 }
Assigned [OR-001 i Inorganics Iron-Based 1716.35 96.15 0.00
T Metals/Alloys
""" Aluminum-Based 1.63 0.0l 0.00
Metais/Alloys
Other Metals 2125 0.03 (.00
Retrievable Lo Other Materials 2404 241 0.00
Projected v Organics Celulosics  184.81 80.91 0.00
Total Rubber  17.88 7.36 0.00
EPA CODE(s) Plastics 14904 6490 0.00
UNK | solidified  Organic Matrix 2.98 0.01 0.00
[ Inorganic Matrix
1. Soils Soil
: Packaging Materials Stecl 141.83
Plastic 39.42

Footnotes: 16, 21,22, 23, 26

E-117



WASTE STREAM PROFILES  (conimuenCA0-54-1005. Rev. 0

June 1894

28-Jun-94

: QATABAsewsm IN-W336

HANDLING|CH

FIELD OFFICE |idaho

WS NAME [UNKNOWN (TRY): COMBUSTIBLE SOLIDS

NO MIGRATION VARIANCE PETITION [ information Incomplete
| WIPP PART B APPLICATION [COMBUSTIBLES (UNSPECIFIED)

WASTE MATRIX CODE - Site
W - Group

Site [ID-EGG:288T-202

Assigned [RF-831

WASTE VOLUMES (cu. my

Retrievable s
Projected -0
Total )
EPA CODE(s)

| Combustible Waste TRUCON] Information Incomplete
WASTE PARAMETERS (kg/m3) Max Avyg Min
Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials 4,23 1.10 0.00
Organics Celulosics  576.85 115.83 0.00
Rubber 47.84 11.11 0.00.
Plastics 84.42 33.32 0.00
] Selidified Organic Matrix
1 Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
i Plastic 3942

Footnotes: (16,21, 22, 23, 26

E-118

+




WASTE STREAM PROFILES

CAO-94-1005, Rev. 0
{CONTINUED) Juns 1994

28-Jun-94

DATABASE Ws D [IN-w337

HANDLING|RH

FIELD QOFFICE !ldaho

WS NAME

UNKNOWN (TRU): AMERICIUM SOLIDS

WASTE MATRD’. CODE - Site
¢ ey - Group

nc's

NO MIGRATION VARIANCE PETITION | Information Incomplete

18200 [ WIPP PART B APFLICATION | infarmation Incomplete
Unknown Waste [ TRUCON{ Information incomplete

Site [ID-EGG-286T-200

Assigned [UNK

WASTE VOLUMES (cu. m.

Retriavable b0
Projected =0
Total R

EPA CODE(s)

ASTE PARAMETERS {kgh

Max  Avg  Min

. Solidified

. Soils
" Packaging Materials

Inorganics Iron-Based
Metals/Alloys
Aluminum-Based

Metals/Alloys
QOther Metais
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix
Soil
Steel
Plastic

Organics

141.83
39.42

Footnotes: |16, 21, 22, 23, 26

E-119



WASTE STREAM PROFILES  (conmnuepA0-94-1005, Rev. o

June 1994

29-Jun-54

DATABASE WS 1D [IN-W33d I HANOLING[CH FIELD OFFICE [idaho s
' WSNAME [UNKNOWN (TRU)_ ANLW ANALYTICAL CHEMISTRY LABORATORY COLD-LINE ABSORBED Louio. M| <
NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE . Site 8200 TIMPP PART B APPLICATION | information Incompiete
B = Group | Unknown Waste | TRUCON information incampiete

k& WASTE PARAMETERS (kg/m3)  Max Avg Min
Site |ID-EGG-288T-163 ) ‘
Assigned [UNK _. ] Inorganics Iron-Based
dee o ' Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Retrievable Other Malerials
Projected Organics Celulosics
Total Rubber
EFA CODE(s) Flastics
UNC | Solidified  Organic Matrix
Inorganic Matrix
- Soils Soil
Packaging Materiais Steel 141.83
Plastic 39.42

Footnotes: |16, 21,22, 23, 26

: ..
E-120



WASTE STREAM PROFILES  (continuepAC-94-1095. Rev. 0

June 1954

29-Jun-94

DATABASEWS ID [IN-W339 HANDLING/CH FIELD OFFICE {idaho '
" WSNAME [UNKNOWN (TRU): ANL-W FMF EFL ZR-U FUEL CASTING ALLOYS RESIDUES
NO MIGRATION VARIANCE PETITION | Information incomplete

T,

- Site 8200 | WiPP PART B APPLICATION | Information ncompiete
- Group | Unknown Waste TRUCON | Information incomplete
nes WASTE PARAM ka/m3 Max Avg Min
Site |ID-EGG-288T-162
Assigned [UNK Inorganics Iron-Based
A Metals/Alloys
Aluminum-Based
e Metals/Alloys
AST MES feu Other Metals
Retrievable : Other Materials
Projected Organics Celulosics
Yotal Rubber
EPA CODE(s} o Plastics
v ] . Solidified  Organic Matrix
Inorganic Matrix
Seils Soil
* Packaging Materials Steel 141.83
s Plastic 3o.42
Footnotes: [16, 21, 22, 23, 26 ]

E-121



WASTE STREAM PROFILES  (conminyepCA%-94-1005. Rev. 0

June 1994
29-Jun-94
b DATABASE WS ID IN-W341 HANDLING[RH ] FIELD OFFICE |ldaho i
i WS NAME

UNKNOWN (TRU): ANL-W HFEF ANALYTICAL CHEMISTRY AND METALLOGRAPHIC COMBUSTIBLES
NO MIGRATION VARIANGE PETITION | Information Incompiete

WASTE MATRIX CODE - Site 8200 ] WIPP PART B APPLICATION | Information Incomplete
B - Group | Unknown Waste TRUCON] Information Incompliete

i i::"'l?gg‘s

o ‘ WASTE PARAMETERS (kg/m3) Max Avg Min
‘Site [ID-EGG-288T-160
Assigned JUNK | Inorganics Iron-Based
: Metaig/Alloys
: Aluminum-Based
B Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals
Retrievable 20 Other Materials
Projected — : 0 Organics Celulosics
Total :0 . Rubbcr
EPA CODE(s) ' ' Plastics
. Solidified Organic Matrix
Inorganic Matrix
|- Seils Soil
* Packaging Materials Steel 141.83
Plastic 3942

Footnotes: (16,21, 22,23 26

E-122



WASTE STREAM PROFILES (contmuepfA0-94-1005. Rev. 0

June 1894
29-Jun-34
_ Bﬁrmse WS ID [IN-W342 HANDLING|CH FIELD OFFICE {ldaho
o WS NAME |[UNKNOWN (TRU) MISCELLANEOUS SOURCES

NO MIGRATION VARIANCE PETITION l Information incomplete
WASTE MATRIX CODE - Site 8200 | WIPP PART B APPLICATION | Information incomplete

= Group | Unknown Waste | TRUCON] Information Incomplete
upes WASTE PARAMETERS (kg/m3)  Max Avg  Min
Site |I[D-EGG-288T-157
Assigned [UNK Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
. Metals/Alloys
WASTE VOLUMES {cu.m) Other Metals
Retrievable L':.:ZO Othel' Materials
Projected -0 Organics Celulosics
Total i Rubber
EPA CODE(s) | Plastics
{ Solidified Organic Matrix
| B Inorganic Matrix
I Soils Soil
" Packaging Materials  Steel 141.83
Plastic 39.42

Foolnotes: (16, 21, 22, 23, 26

E-123



WASTE STREAM PROFILES  (conTinuen)SA2-94-1005. Rev. 0

June 1994
29-Jun-94
- DATABASEWSID [INW345 | HANDLING[CH FIELD OFFICE [ldaho
WS NAME [UNKNOWN (TRU) TRU SCRAP
NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE - Site  [5000 | WIPP PART B APPLICATION [ Information incomplete
B - Group | Heterogeneous Waste TRUCON| Information Incomplete
- mes WASTE PARAMETERS (kg/m3]  Max Avg  Min
Site [ID-EGG-288T-155
Assigned [OR001 Inorganics Iron-Based 171635  96.15 0.00
Metals/Alloys - ,
Aluminum-Based 1.63 0.01 0.00
T Metals/Alloys
WASTE VOLUMES fcu. m.) Other Metals 2125 0.03 0.00
Retrievable - 45 Other Materials . 24.04 241 0.00
Projected 0 Organics Celulosics  184.81 80.91 0.00
Total B Rubber 1788 736 0.0
EPA CODE(s) - - Plastics  149.04 64.90 0.00
|. Solidified  OrganicMatrix 298 00! 000
: 5 Inorganic Matrix
- Soils Soil
" Packaging Materials  Steel 141.83
Plastic 39.42

Footnotes: [5, 1617, 21,22, 23 J

E - 124 o



WASTE STREAM PROFILES (conTinuep)CAC-94-1005, Rev. 0

June 1994
29-Jun-94
Dé.TABASE WS ID (IN-W347 HAMDLING|{CH FiELD OFFICE [idaho

WS NAME |UNKNOWN (TRU). ABSORBED LIQUIDS
NO MIGRATION VARIANCE PETITION | Information Incompiete

WASTE MATRIX CODE - Site 3113 ] WIPP PART B APPLICATION | Information incomplete
FERER ~ Group Sdiidified Incrganic Waste TRUCON| Information Incomplete
o iDC's WASTE PARAMETERS {kg/m3) Max Avg Min
Site [ID-EGG-288T-102
Assigned [AE-131 ] Inorganics Iron-Based
et Metals/Alloys
Aluminum-Based
. ‘ Metals/Alloys
WASTE VOLUMES {cu. m, Other Metals
Retrievable 54 Other Materials
Projected -0 Organics Celulosics
Total = Rubber
EPA CODE(s) Plastics

;. Solidified Organic Matrix
: Inorganic Matrix ~ 461.54 41827  370.19
* Soils Soil

Packaging Materials Steel 141.83
e Plastic 3942

Footnotes: 16, 17,21, 22, 23

E-125



WASTE STREAM PROFILES (conTinugp/CAO-94-1005, Rev. 0

June 1994
29-Jun-94
. DATABASEWSID [[N-W349 HANDLINGRH FIELD OFFICE_[idaho Ea
e WS NAME [UNKNOWN (TRU): TRU-REMOTE HANDLED WASTE
NO MIGRATION VARIANCE PETITION l Information Incomplete
WASTE MATRIX CODE - Site 8200 | WIPP PART B APPLICATION | Information incomplete
R - GroMp | Unknown VWaste TRUCON| Information Incomplete
- IBC's WASTE PARAMETERS (ka/m3]  Max Avg Min
Site [ID-EGG-2887-107 |
Assigned [UNK ) Inorganics Iron-Based
S Metals/Alloys
Alyminum-Based
; Metals/Alloys
WASTE VOLUMES (cy. m,} Other Metals
Retriavable -8 Other Materials
Projected LY Organies Celulosics
Total 8 Rubber
EPA CODE(s) " Plastics
]. Solidified  Organic Matrix
- Inorganic Matrix
X Soils Soil
~ Packaging Materials Steel 141.83
Plastic 39.42

Footnotes: (16, 21, 22, 23, 26

E-126 - G



WASTE STREAM PROFILES  (conminugpfA0-84-1005. Rev. 0

June 1994
29-Jun-84
DATABASE WS ID [IN-W350 HANDLING[CH FIELD OFFICE [idaho
" WS NAME [UNKNOWN (TRU): SPECIAL SOURCE MATERIAL

NO MIGRATION VARIANCE PETITION | Infermation Incomplete .
WASTE MATRIX CODE - Site 8200 I WIPP PART B APPLICATION
Gl - Group Unknown Waste

Information incomplete
TRUCON| Information Incomplete

Site [ID-EGG-268T-106
Assigned [UNK Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
. Metals/Alloys
WASTE VOLUMES fcu. m.} Other Metals
Retrievable 0 Other Materials
Projected =0 Organics Celulosics
votal e Rubber
EPA CODE(s) Plastics
| Solidified  Organic Matrix
& Inorganic Matrix
- Soils Soil
" Packaging Materials  Steel 141.83
Plastic 39.42

Footnotes: [16, 21, 22, 23, 26

E-127



WASTE STREAM PROFILES  (contnueofA0-94-1005, Rev.0

June 1994

28-Jun-94

" DATABASEWS ID [IN-W351 | HANDLING/CH |  FIELD OFFICE {idaho
"Fs7 WS NAME [UNKNOWN (TRU). EMPTY BOTTLES s
NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE - Site 5000 | WIPP PART B APPLICATION | Information Incomplete

T + Group | Heterogeneous Wasle TRUCON| Information Incomplete

DG ASTE PARAMET fm3  Max Avg Min
Site ID-EGG:288T-105
Assigned |AE-110 Inorganics Iron-Based 14.42 481 0.00
He Metals/Alloys
Aluminum-Based
i Metals/Alloys
WASTE VOLUMES (eu. m,) Other Metals
Retrievable e Other Materials 19.23 4.81 0.00
Projected Organics Celulosics  458.65 287.69  43.27
Total I Rubber 8.65 3.27 0.00
EPA CODE(s) Plastics  60.58 3596 1.44
4: Solidified Organic Matrix
1 Inorganic Matrix
4. Soils Soil
1 Packaging Materials  Steel 141.83
: Plastic 39.42

Footnotes: (9, 16,17, 21, 22, 23

E-128



CAQO-94-1005, Rev. 0

WASTE STREAM PROFILES (continuen June 1994

29-Jun-94

- DATABASEWSID [IN-W354 : HANDLING|CH FIELD OFFICE [idaho

WS NAME |SALTS (TRU): GIBSON SALTS

NO MIGRATION VARIANCE PETITION | information Incomplete

WASTE MATRIX CODE - Site 3140 | WIPP PART B APPLICATION [Not Applicable

- Group | Salt Waste TRUCON| information Incomplete

T HC's WASTE PARAMETERS (kgm3)  Max Avg Min
Site |ID-EGG-146TN-412 1
Assigned |RF-411 1 Inorganics Iron-Based
Metals/Alioys
Alyminum-Based
. Metals/Alloys
WASTE VOLUMES (cu. m) Other Metals
Retrievable 20 Other Materials 101.57 101.57 0.00
Prajected -0 Organics Celulosics
Total 0 Rubber
EPA CODE(s) R Plastics
» Salidified Organic Matrix
- b Inorganic Matrix
* Seils ‘ Soil
Packaging Materials Steel 141.83
o : Plastic 39.42
Footnotes: [17,17,21,22, 27 ]

E -129



WASTE STREAM PROFILES (CONTINUED)CAO-94-1005, Rev. 0

June 1994

29-Jun-94

DATABASE WSID [IN-‘W3s5

HANDLING|CH

FIELD OFFICE 'Idaho

WS NAME |SALTS (TRU): ELECTROREFINING SALT

—

NO MIGRATION VARIANCE PETITION | Information incomplete
_| WIPP PART B APPLICATION |Not Applicable

'INA.STE MﬁTRlx CODE . Site
- Group

TG’

Salt Waste

Site ||[D-EGG-146TN-411

ASTE PARAM RS {k

TRUCON] information Incomplete

Max Avg

Min

Assigned [RF-411 _

WASTE VOLUMES (cy. m,)

Retrievable w1
Projected L3

Total

EPA CODE(s)
NA

- Solidified

Iron-Based
Metals/Alloys

Aluminum-Based
Metais/Alloys

Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix

Inorganics

Organics

% Saits Soil
© Packaging Materials  Steel

Plastic

101.57 101.57

141.83
39.42

0.00

Footnotes: (14, 17,21, 22, 27

E-130



WASTE STREAM PROFILES (conminuep|CA0-84-1005, Rev. 0

June 1994
28-Jun-94
3 nt_L"rABASE WSID [IN-W356 HANDLING|CH FIELD OFFICE |ldaha
ST WS NAME [SALTS (TRU): MOLTEN SALTS-30% PULVERIZED
. NO MIGRATION VARIANCE PETITION | Information Incomplete
‘ WASYE MATRIX CODE . Site 3140 T WIPP PART B APPLICATION |Not Applicable
e - Group | Satt Waste TRUCON] Information Incomplete
i jRes ASTE PARAM S (kqim3 Max Avg Min
Site [ID-EGG-146TN-410 I
Assigned |[RF-411 ] Inorganics Iron-Based
PR Metals/Alloys
Aluminum-Based
Metals/Alloys
yoL Other Metals
Retrievable Other Materials 101.57 101.57 0.00
Projected Organics Celulosics
Total Rubber
EPA CODE(s) o Plastics
. Solidified  Organic Matrix
' Inorganic Matrix
:" Soils Sail
" Packaging Materials  Steel 141.83
g Plastic 3942
v
Footnotes: [14, 17, 21, 22, 27 ]

E - 131



WASTE STREAM PROFILES  (conminuepfAC-94-1005. Rev. 0

June 1994

29-Jun-94

" DATABASE WS ID INwasT HANDLING[CH FIELD OFFICE [idaho e
“ WSNAME [PARTICULATE WASTES (TRU): FLUID BED ASH
NO MIGRATION VARIANCE PETITION information incompiete

WASTE MATRIXCODE - Site  [3111 _| WIPP PART B APPLICATION [Not Applicable
R - Group | Solidified Inorganic Waste

TRUCON information incomplete |

WASTE PARAMETERS (kgim3)  Max Avg Min
Site |ID-EGG-141TN-425
Assigned [RF-806.2 Inorganics Tron-Based
TR Metals/Alloys
Aluminum-Based
Metals/Allays
WASTE VOLUMES (cu_m.) Other Metals
Retrievable =0 Other Materials
Projected 0 Organics Celulosics
Total Rubber
EPA CODE(s) Plastics
NA

| Solidified Organic Matrix
Inorganic Matrix  2012.02 62500  164.90
. Soils Soil

Packaging Materials Steel 141.83

Plastic 39.42

Footnotes: |3,8,14,17, 21, 22, 27

E-132



WASTE STREAM PROFILES

CAQ-84-1005, Rev. ¢

(CONTINUED} June 1994
28-Jun-84
D@TABASE WS ID [IN-W358 HANDLING|RH FIELD OFFICE |ldaho

WS NAME [RADIOACTIVE SQURCES (TRU); PU NEUTRON SOURCES

NO MIGRATION VARIANGCE PETITIOIHH Information Incomplete

 WASTEMATRIXCODE - Site 5000 [ WIPP PART B APPLICATION [Noi Appiicable
e - Group | Heterogeneous VWaste TRUCON| Information Incomplete
o Des WASTE PARAMETERS (kg/m3)  Max Avg Min
Site {D-EGG-144TN-152 ]
Assigned |[OR-001 i Inorganics Iron-Based” 171635  96.15 0.00
G Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
: Metals/Alloys
WASTE VOLUMES (cu. m. Other Metals  21.25 0.03 0.00
Retrievable -] Other Materials 24.04 2.41 0.00
Projected .0 Organics Celulosics  184.81  80.91 0.00
Total : 7.36 0.00
Rubber 17.88 . .
EPA CODE({s) Plastics 149.04 64,90 0.00
- Solidified  Organic Matrix 2.98 0.01 0.00
Inorganic Matrix
" Boils Soil
" Packaging Materials  Steel 141.83
Plastic 39.42

Footnotes: (14, 17, 21,22 27

E-133



WASTE STREAM PROF”_ES (CONTINUED)CAO'94'TOO5- Rev. 0

June 1994

28-Jun-94

DATABASE WS ID

IN-W359

HANDLING{RH FIELD OFFICE [idaho
WS NAME |RADIOACTIVE SOURCES (TRU). NEUTRON SOURCES ]
NO MIGRATION VARIANCE PETITION | Information Incompiete ]
WASTE MATRIX CODE - Site  [8200 [ WIPP PART B APPLICATION [Not Applicable
S - Group | Unknown Waste TRUCON| Information Incomplete

Site [ID-EGG-144TN-015

Assigned [UNK

WASTE VOLUMES feu. m)

Retrievable £

Projected
Total

EPA CODE(s)

STE PARAMETERS [kgimd

Max Avg  Min

| Solidified

I Packaging Materials

Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber
Plastics
Organic Matrix
Inorganic Matrix
Soil
Stee]
Plastic

Inorganics

Organics

Soils

141.83
39.42

Footnotes: (1417, 21, 22, 27

E -134




WASTE STREAM PROFILES (conmugpyAc-94-1005, Rev. @

June 1594

29-Jun-34

T _ DATABASE Ws ID [lN.waso HANDLINGRH FIELD OFFICE lldaho
s WS NAME |RADIOACTIVE SOURCES {TRU). MISCELLANEOUS SOURCES
NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site 8200 ] WIPP PART B APPLICATION |Not Applicable
— ETARET - Group | Unknawn Waste TRUCON Information Incomplele
i pCs WASTE PARAMETERS (kg/m3)  Max Avg Min
Site [ID-EGG-144TN-0M2 ]
Assigned [UNK _ ] Inorganics Tron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES fcu, m,) Other Metals
Retrievable 0 Other Materials
Projected - 0 Organics Celulosics
Total L Rubber
EPA CODE(s) Plastics
4 Solidified  Organic Matrix
Inorganic Matrix
- Soils Soil
Packaging Materials Steel 141.833
s Plastic 3942

Footnotes: [14,17,21, 22,27

E- 135 a3



WASTE STREAM PROFILES  (contiuen)CA0-94-1005, Rev. 0

June 1994
29-Jun-94
. DATABASE WS ID IN-W361 HANDLING|CH FIELD OFFICE [idaho

WE NAME |PARTICULATE WASTES (TRU). S00T

WASTE MATRIX CODE - Site

ocs

NO MIGRATION VARIANCE PETITION flnfon'nation Incomplete

3111

] WIPP PART B APPLICATION [Not Applicabie

- Group | Solidified Inorganic Waste

| TRUCON] Information incomplete

Site (ID-EGG-141TN422

Assigned [RF-806.2

Retrievable 5
Projected 70
Total i

EPA CODE(s)

WASTE PARAMETERS (k

Max

Avg  Min

. Solidified

" Soils
* Packaging Materials

Iron-Based
Metals/Alloys

Aluminum-Based
Metais/Alloys
Other Metais
Other Materials
Celulosics
Rubber
Plastics
Organic Matrix
Inorganic Matrix
Soil
Steel
Plastic

Inorganics

Organics

2012.02

625.00 164.90

141.33
39.42

Footnotes: (3,8, 14,17, 21, 22, 27

E-136




WASTE STREAM PROFILES

(CONTINUEDSAO-94-1005, Rev. 0

June 1954

29-Jun-54

- DATABASEWSID [[N-W36z

HANOLING|CH

FIELD OFFICE |ldaho

WS NAME |PARTICULATE WASTE (TRU). ASH HEELS

NO MIGRATION VARIANCE PETITION | Information incomplete
WASTE MATRIX CODE - Site

- Group

| WiPP PART B APPLICATION [Not Applicable

Site ID-EGG-141TN-421

Assigned |[RF-806

W ')
Retrievable 21
Projected )
Total P
EPA CODE(s)

Solidified norganic Waste TRUCON]| Information Incomplete
WASTE PARAMETERS (ka/m3)  Max Avg Min
Inorganics Iron-Based
Metals/Alloys
Alyminum-Based
Metals/Alloys
Other Metals
Other Matenials
Organics Celulosics
Rubber
Plastics
| Solidified Organic Matrix
i Inorganic Matrix 201202 625.00  164.90
: Soils Seil
' Packaging Materials Steel 141.83
i Plastic 39.42

Footnotes: [3,8,14,17,21,22,27

E-137



WASTE STREAM PROFILES  (continugpfA0-24-1005. Rev. 0

June 1854

29-Jun-94

TABASE WS ID [IN-W363 I

HANDLING[CH FIELD OFFICE [idaho oo

WS NAME [PARTICULATE WASTES (TRU): VIRGIN INCINERATOR ASH

WASTE MATRIX CODE - Site
- Group

IBC's

NO MIGRATION VARIANCE PETITION [ information incomplete

WIPP PART B APPLICATION

Not Appiicable

[ Scidified tnorganic Waste

Site [ID-EGG-141TN-420

TRUCON] information incomplete |

WASTE PARAMETERS (k Max Avg Min

Assigned [RF-806.2

A,
Retrievable v 2
Projected )
Tatal 2
EPA CODE(s)
NA

1. Solidified

T Packaging Materials Steel

Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics
Organic Matrix

Inorganics

Organics

Incrganic Matrix  2012.02 625.00 164.90

Soils Seil

Plastic

141.83
39.42

Footnotes: [3,14,17 21, 22, 27

E-138




WASTE STREAM PROFILES

(Co

CAD-94-1005, Rev. 0
NTINUED) June 1994

29-Jun-94

_ DATABASEWS ID [IN-Wa64

HANDLING|CH

FIELD OFFICE [Idaho

WS NAME MNMETAL MOLDS AND CRUCIBLES (TRU): SAND, SLAG, AND CRUCIBLE

NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Sie 3000

| WIPP PART B APPLICATION

Not Appiicable

- Group

Solidified Organic Waste

Site [ID-EGG-137TN-382
Assigned |RF-806.1

1
—

WAS UMES {cu.

Retrievable s
Projected =0
Total :

EPA CODE(s)

ASTE PARAMETERS {kq/m3

Max

TRUCON| information incomplete |

Avg

Min

. Solidified

Soils
" Packaging Materials

Inorganics Iron-Based
Metais/Alloys
Aluminum-Based

Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix
Soil
Steel

Organics

Plastic

2012.02

625.00 164 .90

141.83

Footnotes: [14,17,21,22,27

E-139



WASTE STREAM PROFILES (CONTINUEDFAO-94-1005, Rev. 0

June 18994

29-Jun-94

_ DATABASE WS ID |IN-W3s5

HANDLINGICH l

FIELD OFFICE |igahe

WS NAME

NONMETAL MOLDS AND CRUCIBLES (TRU). CRUCIBLES AND SAND

WASTE MATRIX CODE - Site
e ~ Group

NO MIGRATION VARIANCE PETITION | Information Incomplete

3000

__[ WIPP PART B APPLICATION |Not Applicable

| Solidified Organic Waste

TRUCON information Incompiete

Site [ID-EGG137TN-301

Assigned |RF-806.1

—
—

WASTE VOLUMES (cu, m,)

Retrievable -5
Projected Q)
Total | )

EPA CODE(s)

ASTE PARAMETERS (kg/mn3

Max  Avg  Min

13 Solidified

1 Packaging Materials

Inerganics Iron-Based
Metals/Alloys
Aluminum-Based

Metals/Alioys
Other Metals
Other Materials
Celutosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix
Soil
Steel
Plastic

Organics

Soils

201202 625.00 164.90

141.83
39.42

Footnotes: [t4,17, 21, 22, 27

E - 140




WASTE STREAM PROFILES  (conmmueofA0541005. Rev o

June 1994
28-Jun-94
i DATABASE WS ID [IN-W365 HANDLING(CH FIELD OFFICE [ldaho '
G WS NAME INONMETAL MOLDS AND CRUCIBLES (TRU): LECO CRUCIBLES

NO MIGRATION VARIANCE PETITION | Infarmation Incomplete

WASTE MATRIX CODE - Site {3000 [ WIPP PART B APPLICATION |Not Applicable
W - Group | Sofidified inorganic Waste B TRUCON[ Information incomplete |

: 0C's WASTE PARAMETERS [kg/m3}  Max Avg Hin
Site [ID-EGG-137TN-370
Assigned [RF-370 Inorganics Iron-Based
A Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals
Retrievable 3 Other Materials  528.85  528.85 0.00
Projected 2 0 Organics Celulosics
Total 3 Rubber
EPA CODE{s) Plastics
4. Solidified  Organic Matrix
Inorganic Matrix
1. Soils Soil
' Packaging Materials  Steel 141.83
: Plastic 39.42
Footnotes: [14,17,21 22, 27 B

E-141



WASTE STREAM PROFILES  (conmnuenfA0-94-1005, Rev. @

June 1994

29-Jun-94

DAT\TABASE WS D liIN-W367 ] HANDLING|CH FIELD OFFICE |ldaho [ B
. WS NAME [NONMETAL MOLDS AND CRUCIBLES {TRU): GRAPHITE HEELS
NO MIGRATION VARIANCE PETITION_(Intcmtatiun Incomplete

WASTE MATRIX CODE - Site (5340 [ WIPP PART B APPLICATION |Not Appiicable
e - Group | Graphite Waste | TRUCON] informatian Incomplete
Y Res WASTE PARAMETERS (kg/m3)  Max Avg Min
Site [ID-EGG-137TN-211 ]
Assigned [RF-303 . Inorganics ron-Based
g Metals/Alloys
Aluminum-Based
: . Metals/Alloys
WASTE VOLUMES (cu. m) Other Metals
Retrievable - Other Materials  1673.08  115.38 0.00
Projected Organics Celulosics
Total ., Rubber
EPA CODE(s) " Plastics
. Solidified Organic Matrix
Inorganic Matrix
Soils Soil
" Packaging Materials  Steel 141.83
Plastic 39.42
| o
Footnotes: 14,17, 21, 22, 27 ]

E-142



WASTE STREAM PROFILES (conminuenfAQ-34-1005, Rev. @

June 1984

28-Jun-94

 DATABASEWSID [IN-W368 ] HANDLING[CH FIELD OFFICE |ldano
WS NAME [NONMETAL MOLDS AND CRUCIBLES (TRU): GRAPHITE SCARFINGS
NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE - Site 5340 WIPP PART 8 APPLICATION [Not Applicable
i _ - Group | Graphits Waste | TRUCON] information Incomplete

C's WASTE PARAMETERS (ka/m3}  Max Avg Min
Sie HD-EGG-137TN-310 ]
Assigned [RF-303 | Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES [cu. m.) Other Metals
Retrievable Other Materials 1673.08 115.38 0.00
Projected Organics Celulosics
Total Rubber
EPA CODE(s) Plastics
_ 4 Solidified  Organic Matrix
1 Inorganic Matrix
4 Sails Soil
* Packaging Materials Steel 141.83
Plastic 39.42

Footnotes: |1 417,21, 22 27

E - 143



WASTE STREAM PROFILES  (conTinuepFAC-94-1005, Rev. 0

June 1994
29-Jun-94
~ DATABASEWSID IN-W359 HANDLING[CH |  FIELD OFFICE [igaho |

WS NAME BONMETAL MOLDS AND CRUCIBLES (TRU): SCARFED GRAPHITE CHUNKS
NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site 5340 yWIPF PART B APPLICATION |Not Applicable
- Group | Graphite Waste TRUCON/ information Incompiete
e WASTE PARAMETERS (kg/m3]  Max Avg  Min
Site ID-EGG-137TN-303
Assigned |RF-303 Inorganics Iron-Based
: Metals/Alloys
Aluminum-Based
e Metals/Alloys
WASTE VOLUMES ey, m,) Other Metals
Retrievable ® Other Materials  1673.08  115.38 0.00
Projected Organics Celulosics
Total N Rubber
EPA CODE(s) o Plastics
. Solidified  Organic Matrix
- Inorganic Matrix
= Soils Soil
i Packaging Materials = Steel 141,83
Plastic 39.42
i\ \../ ;
Footnotes: [14,17,21, 22, 27 ]

E-144



WASTE STREAM PROFILES (conminuepfAQ-94-1005, Rev. 0

June 1984

29-Jun-94

DATABASE WS ID [IN-W370

HANDLING|CH

FIELD GFFICE |ldaho

WS NAME @JONMETAL MOLDS AND CRUCIBLES (TRU): GRAPHITE WASTE

WASTE MATRIX CODE - Sie
D - Group

NO MIGRATION VARIANCE PETITION l Infermation Incomplete

| WIPP PART B APPLICATION |Not Applicable

Graphite \Waste

TRUCON| Information Incomplete

Site [ID-EGG-137TN-115

WASTE PARAMETERS (kq/m3)

Max Avq  Min

Assigned |RF-303

WASTE VOLUMES icu, m)

Retrievable - 67
Projected =i
Total 67

EPA CODE(s) '

§. Solidified

1 Packaging Materials Steel

Iron-Based
Metals/Alloys

Aluminum-Based
Metals/Alloys
Other Metals
Other Matcrials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix
Soils Soil

Inorganics

Organics

Plastic

1673.08  115.38 0.00

141.33
39.42

Footnates: 14,17, 21,22, 27

E-145



WASTE STREAM PROFILES  (conmugof 0541035 Rev.0

June 1994

28-Jun-94

[.:?_ATABASE WSID [IN-W3T1

HANDLING|CH [ FIELD OFFICE !ldaho

WS NAME {METALS (TRU): ZINC MAGNESIUM ALLOY METAL

NO MIGRATION VARIANCE PETITION | information Incomplete
5100 | WIPP PART B APPLICATION [Not Applicable

WASTE MATRIX CODE - Site
Heiov oy - Group

m

Unspecified Metal Waste

TRUCON] Information Incompiete

Ste [ID-EGG-132TN-416

Assigned |RF-480

WASTE VOLUMES (cu. m,)

Retrievable 0
Projected 0

Total 70

EPA CODE(s}

ASTE PARAMETERS (k Max Avg Min
Inorganics Iron-Based 256.10  256.10 0.00
Metals/Alloys
Aluminum-Based 2777 2777 0.00
Metals/Alloys
Other Metals 24.68 24.68 0.00
Other Materials 29.28 29.28 0.00
Organics Celulosics 45.27 7.43 0.00
Rubber
Plastics 67.57 15.09 0.00
4§ Solidified Organic Matrix
i Inorganic Matrix
1 Soils Seil
Packaging Materials Steel 141.83
s Plastic 39.42

Footnotes: 14,17, 21,22, 27

E-146



WASTE STREAM PROFILES (conmnuepfA0-94-1005, Rev. 0

June 1984
29-Jun-94
DATABASE WS ID |IN-WaT2 HANDLING|RH FIELD OFFICE [idaho |

WS NAME [METALS {TRU): MET SAMPLES FISSILE
NO MIGRATION VARIANCE PETITION | Infonmation Incomplete

WASTE MATRIX CODE - Site 8200 l WIPP PART B APPLICATION [Not Applicable
Bt e - Group | Unknown Waste TRUCON; information Incomplete

: 0e's WASTE PARAMETERS (kgim3]  Max Avg Min
Site [ID-EGG-132TN-081
Assigned [UNK Inerganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOL! fcu, m.) Other Metals
Retrievabie v Other Materials
Projected i Organics Celulosics
Total Rubber
EPA CODE(s) Plastics
| Selidified  Organic Matrix
1 Inorganic Matrix
L: Soils Soil
" Packaging Materials Stee! 141.83
Plastic 39.42

Footnotes: (14, 17, 21,22, 27 ]




WASTE STREAM PROFILES

ADQ-94-1005, Rev. 0
ONTINUED
© NU P June 1994

29-Jun-84

HANDLING|CH

FIELD OFFICE |ldaho

DATABASE WSID IN-W373

WS NAME [FILTERS (TRU): INSULATION HEELS

NG MIGRATION VARIANCE PETITION [ Information Incomplete
(3000

WASTE MATRIX CODE - Site
- Group

-

| WIPP PART B APPLICATION [Not Applicabie

Salidified Inorganic Waste

| TRUCON Information Incomplete

Site [1D-EGG:118TN-361

Assigned [RF-806.2 _

WASTE voL feu. m.)

Retrievable

Projected

Total

EPA CODE(s)
NA

WAS ARA RS [k

Max Avg  Mip

| Selidified

Packaging Materials

Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber
Plastics
Organic Matrix
Inorganic Matrix
Soils Soil
Steel
Plastic

Organics

2012.02  625.00 164.90

141.83
39.42

Footnotes: (14,17, 21,22 27

E - 14t



AT

"WASTE STREAM PROFILES  (contmugp)®AC-94-1005 Rev. 0

June 1954

28-Jun-94

DATABASE WS ID IN-W374 HANDLING|CH FIELD OFFICE |idaho

WS NAME ICONCRETE - BRICK (TRU): CONCRETE, ASPHALT, ETC.

NO MIGRATION VARIANCE PETITION [ Information Incomplete

WASTE MATRIX CODE - Site 5210 [ WIPP PART B APPLICATION |Not Applicable
i - Group |!norganic Non-metal Waste TRUCON| information Incompiete
0C’s WASTE PARAMETERS (ka/md)  Max Avg  Min
Site (ID-EGG-115TN-860
Assigned [RF-374 . Inorganics Iron-Based
i Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES fcu. m.) Other Metals
Retriavable 230 Other Materials  3072.12  584.13 0.00
Projected L Organics Celulosics 1202 - 12.02 0.00
EPA CODE(s) ’ Plastics 1202 12.02 0.00
.. Solidified  Organic Matrix
Inorganic Matrix
.~ Soils Soil 14423 6490  0.00
" Packaging Materials Steel 141.83
: Plastic 39.42

Footnotes: [14, 17, 21,22, 27 ]




WASTE STREAM PROFILES  (conminuep ®A0-$4-1995, Rev.0

June 1994

23-Jun-94

KA-TO1 HANDLING{CH FIELD OFFICE [Naval Reacto] ;.
NON MIXED TRU DERIVED FROM 1DB i

NG MIGRATION VARIANCE PETITION Information Incomplete

WASTE MATRIX CODE - Site | WIPP PART B APPLICATION [Not Applicable
IR - Group | Heterogeneous Waste TRUCON| information Incompiete

o Bcs : WASTE PARAMETERS Max Avg Min
Site | Not Reparted
Assigned |OR001 Inorganics Iron-Based 171635  96.15 0.00
Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals 21.25 0.03 0.00
Retrievable 2 Other Materials 24.04 2.41 0.00
Psroje-thedl 0 Organics Celulosics  184.81 80.91 0.00
ota ;

Rubber 17.88 7.36 0.00
Plastics 149.04 64.90 0.00

.: Solidified Organic Matrix 2.98 0.01 0.00
fff Inorganic Matrix
~ Soils Soil .
" Packaging Materials  Stee] 141.83
i Plastic 39.42
b

These are not actual site-generated waste streams. The non-mixed TRU waste
volume was calculated from the difference between the 1993 IDB and the Phase ||
MWIR. These IDCs, WMCs, and WMCGs were generated by toning the TRU
waste volumes to the major mixed TRU waste streams.

Footnotes: |15,17,21, 22, 27 ]




WASTE STREAM PROFILES

AQ-94-1005, Rev. 0

(CONTINUED

June 1994
29-Jun-34
ﬁATABASE WSID [KA-WOB HANDLING|RH FIELD OFFICE {Naval Reacto
Ce WS NAME [TRANSURANIC DEBRIS
NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE - Site S000 | WIPP PART B APPLICATION | Information Incomplete
B - Group |Haterogeneous Waste TRUCDNmfotmatinn Incomplete

1BC's

. WASTE PARAMETERS (kg/m3) Max Avg Min
Site | Not Reported
Assigned [OR-001 Inorganics Iron-Based 1716.35 96.15 ¢.00
Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
_ Metals/Alloys
WASTE VOLUMES [cu. m.) Other Metals 21.25 0.03 0.00
Retrievable gk Other Materials 24.04 241 0.00
Projected Organics Celulosics  184.81 80.91 0.00
Totad Rubber 17.88 7.36 0.00
Plastics 149.04 64.90 0.00
Solidified Organic Matrix 2.98 0.01 0.00
Inorganic Matrix
] Soils Soil
" Packaging Materials Steel 141.83
Plastic 39.42
Footnotes: L ]




WASTE STREAM PROFILES (ConTIUED 094100, v

June 1954

HANDL!NG‘CH I FIELD OFFICE Albuguerque

- WS NAME |NON MIXED TRU DERIVED FROM IDB
NO MIGRATION VARIANCE PETITION Information Incompiete

| WIPP PART B APPLICATION [Not Applicable
Solidified inorganic Waste ___| TRUCON Information Incomplete ]

WASTE PARAMETERS {kg/ma) Max Avg Min

Site

Rssigned [aGoy

Inorganics Iron-Based

Metals/Alloys

Aluminum-Based

Metals/Alloys

WASTE VOLUMES feu, m,) Other Metals
Retrievable ! Other Materials
Projected Organics Celulosics
Total Rubber

Plastics

: Solidified Organic Matrix

Inorganic Matrix 110577 1004 g 759.62
{1 Soils Soil

" Packaging Materials Steel 141.83

Plastic 39.42

These are not actual site-generated waste streams. Th
volume was calculated from the difference between the 1
MWIR. These iDCs, WMCs, ang WMCGs were generated
waste volumes to the major mixed TRU waste streams.

Footnotes:

E-152



WASTE STREAM PROFILES

AO-94-1005, Rev. (

{CONTINUED June 1994
29-Jun-94
_DATABASEWS ID [(A-To2 | HANDLING[RH | FIELD OFFICE [Albuquerque |
' WS NAME [NON MIXED TRU DERIVED FROM IDB
NO MIGRATION VARIANCE PETITION | Information [ncompiete
WASTE MATRIX CODE - Site T WIPP PART B APPLICATION |Not Applicable
RN - Group | Heterogensous Waste TRUCON| Information incompiete
L WASTE PARAMETERS {kg/m3]  Max Avg Min
Site | Nat Reported
Assigned [OR-001 . . Inorganics Iron-Based 171635  96.15 0.00
Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
Metais/Alloys
ASTE VO Other Metals 21.25 0.03 0.00
Refrievable Other Materials 24.04 2.41 0.00
Projected Organics Celulosics  184.81 80.91 0.00
Total Rubber  17.88 7.36 0.00
Piastics 149.04 64.90 0.00
4. Solidified Organic Matrix 2.98 0.01 0.00
Inorganic Matrix
4 Soils Seil
* Packaging Materials Steel 141.83
Plastic 39.42

These are not actual site-generated waste streams. ‘The

n-mixed TRU waste |

volume was calculated from the difference between the 1993 |IDB and the Phase Il

MWIR. These IDCs, WMCs, and WMCGs were generated by

waste volumes to the major mixed TRU waste streams.

rtioning the TRU

Footnotes: {15,17,21,22,27




WASTE STREAM PROFILES (CONTINUED)™ 341005, Rev. 0

June 1994

ATABASEWS ID [TA 703 [ HANDLING[CH FIELD OFFICE _’
WS NAME |NON MIXED TRU DERIVED FROM 108

NO MIGRATION VARIANCE PETITION | information Incomplete

WASTE MATRIX CODE - Site L | WIPP PART B APPLICATION [Not Applicable
e eis, - Group | Heterogeneous Waste | TRUCON/ Information Incomplete
L BCs WASTE PARAMETERS (ka/m3)  Max Avg Min
Site [Not Reported i
Assigned [ORO01 Inorganics Iron-Based 1716.35  96.15 0.00
HE Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
; i Metals/Alloys
WASTE VOLUMES (cu. m) Other Metals ~ 21.25 0.03 0.00
Retrievable |  532] Other Materials  24.04 241 0.00
Projected Organics Celulosics  184.81 80.91 0.00
Total

Rubber 17.88 7.36 0.00

2 Solidified Organic Matrix 2.98 0.01 0.00

{ Inorganic Matrix
- Soils Soil
* Packaging Materials Steel 141.83

Plastic 39.42

These are not actual site-generated waste streams. The non-mixed TRU waste
volume was calculated from the difference between the 1993 IPB and the Phase il
MWIR. These IDCs, WMCs, and WMCGs were generated by portioning the TRU
waste volumes to the major mixed TRU waste streams.

Footnotes: 15,17, 21,23, 27 . |



WASTE STREAM PROFILES

CAO-94-1005, Rev. 0

(CONTINUED} June 1994
29-Jun-94
DATABASE WS ID [LA-W034 HANDLING[CH

FIELD OFFICE lA!buquerque

WS NAME

SCRAP METAL - S50DIUM

- Site

WASTE MATRIX CODE
RN - Group

_iDC's

NO MIGRATION VARIANCE PETITION ] information Incomplete

5290

| WIPP PART B APPLICATION

information incomplete

Solidified Inorganic Waste

Site [Not Reported

WASTE PARAMETERS (ka/m3)

Max

TRUCON | information Incomplete

Avg  Min

Assigned |LA-002

WASTE VOLUMES (cu. m)
Retrievable

Projected

Totat

EPA CODE(s)

Inorganics

Organics

1. Solidified

. Soils
Packaging Materials

Iren-Based
Metals/Alloys

Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix
Soil
Steel
Plastic

736.84

736.84 0.00

141.83
39.42

Footnotes: (7, 16,17 21,22, 23,

E-1355



WASTE STREAM PROFILES {CONTINUED) 941005, Rev. 0

June 1994

259-Jun-94

DATABASE WS ID LA-wQ3s ] HANDLING CH FIELD OFFICE Albuquerque ,

WS NAME |DEBRIS-BARIM ]

NO MIGRATION VARIANCE PETIT!ON_[ Information Incomplete 7
WASTE MATRIX CODE - Site %O | WIPP PART B APPLICATION J Information Incomplete ]
N - Group Unspecified Metal Waste } TRUCON]_IEfonnatian Incomplete 7

WASTEPARAMETERS thgim3]  Max  Avg M

Site

Assigned |LA-0D5 e Inorganics Iron-Based 93137 254.42 0.00
Metals/Alloys
Aluminum-Based 9.86 2.69 0.00
e Metals/Alloys
WASTE VOLUMES (cu. m,) Other Metals 4445 1214 0.00
Retrievable gt Other Materiais 529 0.96 0.00
Projected | g Organics Celulosics 0.12 0.06 0.00
[ T : Rubber 18031 88.71 0.00
EPA CODE(s) N Plastics 0.02 0.01 0.00
4 Solidified  Organic Matrix
i Inorganic Matrix
1 Soils Soil
{ Packaging Materials Steel 141.83
Plastic 39.42

Footnotes: I_'I_G.J 7.21,22. 3 j

E-156



WASTE STREAM PROFILES  (conminugn)>0-94-1005. Rev. 0

Jung 1994

28-Jun-94

" DATABASEWSID [AW03 | HANDLING[CH | _ FIELD GFFICE_[Abugquerque

Y.t Ws NAME |PROCESS RESIDUE - CHROMIUM/LEAD
. NO MIGRATION VARIANCE PETITION | information Incomplete

WASTE MATRIX CODE - Site 9100 | WIPP PART 8 APPLICATION | Information Incomplete
o - Group | Solidified Inorganic Waste TRUCON| information Incompiete
oc's WASTE PARAMETERS {kq/m3} Max Avg Min
Site |Not Reported b
Assigned |LA-O06 _ | Inorganics Iron-Based
e Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals
Retrievable 116 Other Materials
Projected w2 Organics Celulosics
EPA CODE(s) Plastics
. Solidified  Organic Matrix
' Inorganic Matrix 128827 1226.73  1216.15
= Soils Soil
" Packaging Materials  Steel 141.83
Plastic 39.42

Footnates: [2, 16,17, 21,22, 23 |

E -157



WASTE STREAM PROFILES  (conmmuecfA%-54-1005. Rev. o

June 1994

29-Jun-94

s 'DATABASE Ws ID

LA-WQ37 ]

HANDLINGICH

WS NAME

LEAD SHIELDING AND DEBRIS

FIELD OFFICE Albuquerque
j

NO MIGRATION VARIANCE PETITIO

hﬂ:nformation Incomplete

| WIPP PART B APPLICAT

TON l Information Incomplete

9120
Lead/Cadmium Metal Waste

WASTE MATRIX CODE - Site
A - Group
Site | Net Reported

Assigned |RF-321 7

WASTE VOLUMES (cu. m)

Retrievabie
Projected 1824
Total 3874
EPA CODE(s)
DO08C

WASTE PARAMETERS fkq/m3)

| TRUCON] Information Incompiete

-

Max Avg

Min

A Solidiﬁed

' Packaging Materials

Iron-Based
Metals/Alloys

Aluminum-Based
Metals/Alloys

Other Metals

Other Materials

Celulosics

Rubber

Plastics

Organic Matrix

Inorganic Matrix

Soil
Steel
Plastic

Inorganics

Organics

Sails

913.46  302.38

141.83
39.42

76.92

Footnotes: [15, 17,21, 22,23




WASTE STREAM PROFILES (conmmuerf*C-941005 Rev. 0

June 1984
29-Jun-94
_QATABASE wsID [LA-w038 | HANDLING|CH FIELD OFFICE |Albuquerque
ER WS NAME JCEMENTED PROCESS SLUDGE, DEBRIS - LEAD
NO MIGRATION VARIANCE PETITION ] Information incomplete
WASTE MATRIX CODE - Site 9100 I WIPP PART B APPLICATION | Information Incomplete
e - Group Solidified Inorganic Waste TRUCON)| Information Incompiete
. C's WASTE PARAMETERS (kg/m3)  Max Avg Min
Site | Not Reported
Assigned [LA-D06 Inorganics Iron-Based
§ Metals/Alloys
Aluminum-Based
: . Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals
Refrievabile i 15 Other Maternials
Projected 127 Organics Celulosics
Total 143 Rubber
EPA CODE(s) Plastics
2| Solidified  Organic Matrix
Inorganic Matrix  1288.27 122673  1216.15
- Soils Soil
Packaging Materials Steel 141.83
: Plastic 3942
Footnotes: [2,16,17,21, 22,23 Il
-

-~



WASTE STREAM PROFILES (continuenCAO-94-1005. Rev. 0

June 1694
29-Jun-94
B H
DATABASE WS ID |LA-WO3g J HANDLINGCH FIELD OFFICE iAlbuquerque
- WIS NAME DECONTAMINATION WASTE - FOO1, FOO2 —J

NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE

- Site
- Group

WASTE VOLUMES (eu, m.

Retrievable 276
Projectad 1433
Total 1710
EPA CODE(s)
FOO2
FOO1

Footnotes: 16,17, 21, 22, 23

E - 150

5490 | WIPP PART B APPLICATION | information Incompiete q
Heterogeneous Waste TRUCON| Information incomplete
WASTE PARAMETERS (kg/m3]  Max Avg Min
—_'} Inorganics Iron-Based 0.04 0.04 0.00
Metals/Alloys
Aluminum-Based 0.36 0.36 0.00
Metals/Allays
Other Metals 18.18 18.18 0.00
Other Materials 6.84 6.84 - 0.00
Organics Celulosics 68.70 62.07 0.00
Rubber 1.16 1.05 0.00
Plastics 5.72 5.17 0.00
i Solidified Organic Matrix
‘E Inorganic Matrix
- Soils Soil
Packaging Materials Steel 141.83
Plastic 39.42



WASTE STREAM PROFILES (coninuep(A©-841005. Rev. 0

June 1994
28-Jun-94
DATABASE WS ID [LA-WO40 HANDUINGI|CH FIELD OFFICE |[Albuguerque
W5 NAME [CEMENTED PROCESS SLUDGE - CR, SOLVENTS
NG MIGRATION VARIANCE PETITION | information incomplete
WASTE MATRIX CODE - Site 9100 | WIPP PART B APPLICATION | Information Incomplete
- Group Solidified Inorganic Waste TRUCON| information incomplete
e's STE PARAMETERS (kq/m3 Max Avg Min
Site |'Not Reported
Assigned [LAGO3 Inorganics Iron-Based
o Metals/Allovs
Aluminum-Based
Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals
Retrievable 184 Other Materials
Projected 230 Organics Celulosics
EPA CORE(s) Plastics
FOO5A {: Solidified Organic Matrix
Foo1 Inorganic Matrix 110577 1004.81  759.62
sz " N B - -
DOO7A { Seils Soil
Packaging Materials Steel 141.83
Plastic 39.42

Footnotes: ES. 17,21, 22,23




WASTE STREAM PROFILES

CAQ-94-1005, Rev. 0
{CONTINUED) June 1994

29-Jun-94

DATABASEWS ID [[A-W04]

HANDIJNGICH

FIELD OFFICE |Albuquerque

WS NAME |DEWATERED TREATMENT SLUDGES - FOO1,25

NOD MIGRATION VARIANCE PETITION | Information Incampiete
| WIPP PART 8 APPLICATION | Information Incompiete

WASTE MATRIX CODE - Site
~ Group

iDC's

Site | Not Reported

Solidified Inorganic Waste

TRUCON] Information Incomplete

Assigned [LA-003

WASTE VOLUMES [cu. my)
Retrievabie !

Projected
Total

EPA CODE(s)
FoO1
FOO5A
Foo2

WASTE PARAMETERS (ka/m3)  Max Avg Min
Inorganics - Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Organics Celulosics
Rubber
Plastics
- Solidified Organic Matrix
Inorganic Matrix  1105.77  1004.81 95942
© Soils Soil
Packaging Materials Steel 141.83
Plastic 39.42

Footnotes: |2, 16,17, 21, 22 23

E - 162



WASTE STREAM PROFILES (conminuepy 0841005 Rev. 0

June 1994

29-Jun-94

'DATABASEWSID [LAWo42 HANDLING[CH | _ FIELD OFFICE [Albuguerque
" WS NAME |LEAD WASTE

NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIXCODE - Site 5120 | WIPP PART B APPLICATION | information incomplete

- Graup | Lead/Cadmium Metal Waste TRUCON| Information Incompiete
. WASTE PARAMETERS (ka/m3) Max Avg Min
Site | Not Reported
Assigned |RF-321 Inorganics ron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES (cu. .} Other Metals 913.46 302.88 76.92
Retrievabie Other Materials
Projected Organics Celulosics
Total Rubber
EPA CODE(s) Plastics
; Solidified Organic Matrix
Inorganic Matrix
5 Soils Seil
" Packaging Materials  Steel 141.83
Plastic 3o.42

Footnotes: (16, 17, 21,22, 23

E- 163



WASTE STREAM PROFILES (CONTINUED)CAO-84-1005, Rev. 6

June 1994
28-Jun-94
DATABASEWS ID [LA-W043 HANDLING[CH FIELD OFFICE [Albuguerque
e WS NAME [DECONTAMINATION WASTE
“.. NO MIGRATION VARIANCE PETITION | Information Incompiete
WASTE MATRIX CODE '- Site 5450 | WIPP PART B APPLICATION | Infarmation Incomplete
e - Broup | Heterogeneous Waste | TRUCON] Information Incomplete ]
e WASTE PARAMETERS fka/m3)  Max Avg Min
Site | Not Reported ] .
Assigned [LA-001_ Inorganics Iron-Based 0.04 0.04 0.00
i : Metais/Alloys
Aluminum-Based 0.36 0.36 0.00
Metals/Alloys
A u, Other Metals 18.18 18.18 0.00
Retrievable 1184 Other Materials 6.84 6.84 0.00
Projected | p Organics Celulosics 68.70 62.07 0.00
Total 184 Rubber 116 105 000
EPA CODE(s) ' Plastics 3.72 547 0.00
Fo02 . Solidified  Organic Matrix
FoO1 : Inorganic Matrix
- Soils Soil
- Packaging Materials Steel 141.83
P ; Plastic 39.42
s
Footnotes: (16,17, 21,23, 23 _J

E - 64



WASTE STREAM PROFILES (connnuepChe341005: Rev. 0

June 19394
29-Jun-94
.- DATABASEWSID [LA-Wo044 HANDLING[CH FIELD OFFICE [Albuguerque |
S WS NAME (CEMENTED PROCESS SLUDGE
2. NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE - Site 9100 [ WIPP PART B APPLICATION | Information incomplete
o - Group | Solidified Inorganic Waste TRUCON| Information incomplete
0C's WASTE PARAMETERS (kg/m3) Max Avg Min
site [ Not Reported ]
Assigned |LAOO3 ] Inorganics Iron-Based
SR Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES {eu. m,) Other Metals
Retrievahle 2658 Other Malerials
Projected -0 Organics Celulosics
Total 2358 Rubbcr
EPA CODE(s) Plastics
DOO7A . Solidified Organic Matrix
FOOSA - Inorganic Matrix 110577 100481  759.62
FOO02 E .
Foo1 Soils . Soil
Packaging Materials Steel 14183
o Plastic 39.42
Footnotes: [2, 16,17, 21, 22, 23 ]




WASTE STREAM PROFILES (CONTINUED)CAC-94-1005, Rev. 0

June 1984

29-Jun-94

. DATABASEWS ID [LA-WOaS

WASTE MATRIX CODE

HANDLING[CH FIELD OFFICE_[Albuquerque
WS NAME [DEWATERED TREATMENT SLUDGES |
NO MIGRATION VARIANCE PETITION | information incomplete —’
- Site (9100 | WIPP PART B APPLICATION | Information Incomplete

- Group | Solidified Inorganic Waste

Site [ Not Reported

Assigned [LA-003

WASTE VOLUMES fcu. my)

Retrievable 148
Projected 20
Total tag
EPA CODE(s)
FOO1
Foo2
FOOSA

AS

PARAM S {(kg/m3

Max

TRUCON| Information Incomplete

Avg

Min

Inorganics

Organics

- Solidified

SU“S
Packaging Materials

Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix
Soil
Steel
Plastic

1105717

1004.81 759.62

141.83
39.42

Footnotes: |2, 16,17, 21, 22, 23

m
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WASTE STREAM PROFILES

(CONTINUED)

CAD-94-1005, Rev. 0
June 1994

29-Jun-94

DATABASE WS 10 [L8-T01

HANDLING|CH

FIELD OFFICE {San Francisc

WS NAME |[NON MIXED TRU

NO MIGRATION VARIANCE PETITION | Information incomplete

WASTE MATRIX CODE - Site

- Group

| WIPP PART B APPLICATION

Not Applicable

Unknown Waste

Site [Not Reported

TRUCON| Infarmation Incomplete

WASTE PARAMETERS (kg/m3)  Max Avg Min

Assigned |UNK

Inorganics

Retrievable

=0

Projected

IS 2

Organics

Total

R & Solidified

Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix

1. Soils Soil
" Packaging Materials Steel

Plastic

141.83
3942

These are not actual site-generated waste streams. The non-mixed TRU waste
volume was calculated from the difference between the 1993 IDB and the Phase |l

MWIR. These IDCs, WMCs, and WMCGs were generated by
waste volumes to the major mixed TRU waste streams.

ioning the TRU

Footnotes: [15, 20, 21, 22, 27,




WASTE STREAM PROFILES  (conmnuen 20941005, Rev. 0

June 1994
29-Jun-94
 DATABASEWS ID [LL-T07 HANDLINGICH |  FIELD OFFICE [Oaidand o
e WS NAME |NON MIXED TRU DERIVED FROM DB ‘
NO MIGRATION VARIANCE PETITION Information Incamplete
WASTE MATRIX CODE - S$ite I WIPP PART B APPLICATION [Not Applicable
- Group | Soiidified Inorganic Waste TRUCON| Information incomplete

. iDC's WASTE PARAMETERS {kg/m3) Max Avg Min
Site | Not Reported
Assigned [UNK = Inorganics Iron-Based
o Metals/Alloys
Aluminum-Based
Fare Metals/Alloys
WASTE VOLUMES {cu. m.} Other Metals
Retrievable M Other Materials
Projected 810 Organics Celulosics
Total 920 ) Rubber
) Plastics
3. Solidified Organic Matrix
Inorganic Matrix
4 Seils Soil
~ Packaging Materials Steel 14183
: Plastic 39.42

These are not actual site-generated waste streams. The on-mixed TRU waste
volume was calculated from the difference between the 1993 IDB and the Phase i
MWIR. These IDCs, WMCs, and WMCGs were generated by tioning the TRU
waste volumes to the major mixed TRU waste streams.

Footnotes: ES, 18,21, 22,27 T

- 168



WASTE STREAM PROFILES (conmmugnf#®941095 Rev ©

June 1894

29-Jun-94

DATABASE WS ID [[L-T02 HANDLING|CH FIELD OFFICE [Oakiand

WS NAME |NON MIXED TRU DERIVED FROM (DB

NO MIGRATION VARIANGE PETITION I Information Incomplete

WASTE MATRIX CODE - Site [ WIPP PART B APPLICATION |Not Applicable
L - Group | Heterogeneous Waste | TRUCON| Information Incomplete
: C's WASTE PARAMETERS (kg/m3)  Max Avg Min
Site |[Not Reported
Assigned [UNK - Inorganics Iron-Based
- Metals/Alloys
Aluminum-Based
i Metals/Alloys
WASTE VOLUMES (cu. m.} Other Metals
Retrievable 14 Other Materials
Projected 810 Organics Celulosics
Total |___£20] Rubber
Plastics
] Solidified  Organic Matrix
o Inorganic Matrix
1 Soils Soil
' Packaging Materials  Steel 141.83
T Plastic 39.42

These are not actual site-generated waste streams. The rion-mixed TRU waste
volume was calculated from the difference between the 1993 |[DB and the Phase |l
MWIR. These IDCs, WMCs, and WMCGs were generated by portioning the TRU
waste volumes to the major mixed TRU waste streams.

Footnotes: {15,18,21, 22,27 |




WASTE STREAM PROFILES {CONTINUED)©-34-1005. Rev. 0

June 1994

29-Jun-94

- DATABASEWSID [[L-Wo1 HANDLING[CH | FIELD OFFICE [OaKiand

WS NAME |TRU MIXED INORGANIC METAL ]
NO MIGRATION VARIANCE PETITION | Information Incompiete
WASTE MATRIX CODE - Site  [5120 | WIPP PART B APPLICATION | Information Incomplete
RN - Group | Lead/Cadmium Metal Waste TRUCON/ information incomplete

L bes WASTE PARAMETERS (ka/m3)  Max Avg Min
Site [ Not Reported -
Assigned [RF480 . Inorganics Iron-Based  256.10  256.10 0.00
T ‘Metals/Alloys
Aluminum-Based 27.77 2777 0.00
: Metals/Alloys
WASTE VOLUMES fcu. m) Other Metals 2468 2468  0.00
Retrievable 1 Other Materials 29.28 29.28 0.00
Projected .28 Organics Celulosics ~ 45.27 7.43 0.00
Totaf 2 Rubber
Plastics 67.57 15.09 0.00
4 Solidified Organic Matrix
' Inorganic Matrix
Soils Seil
Packaging Materials Steel 141.83
s Plastic 39.42

Footnotes: (16,17, 21, 22 23 i

E =170



WASTE STREAM PROFILES conmnueoy” 41092 Rev 0

June 1994

28-Jun-94

'DATABASE WS D [LL-W018 { HANDLING[CH FIELD OFFICE_[Cakiand

WS NAME [TRU MIXED HALOGENATED SOLVENTS
NGO MIGRATION VARIANCE PETITION | Information incomplete

WASTE MATRIX CODE - Site (2110 TWIPP PART B APPLICATION | Information incomplete

- Group | Sclidified Organic Waste | TRUCON| Information Incomplete |
Site | Not Reported |
Assigned [RF-801 .. . ) Inorganics Iron-Based
e Metals/Alloys
Aluminum-Based
ot Metals/Alloys
WASTE VOLUMES (cu. m] Other Metals
Retrievabie K ‘ Other Materials
Projected 4 Organics Celulosics
Total 22 Rubber
Plastics
4 Solidified Organic Marix 113462 923.08 350.96
Inorganic Matrix
Soils Sail
" Packaging Materials Steel 141.83
: Piastic 3942

Footnotes: (1,8, 16, 17, 21,22, 23




WASTE STREAM PROFILES

(CONTINUED)

CAD-94-1005, Rev. O
June 1994

29~Jun-94

DATABASEWS 10 [[L-W020 !

HANDLING|CH

FIELD OFFICE [Oaktand

WS NAME ' TRU MIXED SULFURIC ACID

NO MIGRATION VARIANCE PETITION l information Incomplete

WASTE MATRIX CODE - Site
- Group

Incs

1210

_| WIPP PART B APPLIGATION | Information incomplete

Solidified Ingrganic Waste

Site [Not Reported

Assigned |RF-800

]
]

WASTE VoL (eu_my

Retrievable P2
Projected 42
Total ;

WAS ARAMETERS (k

| TRUCON| Information Incomplete

Max  Avg  Min

}. Solidified

}  Sails
| Packaging Materials

Iron-Based
Metals/Alloys

Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix
Soil
Steel
Plastic

Inorganics

Organics

1057.69

79327  346.15

141.83
39.42

Footnotes: (1,8, 16,17,21, 22, 23

E-i7:



WASTE STREAM PROFILES (conmmuepCA0-94-1005. Rev. 0

June 1994

29-Jun-94

DATABASE WS ID [MD-To! | HANDUNGICH |
S WS NAME )EON MIXED TRU DERIVED FROM |DB
NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site ! WIPP PART B APPLICATION |Not Applicable

FIELD OFFICE |Albuguergue

- Group | Solidified Inarganic Waste TRUCON] information Incomplete
s WASTE PARAMETERS (ka/m3)  Max Avg  Min
Site | Not Reparted

Assigned [RF-801 Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
. Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals
Retrievable B Other Materials
Projected 28 Organics Celulosics
Yotal 113 Rubber

Plastics
. Solidified  Organic Matrix 1134.62  923.08  350.96
: Inorganic Matrix
Soils Soil
' Packaging Materials  Steel 141.83
Plastic 39.42

These are not actual site-generated waste streams. The non-mixed TRU waste
volume was calculated from the difference between the 1993 IDB and the Phase li
MWIR. These IDCs, WMCs, and WMCGs were generated by ioning the TRU
waste volumes to the major mixed TRU waste streams.

Footnotes: (15,17, 18, 21,22, 27

in
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WASTE STREAM PROFILES (conmmuepf 20941005, Rev. 0

June 1994

29-Jun-94

DATABASE WS ID [MD-T0Z
- WS NAME |NON MIXED TRU DERIVED FROM IDB
NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE . Site | | WIPP PART B APPLICATION [Not Applicable
G - Group | Combustible Waste TRUCON| Information Incomplete

HANDUNG[CH | _FIELD OFFICE [Abuguende | :. -

pcs

. ASTE PARAMETERS [kg/m3 Max Avg Min
Site [Not Reported |
Assigned [RF-321 | Inorganics Iron-Based
; Metals/Alloys
Aluminum-Based
o Metals/Alloys
WASTE VOLUMES {eu, m) Other Metals  913.46 30288  76.92
Retrievable : 157 Other Materials
Projected 28 Organics Celulosics
Total Rubber
Plastics
1 Solidified - Organic Matrix
i g Inorganic Matrix
4 Soils Soil
* Packaging Materials Steel 141.83
Plastic 39.42
W
These are not actual site-generated waste streams. The non-mixed TRU waste
volume was calculated from the difference between the 1993 IDB and the Phase I
MWIR, These IDCs, WMCs, and WMCGs were generated by ; ioning the TRU
waste volumes to the major mixed TRU waste streams.
_ N
Footnotes: 15, 17,18, 21, 22, 27

E-174



WASTE STREAM PROFILES (conminuepfh0-841005. Rev. 0

June 1994
29-Jun-94
DATABASE WS ID [MD-WO002 HANDUING|CH FIELD OFFICE |Albuguerque
: WS NAME |CORROSIVES - TRU
""" NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE - Site 3113 | WIPP PART B APPLICATION | Information incompiete
- Group | Solidified Inorganic Waste TRUCON | Information incomplete
PG ASTE PARAMETERS (kq/m3]  Max Avg Min
Site [MD-833
Assigned |MD-836 Inorganics Iron-Based
ST Metals/Alloys
Aluminum-Based
[ — Metais/Alloys
WASTE VOLUMES {cu. m.) Other Metals
Retrievabie T2 Other Materials
Projected 0 Organics Celulosics
Total Rubber
EPA CODE(s) Plastics
¥ Solidified Organic Matrix
po028 Inorganic Matrix ~ 63029  630.29 0.00
| Seils Soil
" Packaging Materials  Steel 141.83
Plastic 39.42
Footnotes: [16,17,21,22,23 ]




WASTE STREAM PROFILES (CONTINUEDS-AO-94-1005, Rev. 0

June 1994

28-Jun-94

DATAEASE WS ID [MD-wo0a3 HANDLING[CH FIELD OFFICE [Atbuguerque | ,}-‘:'?
WS NAME |LEAD- TRU

NO MIGRATION VARIANCE PETITION [ information Incomplete

WASTE MATRIX CODE - Site  [5311 | WIPP PART B APPLICATION | Information Incomplete
: - Group | Combustible Waste TRUCON information Incomplete
2 IBcs WASTE PARAMETERS (ka/m3)  Max Avg Min
Site |MD-835 "
Assigned [RF-339 Inorganics Iron-Based
g Metals/Alioys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES (cu.m ) Other Metals  504.81  254.81 0.00
Retrievable o Other Materials  144.23 28.85 0.00
Projected Organics Celulosics 10.10 577 0.00
Total Rubber 46442 26538 0.00
EPA CODE(s) Plastics  30.29 1731 0.00
4. Solidified  Organic Matrix
i Inorganic Matrix
£ Soils Soil
| Packaging Materials Steel 141.83
Plastic 3942

Footnotes: (16,17, 21, 22, 23

E-(178
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WASTE STREAM PROFILES  continuepcA%-941005: Rev. 0

June 1994

29-Jun-94

o DATABASE WS ID [MU-w002 HANDLING|CH FIELD OFFICE |Cakland

WS NAME iMixed TRU Waste

NG MIGRATION VARIANCE PETITION | Information Incompiete

WASTE MATRIX CODE - Site 5400 [ WiPP PART B APPLICATION | Information Incomplete
- Group Heterogeneous Waste TRUCON| Information incamplete
i BCs WASTE PARAMETERS (ka/m3}  Max Avg Min
Site [OR-125A :
Assigned [OR-001... Inorganics Iron-Based 171635  96.15 0.00
' ; Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
s Metals/Alloys
WASTE VOLUMES {cu. m,) Other Metals 21.25 0.03 0,00
Retrievable 20 Other Materials 24.04 241 0.00
ij“.:rte:: l Organics Celulosics 184 81 - 80.91 0.00
(1)

Rubber 17.88 7.36 0.00
Plastics 149.04 64.90 0.00

;. Solidified Organic Matrix 2.98 0.01 0.00
i Inorganic Matrix

. Soils Soil

 Packaging Materials  Steel 141.83

Plastic 39.42

Footnotes: (16,17,21,22, 23




WASTE STREAM PROFILES  (conTinugpCAQ-94-1005, Rev. 0

June 1994

29-Jun-94

DATABASE WS ID

NT-W001

HANDLING|CH

WS NAME

NTS STORED, TRU WASTE FROM LLNL

NG MIGRATION VARIANCE PETITION lNT 111, NT 211

WASTE MATRIX CODE - Site
i - Group

iDC's

5400

| WIPP PART B APPLICATION [NR

Heterogeneous Waste

TRUCON|NT 111, NT 211

Site [LL-ooz ~

Assigned |OR-001

WASTE VOLUMES feu. m.)

Retrievable 612
Projected 0

Total

|12

EPA CODE(s)
DOO1A
CA352
CA352
CA352
CA352
CA181
CA181
CA181
CA181
CA181
CA181
Do01C
PO15

DO01A
Du02B
D003D
DO0GA
DOOEC
DO07A
DO11A
FOO1

Foo1

FOO1

F002

F003

CA181

FIELD OFFICE iNevada

WASTE PARAMETERS (kg/m3]  Max Avg Min
Inorganics Iron-Based 1716.35 96.15 0.00
Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
Metals/Alloys
Other Metals 21.25 0.03 0.00
Other Materials 24.04 241 0.00
Organics Celulosics  184.81 80.91 0.00
Rubber  17.88 7.36 0.00
Plastics 149.04 64.90 0.00
] Solidified Organic Matrix 2.98 001 0.00
1 Inorganic Matrix
g 5 Sails Soil
~ Packaging Materials  Steel 141.83
Plastic 39.42

Footnotes: (16, 17, 23

E - 178
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WASTE STREAM PROFILES (contnugn)  June 1354

29-Jun-94

.- DATABASE WSID [OR-TO1 HANDLING[CH FIELD OFFICE [Oak Ridge |
: WS NAME |NON MIXED TRU DERIVED FROM IDB
NO MIGRATION VARIANCE PETITION l Information Incomplete

WASTE MATRIX CODE - Siie i WIPP PART B APPLICATION |Not Appiicable
L - Group Salidified Inorganic Waste TRUCON! Inforrnation Incomplete

L RCs WASTE PARAMETERS (kg/m3}  Max Avg Min
Site | Not Reported

Assigned |OR-001. . Inorganics Iron-Based 1716.35 96.15 0.00

i Metals/Alloys
Aluminum-Based 1.63 0.01 0.00

Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals ~ 21.25 0.03 0.00
Retrievable 29 Other Materials 24.04 2.41 0.00
Projected i Organics Celulosics 13481 30.91 0.00

Total 66

Rubber 17.88 7.36 0.00
Plastics 149.04 64.90 0.00

1 Solidified Organic Matrix 298 0.0l 0.00
Inorganic Matrix
< Soils Soil
" Packaging Materials  Steel 141.83

Plastic 39.42

These are not actual site-generated waste streams. The fion-mixed TRU waste
volume was calculated from the difference between the 1993 IDB and the Phase I
MWIR. These IDCs, WMCs, and WMCGs were generated by portioning the TRU
waste volumes to the major mixed TRU waste streams.

Footnotes: [15, 17, 18,21, 22,27 |




WASTE STREAM PROFILES

CAO-94-1005, Rev. 0

{CONTINUED) June 1594
29-Jun-94
_J-JATABASE WS ID |[OR-TO2 HANDLING|RH FIELD OFFICE !Oak Ridge
WS NAME |NON MIXED TRU DERIVED FROM IDB
NO MIGRATION VARIANCE PETITION | Informaticn Incomplete ’
WASTE MATRIX CODE - Site | WIPP PART B APPLICATION |Not Applicable
T - Group Unknown Waste TRUCONUnfurmatjon Incomplete

B

o WASTE PARAMETERS (kg/m3)  Max Avg Min
Site | Not Reported ,
Assigned [OR-001 . Inorganics Iron-Based 171635  96.15 0.00
Metals/Alloys
Aluminum-Based 1.63 0,01 0.00
- Metals/Alloys
WASTE VOLUMES fcu. m,) Other Metals 21.25 0.03 0.00
Refrievable | - 44 Other Materials 24,04 241 0.00
Projected Organics Celulosics 184.81 80.91 0.00
Total Rubber  17.88 736  0.00
Plastics 14904  64.90 0.00
Solidified Organic Matrix 2.98 0.01 0.00
Inorganic Matrix
Sails Soil
Packaging Materials Steel 141.83
Plastic 39.42

These are not actual site-generated waste streams. “The'non-mixed TRU waste
volume was calculated from the difference between the 1993 _|DB and the Phase ]

MWIR. These IDCs, WMCs, and WMCGs were generated by
waste volumes to the major mixed TRU waste streams.

rtioning the TRU

Footnotes: 15,17, 18,

2,27
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WASTE STREAM PROFILES (conminuep~ 0541005 Rev. 0

June 1994

29-Jun-94

_DATABASEWS ID [OR-T03 | HANDUNG/CH | FIELD OFFICE [Oak Ridge

WS NAME [NON MIXED TRU DERIVED FROM IDB

NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site [ WIPP PART B APPLICATION [Not Applicable
T - Group | Heterogeneous Waste ! TRUCON| information Incomplete

Lo iDgs WASTE PARAMETERS {ka/m3)  Max Avg Min
Site | Not Réported
Assigned [OR001_ . Inorganics Iron-Based 171635  96.15 0.00
. ' Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
: ; Metals/Alioys
WASTE VOLUMES {cu. m.) Other Metals ~ 21.25 0.03 0.00
Retrievabie 958 Other Materials ~ 24.04 2.41 0.00
Projected ;336 Qrganics Celulosics 184.81  80.9! 0.00
Tota) "Ho4

Rubber 17.88 7.36 0.00
Plastics 149.04 64.90 0.00
Solidified Organic Matrix 298 0.01 0.00

Inorganic Matrix
Suils Sail

Packaging Materials Steel 141.83
; Piastic 3942

These are not actual site-generated waste streams. “The‘non-mixed TRU waste
volume was calculated from the difference between the 1993 |DB and the Phase I
MWIR. These IDCs, WMCs, and WMCGs were generated by portioning the TRU
waste volumes to the major mixed TRU waste streams.

Footnotes: [15, 17, 18, 21, 22, 27 ' ]

E - 81



WASTE STREAM PROFILES  (coninuen) AC-941005. Rev. 0

June 1894
29-Jun-34
_‘ﬁATABASE WSID [OR-TO4 HANDLING [RH FIELD OFFICE |Oak Ridge .
WS NAME [NON MIXED TRU DERIVED FROM IDB
NO MIGRATION VARIANCE PETITION | information Incompiete
WASTE MATRIX CODE - Site | WiPP PART B APPLICATION INot Applicable
Sl - Group Hetefogﬂm Waste J TRUCONL‘I’!I‘OI’N’E!WH Incomplete
L _mes WASTE PARAMETERS (kg/m3]  Max Avg Min
Site | Not Reported [
Assigned |OR-001. | Inorganics Iron-Based 1716.35 96.15 0.00
e Metals/Alloys :
Aluminum-Based 1.63 0.01 0.00
i Metals/Alloys :
WASTE VOLUMES (cu. m.) Other Metals 21.25 0.03 0.00
Retrievable 36 Other Materials 24.04 241 0.00
Projected 40 Organics Celulosics ~ 184.8] 80.91 0.00
Total 78

Rubber 17.88 7.36 0.00
Plastics 149.04 64.90 0.00
Selidified Organic Matrix 2.98 0.01 0.00

Inorganic Matrix
Sails Soil
Packaging Materials Steel 141.83

Plastic 39.42

These are not actual site-generated waste streams. ‘The ‘non-mixed TRU waste

volume was calculated from the difference between the 1993 IDB and the Phase H
MWIR. These IDCs, WMCs, and WMCGs were generated by ;
waste volumes to the major mixed TRU waste streams.

Footnotes: 1517, 18, 21, 22, 27 ]




WASTE STREAM PROFILES (conminuep,hC-941005 Rev. 0

June 1994
28~ }jun-94
}DA_TABASE WS ID |OR-W040 ! HANDLINGRH - FIELD OFFICE |Cak Ridge

" WS NAME |RH-TRU Heterogeneous Debris

NO MIGRATION VARIANCE PETITION JOR 125 (3)

WASTE MATRIX CODE - Site 5400 ] WIPP PART B APPLICATION [NR
SN - Group | Heterogeneous Waste _| TRUCON|OR 125 (3)

o incs WASTE PARAMETERS [kq/m3]  Max Avg Min
Site (2039 |
Assigned |[OR-001. . H Inorganics Iron-Based 171635  96.15 0.00
R Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
Metals/Alloys
WASTE VOLUMES fcu. my) Other Metals ~ 21.25 0.03 0.00
Retrievable 462 Other Materials ~ 24.04 2.41 0.00
Projected 198 Organics Celulosics  184.81 8091 0.00

Total 660

Rubber 17.88 1.36 0.00
Plastics 149.04 6490 0.00

}. Solidified Organic Matrix 2.98 0.01 0.00
I Inorganic Matrix
1 Soils Soil
: Packaging Materials Steel 141.83
L Plastic 39.42

Footnotes: [F,W, 23,25 l




WASTE STREAM PROFILES

CAQ-94-1005, Rev. 0
(CONTINUED) June 1994

29-Jun-94

DATABASE WS ID [OR-WO4z

HANDUNGI[CH

FIELD OFFICE ;Oak Ridge

WS NAME |Inactive Storage Tank Contents - MTRU Siudge

WASTE MATRIX CODE - Site
SR - Group

NO MIGRATION VARIANCE PETITION information Incomplete

| WIPP PART B APPLICATION | Information incompiete

Salidified Ingrganic VWaste

| TRUCON| trformation Incompiets

WASTE PA ETERS {ka/m3

Max Avg Min

Site {2041
Assigned |RF-800. .

WASTE VOLUMES fcu. m.)

Retrievable 410
Projected )

Total ffi‘! 0

3 Solidified

Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix
Soils Soil

Organics

I Packaging Materials Steel

Flastic

1057.69 79327  346.15

141.83
39.42

Footnotes: /16, 17, 21,22, 23

E - 184



WASTE STREAM PROFILES (conueny 341995 ev. 0

June 1994

29-Jun-94

-P;T EWsID [GRWOd HANDLING[CH FIELD OFFICE [Oak Ridge
il WS NAME |CH-TRU Heterogeneous Debris

NO MIGRATION VARIANCE PETITION [OR 125 (3)

WASTE MATRIX CODE - Site 5400 [ WIPP PART B APPLICATION | Information Incomplete
- Group | Heterogeneous Waste TRUCONIOR 125 (3)

o WASTE PARAMETERS (kg/m3]  Max Avg Min
Site (2043 1
Assigned [OR001 . | Inorganics Iron-Based  1716.35 96.15 0.00
: Metals/Alloys .
Aluminum-Based 1.63 0.0!1 0.00
R Metals/Alloys
WASTE VOLUMES {cu. m) Other Metals ~ 21.25-  0.03 0.00
Retrievable 511 Other Materials 24.04 241 0.00
Projected o3 Organics Celulosics  184.81 80.91 0.00
Total 784 Rubber  17.88 7.36 0.00
Plastics  149.04 64.90 0.00
| Solidified Organic Matrix 2.98 0.01 0.00
Inorganic Matrix
b soils Soil
' Packaging Materials Steel 141.83
: Plastic 39.42
Footnotes: (16,17, 23,25 ]

- - 185



WASTE STREAM PROFILES

June 1984
29-Jun-94
. DATABASEWSID loR-woes1_ ) HANDLINGICH | _FIELD OFFICE [Dak Ridge
R WS NAME |CH-TRU Uncategorized
NO MIGRATION VARIANCE PETITION [OR 125 (3)
WASTE MATRIX CODE - Site 8000 | WIPP PART B APPLICATION | Information Incompiete
A - Group | Solidified Inorganic Waste TRUCON|OR 125 (3)
) WASTE PARAMETERS (kg/m3]  Max Avg Min
Site [2044
Assigned [OR-001 | Inorganics Iron-Based 1716.35  96.15 0.00
P Metals/Alloys
_ Aluminum-Based 1.63 0.01 0.00
S Metals/Alloys
WASTE VOLUMES (cu. m,) Other Metals 21.25 0.03 0.00
Retrievable e Other Materials 24.04 241 0.00
Projected ) Organics Celulosics 184,81 80.91 0.00
Toual : - Rubber  17.88  7.36  0.00
Plastics 145.04 64.90 0.00
§: Solidified Organic Matrix 2.98 0.01 0.00
Inorganic Matrix
- Soils Soil
 Packaging Materials  Steel 141.83
Plastic 39.42

Footnotes: (16, 17, 23,25

E-186
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WASTE STREAM PROFILES (conmmugnf 0341005 Rev. 0

June 1994

25-Jun-94

' DATABASEWSID [OR-W0452 HANDUING[CH FIELD OFFICE_[Oak Ridge

WS NAME |CH-TRU Uncategorized

NO MIGRATION VARIANCE PETITION [OR 125

WASTE MATRIX CODE - Site 8000 "~ | WIPP PART B APPLICATION | Information incomplete
AR - Group | Heterogenecus Waste - TRUCON|OR 125
i DCs WASTE PARAMETERS (ka/m3)]  Max Avg Min
Site [2044
Assigned |OR-D01. Inorganics Iron-Based [716.35 96.15 0.00
Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
Metals/Alloys
WASTE VOLUMES jcu_m.,) Other Metals 2125 0.03 0.00
Retrievable £ Other Materials 24.04 2.41 0.00
Projected -0 Organics Celulosics  184.8] 80.91 0.00
Total Rubber  17.88 736 0.00
Plastics  149.04 64.90 0.00
}: Solidified Organic Matrix 2.98 0.01 0.00
' Inorganic Matrix
| Soils Soil
’ Packaging Materials Steel 141.83
Plastic 39.42
Footnotes: [16, 17, 23, 25 l




WASTE STREAM PROFILES (CONTINUED)~"C-94-1005, Rev. 0

June 1994

29-Jun-94

* DATABASEWSID [GRiwoes ]

HANDLING|RH

WS NAME |Liquid Low Level Waste Storage Tanks - Siudge

NO MIGRATION VARIANCE PETITION Information Incompiete
| WIPP PART B APPLICATION | Information Incompiete

WASTE MATRIX CODE - Site
BT - Group

3000

Soidified Inorganic Waste

TRUCON| information incomplete

Site m

‘_]

Assigned [EF-BOO

WASTE VOLUMES (eu, m,}

Retrievable 805
Projected 180

Total 785

ASTE PARAMETERS (kg/m3

Max Avg Min

:+ Solidified

Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics

. Rubber

Plastics

Organic Matrix
Inorganic Matrix

Organics

. Soils Soil
- Packaging Materials

Steel
Plastic

1057.69 79327  346.15

141.83
39.42

Footnotes: [1,8, 16,17, 21, 22, 23

E - 18¢
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WASTE STREAM PROFILES (conminugpf"9-94-1095 Rev. 0

June 1994

29-Jun-54

. _DATABASEWSID [OR-W047 HANDLING[CH FIELD OFFICE [Oak Ridge
WS NAME [CH-TRU Heterogeneous Debris (With Liquids)
NO MIGRATION VARIANCE PETITION |OR 125 (3)

~ WASTE MATRIX CODE - Site 5400 | WIPP PART B APPLICATION | Information incomplete
S - Group | Heterogeneous Waste TRUCON|OR 125 (3)
l.D_C_e WASTE PARAMETERS {kg/m3) Max Avg Min
Site [20d6
Assigned [OR-001 Inorganics Iron-Based 1716.35 96.15 0.00
:" Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
i Metals/Alloys
WASTE VOLUMES (cu. m.) Other Metals 21.25 0.03 0.00
Retrievable © 455 QOther Maierials 24.04 2.41 0.00
Projected a Organics Celulosics 184,81 80.91 0.00
Toal | %6 Rubber 1788 736 0.0
Plastics 145.04 6490 0.00
Solidified Organic Matrix 2.98 0.01 0.00
Incrganic Matrix
. Soils Soil
Packaging Materials Steel 141.83
g Plastic 3942
Footnotes: {16,17, 23, 25 )

E-189



WASTE STREAM PROFILES  (contiugp CA0-84-1005. Rev. 0

June 1984

28-Jun-94

' DATABASEWSID [PA-W014

HANDLING|CH

FIELD QFFICE |Oak Ridge

WS NAME [TRANSURANIC WASTE LIQUID

NO MIGRATION VARIANCE PETITION | Information Incomplete
| WIPP PART B APPLICATION | Information Incomplete

WASTE MATRIX CODE - Site
e - Group

Solidified inorganic Waste

TRUCON! Information Incomplete

ASTE PARAMETERS [kg/m3

Max  Avg  Min

WASTE VOLUMES (ey. m,)

Retrievable

Projected

Total

EPA CODE(s)
DOO7A
DO0ZE

. Solidified

Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix

Inorganics

Organics

| soits Soil
" Packaging Materials Steel

Plastic

1057.69 79327  346.15

141.83
39.42

Footnotes: |1, 8 16,17, 21, 22, 23

E - 19(C



WASTE STREAM PROFILES

CAD-94-1005, Rev. 0

{CONTINUED) June 1994
29-Jun-94
DATABASE WS ID [PA-WO15 HANDLING[CH | FIELD OFFICE [Oak Ridge

WS NAME |TRU AND TECHNETIUM WASTE

WASTE MATRIX CODE - Site
b : - Graup

NO MIGRATION VARIANCE PETITION l Information Incomplete

8200

I'WIPF PART B APPLICATION | Information incomplete

Unknown Waste

TRUCQON| Informatien incomplete

Site [15 ) B
Assigned [UNK Il

WASTE VOLUMES (cu. m.
Retrievable

Prajected

Total

EPA CODE(s)

WASTE PARAMETERS {kg/m3

Max Avqg Min

{. Solidified

| Packaging Materials

Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Qther Metals
Other Matenials
Celulosics

Rubber

Plastics
Organic Matrix

Inorganic Matrix

Soils Soil
Steel
Plastic

Inorganics

Organics

141.83
39.42

Footnotes: 15,21, 22, 23, 26




WASTE STREAM PROFILES (conmuepf 941005 Rev. 0

June 1994
29-Jun-94
';?;f__ DATABASEWS ID [RF.707 HANDLING[CH FIELD OFFICE [Rocky Flats | .-
- WS NAME [NON MIXED TRU DERIVED FROM 108
NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE - Site | WIPP PART B APPLICATION |Not Appiicable
EEL - Group Solidified Inarganic Waste TRUCON| Information Incomplete
2 C's WASTE PARAMETERS [k Max Avg Min
Site | Not Reported
Assigned [RF-8062 Inorganics Iron-Based
Metals/Alloys
"""" Aluminum-Based
o Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals
Retrievabie 1258 Other Materials
Projected 1124 Organics Celulosics
Total —-2?'-‘; Rubber
Plastics

1: Solidified Organic Matrix
Inorganic Matrix  2012.02  625.00  164.90

Soils Sail
Steel 141.83
Plastic 39.42

These are not actual site-generated waste streams. The rnion-mixed TRU waste
volume was calculated from the difference between the 1993 IDB and the Phase 1
MWIR. These IDCs, WMCs, and WMCGs were generated by portioning the TRU
waste volumes to the major mixed TRU waste streams.

Footnotes: 15, 18, 21, 22, 27 ]




WASTE STREAM PROFILES (continuepPA0-94-1005. Rev. 0

June 1984
28-Jun-94
Di_lf?_.TABASE WS ID [RF-TO2 HANDLINGI|CH FIELD OFFICE [Rocky Flats
e WS NAME |NON MIXED TRU DERIVED FROM IDB

WASTE MATRIX CODE - Site
A - Group

NO MIGRATION VARIANCE PETITION | information Incompilete

[WIPP PART B APPLICATION [Not Applicable

Unspecified Metal Waste

Site | Not Reported

| TRUCON| Information Incomplete

WASTE PARAMETERS (kg/m3}  Max Avg Min

Assigned |RF-320.

WAS UMES fey. m.

Retrievable ‘362
Projected 312
Total B

These are not actual site-generated waste streams. The

Organics Celulosics

Rubber

Plastics

. Solidified Organic Matrix

i Inorganic Matrix

3 Seils Soil
1 Packaging Materials  Steel 141.83
Gt 5 Plastic 39.42

Inorganics Iron-Based  317.31  83.65 0.00
Metals/Alloys

Aluminum-Based
Metals/Alloys

Other Metals  1586.54 195.19 0.00
Other Materials 19.23 19.23 0.00

n-mixed TRU waste

volume was calculated from the difference between the 1993 IDB and the Phase I

MWIR. These IDCs, WMCs, and WMCGs were generated by
waste volumes to the major mixed TRU waste streams. :

oning the TRU

Footnotes: (15, 18,21,22,27

E - 193



WASTE STREAM PROFILES  (conmmugpA%-9+10%5. Rev.0

June 1994
29-Jun-94
pﬁ‘rmss WS D [RF-T03 ] HANDUNG[CH |  FIELD OfFICE [Rocky Flats !

WS NAME [NON MIXED TRU DERIVED FROM 10B

NO MIGRATION VARIANCE PETITION [ Information Incamplete
WASTE MATRIX CODE - Site ' | WIPP PART B APPLICATION INot Appiicable
g - Group | Combustible Waste | TRUCON( Information Incomplste

i ek WASTE PARAMETERS (ka/m3) - Max Avg  Min
Site | Not Reported
Assigned |RF-321 Inarganics Iron-Based
T Metals/AJloys
Aluminum-Based
_ : Metals/Alloys
WASTE VOLUMES {eu. m) Other Metals  913.46  302.88  76.92
Retrisvable 239 Other Matetials
Projected 187 Organics Celulosics
Total 426 . Rubber
Plastics
{: Solidified  Organic Matrix
I Inorganic Matrix
} Soils Soil
" Packaging Materials  Stee| 141.83
Plastic 39.42

hr

These are not actual site-generated waste streams. The non-mixed TRU waste
volume was calculated from the difference between the 1993 IDB and the Phase Il
MWIR. These IDCs, WMCs, and WMCGs were generated by p ioning the TRU
waste volumes to the major mixed TRU waste streams.

Footnotes: |15, 18, 21, 22, 27 I




WASTE STREAM PROFILES (conminugp 0341005 Rev. 0

June 1994

. 29~Jun-94

DATABASE WS ID [RF-T04

HANDLING[CH FIELD OFFICE [Rocky Flats |

WS NAME |NON MIXED TRU DERIVED FROM IDB

NO MIGRATION VARIANCE PETITION | Information Incompiete

WASTE MATRIX CODE - Site
E e - GrouP

16C's

4

[WIPP FART B APPLICATION [Net Applicable

Site I:N_ot Reported

Assigned |RF-480

WASTE VOLUMES feu. mJ)

Retrievable

Projected

Tatal

Organics

& Solidified

Inorganic Matrix
1. Soils Soil
Packaging Materials Steel 141.83

Heterogeneous VWaste | TRUCON| Information Incomplete
WASTE PARAMETERS {k Max Avg Min
Inorganics Iron-Based  256.10  256.10 0.00
Metals/Alloys
Aluminum-Based 27.77 27.77 0.00
Metals/Alloys

Other Metals 24.68 24.68 (.00

Other Matenals 29.28 29.28 0.00

Celulosics 4527 7.43 0.00
Rubber

Organic Matrix

Plastic 39.42

These are not actual site-generated waste streams. The fion-mixed TRU waste
volume was calculated from the difference between the 1993 IDB and the Phase I

MWIR. These IDCs, WMCs, and WMCGs were generated by j§
waste volumes to the major mixed TRU waste streams.

Footnotes: [15, 18, 21,22, 27

95



WASTE STREAM PROFILES  (conmuep 0941005, Rev. 0

) June 1984
28-Jun-94
BATABASE WS ID IRF-T05 HANDLINGICH FIELD OFFICE [Rocky Fiats -
WS NAME BON MIXED TRU DERIVED FROM IDB

NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site | WIPP PART B APPLICATION |Not Applicabie
o . - Group |Fifter Waste TRUCON| Infermation Incompiete

iDC's WASTE PARAMETERS (kg/m3) Max Avg Min
Site | Not Reported

Assigned |[RF490

Inorganics Iron-Based

Metals/Alloys

Aluminum-Based

Metals/Alloys

WASTE VOLUMES (cy. m.) Other Metals
Retrievable 486 Other Materials 42982 429.82 ¢.00

Projected 437 Organics Celulosics

Total :‘924 Rubber

Plastics 8.77 8.77 0.00
}: Solidified Organic Matrix

Inorganic Matrix

{: Soils Soil
| Packaging Materials Steel 141,83
Plastic 39.42

These are not actual site-generated waste streams. The n n-mixed TRU waste

volume was caiculated from the difference between the 1993 IDB and the Phase I
MWIR. These IDCs, WMCs, and WMCGs were generated by oning the TRU
waste volumes to the major mixed TRU waste streams.

Footnotes: [15, 18, 21, 22, 27




WASTE STREAM PROFILES (connnuep 0341902 Rev. 2

June 1994
29-Jun-94 .
DATABASE WS ID |RF-WOC8 HANDLING,CH FIELD OFFICE |Rocky Flats '
WS NAME (Scil & Cleanup Debris/TRM
NO MIGRATION VARIANCE PETITION ]RF 121
WASTE MATRIX CODE - Site 5260 I WIPP PART B APPUICATION |[BENELEX AND PLEXIGLAS
: - Group | Inorganic Non-metal Waste TRUCON(RF 121
pC's WASTE PARAMETERS (ka/m3}  Max Avg Min
Site |RF-374 |
Assigned [RF-374 | Inorganics Iron-Based
Metals/Alloys
Aluminom-Based
e Metais/Alloys
WASTE VOLUMES (cu. m.) Other Metals
Retrievable Other Materials 3072.12  584.13 0.00
Projected Organics Celulosics 12.02 12.02 0.00
Total Rubber
EPA CODE(s) Plastics  12.02 12.02 0.00
{FO0SA §: Selidified Organic Matrix
FO02 E ¥ Inorganic Matrix
FOO1 ‘ T
H B i i . 0.00
5008A 1 Soils . . Soil 14423 64.90 )
DOO7A Packaging Materials  Sieel 141.83
DO0BA Plastic 39.42
Footnotes: [16 i

= -197



WASTE STREAM PROFILES (conTmugnCA0-94-1005. Rev. 0

June 1994

28-Jun-94

DATABASE WS 1D [RF-W010

HANDLING|CH I FIELD OFFICE |Rocky Flats

WS NAME [Aqueous SiLdge/TRM

NO MIGRATION VARIANCE PETITION |RF 111

WASTE MATRIX CODE - Site
= L - GI’OUP

3150

| WIPP PART B APPLICATION INORGANIC WASTE WATER TREA

Solidified Inoerganic Waste

| TRUCON|RF 111

Site [RF-800

Assigned [RF-800 .

WASTE VOLUMES {eu. m.}

Retrievabie 143

Projected :_::54

Total

EPA CODE(s)
FOO1
FO02
DOOBA
Foo
FODSA,
FOO5A
DOOSA
FoO2

157

WASTE PARAMETERS {kg/m3) Max Avg Min

i Seolidified

Iron-Based
Metais/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Irorganic Matrix

Inorganics

Organics

© Soils Soil
Packaging Materials

Steel
Plastic

1057.69

793.27  346.15

141.83
39.42

Footnotes: [16

E-198
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WASTE STREAM PROFILES (contmueny’ < 000 Rev. @

June 1854

29-Jun-94

JATABASE WS ID [RF-WO11 HANDLING(CH FIELD OFFICE [Rocky Flats
WS NAME iMetal/TRM

NO MIGRATION VARIANCE PETITION [RF 117

WASTE MATRIX CODE - Site  [5120 | WIPP PART B APPLICATION [METAL
: - Group [Lead/Cadmium Metal Waste | TRUCON|RF 117

ASTE PARA RS (k Max Avg Min
Site |RF-480
Assigned |RF480 . Inorganics JIron-Based  256.10  256.10 0.00
: Metais/Alloys :
Aluminum-Based 2777 2177 0.00
Metals/Alloys

Other Metals 2468 - 2468 0.00

Retrievable Other Materials 29.28 29.28 0.00
Projected Organics Celulosics  45.27 743 0.00
Total : Rubber
EPA CODE(s) Plastics 6757  15.09 0.00
F0O2 3 Solidified Organic Matrix
Foaz Inorganic Matrix
FOO1 Soil S
FOO1 1 2 _ oil
DODSC Packaging Materials Steel 141.83

Plastic 39.42

Footnotes: [16, 24

- 199



WASTE STREAM PROFILES  (conmmuen)~ O399 Rev. 0

June 1994

29-Jun-94

DATABASEWS ID [RF-Wo12

HANDLINGICH | _ FIELD OFFICE [Rocky Fials | .. -
j 2l

WS NAME |Combustibles/TRM

NO MIGRATION VARIANCE PETITION |RF 116

WASTE MATRIX CODE - Site
SR - Group

iBC’s

5440

[ WIPP PART B APPLICATION [COMBUSTIBLES

Heterogeneous Waste

_| TRUCON[RF 116

Site [RF831

Assigned [RF-831

WASTE VOLUMES (cu, my}

Retrievable 237

Projected 124

Total :_361

EPA CODE(s)
FOO2
FoO1
FOQ2
FOOSA
FOOSA
FO01

WASTE PARAMETERS (kq/m

Max Avg  Min

= Solidified

Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics

QOrganic Matrix
Inorganic Matrix
Soils Soil
Packaging Materials Steel

Plastic

Organics

4.23
576.85
47.84
84.42

1.10

115.83
1111

33.32

0.00
0.00
0.00

0.00

141.83
39.42

Footnotes: [16, 24

= - 200
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- WASTE STREAM PROFILES (conminugpfAC-94-1005. Rev. 0

June 1994

29-Jun-94

OATABASE WS ID [RF-WO13

HANDLING|CH

FIELD OFFICE 'Rocky Flats

WS NAME |Solidified Organics/TRM

WASTE MATRIX CODE - Site
- Group

NO MIGRATION VARIANCE PETITION \RF 112

3150

I WIPP PART B APPLICATION |ORGANIC LIQUID/SLUDGE

Sclidified Organic Waste

TRUCONRF 312

DC’s WASTE PARAMETERS (kaim3)  Max Avg Min
Site |[RF-BOT
Assigned [RF-801 Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals
Retrievable Other Materials
Projected Organics Celulosics
Total Rubber
EPA CODE(s) Plastics
FOO2 Solidified Organic Matrix 1134.62 923.08 35096
Foo2 Inorganic Matrix
Foot Soils Soil
FOO1 ]
Packaging Materials Steel 141.83
Plastic 39.42

Footnotes: [16, 19




WASTE STREAM PROFILES (continuepfAQ-94-1005, Rev. 0

June 1994
29-Jun-94
mrmse WSID [RF-W026 HANDLING[CH |  FIELD OFFICE {Rocky Fiats
WS NAME |Used Absorbents/TRM -
NO MIGRATION VARIANCE PETITION |RF 122
WASTE MATRIX CODE - Site 3119 | WIPP PART B APPLICATION [FIREBRICK AND CERAMIC CRUCIB
e - Group | Heterogeneous Waste TRUCONIRF 122
S ] ASTE PARAMETERS (k Max Avg Min
Site [RF-375"
Assigned [RF-375 _ Inorganics Iron-Based 4.31 4.81 0.00
& Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Retrievable Other Materials  961.54 557.69 216.35
Projected Organics Celulosics
Total Rubber
EPA CODE(s) T Plastics 3846 3846 0.00
FOO1 Solidified Organic Matrix
Foo1 Inorganic Matrix
4 Soils Seil
‘I Packaging Materials  Sqeel 141.83
i Plastic 39.42

Footnotes: |16




WASTE STREAM PROFILES (conTinugpfAC-94-1005, Rev. O

June 1994

29-Jun-94

DATABASE WS ID [RF-W028

HANDLING[CH

FIiELD OFFICE ;Rocky Flats

WS NAME |Lead/TRM

NO MIGRATION VARIANCE PETITION |RF 117

WASTE MATRIX CODE - Site

IDC's

- Group

7200

[ WIPP PART B APPLICATION METAL

Lead/Cadmium Metal Waste

TRUCON[RF 117

site [RF321

WASTE PARAMETERS {kgim3]

Max Avg

Assigned |RF-321 Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES (cu. m) Other Metals 91346  302.88  76.92

Refrievable i 4 Other Materials
Projected ' Organics Celulosics
Total Rubber
EPA CODE(s) Plastics
DOOBC Solidified Organic Matrix
Inorganic Matrix
Soils Soil

Packaging Materials Steel 141.83

Plastic 35.42

Footnotes: (16

1o g e o g

SR L T



WASTE STREAM PROFILES {CONTINUEDfPAO-94-1005, Rev. 0

June 1994

29-Jun-94

DATABASE WS ID

RF-W029

HANDLING|CH l

FIELD OFFICE [Rocky Flats |

WS NAME

Leaded Gloves/TRM

WASTE MATRIX CODE - Site
ey - Group

NO MIGRATION VARIANCE PETITION [RF 123

5314

| WIPP PART B APPLICATION |LEADED RUBBER

Combustible Waste

TRUCON|RF 123

Site |RF-339

Assigned |RF-339

Retrievable

Projected

Total

EPA CODE(s}

WASTE PARAMETERS (ka/m3)

Max Avg Min
Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals  504.81  254.81 0.00
Other Materials  144.23 28.85 .00
Organics Celulosics 10.10 5.77 0.00
Rubber 46442  265.38 0.00
Plastics 30.29 17.31 0.00
. Solidified Organic Matrix
Inorganic Matrix
Soils Soil
- Packaging Materials Steel 141.83
Plastic 3942

Footnotes: |16, 24

E -204



WASTE STREAM PROFILES (conmmugpfAC-94-1005. Rev. 0

June 1994
29-Jun-94
DATABASE ws D [RFW032 HANDLING|CH FIELD OFFiCE [Rocky Flats |
WS NAME [Ground Glass/TRM
£ NO MIGRATION VARIANCE PETITION |RF 118
WASTE MATRIX CODE - Site 19 | WIPP PART B APPLICATION |GLASS
: : . Group | inorganic Non-metal Waste TRUCON|RF 118
BCs STE PARAMETERS (ka/m3)  Max Avg  Min
Site [RF-444
Assigned [RF-440 B Inorganics Iron-Based
S Metals/Alloys
Aluminum-Based
: Metals/Alloys
WASTE VOLUMES {cu. "Other Metals
Retrievahle Other Materials  290.75  290.75 0.00
Projected Organics Celulosics 1.10 1.10 0.00
Total Rubber 1.10 1.10 0.00
EPA CODE(s) ' Plastics 19.82 19.82 0.00
Solidified  Organic Matrix
Inorganic Matrix
1 Soils Soil
- Packaging Materials Steel 141.83
Plastic 39.42
Footnotes: FB, 19 4]




WASTE STREAM PROFILES (CONTINUEDJAC-94-1005, Rev. 0

June 1994
29-Jun-94
DATABASE WS!o [RF-Wo36 HANDLING|CH FIELD OFFICE (Rocky Flats
WS NAME @bn’ck. Puiverized or Fines/TRM

NO MIGRATION VARIANCE FETTTI.DNJEF 122

- Sijte 3119 lWlPP PART B APPLICATION |FIREBRICK AND CERAMIC CRUCIB

- Group | Heterogeneous Waste TRUCON|RF 122

ASTE PARAMETERS (kg/m3 Max Avg Min

Site @-3??

Assigned |RF-377

Inorganics Iron-Based

wA

Retrievable
Projected
Total

EPA CODE(s)
FoOZ
D004A
DOOBA
DOO7A
DOOBA
Fo01
FO02
FOOSA

FOO1

Metals/Alloys
Aluminum-Based
Metals/Alloys

Other Metals

Other Materials

Organics Celulosics
Rubber

Plastics
Solidified Organic Matrix

Inorganic Matrix
Soils Soil

Plastic

T Packaging Materials Steel

338.22 26923  216.35
57.69 57.69 0.00

38.46 3846 0.00

141.83
39.42

Footnotes: [16




WASTE STREAM PROFILES

(CONTINUED

0-84-1005, Rev. 0

June 1994

29-Jun-94

| DATABASEWSID [RF-WO37 |

HANDLINGICH

FIELD OFFICE |Rocky Flats

WS NAME (Heavy Metal {non-SS)TRM

NO MIGRATION VARIANCE PETITION [RF 117

WASTE MATRIX CODE - Site
: e - Group

5190 WIPP PART B APPLICATION [METAL

Unspecified Metal Waste

~ | TRUCON[RF 117

(RC's WASTE PARAMETERS (kq/m3)  Max Avg Min
Site [RF-320"
Assigned [RF-320 Inorganics Iron-Based 31731  83.65 0.00
Metals/Alloys
Aluminum-Based
; : Metals/Alloys
WASTE VOLUMES jcu. m.) Other Metals  1586.54  195.19 0.00
Retrievable B S Other Materials 19.23 19.23 0.00
Projected 0 Organics Celulosics
Total Rubber
EPA CODE(s) Plastics
[boosc ] Solidified  Organic Matrix
Inorganic Matrix
i Seils Soil
T Packaging Materials  Steel 141.83
Piastic 39.42

Footnotes: 16

E 207




WASTE STREAM PROFILES (CONTINUEDf*A0-84-1005, Rev. 0

June 1994

29-Jun-94

DATABASE WS 10 [RFW033 HANDLING[CH FIELD OFFICE [Rocky Fiats
W5 NAME [Solidified Lab Waste/TRM

NOC MIGRATION VARIANCE PETITION |RF 113

WASTE MATRIX CODE - Site [3150 | WIPP PART B APPLICATION [SOLIDIFIED LIQUID
B - Group | Solidified tnorganic Waste TRUCON|RF 113 Il

et | WASTE PARAMETERS (kg/m3l  Max Avga  Min
Site [RF-802
Assigned [RF-802 Inorganics Iron-Based
Metals/Alloys
Aluyminum-Based
: Metals/Alloys
WASTE VOLUMES (cu, m.} Other Metals
Retrievabie 1 Other Materials
Projected : Organics Celulosics
Total
Rubber
EPA CODE(s) Plastics
}; Solidified  OrganicMatrix 141827 120192 51923
Inorganic Matrix
4 Sails Soil
* Packaging Materials Steel 14]1.83
' Plastic 3%.42

Footnotes: [16 B




WASTE STREAM PROFILES (continuepfA0-94-1003. Rev 0

June 1994

29-Jun-94

) .D#TABASEWS 1D |RF-W040 HANDLING|CH FIELD OFFICE |Rocky Flats 1

WS NAME |incinerator Ash/TRM
NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site E‘l‘“ l WIPP PART B APPLICATION l Infon'nation incomplete
[ - Group Solidified Inorganic Waste _{ TRUCON! Infarmatien Incomplete

o pC's WASTE PARAMETERS (kg/m3)  Max Avg Min
Site | Not Reported !
Assigned [RF-806 | Inorganics Iron-Based
: Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES (¢ Other Metals
Retrievable ' Other Materials
Projected Organics Celulosics
Total Rubber
EPA CODE(s) Plastics
DO11A Solidified Organic Matrix
|DoasA Inorganic Matrix  2012.02 62500  164.90
DOOGA Soils Soil
DOOTA Packaging Materials Stee! 141.83
DO0BA Plastic 39.42
DOO%A
DO10A
Foo1
FOQ2
FOO2
FOO1
FOOSA
Footnotes: [3,6,8, 16, 21, 22,23, 24 ]

E-209



WASTE STREAM PROFILES  (conminuepfAC-94-1005, Rev. 0

June 1694
29-Jun-94
DATABASE WS ID [RF-Wod1 HANDLING[CH |  FIELD OFFICE [Rocky Flats
5 WS NAME || eadad Gloves-Acid Contaminated/ TRM
NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE . Site 5311 | WIPP PART B APPLICATION [LEADED RUBBER (UNSPECIFIED)

- Group Combustible Waste

TRUCON] Infarmation Incomplete

WASTE PARAMETERS (kg/m3)  Max Avg Min
Site |RF-341°
Assigned |RF-339 Inorganics Iron-Based
o Metals/Alloys
Aluminum-Based
: Metals/Alloys
WASTE vol {eu. my Other Metals ~ 504.81  254.81 0.00
Retrievable : Other Materials 144.23 28.85 0.00
Projected Organics Celulosics 10.10 5.77 0.00
Total Rubber 46443 265.38 0.00
{ Solidified  Organic Matrix
: Inorganic Matrix
3 Soils Soil
1 Packaging Materials Steel 141.83
; Plastic 39.42

Footnates: {16,21,22

E - 21C



WASTE STREAM PROFILES (continugof0-94+1005. Rev. 0

June 1994

28-Jun-94

MTABASE WS ID [RF-WO052 HANDLING|CH FIELD OFFICE IRocky Flats
WS NAME |Glass/TRM

NO MIGRATION VARIANCE PETITION IRF 118

WASTE MATRIX CODE - Site 5220 | WIPP PART B APPLICATION |GLASS
i - Group | inorganic Non-metal Waste TRUCON|RF 118
WASTE PARAMETERS (ka/m3}  Max Avg Min
Site |RF-440°"
Assigned [RF-440 Inorganics Iron-Based
- Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES {cu. m.} Other Metals
Retrievable s Other Materials 29075 290.75 0.00
Projected Organics Celulosics 1.10 1.10 0.00
Total Rubber 110 L10 000
EPA CODE(s} i Plastics 19.82 19.82 0.00
FO01 4. Solidified Organic Matrix
DO0SA Inorganic Matrix
Foa1 . .
Fom i Soils . Soil
FO02 Packaging Materials Steel 141.83
DO0BA Plastic 39.42

Footnotes: {16, 24




WASTE STREAM PROFILES (CONTINUED[AC-94-1005, Rev. 0

June 1994

29-Jun-94

DATABASE WS ID [RF-WS6 HANDLING[CH FIELD OFFICE [Rocky Fials | 37"
=7 WSNAME |Mg Oxide Crucibles/TRM
NO MIGRATION VARIANCE PETITION ‘RF 118

WASTE MATRIX CODE - Site 5230 __ [ WIPP PART B APPLICATION |GLASS
3 - Group | Inorganic Non-metal Waste TRUCONIRF 113
: WASTE PARAMETERS (kg/m3 Max Avg Min
Site |RF-370"
Assigned (RF-370 Inorganics Iron-Based
i Metals/Alloys
Alunminum-Based
‘ Metals/Alloys
WASTE VOLUMES (cu, m) Other Metals
Retrievable 493 | Other Materials  528.85  528.85 0.00
Projected £ 0 Organics Celulosics
Total 193 Rubbef
EPA CODE(s) Plastics
DO0GA Solidified Organic Matrix
Do03D Inorganic Matrix
[0 | Soils Soil
" Packaging Materials Steel 141.83
Plastic 359.42
o
Footnotes: [16, 24 ]

i
A
Y
]



WASTE STREAM PROFILES (conmnuep)©AQ-94-1005, Rev. 0

June 1994
29-Jun-94
DATABASE WS ID [RF-WO57 HANDLING[CH FIELD OFFICE [Rocky Flats |
1 WS NAME jinsulation/TRM
NO MIGRATION VARIANCE PETITION |RF 122
WASTE MATRIX CODE - Site 5290 [ WIPP PART B APPLICATION |FIREBRICK AND CERAMIC CRUCIB
- Group | Inorganic Non-metal Waste TRUCONIRF 122
© 7 ipes WASTE PARAMETERS (ka/m3]  Max Avg Min
Site [RF-438 =
Assigned [RF-438 _ Inorganics Iron-Based
i Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VO cu. m. Other Metals
Retrievable e Other Materials ~ 293.27 194.71 24.04
Projected Organics Celulosics 9.62 4.81 1.20
Total Rubbel'
EPA CODE(s) Plastics
Foo1 1. Solidified Organic Matrix
Foot Inorganic Matrix
F0O2 . .
002 i Soils . Soail
" Packaging Materials Steel 141.83
Plastic 3942

Footnotes: (16 l




WASTE STREAM PROFILES  (contiuepfoA0-54-100s. Rev. 0

June 1954

_ 28-Jun-94

DATABASE WS ID [RF-W053

HANDLING[CH ,

FIELD OFFICE |Rocky Flats

WS NAME |Misc Py Recovery Byproducts/TRM

NO MIGRATION VARIANCE PETITION [RF 124

WASTE MATRIX CODE - Site 3141 | WIPP PART B APPLICATION [PYROCHEMICAL SALT
i - Group [ salt Waste | TRUCON|RF 124
v DC's WASTE PARAMETERS {kg/m3]  Max Avg Min
Site [RF4117" ]
Assigned [RF-429 i Inorganics Iron-Based 14.42 12.02 0.48
; Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VoL fcu. m.) Other Metals
' Retrievable ' Other Materials ~ 567.30 21630 48,10
Projected Organics Celulosics
Total Rubber
EPA CODE(s) - Plastics
DO02B L. Solidified Organic Matrix
Doa3D : Inorganic Matrix
Do07A 1 Soils Soil
1" Packaging Materials  Stec] 141.83
: Plastic 3942

Footnotes: [16, 24




WASTE STREAM PROFILES

Jung 1994

29-Jun-94

DATABASE WS ID

RF-W059

WS NAME

WASTE MATRIX CODE

C's

NQ MIGRATION VARIANCE PETITION

HANDLING|CH FIELD OFFICE [Rocky Flats
Sand, Slag, and Crucible/TRM
Information incompiete
- Site 3119 [ WIPP PART 8 APPLICATION | infermation Incomplete
- Group | Sclidified inorganic Waste

WASTE PARAM S {k

Site {Not Reported

Max

TRUCON| information Incomplete

Avg  Min

Assigned |RF-806.2

Inorganics Iron-Based

WAS

Refrievable

Projected
Total

EPA CODE(s)
DOO7A
D030

Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix
Soil
Steel
Plastic

Organics

. Solidified

Sails
" Packaging Materials

2012.02

62500 164,90

141.83
39.42

Footnoles: |3, 8 16,17,21,22,23, 24




WASTE STREAM PROFILES  (conmmyecf0-%-1005. Rev. 0

June 1954

29-Jun-94

DATABASE WS ID [RF-W060 [ HANDLING(CH FIELD OFFICE [Rocky Flats | - -
© WSNAME {Coarse Graphite/TRM B
NO MIGRATION VARIANCE PETITION [RF 115
WASTE MATRIX CODE - Site  |5340 | WIPP PART B APPLICATION [GRAPHITE

- Graup | Graphite Waste | TRUCONRF 115

oC's WASTE PARAMETERS (kg/m3}  Max Avg Min
Site |RF-303 "
Assigned [RF-303 Inorganics Iron-Based
& Metals/Alloys
Aluminym-Based
: Metals/Alloys
WASTE VOLUMES fcu. m) Other Metals
Retrievable Other Materials  1673.08  115.38 6.00
Projected Organics Celulosics
Totat Rubber
EPA CODE(s) Plastics
¥ Solidified Organic Matrix
DoosA Inorganic Matrix
Soils Sail
| Packaging Materials Steel 141.83
Plastic 3942
Footnotes: {15, 24 ]

E-216



WASTE STREAM PROFILES  (conTinuepfA0-94-1005. Rev. 0

June 1594
29-Jun-94
DATABASE WS 1D [RF-W0E3 HANOLING[CH FIELD OFFICE [Recky Fiats |
WS NAME |Miscellaneous Liquids/TRM
NO MIGRATION VARIANCE PETITION [ information Incomplete
WASTE MATRIX CODE - Site 1190 [ WIPP PART B APPLICATION | information Incompiete
. - Group Solidified Inorganic Waste TRUCON[ Information Incomplete
s YibCs WASTE PARAMETERS {kgim3 Max Avg Min
Site | Not Reported ]
Assigned [RF-800 1 Inorganics Iron-Based
S Metals/Alloys
Alymninum-Based
Metals/Alloys
Other Metals
Retrievable Other Matenals
Projected Organics Celulosics
Total Rubber
EPA CODE(s) Plastics
DOD7A :x  Solidified Organic Matrix
Docz8 Inorganic Matrix 1057.69 79327  346.15
Soils Soil
" Packaging Materials Steel 141.83
Plastic 39.42

Footnates: (1,8, 16,21,22,23

E-217



WASTE STREAM PROFILES  (conmnueofA0-9+-1005, Rev. 0

June 1984

28-Jun-84

_DATABASEWSID [RF-W0ES |

HANDLING(CH

WS NAME |Calcium Metal/TRM

NO MIGRATION VARIANCE PETITION | information Incompiete
_| WIPP PART B APPLICATION | Information Incomplete

WASTE MATRIX CODE - Site
R - Group

Site &333

Solidified Inorganic Waste

TRUCON| information Incomplete

ASTE PARAMETERS [k

Max Avg Min

Assigned [RF-800

WASTE VOLUMES (cu. m.)

Retrievabie 0

Projected

Totai

EPA CODE(s)

;f. Solidified

Iron-Based
Metals/Alloys

Aluminum-Based
Metals/Alloys

Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix
Soils Soil

Inorganics

Organics

1 Packaging Materials Steel

Plastic

1057.6%  793.27  346.15

141.83
3942

Footnotes: 7,16, 21, 22, 23

E-218

FIELD OFFICE [Rocky Flats | ..




WASTE STREAM PROFILES (conminyepf#0-94-1009 Rev. 0

June 1894
29-Jun-94
DATABASE WS ID [RF-W066 HANDLING[CH FIELD OFFICE [Rocky Flats
“" WS NAME [Fiters & Media/TRM
NO MIGRATION VARIANCE PETITION |RF 119
WASTE MATRIX CODE - Site 5410 | WIPP PART B APPLICATION [FILTERS
e - Group | Filter Waste | TRUCONIRF 119
SRR 2 (e WASTE PARAMETERS {kg/m3 Max Avg Min
Site [RF490 }
Assigned [RF-490 | Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
ASTE VO Other Metals
Retrievable Other Materials 429.82 42982 0.00
Projected Organics Celulosics
Total Rubber
EPA CODE(s) Plastics 8.77 8.77 0.00
DOOBA - Solidified Organic Matrix
Doax Inorganic Matrix
s 1§ soils Soil
DOGA ‘1 Packaging Materials Steel . 14183
DOO7A Plastic 3942
DO0BA
DO11A
|Do03E
FOO1
DO10A
FO02
FOOSA

Footnotes: (16, 24




WASTE STREAM PROFILES  (conmmuenfAC-84-1005, Rev. 0

June 1994
29-Jun-94
: DATABASEWS ID (RF-WO057 HANDLING[CH FIELD OFFICE |Rocky Flats ﬁ
e WS NAME |Cemented Filters/TRM cnk
NO MIGRATION VARIANCE PETITION [RF 115
WASTE MAme CODE - Site 5410 | WIPP PART 8 APPLICATION JFILTERS
e - Group | Filter Waste TRUCON|RF 119
' WASTE PARAMETERS (kg/m3 Max Avg Min
Site [RF-376 -
Assigned [RF-376 Inorganics Iron-Based 24.04 4.81 0.00
Metals/Alloys
Aluminum-Based
: = Metals/Alloys
WASTE VOLUMES feu. m.) Other Metals
Retrievable +125 Other Materials  1418.27 254 .81 0.00
Projected 5 Organics Celulosics
Total ;;_‘.130 Rubber
EPA CODE(s) ) Plastics 38.46 14.42 0.00
D005X A4 Solidified Qrganic Matrix
DOO1C Inorganic Matrix
Doo2B Soil Soil
DOQ3E i oous o
DOOSA 1 Packaging Materials Steel 141.83
DO06A Plastic 3942
FOO3
DO08A ‘
FOO1 s
FOO2
DOO7A
(.
gy
Footnotes: |16, 24 ]




WASTE STREAM PROFILES  (conminugnGAO-94-1005, Rev. 0

June 1994

29-Jun-94

. DATABASE WS ID |RF-W068 HANDLINGICH FIELD OFFICE |Rocky Flats

WS NAME |Particulate Sludge/TRM

NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site 3129 —i WIPP PART B APPLICATION | information Incomplete

. Group | Solidified Inorganic Waste TRUCON Information incompiate

Site | Not Reported
Assigned |RF-806.2 Inorganics Iron-Based
: Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES {cu. m.) ' Other Metals
Retrievable Other Matenials
Projected Organics Celulosics
Total Rubber
EPA CODE(s) Plastics
DOOGA Solidified Organic Matnix
poo1c Inorganic Matrix  2012.02  625.00  164.90
Do07A Soils Soil
DO0SA
FOO1 1" Packaging Materiais Steel 141.83
FOO02 Plastic 39.42
Foo1
FOO2
FOOSA
FOOSA

Footnotes: [8, 13, 16,17, 21, 22, 23.24 |




WASTE STREAM PROFILES  (contuenCAC-941005, Rev. 0

June 1994

29-Jun-94

Q@TABASE WS D |RF-WO06 ] HANDLING/CH FIELD OFFICE |Rocky Flats -t_'-_‘{__-f-:
WS NAME |Organic Resins/TRM

NO MIGRATION VARIANCE PETITION | information Incomplete

WASTE MATRIX CODE - Site E212 J WIPP PART B APPLICATION | Information incomplete
s - Group | Solidified QOrganic Waste | TRUCONimarmation Incomplete

Site [Not Reported
Assigned [RF-806.1 Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES ey m,) Other Metals
Retrievable £13 Other Materials
Projected 0 Organics Celulosics
Total Rubber
EPA CODE(s) Plastics
Foo1 :: Solidified Organic Matrix  2012.02  625.00 - 164.90
Foo2 Inorganic Matrix
DO07A . .
DOGEA i Soils - . Soil
DOOGA Packaging Materials Steel 141.83
Doo1C Plastic 39.42
F001 e
FOOSA { -
FOO5A hied
FOO2
Vs
Foatnotes: (3,8, 18,17, 21,22, 23, 24 1

E-222



WASTE STREAM PROFILES (conmmugpfA0-94-1008. Rev. €

June 1994
29-Jun-94
DATABASE WS I [RF-WO76 HANDLING[CH |  FIELD OFFICE [Rocky Fiats
- WS NAME |Process Residues/TRM
NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE - Site 18 | wipP PART 8 APPLICATION | Information Incomplete
i - Group | Salidified Inorganic Waste TRUCON| infarmation Incomplele
~ BCs WASTE PARAMETERS (k Max Avg Min
Site |Not Reported !
Assigned |RF-806.2 ] Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE Y Other Metals
Retrievable Other Materials
Projected Organics Celulosics
Total Rubber
[EPA CODE(s) Plastics
FoO2 - Solidified Organic Mairix
DOGBA Inorganic Matrix  2012.02  625.00  164.90
Doa7A Soils Soil
DO01C ¥ . . ol -
FOOSA - Packaging Materials Steel 141.83
DODBA Plastic 3942
_ FOO2
3 FOOSA
FOO1
FOO1
Footnotes: [3, 8, 16, 17, 21, 22, 23 _ ]




WASTE STREAM PROF ILES (conTinuepfA®-94-1005, Rev. 0

Jung 1904
29-Jun-94 '

: DA.TABASE WS ID [RL-TO1 HANDUNGICH |  FIELD OFFICE [Richiand ﬁ
" WS NAME [NON MIXED TRU DERIVED FROM DB =
NG MIGRATION VARIANCE PETITION | Information Incomplete ]
WASTE MATRIX CODE . Site | WIPP PART B APPLICATION [Net Applicable

i - Group { Solidified inorganic Waste _ | TRUCON[inforrmation incompiete
ABC’s  WASTE PARAMETERS a/m3t  Max Avg Min
Site [Not Reported
Assigned [OR-001 , Inorganics Iron-Based 171635 96.15 0.00
Metals/Alloys
Aluminum-Based 1.63 0.01 0.00
Metals/Alloys
WASTE VOLUMES (cy. my) Other Metals 21.25 0.03 0.00
Retrievable | 1987 Other Materials 24.04 2.41 0.00
Prujected 2907 Organics Celulosics 1848 ] 80.91 0-00
Total el Rubber 1788  7.36 0.00

Plastics 149.04 64.90 0.00

: Solidified Organic Matrix 2,98 0.01 0.00
Inorganic Matrix
Soils Seil
" Packaging Materials  Stee] 141.83

Plastic 39.42

These are not actual site-generated waste streams. The non-mixed TRU waste

volume was calculated from the difference between the 1993 IDB and the Phase li
MWIR. These IDCs, WMCs, and WMCGs were generated by
waste volumes to the major mixed TRU waste streams.

Footnotes: [15_18, 21,22 27 ' ]

m
L}
e
N



WASTE STREAM PROFILES (continugpf-AQ-94-1005, Rev. 0

June 1984
29-Jun-94
[DATABASE WS ID [RL-T02 HANDLING[CH FIELD OFFICE [Richiand
WS NAME NON MIXED TRU DERIVED FROM IDB
NO MIGRATION VARIANCE PETITION | Information Incamplete .
WASTE MATRIX CODE - Site [ WIiPP PART B APPLICATION |Not Applicable
: : - Group | Soif | TRUCON| Information Incomplete
Site | Not Reported
Assigned [RF-374 . . . Inorganics Iron-Based
o Metals/Alloys
Aluminum-Based
3 Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals
Retrievabie 4587 Other Materials  3072.12 584.13 0.00
Projected 2907 Organics Celulosics 12.02 12.02 0.00
Total 7494 Rubber
' Plastics 1202 12.02 0.00
4. Solidified Organic Matnix
Inorganic Matrix
. Soils Soil 14423 64.90 0.00
Packaging Materials Steel 141.83
Plastic 39.42

These are not actual site-generated waste streams. The‘non-mixed TRU waste
volume was calculated from the difference between the 1993 IDB and the Phase li
MWIR. These IDCs, WMCs, and WMCGs were generated by partioning the TRU
waste volumes to the major mixed TRU waste streams.

Footnotes: |15, 18,21, 22,27

E. 225



WASTE STREAM PROFILES

(CONTINUED)CAO‘Q“J 005, Rev. 0

June 1994

29-Jun-94

DATABASE WS ID [RL-T03

WASTE MATRIX CODE - Site

HANDUNG|CH FIELD OFFICE [Richlang
WS NAME |NON MIXED TRU DERIVED FROM IDB
NO MIGRATION VARIANCE PETITION | Information Incompiete
[ | WIPP PART B APPLICATION |Nat Applicabie
- Group | Heterogeneous Waste TRUCON| information Incomplete

site [Not Reported

Assigned E—& 1_

WASTE VOLUME (i:u. m.}
Retrievable 8907
Projected 2907
Total

11814

WASTE PARAMETERS (kg/m3]  Max Avg Min

Inorganics

. Solidified

Packaging Materials

Iron-Based
Metals/Alloys

Aluminum-Based
Metals/Alioys
Other Metals
Other Materials
Celuiosics
Rubber
Plastics
Organic Matrix
Inorganic Matrix
Soils Soil
Steel
Plastic

Organics

576.85

47.84
84,42

4.23 1.10

115.83
11.11

33.32

0.00
0.00
0.00

0.00

141.83
39.42

These are not actual site-generated waste streams. The non-mixed TRU waste

volume was caiculated from the
MWIR. These IDCs, WMCs, and
waste volumes to the major mixed TRU waste streams.

difference between the 1993 IDB and the Phase il
WMCGs were generated by

ioning the TRU

Footnotes: (15, 18, 21, 22, 73, 27

E - 226



WASTE STREAM PROFILES  (conTinugpfA0-84-1005, Rev. 0

June 1994

28-Jun-94

b@frmse ws D [RL-To4 ] HANDLING[RH FIELD OFFICE |Richiand
WS NAME [NON MIXED TRU DERIVED FROM IDB
NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site [ WIPP PART B APPLICATION !Not Applicable
ELEE - Group Heterogeneous Waste _j TRUCDNI Information Incomplete
i WASTE PARAMETERS (ka/m3)  Max Avg Min
Site [ Not Reported
Assigned [OR-001 Inorganics Iron-Based 171635  96.15 0.00

Metals/Alloys’
Aluminum-Based 1.63 0.01 0.00
Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals 21.25 0.03 0.00
Retrievabie 201 Other Materials 24.04 241 0.00
Projected 1227 Organics Celulosics 18481 8091 0.00
Total 428

Rubber 17.88 7.36 0.00
Plastics 149.04 64.90 0.00

4. Solidified Organic Matrix 2.98 0.01 0.00
Inorganic Matrix
} Seils Soil
' Packaging Materials  Steel 141.83
e Plastic 39.42

These are not actual site-generated waste streams. The non-mixed TRU waste
volume was calculated from the difference between the 1993 IDB and the Phase I
MWIR. These IDCs, WMCs, and WMCGs were generated by portioning the TRU
waste volumes to the major mixed TRU waste streams. :

Footnotes: [15, 18,21, 22,27




WASTE STREAM PROFILES  (conminugoSA0-54-1005, Rev. o

June 1994

29-Jun-94

DATABASE Ws D [RL-Tos I HANDLING(RH FIELD OFFICE [Richland | - -
""" WSNAME [NGN MIXED TRU DERIVED FROMIDE

NO MIGRATION VARIANCE PETITION | information incompiete W
WASTE MATRIX CODE - Site L | WIPP PART B APPLICATION INat Applicabie
: - Group | Solidified Inorganic Waste TRUCONunformaticn Incomplete —I

BC's WASTE PARAMETERS {kq/m3]  Max Avg Min
Site ['th Reparted
Assigned |RF-440 _ Inorganics Iron-Based

Metals/Alloys

Aluminum-Based

Metals/Alloys

m. Other Metals
Retrievable 250 Other Materials  290.75 290.75 0.00
Projected 1227 Organics Celulosics 1.10 1.10 0.00
Total [ __ 1227 Rubber 130 110  o0pp

Plastics 1982 19.82 0.00
Solidified Organic Matrix

Inorganic Matrix
} Seils Soil
{  Packaging Materials Steel 141.83
Plastic 3942
o
These are not actual site-generated waste streams. The n-mixed TRU waste
volume was calculated from the difference between the 1993 IDB and the Phase 1)
MWIR. These IDCs, WMCs, and WMCGs were generated by porti
waste volumes to the major mixed TRU waste streams.
K

Footnotes: |15, 18,21, 22, 27 ]

E - 228



WASTE STREAM PROFILES  (connueof %400 10 2

June 1994

29-Jun-94

DATABASE WS 1D [RL-T06

MANDLING|[RH | FIELD OFFICE |Richland

WS NAME |[NON MIXED TRU DERIVED FROM IDB

NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site
i - Group

[ WIPP PART B APPLICATION |Not Applicable

Heterogeneous Waste

TRUCON| information Incomplete

Site | Not Reported

WASTE PARAMETERS {kg/m3)

Max  Avg  Min

Assigned [RF-480

ASTE VOLUMES [cu.

Retrievable

Projected

Total

Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics

Qrganic Matrix
Inorganic Matrix
Soils Soil

Inarganics

Organics

Solidified

" Packaging Materials Steel
Plastic

256.10 256,10 0.00
27717 27.77 0.00

24.68 24.68 0.00

29.28 29.28 0.00
45.27 743 0.00

67.57 15.09 0.00

141,83
39.42

These are not actual site-generated waste streams. “The*non-mixed TRU waste
volume was calculated from the difference between the 1993 IDB and the Phase Ii

MWIR. These IDCs, WMCs, and WMCGs were generated by

waste volumes to the major mixed TRU waste streams.

rtioning the TRU

Footnotes: [15,18,21, 22,27

HE
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WASTE STREAM PROFILES conmuzpfA0-94-1005. Rev. o

June 1984

29-Jun-54

" DATABASEWSID [RL-T07

WASTE MATRIX CODE - Site

HANDLING[RH FIELD OFFICE [Richiand
WS NAME |[NON MIXED TRU DERIVED FROM IDB
NO MIGRATION VARIANCE PETITION [ information Incomplete
| WIPP PART B APPLICATION [Not Appiicable
- Group | inorganic Nommetal Waste TRUCON| Informalion Incomplete

Site [ Not Reponted

STE PARAMETERS [k Max Avg  Min

Assigned |RF-371

Inorganics

Retrievable

Projected

Organics

Total

Selidified

Iron-Based
Metals/Alloys

Aluminum-Based
Metals/Alloys

Other Metals
Other Materials

Rubber

Organic Matrix
Inorganic Matrix

. Seils Seil
* Packaging Materials Steel

Plastic

572.12
Celulosics 24 .04 24.04 0.00

572.12 0.00

141.83
39.42

These are not actual site-generated waste streams. The non-mixed TRU waste
volume was calculated from the difference between the 1993 |DB and the Phase |i

MWIR. These IDCs, WMCs, and WM
waste volumes to the major mixed TRU waste streams.

CGs were generated by

ioning the TRU

Footnotes: {15, 18, 21, 22, 27

E - 23(



WASTE STREAM PROFILES

(CONTINUED)

CAQ-94-1005, Rev, §
June 1954

[RL-WO72

HANDLING|CH

FIELD OFFICE |Richiand

TC METAL INDRGANIC SOLID DEBRIS, TRU(HG)

WASTE MATRIX CODE - Site
g + Group

NO MIGRATION VARIANCE PETITION [ information Incompiste

| WIPP PART B APPLICATION | Information Incomplete

Heterogensous Waste

TRUCON] Information Incamplete

Site [TRUM-02

WASTE PARAM RS {k

Max Avg M

Assigned |[RF-480

WASTE VOLUMES fcu. m.)

Retrievable 8

Projected

Total

Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber
Plastics
Organic Matnx
Inorganic Matrix
< Soils Soil
" Packaging Materials  Sicel
Plastic

Inorganics

Organics

Solidified

256.10  256.10 0.00
271.77 211 0.00

24.68 24.68 0.00
29.28 29.28 0.00
4527 7.43 0.60

67.57 15.09 0.00

141.83
3%.42

Footnotes: (16,17, 21,22, 23

E-231



WASTE STREAM PROFILES  (coxmwuenf0-94-1005. Rev. o

June 1894

28-Jun-94

DATABASE Ws ID

RL-W074

HANDLING!CH ’

FIELD OFFICE |Richiand

WS NAME (TC METAL ORGANIC 30LID DEBRIS, TRU

NO MIGRATION VARIANCE PETITION | information Incompiete
| WIPP PART B APPLICATION | information Incomplete

WASTE MATRIX CQDE - Site
Hiniii - Group

S440

Heterogeneous Waste

site [TRUM-04

Assigned [RH-00

WASTE VOLUMES (cu. m.)
Retrievable o
Projected
Total

| TRUCON | Information Incamplete

WASTE PARAMETERS (kg/m3)  Max Avg Min
Inorganics Iron-Based 43269 11538 0.00
Metais/Alloys
Aluminum-Based
Metals/Alloys
Other Metals 0.24 0.00 0.00
Other Materials 101,11 49.05 0.00
Organics Celulosics 10.67 0.48 0.00
Rubber 96.2¢ 7.21 .00
Plastics  155.00 16.34 0.00
¥ Solidified Organic Matrix
Inorganic Matrix
2 Soils Soil
K Packaging Materials Steel 141.83
Plastic 39.42

Footnotes: |16, 17, 21, 22, 23

E - 232

RS



WASTE STREAM PROFILES (conmnuepf 0941995 Rev 2

June 1954

RL-WO075 I

HANDLING|CH

FIELD OFFICE |Richland

WS NAME [TC METAL ORGANIC SOLID DEBRIS, TRU (HG)

WAS

TRIX CODE - Site
: - Group

NO MIGRATION VARIANCE PETITION | Information Incomplete

TWIPP PART B APPLICATION | Information Incomplete

Heterogeneous Waste

TRUCONI| Information Incomplete

Site [TRUM-GS

WASTE PARAMETERS (ka/m3}

Max  Avg  Min

Assigned |RH-001

WASTE VOLUMES {cu. m}

Retrievable e

Projected
Total

4; Solidified

Iron-Based

’ Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix
Soils Soil

Inorganics

Organics

Packaging Materials Steel

Plastic

432.69 115.38 0.00

0.24 0.00 0.00
10111 49.05 0.00
10.67 0.48 0.00
96.26 721 0.00
155.00 1634 0.00

141.83
39.42

Footnotes: |16,17,21,22, 23

Wy



WASTE STREAM PROFILES  (contmuepSA0-94-1005, Rev. 0

June 1594
29-Jun-94
DATABASE Ws [0 [RL-WO77 HANDUNG[CH |  FIELD OFFICE [Richiang '
WS NAME [NON-TC MET/SOLVENT ORG. SOLID DEBRIS-TRD 5
NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE - Site 5440 | WIPP PART 8 APPLICATION | Information lncomplete
: - Group | Heterogeneous Waste | TRUCON] Information Incomplete
Be's WASTE PARAMETERS (kg/m3)  Max Avg Min
Site [TRUM-07"
Assigned [RH-001 Inorganics Iron-Based 43269 115.38 0.00
Metals/Alloys
Alyminum-Based
; Metals/Alloys
WASTE VOLUMES fcu. m) Other Metals 0.24 0.00 0.00
Retrievable Other Materials 101.11 49.05 0.00
Projected Organics Celulosics 10.67 0.48 0.00
Totai Rubber  96.26 7.21 0.00
Plastics 155.00 16.34 0.00
- Solidified Organic Matrix
Inorganic Matrix
* Packaging Materials  Stee| 141.83
Plastic 3942
"r..,
s
Footnotes: [16,17,21, 22, 23 - il




WASTE STREAM PROFILES (continuepfA%-941005. Rev O

Juna 1984
29-Jun-94
MTAB#SE WS ID [RL-WO78 l HANDLING]CH FIELD OFFICE [Richiand
' WS NAME |LEAD ACID BATTERIES, TRU
NO MIGRATION VARIANCE PETITION [ information Incomplete
WASTE MATRIX CODE - Site 7410 | WIPP PART B APPLICATION | Information incomplete
P - Gfoup Lead/Cadmium Metal Waste J TRUCOﬁflnfomatlon lncomplete
;m.c.s WASTE PARAMETERS {kg/m3} Max Avg Min
Site [TRUM-08
Assigned [RF-480 Inarganics Iron-Based 256.10 256.10 0.00
e Metals/Alloys
Aluminum-Based 27.17 27.17 0.00
; - Metals/Alloys
WASTE VOLUMES jcu. m,) Other Metals 24 68 24.68 0.00
Retrievable 21 Other Materials 29,28 2928 0.00
Projected Organics Celulosics ~ 45.27 7.43 0.00
Total Rubber
Plastics  67-37 15.09 0.00
4 Solidified  Organic Matrix
Inorganic Matrix
i Soils Soil
1 Packaging Materials  Steel 141.83
Plastic 39.42
Footnotes: [11, 16,17, 21,22, 23 ]

= -235



WASTE STREAM PROFILES (CONTINUED)"AC-94-1005, Rev. 0

June 1594
29-Jun-94
DATABASE WS iD [RL-Wo7s } HANDLING/CH |  FIELD OFFICE |[Richiang ‘
WS NAME [LEAD ACID BATTERIES, TRU (HG) ]
NO MIGRATION VARIANCE PETITION | information Incomplete ]
WASTE MATRIX CODE . Site 7410 [ WIPP PART B APPLICATION | information Incomplete
: - Group | Lead/Cadmium Metal Waste TRUCON| Infermatian Incomplete
C o HKe's ASTE PARAMETERS (kq/m3 Maz Avg Min
Site (TRUM-09
Assigned |RF-430 Inorganics Iron-Based  256.10  256.10 0.00
' Metals/Alloys
Aluminum-Based 27.77 27.77 .00
Metals/Alloys
WASTE VOLUMES feu. m.) Other Metals 2468 2468 0.00
Retrievable Other Materials 2928 2928 0.00
Projected Organics Celulesics 4527 7.43 0.00
Tatal Rubber
Plastics =~ 6757  15.09 0.00
1 Solidified Organic Matrix
Inorganic Matrix
Soils Soil
" Packaging Materials Steel 141.83
Plastic 39.42
L
Footnotes: |11, 16,17, 21, 22, 23 il

E - 23¢



WASTE STREAM PROFILES (continugn)CAC-94-1005, Rev. 0

June 1854

29-Jun-54

 DATABASE WS ID [RL-W080

HANDLING|CH

FIELD OFFICE |Richland

WS NAME }RADIOACTIVE LEAD SOLIDS, TRU

WASTE MATRIX CODE - Site
i - Group

iDC’s

NO MIGRATION VARIANCE PETITION ! Information incomplete

| WiPP PART B APPLICATION | information incomplete

Heterogeneous Waste

TRUCON| Information Incomplete

Site [TRUM-10

Assigned |RF-321

WASTE VOLUMES {cu_m,)

Retrievable 027
Projected i

Total

ASTE PARAMETERS {kg/m3

Max Avg Mo

Iron-Based
Metals/Alloys

Aluminum-Based
Metals/Alloys
QOther Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matnix
Soils Soil

Inorganics

Organics

Solidified

g Packaging Materials Steel

Plastic

91346  302.88 76.92

141.83
39.42

Footnotes: (16,17, 21,22, 23

E 2237



WASTE STREAM PROFILES ' (conTinuepfA0-84-1005, Rev. 0

June 1994
28-Jun-94
DATABASE WS ID [RL-Wo81 . HANDLING[CH FIELD OFFICE [Richiand s
WS NAME |RADIOACTIVE LEAD GLASS SOLIDS, TRU I
NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE - Site 5490 | WIPP PART B APPLICATION | Information incompiete
g - Group | Heterogeneous Waste TRUCON] Information Incomplete

L ey AST METERS (ka/m3)  Max Avg  Min
Site | TRUM-11
Assigned RF-4d0 Inorganics Iron-Based
E O Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES jcu_my) Other Metals
Retrievable B Other Materials ~ 290.75 290,75 0.00
Projected Organics Celulosics 1.10 110 0.00
Total Rubber 1.10 1.10 0.00
Plastics  19.82  19.82 0.00
-f: Solidified Organic Matrix
Inorganic Matrix
4 Seils Soil
* Packaging Materials  Steel 141.83
Plastic 39.42
Footnotes: [16, 17,21, 22, 23 ]

E - 23t



WASTE STREAM PROFILES

(CONTINUED

0-94-1005, Rev. 0

June 1994
29-Jun-94
M“B“SE Ws D |RL-W082 HANDLING[CH FIELD OFFICE [Richiand |

WS NAME

RADIOACTIVE LEAD SOLIDS, TRU (HG)

- Site

WASTE MATRIX CODE
3 - Group

NO MIGRATION VARIANCE PETITION Tlniormation‘ incomplete

| WIPP PART B APPLICATION

Information Incompiate

L.ead/Cadmium Metal Waste

TRUCON| Information Incomplete

Site [TRUM-12

WASTE PARAMETERS (kg/m3)

Max

Avg  Min

Assigned |RF-321

WASTE VOLUMES {cu, m.)

Retrievable w0

Projected

Total

Iron-Based
Metals/Alloys

Aluminum-Based
Metals/Alloys

Other Metals
Other Materials
Celulosics
Rubber

Plastics
Organic Matrix

Inorganic Matrix
Soil
Steel

Plastic

Inorganics

Organics

. Solidified

Soils

' Packaging Materials

913.46  302.83 76.92

141.83
3942

Footnotes: 16, 17, 21,22, 23

= - 239
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WASTE STREAM PROFILES {CONTINUEDf AC-84-1005. Rev. 0

June 1994

29-Jun-94

_DATABASE WS ID [RL-W083

HANDLING!CH

WS NAME |RADIOACTIVE LEAD SOLIDS, TRU {LB)

NO MIGRATION VARIANCE PETITION | Information Incompiete

WASTE MATRIX CODE - Site
- Group

DC's

[ WIPP PART B APPLICATION | Information incomplete

Lead/Cadmium Metal Wasle

site [TRUM-13

WASTE PARAMETERS {kq/m3)

TRUCON! Information Incompiete

Max  Avg  Min

Assigned |RF-321

WASTE VOLUMES {cu. m.}

‘Retrievable

Projected

Total

& Solidified

Inorganics Iron-Based
Metals/Allays
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Organics Celulosics

Plastics

Organic Matrix
Inorganic Matrix
Soils Soil

* Packaging Materials Steel

Plastic

Rubber

91346  302.88 76.92

141.83
39.42

Footnotes: 116,17, 21, 22, 23

FIELD OFFICE [Richiand

o

i



WASTE STREAM PROFILES

(CONTINUED

AD-84-1005, Rev, 0
June 1994

25 Jun-94

DATABASE WS ID [RL-WO85

HANDLING|CH

FIELD OFFICE [Richland

WS NAME |SOLVENT/TC METAL INORG. SOLID DEBRIS-TRU

NO MIGRATION VARIANCE PETITION | Infermation Incomplete
TWIPP PART B APPLICATION | Information Incomplete

WASTE MATRIX CODE - Site
B - Group

Heteregeneous Waste

| TRUCON{ Information Jncomplele

Site [TRUM-15

Assigned [RF-480

WASTE YOLUMES (cu, m.)

Retrievable
Projected
Totai

WASTE PARAMETERS [ka/m) Max Avg Min

Inorganics Iron-Based  256.10 256.10 0.00
Metals/Alloys

Aluminum-Based 27.77 27.77 0.00
Metals/Alloys

Other Metals 24 68 24.68 0.00

Other Materials 29.28 29.28 0.00

Organics Celulosics 43.27 743 0.00
Rubber

Plastics  67.57 15.09 0.00
Solidified Organic Matrix
Inorganic Matrix
Soils Soil

Packaging Materials = Steel

Plastic

14183
3942

Footnotes: (16, 17,21, 22, 23
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WASTE STREAM PROFILES {CONTINUED)~A0-94-1005, Rev. 0

June 1994

29-Jun-94

WS NAME

WASTE MATRIX CODE - Site

RL-W086 | HANDLING|CH FIELD OFFICE [Richiand
SOLVENT/TC METAL ORG. SOLID DEBRIS. TRU
NG MIGRATION VARIANCE PETITION | Information Incomplete
5440 | WIPP PART B APPLICATION [ information Incomplete
- Group Heterogeneous Waste TRUCON{ Information incomplete

Be's

site [TRUM-18

Assigned [RF-831

WASTE VOLUMES (cu. my

Retrievable i 5

Projected

Total

WASTE PARAMETERS (kg/m3 Max Avg Min
Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials 4.23 1.10 0.00
Qrganics Celulosics  576.85  115.83 0.00
Rubber 47.84 11.11 0.00
Plastics 84.42 33.32 0.00
4 Solidified Organic Matrix
Inorganic Matrix
¥ Soils Soil
: Packaging Materials Steet 141.83
: Plastic 3942

Footnates: 16,17, 21, 22, 23

E - 242



WASTE STREAM PROFILES  (conminugpfA0-941005: Rev. 0

June 1894

29-Jun-94

: TABASE WS 1D RL-WIO HANDLING|CH FIELD OFFICE !Richland

WS NAME (WA NON-TC/SOLV. ORG. SOLID DEBRIS, TRU

NO MIGRATION VARIANCE PETITION | Information incomplete

WASTE MATRIX CODE - Site 5440 | WiPP PART B APPLICATION | informaticn Incompiete
e - Group Heterogeneous Waste TRUCONunfonnation Incemplete
: W PARAM S (kg/m3 Max Avg Min
Site [TRUM-17 j
Assigned [RF-831 Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES (cu.m) Other Metals
Retrievable Other Materials 4.23 1.10 0.00
Projected Organics Celulosics  576.85 11583 0.00
Total Rubber  47.8¢  1L1I 0.00
Plasics ~ 8442 3332 0.00
¥ Salidified Organic Matrix
Inorganic Matrix
4 Soils Soil
1 Packaging Materials  Steel 141.83
Plastic 39.42
Footnotes: [16, 17, 21,22, 23 |

E'-243



WASTE STREAM PROFILES  (conminuenfA0-94-1005, Rev. 0

June 1994

TABASEWS I RLWim ) HANDLINGICH FIELD OFFICE [Richiand
- WS NAME |MTRU-SOIL-TC MET

NO MIGRATION VARIANCE PETITION | Information Incompiete

WASTE MATRIX CODE - Site [4_200 | wWiPP PART B APPLICATION Information incomplete
ERRE - Group [ sgil TRUCON| Information Incomplete
JdpC's WASTE PARAMETERS fkafm3)  Max Avgd Min
Site [TRUM-21 I
Assigned [MD-842 4 Inorganics Tron-Based 0.57 0.57 0.00
Metals/Alloys
Aluminum-Basad
Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals 0.15 0.08 0.00
Retrievaple 12 Other Materials 33.91 5.70 0.00
Projected 274 Organics Celulosics 0.71 071 0.00
Total Rubber
Plastics
: Solidified Organic Matrix
Inorganic Matrix .
Sails Soil 671.46 564.57 457.45
{ Packaging Materials Steel 141.83
Plastic 39.42

b

Footnotes: (16,17, 21, 22, 23

E - 244



NS

WASTE STREAM PROFILES

(CONTINUEDAC-94-1005, Rev. 0

June 1994

29-Jun-34

DATABASE WS ID [RL-W134

HANDLING{CH

FIELD QFFICE IRichland

WS NAME |MTRU-APPENDIX V LABPACKS-CA

i NO MIGRATION VARIANCE PETITION | Information Incompiete
| WIPP PART 8 APPLICATION | Information Incomplete

WASTE MATRIX CODE - Site

- Group

Solidified Organic Waste

TRUCON| Information incomplete

site [TRUMZ

Assigned |RH-D04

Retrievable

Projected

Total

4 Solidified

WAS ARAMETE kg/m3

Max Avg Min

Iron-Based
Metals/ Alloys

Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Celulosics
Rubber

Plastics

Organic Matrix
Inorganic Matrix
Soils Soil

Inorganics

Organics

1 Packaging Materials  Steel

Plastic

75.00 75.00 0.00

141.83
3942

Footnotes: (5, 16,17, 21, 22, 23, 24




WASTE STREAM PROFILES (coNnNUED'CAO‘Q“'mOi Rev. 0

June 1994

29-Jun-54

DATABASE WS ID [RLW135 | HANDLING[CH FIELD OFFICE [Richiand o
WS NAME |MTRU-APPENDIX V LABPACKS-SOLVENT/CA S
NG MIGRATION VARIANCE PETITION [information incomplete

WASTE MATRIX CODE - Site 6190 | WIPP PART B APPLICATION | information Incompiete
- Group | Solidified Inorganic Waste TRUCON| Information Incomplete
. imcs | WASTE PARAMETERS (ka/m3)  Mazx Avg  Min
Site [RH-001™ ]
Assigned RH-001 . N Inorganics Iron-Based 43269 11538 0.00

Metals/Alloys
Aluminum-Based
5 Metals/Alloys
ASTE VOLU

Other Metals 0.24 0.00 0.00

Retrievable Other Materials 101.11 49.05 0.00
Projected Organics Celulosics 10.67 0.48 0.00
Total Rubber 9626  7.21 0.00

Plastics 155.00 1634 0.00
. Solidified Organic Mairix

Inorganic Matrix
Soils Soil
- Packaging Materials Steel 141.83
Plastic 39.42
kz;it.i;-

Footnotes: [S, 16,17, 21, 22, 23, 24

E - 24¢ L



WASTE STREAM PROFILES (continuepf#0-84-1005. Rev. 0

June 1994
29-Jun-94
DATABASE WS ID [SA-TO1 HANDLING[CH FIELD OFFICE [Albuquerque
7 WS NAME INON MIXED TRU

NO MIGRATION VARIANCE PETITION Unfon'nation Incomplete

WASTE MATRIX CODE - Site 8500 | WIPP PART B APPLICATION [Not Applicable
S - Group | Unknown Waste TRUCON| information incomplete
WASTE PARAMETERS {kg/m3)  Max Avg Min

Site [Not Reported
Assigned [UNK

Inorganics Iron-Based

Metals/Alloys

Aluminum-Based

Metals/Alloys

Other Metals

Other Materials

QOrganics Celulosics

Rubber

Plastics

A4: Solidified Organic Matrix

Inorganic Matrix

4 Soils Sail
T Packaging Materials Steel 141.83
i Plastic 39.42

WASTE vol

Retrievable
Projected
Total

These are not actual site-generated waste streams. The‘non-mixed TRU waste
volume was calculated from the difference between the 1993 IDB and the Phase |
MWIR. These IDCs, WMCs, and WMCGs were generated by portioning the TRU
waste volumes to the major mixed TRU waste streams.

Footnotes: [15,,20,21, 22,27 i

E'-247



WASTE STREAM PROFILES (conmmuepfA0-84-1005. Rev. 0

June 1994
29-Jur-94
DATABASE WS ID [SAWi3 HANDLINGIRH |  FIELD OFFICE [Albuguerque | -
g WS NAME |TRANSURANIC WASTE AT HOT CELL FAGILITY e
NO MIGRATION VARIANCE PETITION | information Incomplete _
WASTE MATRIX CODE - Site 8900 | WIPP PART B APPLICATION | Information Incompiete
e o - Group | Unknown Waste | TRUCON; Information Incomplete
oC's WASTE PARAMETERS (kg/m3} Max Avg Min
Site [ Not Reported
Assigned [UNK = Inorganics Iron-Based
= Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VoL {cu. m.) Other Metals
Retrievable i Other Materials
Projected Organics Celulosics
Total Rubber
EPA CODE(s) Plastics
UNK = Solidified Organic Matrix
Inorganic Matrix
Soils Soil
Packaging Materials Steel 141.83
Plastic 3942
t::,:-_"'.: ;
v
Footnotes: (16, 21, 23, 23, 26 Il
N,
E - 24§ R



WASTE STREAM PROFILES (contmuepfAC-94-1005, Rev. 0

June 1584
29-Jun-94
TABASE WS ID [SRI01 HANDUING{CH FIELD OFFICE [Savannah RW|
WS NAME [NON MIXED TRU DERIVED FROM IDB
NO MIGRATION VARIANCE PETITION { Information Incomplate
WASTE MATRIX CODE - Site } WIPP PART B APPLICATION iNct Applicable
i ; - Group Solidified Organic Waste TRUCON| Information Incomplete
ADC’s ASTE PARAMETERS {ka/m3 Max Avg Min
Site | Not Reported
Assigned |RF-801 Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOL| {cu. m,) Other Metals .
Retrievable Other Materials
Projected Organics Celulosics
Total Rubber
Plastics -
:} Solidified Organic Matrix  1134.62 923.08 350.96
Inorganic Matrix
J Soils Soil
I Packaging Materials  Steel 141.83
g = Plastic 39.42

These are not actual site-generated waste streams. Th
volume was calculated from the difference between the 1993 IDB and the Phase Il
MWIR. These IDCs, WMCs, and WMCGs were generated by portioning the TRU

waste volumes to the major mixed TRU waste streams. ‘

Footnotes: [15, 18, 21, 22, 27 |




June 1994

WASTE STREAM PROFILES  (contmuep 2941005, Rev. 0

ATABASE WS 10 [SR.T02 HANDLING[CH |  FIELD OFFICE [Savannan Rv] <
 WSNAME [NON MIXED TRU DERIVED FROM IDB

NO MIGRATION VARIANCE PETITION Information Incomplete
WASTE MATRIX CODE - Site i WIPP PART B APPLICATION |Not Applicable

- Group | Combustible Wasts TRUCON Information Incomplete
: RCs WASTE PARAMETERS (ka/m3]  Max Avg Min
Site [Not Reported
Assigned |RF-831 Inorganics Iron-Based

Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES (cu, m.) Other Metals
Retrievable 4747 Other Materials 423 1.10 0.00
Projected 2987 Organics Celulosics  576.85  115.83 0.00
Total T34

Rubber 47.84 111 0.00

Plastics 8442  33.32 0.00
L Solidified Organic Matrix
Inorganic Matrix

£ Soils Soil
Packaging Materials Steel 141.83
; Plastic 39.42

These are not actual site-generated waste streams. The non-mixed TRU waste
volume was calculated from the difference between the 1993 ]JDB and the Phase Il
MWIR. These IDCs, WMCs, and WMCGs were generated by pior ioning the TRU
waste volumes to the major mixed TRU waste streams.

Footnotes: |15, 18 21, 22 27

: AN
E - 25(



WASTE STREAM PROFILES

{CONTINUED

AQ-94-1005, Rev. 0
June 1994

29-Jun-94

 DATABASE WS ID [SR-W006

HANDLINGICH

|  FIELD OFFICE |Savannah Riv

WS NAME [MIXED TTA/XYLENE

NO MIGRATION VARIANCE PETITION | Information incomplete

WASTE MATRIX CODE - Site

- Group

Site [Not Reported

Assigned [RF-801

WASTE VOLUMES {cu. m.}

Retrievable =0
Projected 0
Total 3

[ WIPP PART B APPLICATION | Informaticn Incomplete
Soiidified Organic Waste TRUCON| Infarmation Incompiete
WASTE PARAMETERS (ka/m3)  Max Avg Min
Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Materials
Organics Celulosics
Rubber
Plastics
Solidified Organic Matrix 1134.62  923.08  350.96

Inorganic Matrix
- Soils Soil

' Packaging Materials Steel 141 .83

Plastic 39.42

Footnotes: (1,8 16,17,21, 22 23

E-281



WASTE STREAM PROFILES

{CONTINUED)

CAC-94-1005, Rev. 0
June 1994

29-Jun-34

DATABASE WS ID [SR-W028

HANDLING(CH

WS NAME |[THIRDS TRU WASTE

FIELD OFFICE [Savannah Riv] -

NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site 5400 | WIPP PART B APPLICATION | Information Incomplete
. - Group | Heterogeneous Waste TRUCON| Information incomplete
10C's WASTE PARAMETERS {kq/ Max Avg Min
Site |049/050 ]
Assigned |RF-831 ] Inorganics Iron-Based
Metalg/Alloys
Aluminum-Based
_ ; Metalg/Alloys
WASTE VOLUMES (cu. m) Other Metals
Retrievable BT Other Materials 423 1.10 0.00
Projected 5813 Organics Celulosics  576.85  115.83 0.00
Total Rubber 4784  1L11 0.00
Plastics 84,42 3332 0.00
: Solidified Organic Matrix
Inorganic Matrix
4 Soils Soil
| Packaging Materials  Steel 141.83
Plastic 39.42

Footnotes: [16, 17,21, 22, 23

E -252




WASTE STREAM PROFILES

CAQ-94-1005, Rev. 0

(CONTINUED} June 1994
29-Jun-94
_:_‘TABASE WsiD [SR-w027 HANDLING[CH FIELD OFFICE [Savannah Riv]
: WS NAME [SOLVENT TRU WASTE
NO MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE - Site 5400 | WIPP PART B APPLICATION | Information Incomplete
SN - Group Heterogeneous Waste TRUCON| Information Incomplete
. WASTE PARAMETERS (kq/m3}  Max Avg Min
Site [049/050
Assigned |RF-83 Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VO {cu. m.} Other Metals
Retrievable 4856 Other Materials 4.23 1.10 0.00
Projected 10 Organics Celulosics 576.85  115.83 0.00
Total Rubber 4784  1L11 0.00
Plastics 3442 33.32 0.00
§: Solidified Organic Matrix
: Inorganic Matrix
I Sails Soil
' Packaging Materials Steel 141.83
Plastic 39.42

Footnotes: 16, 17,21, 22,23

D



WASTE STREAM PROFILES (CONTINUED{-AC-94-1005, Rev. 0

June 1994

29-Jun-94

DATABASE WS ID [SR-W044 HANDLING[CH FIELD OFFICE [Savannan Riv] : -
“" WSNAME [TRI-BUTYL-PHOSPHATE & N-PARAFFIN- TRU
NQ MIGRATION VARIANCE PETITION | Information Incomplete
WASTE MATRIX CODE . Site (2100 | WIPP PART B APPLICATION | Information Incomplete

A -+ Group | Solidified Organic Waste TRUCON| Information Incomplets

C’s WASTE PARAMETERS (kg/m3})  Max Avg Min
Site 096

Assigned |[RF801_

Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys

WASTE VOLUMES (cu. m.) Other Metals
Retrievable Other Materials
Projected Organics Celulosics
Totai Rubber
Plastics
§:  Solidified Organic Matrix 113462  923.08 35096
Inorganic Matrix

Soils Soil
T Packaging Materials Steel

141.83
Plastic 39.42

Footnotes: {1, 8, 16, 17, 21, 22, 23




WASTE STREAM PROFILES (contmueptAC-94-1005. Rev. 0

June 1994

28-Jun-94

ATABASE WS ID [SR-W053

“ WS NAME [ROCKY FLATS INCINERATOR ASH

NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site 3111 [ WIPP PART B APPLICATION
B - Group Solidified Inorganic Waste

HANDLING|CH FIELD OFFICE |Savannah Riv

Information Incomplete
TRUCON| Information Incompiete

Site {Not Reported
Assigned |[RF-8062

WASTE PARAMETERS (kg/m3}  Max Avg Min

Inorganics Iron-Based
Metals/Alloys
Aluminum-Based

, Metals/Alloys
WASTE VOLUMES {cu, m.) Other Metals

Retrievable
Projected
Total

Other Materials
Organics Celulosics
Rubber
Plastics
-4 Solidified Organic Matrix
Inorganic Matrix  2012.02  625.00  164.90
- Soils Soil
' Packaging Materials  Steel 141.83
: Plastic 3942

Footnotes: [3,8, 16, 17, 21, 22, 23

E - 258



WASTE STREAM PROFILES  (conmvuenfA0-$41005, Rev. 0

June 1994
29-Jun-94
- DATABASEWS ID [Wv-T01 HANDLING[CH FIELD OFFICE [idaho
WS NAME |NON MIXED TRU DERIVED FROM 108 ]

7 NO MIGRATION VARIANCE PETITION | Information Incomplete

WASTE MATRIX CODE - Site | WIPP PART B APPLICATION [Not Appiicabie
- Group | Sciidified Inorganic Waste | TRUCON] Information Incomplete

Site | Not Reported

WASTE PARAMETERS (kg/m3)} Max Avg Min

Assigned [RF-8062 Inorganics Iron-Based
Metals/Alloys

Aluminum-Based

: Metals/Alloys

WASTE VOLUMES (cu, m,) Other Metals
Retrievable 219 Other Materials
Projected Organics Celulosics

Toatal Rubber

Plastics

4. Salidified Organic Matrix
Inorganic Matrix  2012.02  625.00  164.90
T} Soils Soil
" Packaging Materials  Steel 141.83
Plastic 3942

These are not actual site-generated waste streams. The fon-mixed TRU waste
volume was calculated from the difference between the 1993 IDB and the Phase ||
MWIR. These IDCs, WMCs, and WMCGs were generated by portioning the TRU
waste volumes to the major mixed TRU waste streams.

Footnotes: [15,18 21, 22, 27

E - 256 N



WASTE STREAM PROFILES

CAQ-94-1005, Rev. 0

{CONTINUED) Jone 1394
29-Jun-94
WV-T02 HANDLING|CH FIELD OFFICE {ldaho |

NON MIXED TRU DERIVED FROM IDB

WASTE MATRIX CODE - Site
: : - Group

NO MIGRATION VARIANCE PETITION [Infurmatinn Incompiete

TWIPP PART B APPLICATION

Mot Applicable

Lead/Cadmium Metal Waste

WASTE PARAMETERS (kg/m3

Site | Not Reported

Max

TRUGCON| information Incomplete

Avg  Min

Assigned |RF-321

! Inorganics Iron-Based

WASTE VOLUMES {cu. m)

Retrievable 29
Projected L Q
Total =29

Metals/Alloys
Aluminum-Based
Metals/Alloys
Other Metals
Other Matenals
Celulosics
Rubber
Plastics
Organic Matnix
Inorganic Matrix
Soil
Steel
Plastic

Organics

1 Soils
" Packaging Materials

213.46

302.88 76.92

141.83
39.42

These are not actual site-generated waste streams. The non-mixed TRU waste
volume was calculated from the difference between the 1993 IDB and the Phase II

MWIR. These IDCs, WMCs, and WMCGs were generated by
waste volumes to the major mixed TRU waste streams.

Footnotes: [15, 18,21, 22, 27

E-257



WASTE STREAM PROFILES {CONTINUED)CAC-94-1005, Rev. 0

June 1984

28-Jun-94

DATABASE WS ID WV-T03
i WS NAME [NON MIXED TRU
NO MIGRATION VARIANCE PETITION | Information Incomplete

HANDLING|RH [ FIELD OFFICE |ldaho

WASTE MATRIX CODE - Site l WIPP PART 8 APPLICATION |Not Applicable
E: - Graup | Unknown Waste TRUCON; Information Incomplete

Site | Not Reported
Assigned [UNK Inorganics Iron-Based
Metals/Alloys
Aluminum-Based
Metals/Alloys
WASTE VOLUMES fcu. m) ~ Other Merals
Retrievable 4 Other Materials
P"‘j“_’r‘ed ' Organics Celulosics
ota
Rubber
Plastics
. Solidified Organic Matrix
Inorganic Matrix
I seils Soil
" Packaging Materials  Steel i41.83
Plastic 39.42

These are not actual site-generated waste streams. The non-mixed TRU waste
volume was calculated from the difference between the 1993 DB and the Phase |l
MWIR. These IDCs, WMCs, and WMCGs were generated by ioning the TRU
waste volumes to the major mixed TRU waste streams.

Footnotes: (15, 18, 21, 22, 27

E -258



WASTE STREAM PROFILES (conmnuen™ 341993 Rev @

June 1994

29-Jun-94

" OATABASEWSID wwozdi HANDLING[CH FIELD OFFICE [Idaho
o WS NAME [TRU LEAD

NO MIGRATION VARIANCE PETITION i Information Incomplete

WASTE MATRIX CODE - Site 7200 [WIPP PART B APPLICATION | Information Incomplete
: _ - Group | Lead/Cadmium Metal Waste TRUCON | information Incomplete
IpC's WASTE PARAMETERS (kgim3)  Max Avg  Min
Site 2404
Assigned {RF-321 Inorganics Iron-Based
A Metals/Alloys
Aluminum-Based
S Metais/Alloys
WASTE VOLUMES (cu. m.) Other Metals ~ 913.46  302.88  76.92
Retrievable v Other Materials
Projected ) Organics Celulosics
Total _2 Rubber
EPA CODE(s) o Plastics
- Solidified  Organic Matrix
I Inorganic Matrix
Seils Seil
Packaging Materials Steel 141.83
L Plastic 39.42

Footnotes: [16,17, 21,22, 23 |




WASTE STREAM PROFILES (CONTINUED) O 94-1005, Rev. 0

June 1994
29-Jun-94
DATABASE WS ID fV_VV-WO‘ﬂ HANDLING|CH FIELD OFFICE jldaho

WS NAME |TRU PAINT (DRY) WITH METALS
NO MIGRATION VARIANCE PETITION | information Incomplate

WASTE MATRIX CODE - Site 313t | WIPP PART B APPLICATION information Incomplete
- - Group Salidified Ingrganic Waste TRUCONMom:ation Incompiete
| IDC's WASTE PARAMETERS (kg/m3)  Max Avy Min
Site | Not Reported ]
Assigned |[RF-806.2 Inorganics Iron-Based
- - Metals/Alloys
p Aluminum-Based
B Metals/Alloys
WASTE VOLUMES {cu. m.) Other Metals
Retrievable 0 Other Materials
Prajected - Organics Celulosics
Tota) ™ 0 Rubber
EPA CODE(s) - Plastics
DOO7A s} Solidified Organic Matrix
DOOBA i Inorganic Matrix  2012.02  625.00 164,90
Soils Soil
Packaging Materials Steel 141.83
Plastic 39.42

Footnates: 3,816, 17,21, 22, 23 ]
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CAD-94-1005, Rev. 0

June 1994

— — JE————

“‘Volume % of Non Mixed and Mixed TRU Waste by Matrix Name for CH and RH Wastes

Site Matrix_Name Mixed or Non _!_VIixed CH or RH Percent
AE

CH 100.0%
Solidified Inorganics CH 3.4%
Solidified Inorganics CH 96.6%
Solidified Organics CH 100.0%
Uncategorized Metal CH 100.0%
Unbatcgorized Metal RH 100.0%




CAQO-94-1005, Rev. O
June 1994

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES

J0dun-94

e e e —

“ DOETRUSITE: AE

“WASTE PARAMETERS FOR Lead/Cadmium Metal Waste

RETRIEVABLY TOTAL PER
WASTESTREAMID SYORED (m3) PROJECTED {m3} STREAM (m3)
AEWG41 0.00 0.70 070
AE-WhH42 0.40 0.00 0.40
0.40 0.70 1.10
Material Parameters (ka/m3) Max Average Min
morganics . iron-based Metals/Alloys 25610 g313 0.00
Afuminum-based Metals/Alioys 2777 10.10 0.00
Other Melals 913.46 20172 0.00
her inorganic Materials 2028 10.65 0.co
Organics 4527 270 0.00
67.57 549 0.00
Solidified Materials Inorganic Matrix
Soils Seil
Packaging Materials 141.83
39.42

RETRIEVABLY - TOJALPER
WASTE STREAMID STORED ém?3) PROJEC m3 STREAM (m3|
AE-W033 330 2,00 530
AE.Wo40 0.40 0.00 0.40
AE-TQ1 17.40 142.40 153.80
21.10 14440 16550
Material Parameters (kg/m3) Min
Inorganics Iron-hased Metais/Alioys
Aluminum-based Metais/Alloys
Other Metals
Cther Inorganic Materials
Organics Cellulosics
Rubber
Plastics
Solidified Materials Inorgyanic Matrix 1057.69
Organic Matrix
Solls Sail
Packaging Materials Stee!
Plastic 39.42

F-1 DOE TRU SITE: AE



CAQ-94-1005, Rev. 0
June 1994

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

WASTE PARAMETERS FOR Sclidified Organic Waste

RETRICVABLY JOTAL PER
0.03w 0.13 0.15
0.02 0.13 b.15
Material Parameters (kg/m3} Ma Averaqe Min
Inorganic iron-pased Metals/Alioys
Aluminum-based Metals/Atioys
Cther Metals
Cther inorganic Materials
Organics Celluiosics
Rubber
Solidified Materials
201202 625.00 164.90
Soils
Packaging Materials 14183
39.42
PARAM e
RETRIEVADLY R
WASTE STREAMJD  STORED im3) PROJECYED {m3) AM
AE-T03 4.40 40,30
440 : 40.10
Material Parameters (kg/m3) Max Average Min
Inorganics Iron-based Metats/Alloys
Aluminum-based Metais/Alloys
Other Metats 813.46 - 30288 76.92
Other Inorganic Materials
Organics Celluiosics
Rubber
Plastics
Solidified Materials Inarpanic Matrix
Organic Matrix
Solls Soil
Packaging Materials Steel
Plastic

F.D MAE TOII GITE.  AE

e e



CAQ-94-1005, Rev. 0
June 1984

SITE-SPECIFIC REMOTE HANDLED WASTE PROFILES

STE PARAM S FOR_Ungpecified Metal W
RETRIEVAE TOTAL PER
STE STREA! STORED Im3} = PROJECTED {m3) STREAM jmd
AE-Toz ' 0.00 47,80 47 60
0.00 47.60 47.60
Material Parameters (kq/m3) Max Average Min
fron-based Metais/Alloys
Aluminum-based Metals/Alloys
Other Metals 913,46 302,68 76.92

Other inorganic Materials

Organics Callulosics
Solidified Materials

Soils

Packaging Materials Steel

F-3 DOE TRU SITE: AE



CAD-94-1005, Rev. O
June 1994

Site Matrix_Name Mixed or Non Mixed CH or RH Percent

Solidified Inorganics 100.0%




CAD-94-1005, Rev. 0
June 1994

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

PROJECTED {m3)
0.25
0.60 Q.25 0.26
Material Parameters (kq/m3} Max Average Min
iron-based Metals/Alloys
Aluminum-based Metals/Alloys
Other Metals
Other Inurganic Materials
Organics Celiulosics
Solidified Materials 1057.69 79327 346.15
Soils
Packaging Materials 141.83
3042

F-4 DOE TRUSITE: AL



CAD-24-1005, Rev. 0
June 19584

Volume % of Non Mixed and Mixed TRU Waste by Matrix Name for CH and RH Wastes

Site Matrix. Name Mixed or Non Mixed  CH or RH Percent

AW
Filter RH 100.0%
Heterogeneous RH 100.0%
Solidified Inorganics RH 100.0%
Uncategorized Metal RH 100.0%




CAD-94-1005, Rev. O
June 1994

SITE-SPECIFIC REMOTE HANDLED WASTE PROFILES (contd)

X-Jun-94

DOE TRUSITE: AW

STE PARAMETERS F Filter Waste

1 RETRIEVABLY TOTAL PER
WASTESTREAMID SYORED(m3)  PROJECTED {m3) STREAM (m3)
.-:::;;_ AW-W024 7.14 039 7.53
2 744 0.39 743
Material Parameters (ka/m3}) y,, Average Min
jron-based Metals/Alloys
i Aluminum-based Metals/Alioys
o Cther Metals
Other inorganic Materiats 428.82 42082 0.00
'-_':"1 Organics Celluiosics
877 877 0.00
Solidifiad Materials
Soils
Packaging Materials 2600.00
460.00
PARAM
i RETRIEVABLY YOTAL PER
3 WASTE STREAMID ~STORED tmd) .. STREAM
i AW-WO20 0.00 02 0.20
] 0.00 0.20 .20
Material Parameters (ka/m3) Max Average Min
norganics Iron-based Matals/Alloys
Aluminum-based Metals/Alioys
Other Metals
Other Inorganic Materials
Organics Celllosics
Rubber
Piastics.
Solidified Materials inorganic Matrix
Organic Matrix
| Soils Soil
‘ Packaging Materiais Steel
Lead

E_R DOE TRU SITE: AW



CAO-94-1005, Rev. D
June 1994

SITE-SPECIFIC REMOTE HANDLED WASTE PROFILES (contd)

£
SR
WASTE PARAMETERS FOR Lead/Cadmium Metal Waste
RETRIEVABLY TOTAL PER
WASTESTREAMID STORED {m3) PROJECTED (ma) STREAM (m3)
o1E 0.00 0.88 0.88
0.00 0.89 0.88
Material Parameters (ka/m3) Max Average Min
Iron-based Metals/Alloys 25610 256.10 0.00
Aluminum-based Metals/Alloys 2777 2777 0.00
Other Wetals 24.68 2468 0.00
Cthar Inorganic Materiats 2028 29.28 0.00
Organics Cellulosics 45.27 7.43 0.00
Rubber
Plastics 67.57 15.09 0.00
Solidifiec Materials inarganic Matrix
Soils
Packaging Materials 2600.00
450.00
PA
RETRIEVAELY JOTAL PER
WASTE STREAMID  STORED STREAM (m3)
AW W02 0.07 i
0.07 -
Material Parameters (kg/m3 Max Average Min
Inorganics iron-based Metals/Alioys ‘
’ Aluminum-based Metats/Alioys
Other Metals
Cther inorganic Materials
Organics Ceilulosics
Rubber
Piastics
Solidified Materials inorganic Matrix 164,90
Organic Matrix
Soils Sail
Packaging Materials Steel
Lead
N
LIRS
“n‘\k‘}



CAQ-94-1005, Rev. 0
June 1984

SITE-SPECIFIC REMOTE HANDLED WASTE PROFILES (contd)

WASTE PARAMETERS FOR Unspecified Metal Waste

RETRIEVABLY JOTAL PER
STORED jm3) PROJECTED (md) STREAM (m3)
D.14 0.0 015
0.0 0.00 Q.01
000 - 0.60 064
0.18 0.61 0.78
Materiat Parameters (kq/m3) Max
Iron-based Metals/Alloys 256.10
Aluminum-based Metais/Alloys 27.77
Other Metals 24.68
Other Inorganic Materials 2928
Organics Cellulosics a5.27
- Rubber
 Plastics 67.57
Solidified Materiats Inorganic Matrix
Organic Matrix
Soits Soil |
Packaging Materials Steel
Lead

Averaqge
25610
27.77

2468
29.28
7.42

15.00

Min
0.00

Q.00

0.00
.00

Q.00

0.00

NOF TR RITE- AW

kN
—y

y



CAD-94-1005, Rev. O
June 1894

Vol

Site Matrix_Name Mixed or Non Mixed CH or RH ' Percent

BC

Unknown TRU RH 100.0%

W



CAD-94-1005, Rev. 0
June 1554

SITE-SPECIFIC REMOTE HANDLED WASTE PROFILES (contd)

. DOE TRUSITE:  BC

WASTE PARAMETERS FOR Unknown Waste v

RETRIEVABLY OTAL PER
WASTESTREAMID STOREDI(mM3]  pROJECTED (md) STREAM (m3)
0.00 368.00 358.00
0.00 368.00 368.00
Material Parameters (kq/m3 Max Average Min
Iron-based Metals/Alioys
Aluminum-based Metais/Alioys

COther Metals
Other inorganic Materials

Organics

Solidified Materials

Soils
Packaging Materials

2600.00
450.00

E_R DOE TRU SITE: BC



CAD-94-1005, Rev. 0
June 1954

s ——— ——————

:Volume % of Non Mixed and Mixed TRU Waste by Matrix Name for CH and RH Wastes

Site Matrix_Name Mixed or Non Mixed CH or RH Percent

BE

Unknown 100.0%

100.0%

Unknown

.
e
S



CAO-84-1005, Rev. D
June 1984

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

% DOETRUSITE: BE

PR T PRRPY ¥ L.

w ASTE PARAMETERS FOR _Unknown Wasie

IEVABLY TOTAL PER
STDRED im3) PROJECTED (m3) STREAM (m3)
0.00 23850 236.50
0.00 236.50 236.50
Material Parameters {kg/m3) Max Average Min
Iron-based Metais/Alloys
Aluminum-based Metals/Alloys
Other Mstals
Other Inorganic Materials
Organics
Solidified Materials
Soils
Packaging Materials 14183
3942

- a DOF TRU SITE: BE



CAO-04-1005, Rev. O
June 1954

SITE-SPECIFIC REMOTE HANDLED WASTE PROFILES (contd)

) 3@1;:1-94

DOE TRUSITE: BE

WWAS PARAM RS F Unknown Waste

; ETRIEVABL Y TOTAL PER
WASTESTREAMID STORED (m3 PROJECTED (m3) STREAM (m3
BE.TOZ: : 0.00 7.20 7.20
.00 7.20 7.20

g

=
v

Material Parameters (kq/m3)

iron-based Metals/Allcys
Aluminum-based Metats/Alioys

Average

Other Metals

Other inorganic Materizis
Crganics Cellulosics

‘Rubber
Solidified Materials
Soils

Packaging Materials




CAD-94-10Q05, Rev. O
June 1984

i m— .

Volume % of Non Mixed and Mixed TRU Waste by Matrix Name for CH and RH Wastes

Site Matrix Name Mixed or Non Mixed CH or RH Percent

ET

Categorized MTRU CH 0.7%

Categorized TRU CH 99.3%




CAD-94-1005, Rev. 0
June 1994

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

o 30uun-94

r—: T ————— S —

" DOETRUSITE: ET

: .y‘g_ STE PARAMETERS FOR Lead/Cadmium Metal Waste
o RETRIEVABLY. TOTAL PER
WASTE STREAMID  STORED PROJECTED STREAM [m3
ET-TOt: o 248 0.20 268
ET-Woi2 0.02 0.00 0.02
2.50 0.20 270

Material Parameters (kq/m3)

Max Average Min
Inorganics - Iron-based Metats/Alloys
w2 Aluminum-based Metals/Alloys

Other Metals 913,46 302.88 76.92

Other inorganic Materials
Organics !
Solidified Materials Inorganic Metrix

Organic Matrix
Soils Sail
Packaging Materials Steel 141.83

3942




——— .

CAO0-94-1005, Rev. O
June 1994

e

Volume % of Non Mixed and Mixed TRU Waste by Matrix Name for CH and RH Wastes

R R e e e e e e e ———————————————— i —————=]
e e e e T e e ———

Site Matrix_Name Mixed or Non Mixed ~ CH or RH __femfr_i
|
Combustible MTRU CH 100.0%
Filter CH 100.0%
Filter RH 100.0%
Graphite CH 82.2%
Graphite CH 17.8%
Heterogeneous CH 100.0%
Heterogeneous RH 57.6%
Heterogencous RH 42.4%
Inorganic Non-Metat CH 98.9%
e Inorganic Non-Metal CH 1.1%
Salt Waste | CH 65.1%
Salt Waste TRU 34.9%
Soils MTRU 100.0%
Solidified Inorganics MTRU 99.5%
Solidified Inorganics TRU 0.5%
Solidified Inorganics MTRU 100.0%
Solidified Organics MTRU 99 4%
Solidified Organics TRU
Uncategorized Metal MTRU
Uncategorized Metal TRU
Unkqown MTRU
Unknown MTRU
Unknown TRU




CAQO-54-1005, Rev. 0
June 1954

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES {contd)

30304
M

+DOE TRU SITE:  IN

.- WASTE PARAMETERS FOR Combustible Waste

: {  RETRIEVABLY TOTAL PER
WASTE STREAMID STORED im2) PROJECTED (m3} STREAM (m3)
INW2ES: 10.18 0.00 10.18
INW202 109.90 0.00 109.90
IN.W205 0.85 0.00 0.85
IN-W326 0.42 0.00 0.42
IN-WZ52 160.23 0.00 160.23
INJW266 2565 0.00 25.65
IN-W336 434 0.00 414
IN-W1s8 17038 0.00 170.38
INJW327 0.00 424
IN-W2E0 i 0.00 63.60
IN-WI30 7.42 0.00 7.42
657.01 0.00 §57.01
Material Patameters (ka/m3) Max Average Min
Inorganics Iron-based Metats/Alloys
Aluminum-trased Metals/Alio
Other Metals 504.81 118.78 0.00
: Other inorganic Materid 144 23 14.18 0.00
Organics Cellulosics : 01875 2781 0.00
Rubber 464 42 130.69 0.c0
Plastics 1060.10 56.72 0.00
Solidified Materials inorganic Matrix
Crganic Matrix
Soils Sail
Packaging Materials Steel 141.83
Plastic 3942

"~ A ™ vnE T 2ITE. M



CAQ-94-1005, Rev. 0
June 1994

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

WASTE PARAMETERS FOR Filter Waste

RETRIEVABLY TOTAL PER
WASTESTREAMID STOREDMS  pRoUECTED (m3) STREAM (m3)
103950 0.00 1039.50
064 0.00 0.64
148 0.00 1.48
383,08 0.00 383.08

1424.70 0.00 1424.70

Material Parameters {kg/m3) Max Average Min
inotganics iron-basad Metals/Alioys
Aluminum-based Metals/Alloys

Other Matats
Other inorganic Maleriats 500.00 238.61 0.00

Organics Celiulosics 9.62 0.00 1.20
" Rubber
Plastics 877 236 0.00
Solidified Materials Inorganic
Organic
Soils Soil
Packaging Materials Steel 14183
Piastic 30.42
S Al TERS FOR -
BETRIEVABLY
WASTE STREAM [D ELQBEEMY PROJECTED (m3) STREAD
IN-WZTE 291.78 0.00
IN-W270 66.78 0.00
NWISY 1230 0.00
IN-W38E 338 0.00
INWDET 444 0.00
IN-W272 1.81 0.00
IN-W27E £.36 0.00
486.96 0.00 7
Material Parameters {ka/m3) Max Average Min
Inorganics Iron-hasad Metals/Alloys
Aluminum-based Metais/Alioys
Other Metais :
Other inorganic Materials 1673.08 74.45
Organics Cellulosics
Rubber
Plastics
Solidified Materiais tnorganic Matrix
Organic Mafrix
Soils Soil
Packaging Materials Steel ' 14183

Plastic 39.42




CAQ-24-1005, Rev. 0
June 1994

N SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

WAS PARAMETERS FOR _Heterogeneous Waste

RETRIEVABLY TOTAL PER
STORED {m3) PROJECTED (m3) STREAM (m3)
1,06 0.00 1.06
370.89 000 370.8%
13.85 0.00 13.95
14.59 000 14.58

IN-W163 085 0.00 0.85
INWIS1 1.48 0.00 1.48
IN-W334 5.51 0.00 5.59
INW25S " 58.84 0.00 58.84
ww2ss 5315 0.00 5315
INW269 3 0.00 25.86 .
WN-W188 0.00 5774.64
IN-W1S9 0.00 1.27
INW308.2 0.00 3465.00
IN-W302 106.00 106.00
IN-W1S6 2695.14 269514
IN-W1BT7 0.2% 0.21
IN-W291 770.09 770.09
N-W1Bg 6.15 €.15
IN-WIT2 165.57 165.57
IN-W225 220 22.20
W71 . 258 359
M-W203 79.89 79.89
WN-W2Z04 1.91 1.9
IN-W1T70 0.42 0.42
N-W28p 2536 25.36
IN-W285 64.90
IN-W328 1.27
NW2TH 0.42
NW1S7 778.34 0.00
1460855 0.00
Material Parameters (kg/m3) Max
norganics iron-based Metals/Alloys 171635
Aluminum-based Metais/Alloys 3822
Other Metals 4663
Other inorganic Materiais 307242
Organics Celisiosics 91875
Rubber 212.02
Piastics 1060.10
Solidified Materials Incrganic Matrix
Organic Matrix 298 0.00
Soils Soil 144,23 0.24
Fackaging Materials Steel 14183
Plastic 39.42

- P aAr Ye ) orre. ikl



CAOD-84-1005, Rev. O
June 1954

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)
WASTE PARAMEYERS FOR inorganic Non-metal Waste

Fae -

30-Jun-84

' RETRIEVAB], TOTAL PER
MEEAMJQ ET_O_EED_th PROJECTED (m3) STREAM (m3)
INWIBT 111.38 0.00 111.36
m-wzg’s 276 0.00 276
w243 24770 0.00 247.70
IN-W240 169.09 0.00 169.09
INWAT4 . 875 0.00 9.75
IN-W245 168.96 0.00 168.96
IN-W247 199.45 0.00 199.45
IN-W230 18.23 0.00 18.23
927.33 0.00 $27.33
‘Material Parameters (kq/m3) Max Average Min
inorganics
Aluminum-based Metais/Alloys
Other Metals: -
Other Inorganic Matefials 07212 332.31 0.00
Organics 2404 395 0.00
1.10 0.94 . poo
2404 19.85 0.00
Solidified Materials
Solls 14423 068 0.00
Packaging Materials 141.83
342
AS
RETRIEVABLY
WASTE STREAMID STORED (m3)
IN-W3BE
IN-W354
IN-W356
IN-WI16
N-W3I14
IN-W342
WN-W3T1
Material Parameters (kqg/m3)
inorganics Iron-basad Metals/Alloys
Alurninum-based Metals/Alioys
Other Metals
Cther Inorganic Materials
Organics Cellulosics
Rubber
Plastics
Solidified Materials inorganic Matrix -
Organic Matrix
Solls Sai
Packaging Materials Steal 141 E3 S

Plastic 30.42 RN



CAQ-84-1005, Rev. 0
June 1954

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES {contd)

WASTE PARAMETERS FOR Soil

RETRIEVABLY TOTAL PER
WASTE STREAMID STORED (m3) PROJECTED (m3) STREAM (md)
ST 38.04 0.00 38.04
38.04 0.00 28.04
Material Parameters (kg/m3) Max
tron-based Metals/Alloys 057
Aluminum-based Metals/Alioys
Other Metals. 0.15
Other Inorganic Materials 33.91
Organics _ Cellulosics 071
Rubber
Plastics
Solidified Materials {narganic Matrix
" Organic Matrix
Soils Soll 671.45
Packaging Materials Stesl
Plastic

Average
0.57

0.08
570
omn

141.83
942

000
0.00

0.00

457.45

nOFE TRII SITE: M



CAO-94-1005, Rev. Q
June 1954

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd) .

i 30-Jun-94

WASTE PARAMETERS FOR_ Solidified inorganic Waste

RETRIEVABLY TOTAL PER
WASTE STREAM D STORED {m3) PROJECTED (m3) STREAM (m3)
Nwigy 951 0.00 951
INW2zg 1296.80 0.00 1296 80
IN-W178 5.51 0.00 5.51
INW222 276.10 0.00 276.10
IN.W218 45819 0.00 45919
IN-W159 0.85 0.00 0.85
INW221 14.42 0.00 14.42
INW177 176.17 0.00 176.17
w216 2531.01 0.00 2531 01
IN-WIST D42 0.00 0.42
INJWIEE 0.00 254
NW1SE 70.81
N-W306.1 1805.70 1905.70
WNVIES 233 233
WN-W3s2 21.41 21.41
IN-W332 0.85 0.85
NW3IE1 5.08 500
IN-W2BT 0.42 0.42
W7 54.30 5430
WNaw2e7 7.43 7.43 K
WNW174 151.16 15116
INW3TS o2 0.2
€992.23 6992.23
Material Parameters (kg/m3) Max Average Min
inorganics tron-based Metais/Alloys
Aluminum-based Metats/Alloys
Other Metals 0.00
Other Inorganic Materials 0.00
Organics " Cellulosics 0.00
Rubber 0.00
: Plastics 0.00
Solidified Materials tnorganic Matrix 0.00
Organic Matrix
Soiis Soil
Packaging Materials Steel
Plastic




CAQ-94-1005, Rev. 0
June 1994

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

WASTE PARAMETERS FOR Solidified Organic Waste

RETRIEVABLY JOTAL PER
WASTE STREAMID STORED(m3]  PROJECTED (m3) STREAM (m3)
mwisr 22683 0.00 226 .83
YT 191 0.00 1.91
INW1ET 184.09 0.00 164.08
INW220 55353 0.00 553.53
IN-W1B2 C1.06 0.00 1.06
IN-W364 1.48 0.00 1.48
IN-W365 4.65 0.00 466
IN-W3I19 213 0.00 213
INW321 10.60 0.00 10.60
INWRT 51:52 0.00 5152
0.00 . 1017.81
Material Parameters (ka/m3) Max vera Mip
Inorganics Iron-based Metats/Alloys
Aluminum-based Metals/Alioys
Cther Inorganic Materials
Organics Cellulesics
Rubber
Plastics
Solidified Materials Inorganic Matrix
Organic Matrix 2012.02 902.46 164.90
Solls Soit
Packaging Materiais Steel 141.83
Piastic 3042
STE P, aste
RETRIEVARLY JOYAL PER
WASTE STREAMID STORED (m3) PROJECTED tm3) STREAM (m3)
W3R 127 0.00
W B.60 0.00 8.69
INW342 0.42 0.00 0.42
IN-W308 4130.66 0.00 413966
INSW3S0 0.21 0.00 0.21
415025 0.00 4160.26
Material Parameters {kg/m3} Max
inorganics Iron-based Metals/Alloys
Aluminum-based Metals/Alioys
Other Metals
Other Inorganic Materiais
Organics Celiuiosics

Solidified Materials

Soiis
Packaging Materials

Rubber

Plastics
Inorganic Matrix
Qrganic Matrix
Sl

Stme

Piastic

14183
38.42

A TDIY ereE.

r‘



CAO-94-1005, Rev. 0
June 1994

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

3}._}::11-94

WASTE PARAMETERS FOR Unspecified Metal Wa

RETRIEVABLY TOTAL PER
WASTE STREAMID  STORED (m3) PROJECTED (m3) STREAM {m3)
Nware 0.21 0.00 021
IN-W295 5243 44 0.00 5243 44
T 74.60 0.00 74.60
Nw2s7 . 21185 0.00 211.85
IN“W300 : 0.00 1513.42
IN-W2B0 0.00 35.40
INW280 0.00 36.46
INJW284 0.00 443.21
IN-W306.2 0.00 311850
0.00 10677.08
Max Average Min
inarganics iron-based Metals/Alloys 1528.85 25458 0.00
Aluminum-based Metais/Alioys 73.68 2767 0.00
1586.54 25,63 0.00
§12.50 29.36 0.00
Organics 115.00 834 0.00
242 0.01 0.00
67.57 14.76 0.00
Solidified Materiais
Swoils
Packaging Materials 141,83

35.42

- 4 - . —— e S s



CAOD-954-1005, Rev. 0
June 1994

Mn—%

SITE-SPECIFIC REMOTE HANDLED WASTE PROFILES (contd)

# DOETRUSITE: |N

TE RS FOR_Filter Waste
RETRIEVABLY

L TOTAL PER.
INWETZ 2040 204 00 224.40
20.40 204.00 22440
Material Parameters (kg/m3} Max Average Min
iron-based Metais/Alloys
Aluminum-based Metals/Alloys
Other Matals
Dther Inorganic Materiats 42952 42982 0.00
Organics Ceilulosics
877 8T 0.00
Solidified Materials
Soils
Packaging Materials 2600.00
460.00
ASTE PARAMETERS F
S RETRIEVABLY TOTAL PER
WASTE SYREAMID STORED fm3) STREAM (m3)
MN-W139 5.43 543
INWIZ3 191 0.00 194
IN-WIER 541 0.00 54
1278 0.00 1275

Material Parameters {kg/m3}

Min
inorganics iron-based Metals/Alioys 0.00
Alumimum-based Metals/Alloys 0.00
Cther Metais 0.00
COther Inorganic Materials 0.00
Organics Celluiosics 0.00
Rubber 0.00
Plasties 0.00
Solidified Materials Inorganic Matrix
Organic Matrix 0.00
Solis Soil
Packaging Materials Stesl

Leag

L T L Y TN



CAQ-94-1005, Rev. 0
June 1894

ST

SITE-SPECIFIC REMOTE HANDLED WASTE PROFILES (contd)

WASTE_PARAMETERS FOR_Solidified Inorganic Waste
RETRIEVABLY TOTAL PER

T D {im3 PROJECTED (m3) STREAM jm3)
210 D.00 210

9.54 0.00 5.54
11.64 0.00 11.64

Material Parameters (kg/m3) Max

Iron-based Metals/Alloys
Aluminum-based Metais/Alioys
Other Metals
Other Inorganic hMaterials
Celiviosics
Rubber
Solidified Materials Vnorganic: Matrix 201202 655.36
Organic Matrix
Soiis Soil
Packaging Materials Steel

Average

=
5

l

Organics

2600.00
480.00

IN-W33T ' 0.21
N

Material Parameters {kg/m3)

inorganics Iron-based Metals/Alloys
Aluminum-based Metais/Alloys
Other Metais .
Other Inorganic Materials
Organics Celiulosics
Rubber
Plastics
Solidified Materials inorganic Matrix
- Orpanic Matrix
Soiis Soll
Packaging Materials Stee|
Lead




CAD-94-1005, Rev. O
June 1984

;-;;-Vgl:‘ume % of Mon Mixed and Mixed TRU Waste by Matrix Name for CH and RH Wastes

e e e e e

Site Matrix_Name Mixed or Non Mixed  CH or RH Percent

TRU CH 100.0%

Heterogeneous RH 100.0%




CAQ-84-1005, Rev. 0
June 1994

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

P M R. Heterogeneoyps Waste
- RETRIEVABLY TOTAL PER
WASTE'STREAMID STORED {m3) PROJECTED (m3) STREAM {m3}
Ka-To¢! i 2.40 0.00 2.40
240 0.00 2.40
Material Parameters (kq/m3} Max- Avera Min
fron-based Metals/Alioys 171635 96.15 ©.00
Aluminum-based Metals/Alioys 1.63 o.M 0.00
Other Metals 21.25 0.03 0.00
Other Inorganic Materials 2404 241 0.00
Organics Cellulosics 184 .81 80.91 0.00
Rubber 17.88 7.36 0.00
Plastics 149,04 64.90 0.00
Solidified Materials inorganic Matrix
Organic Matrix 298 .01 0.00
Soils Soil
Packaging Materials Steel 14183

Plastic 39.42

Ty



CAQO-94-1005, Rev. 0
June 1894

SITE-SPECIFIC REMOTE HANDLED WASTE PROFILES (contd)

" DOETRUSITE: KA

TE PARAMETERS F Heterogeneous Waste

RETRIEVABLY T
KA-WDES 11.23 25.20 36.43
.23 26,20 36.43
Material Parameters (kg/m3) Max Average Min
iron-based Metals/Alloys 1716.35 96.15 0.00
Aluminum-based Metals/Alloys 1.63 oo 0.00
Other Metats 2125 .03 0.00
Other Inarganic Materials 24.04 241 0.00
Organics Cellulosics 184.81 80.91 0.00
* Rubber : 17.88 7.36 0.00
Plastics 149.04 64.90 0.00
Solidified Materials inarganic Matrix
298 0.0t 0.00
Soils

Packaging Materials




CAQ-94-1005, Rev. O
June 1994

Volume % of Non Mixed and Mixed TRU Waste by Matrix Name for CH and RH Wastes

Site Matrix_Name Mixed or Non Mixed CH or RH Percent

Categorized CH 100.0%
Heterogeneous” | CH 43.1%
Heterogeneous CH 36.9%
Heterogeneous RH 100.0%
Solidified Inorganics CH 30.0%
Solidified Inorganics CH 70.0%
Uncategorized Metal CH 100.0%




CAQ-94-1005, Rev. 0
June 1994

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

P e

e e T —————

RETRIEVABLY TOTAL PER
STORED(MY)  PROJECTED {m3) STREAM (m3)
581.50 3243 80 3825.30

0.00 1183.60

143318 1709 55

4676.98 6718.46

Max Average Min
Inorganics £ jron-based Metals/Alioys 1716.35 54.76 0.00
Alurminum-based Metals/Alloys 163 0.16 0.00
‘ . 21.25 7.84 0.00
Other Inorganic Materials 24.04 432 0.00
Organics Celiylosics 184.81 7283 0.00
17.88 4.64 0.00
149,04 39.18 000
Solidified Materials Inorganic Matrix '
Organic Matrox 298 0.0t 0.00
Soils Soil
Packaging Materials Slee| 141.83
Plastic 395.42
PARAM S FOR Le ium Metal Waste
RETRIEVABLY
WASTESTREAMID STORED(MY)  PROJECTED tm3) STREAM (m3)
LA-WO42 158.50 0.00
LAWOIT © 205073 1623.75
2209.23 1823.75
Material Parameters (kq/m3) verage Min
inorganics iron-based Metats/Alloys
Aluminum-based Metats/Alioys ‘
Other Metais 30288 76.92
Other inorganic Materiais
Organics Celiulosics
Rubber
Plastics
Solidified Materials inorganic Matrix
Organic Matrix
Soils Soit
Packaging Materials Steel 141.83

Plastic 3942

o

S



CAO-94-1005, Rev. 0
June 1994

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES {contd) —.

STE PARAMETERS FOR _Solidified Inorgani Ste

RETRIEVABLY TOTAL PER
WASTE STREAM ID  STORED (m3) PROJECTED m3) STREAM {m3)
LAWOLE 148.10 £.00 148.10
LAWOLL 2868.30 0.00 2868.30
LA-WO41: 1088.29 0.00 1088.29
LA-WO040 182,91 22973 41364
LA-Wo38 ; 15.20 127.45 142,65
LA-WO3E 115.87 2.09 117.96
LA-WO34 18.32 126.38
LA-TO1 9731.30 11475.80
6274.23 10108.85 16383.12
Material Parameters (ka/m3) Max Average Min
inorganics fron-based Metals/Alloys
Aluminum-based Metais/Alioys
Other Metais:
Other Inorgaric Materials
Organics Cellulosics
Rubber
Plastics
Soiidified Materiats Inorganic Matrix 1288.27 1006.24 0.0
Organic Matrix
Solls Sail
Packaging Materials Steel 141.83

39,42

LAWO3S 15.05 0.00
16.06 0.00

Material Parameters tka/m3)

inorganics Irori-based Metals/Alioys
Aluminum-based Metais/Afioys
Other Metais
Other inorganic Materials
Organics Cellursics
Rutber
Plastics
Solidified Materials Inorganic Matrix
Organic Matrix
Soils Soil
Packaging Materials Steel
Plastic




CAQO-94-1005, Rev. 0
June 1894

SITE-SPECIFIC REMOTE HANDLED WASTE PROFILES (contd)

30~Jun-94

pOE TRUSITE: |A

WASTE PARAMETERS FOR _Heterogeneous Waste
S RETRIEVABLY TOTAL PER
WASTESTREAMID STORED (M3}  PROJECTED imd) ;JCEEA;:L:\_E
LA-ToZ : 78.40 930,00 1008.40
78.40 $30.00 1008.40
Material Parameters (ka/m3) Max Average Min
Iren-based Metals/Alloys 1716.35 9615 0.00
Aluminum-based Metais/Alloys t.53 0.09 0.00
Other Metais 21,25 0.03 0.00
Other inorganic Materials 24.04 241 0.00
Organics Cellulosics 184 R1 80.91 0.00
& 17.88 7.3 0.00
149.04 64.90 0.00
Solidified Materials Inorganic:Matrix
Organic Matrix 298 0.01 0.00
Solls i

Packaging Materials




e Lo et R 4

CAD-94-1005, Rev. 0
June 1994

olume % of Non Mixed and Mixed TRU Waste by Matrix Name for CH and RH Wastes

Site Matrix_Name Mixed or Non Mixed  CH or RH Percen
—_— = — e ——
LB
Unknown CH 100.0%



CAO-84-1005, Rev. 0
June 1984

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

. 30-Jun-94

=

i DOETRUSITE: LB

i WASTE PARAMETERS FOR_Unkpown Waste

RETRIEVABLY JOTAL PER
ASTE STREAMID STORED (m3 PROJECTED {m3 STREA

LBTor 0.00 230 2%
.00 2.30 2.30

Material Parameters {kq/m3) .

Iron-based Metais/Alloys

Aluminum-based Metals/Alioys
i Other Metals
Qther incrganic Materials
Cellulosics
Rubber
Solidified Materials Inorganic Matrix

Organic Malm

Soils Soil
Packaging Materials Stesl 14183
Plastic

5
E

Average

e
-




CAQ-94-1005, Rev. 0
June 1994

N ]
5;,;.-'\;fdlrl.1me % of Non Mixed and Mixed TRU Wast; by Matrix Name for CH and RH Wastes
Site mMatr_ix_Na!ﬁe Mixed or Non Mixed CH or RH Percent .
LL
MTRU CH 100.0%
TRU CH 100.0%

Solidified Inorganics 4.5%
Solidified Inorganics 05.5%
Solidified Organics 100.0%



CAD-94-1005, Rev. 0

June 1994
,_\’ SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)
LL
‘WASTE PARAMETERS FOR _Heterogeneous Waste
: g RETRIEVABLY TOTAL PER
WASTE STREAMID STORED (m3) PROJECTED (3} STREAM (m3j
LL-Tezs 110.50 809.50 920.00
110.50 809.50 §20.00
Material Parameters (ka/m3} Max Average Min
Iron-based Metais/Alloys
Aluminum-based Metals/Alloys
Other Metals
Other Inorganic Materials
Organics
Sofidified Materials
Soils
Packaging Materials 141.83
Plastic 39.42
PARAM RS FOR
P
L RETRIEVABLY
LL w018 1.00
1.00
Material Parameters (kg/m3) Average Min
Inorganics Iron-based Metals/Alloys 25610 256.10 0.00
Aluminum-based Metais/Alloys 2777 0.00
Other Metals 2468 0.00
Cther inorganic Materials 2228 0.00
Organics Celiulosics 743 0.00
Rubber
Piastics 87.57 0.00
Solidified Materials Inorganic Matrix
Crganic Matrix
Soils Soil
Packaging Materials Steel 14183
Plastic 39.42

L



SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES {contd)

CAD-94-1005, Rev. 0
June 1994

L

WASTE PARAMETERS FOR Solidified inorganic Waste

. RETRIEVABLY TOTAL PER
WASTESTREAMID STORED(M3}  pROJECTED (m3] STREAM (m3}
. 110.50 809.50 $20.00
1.50 42.00 43,50
112.00 §51.60 963.50
Material Parameters (kafmn3) Max Average Min
Inorganic: Iron-based Metals/Alioys
Aluminum-based Metals/Alloys
Other Metals
Other inorganic Materials
Organics Celiulosics
Rubber
Solidified Materiais 1057.69 35.81 M5.15
Soils
Packaging Materials 141.83
Piastic 3942
STE P, M RS FOR_ Solidified O ganic Waste
' v R
WASTE STREAMID  STORED (m3) .
LLWo1s o8 :
0.75
Material Parameters {ka/m3) Average Min
inorganics lron-based Metais/Alloys
Aluminum-based Metals/Alloys
Cther Metals
Other inorganic Materiais
Organics Celluiosics ‘
Rubber
Plastics
Solidified Materials Inorganic Matrix
Orpanic Matrix 113462 350.96
Soils Soil
Packaging Materialc Stea!
Piastic




CA0-94-1005, Rev. O
June 1994

£y
Molume % of Non Mixed and Mixed TRU Waste by Matrix Name for CH and RH Wastes
Site Matrix_Name Mixed or Non Mixed CH or RH Percent
MD
Combustible 1.5%
Combustible 98.5%
Solidified Inorganics 1.7%
Solidified Inorganics 98.3%




CAO-94-1005, Rev. @
June 1994

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

——

:-DOE TRUSITE: MD

WASTE PARAMETERS FOR Combustible Waste

RETRIEVABLY IDTAL PER
WASTE STREAMID STORED (m3) PROJECTED {m3) STREAM (m3
MD-TO2C 56.60 27.90 84.50
MD-WO003 ‘ 1.10 0.23 1.33
[N T T 28.13 85.83
Material Parameters {kq/m3) Max Avera Min
inorganics iror-based Metals/Alloys
- Aluminum-based Metals/Alloys
. Dther Metals 913.46 30214 0.00
¢ Other inorganic Materials 144,23 0.45 0.00
Organics el 10.10 0.09 0.00
454 42 410 0.00
3029 0.27 0.00
Solidified Materials
Soils
Packaging Materials 141.83
3842
10T R
112,70
2.00
86.50 27.80 114.70

Material Parameters {kg/m3}

Average Min

inorganics Iron-basad Metals/Alioys

Aluminum-based Metats/Alioys

Cther Metals

Other Inorganic Materials
Organics Cellulosics

Rubber

Plastics
Solidified Materials inorganic Matrix £§30.29

Organic Matrix 1134.62
Soils Soil
Packaging Materials Steel

Piastic




CAD-94-1005, Rev. U
June 1994

V lume % of Non Mixed and Mixed TRU Waste by Matrix Name for CH and RH Wastes

Site Matrix Name Mixed or Non Mixed  CH or RH Percent
1 W

e —
—

Heterogeneous MTRU CH 100.0%




CAQD-94-1005, Rev. 0
June 1994

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

WUn-Qé

ol DDETRUSITE: MU

WASTE PARAMETERS FOR Helerogeneous Waste

"~ BETRIEVABLY TOTAL PER
WASYE STREAM 1D STORED im3) PROJECTED (m3) STREAM {m3)
MUwolz 0.08 0.48 0.56
0.08 0.48 0.56
Material Parameters |kglm3{ Max Avera Min
iran-based Metals/Alioys 1716.35 86.15 0.00
Aluminum-based Metals/Alloys 1.63 o.M 0.00
Cther Metals 21.25 0.03 0.00
Other inorganic Materials 2404 2.41 0.00
Organice 184.81 80.91 0.00
17.868 7.36 .00
149.04 64.90 0.00
Solidified Materials '
2.98 o.m 0.00
Soils
Packaging Materials 141.83
38.42




CAD-94-1005, Rev, O
June 1994

M—————-—m——m———————-———_—_——-_—__-__——_—_—_‘
Site Matrix._Name Mixed or Non Mixed CH or RH Percent

NT
MTRU CH 100.0%




CAD-94-1005, Rev. 0
June 1894

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

WASTE PARAMETERS FOR Heterogensous Waste

: RETRIEVABLY TOTAL PER
WASTE STREAMID STORED (m3) PROJECTED (m3) STREAM (m3)
NTWO0T 612.00 0.00 612,00
812.00 0.00 €12.00
Material Parameters (kg/m3) Max Average Min
Iron-based Metais/Alioys 1716.35 8615 0.00
Aluminum-based Metats/Alioys 183 0.0 0.00
B Otner Metals 2125 0.03 0.00
Other Inorganic Materials 24.04 241 .00
Organics . Celutosics 184.51 80.91 0.00
Rubber 17.88 7.36 0.00
Piastics 149 04 64.90 0.00
Solidified Materials Inorganic Matrix '
Organic Matrix 298 .01 0.00
Soils Soil
Packsging Materials Steel 141,83

Piastic y 39.42




CAQ-54-1005, Rev. O
June 1994

Volume % of Non Mixed and Mixed TRU Waste by Matrix Name for CH and RH Wastes
_—— ——————— —————— = =]

Site Matrix_Name Mixed or Non Mixed CH or RH Percent

— — — — e .~

OR

_MTRU CH 61.3%
Heterogeneous” TRU CH 38.7%
Heterogeneous RH 89.6%
Heterogeneous _ RH 10.4%
Solidified Inorganics CH 62.6%
Solidified Inorganics CH 37.4%
Solidified Inorganics RH 100.0%
Unknown RH 100.0%




CAQ-94-1005, Rev, D
June 1994

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

© 30-Jun-94

e g e e
e e e e ——

DOETRUSITE: OR

WASTE PARAMETERS FOR Heterogeneous Wagte

S RETRIEVABLY JOTaL PER

WASTE STREAN STORED {m3) PROJECTED (m3) STREAM jm3
25810 336.30 594.40
511.00 273.00 784.00

470 0.00 470
154.50 0.00 : 154.50

~ 928.30 609.30 1537.60
Material Parameters (kq/m3) Max Average Min
inorganics " fron-based Metais/Alioys 1716.35 96.15 0.00
Aluminum-based Metais/Alicys 183 0.01 0.00
" Other Metais 225 0.03 0.00
Cther inorganic Materiais 2404 2.4 0.00
Organics 184.81 80.91 0.00
17.88 736 0.00
149,04 64.90 0.00
Solidified Materials
2.98 Q.01 o.o0
Soils
Packaging Materiais 14183
: 30.42
P
RETRIEVARLY
WASTE STREAMID SYORED tmdt PROJECTED (m})
OR-TO1 . 2870 37.30 '
OR-W042 110,00 0.00
OR-WO045.1 0.50 0.00
438,20 by ]
Material Parameters (ka/m3 Mai Average Min
inorganics tron-based Metals/Alioys 1716.35
Aluminum-based Metais/Alioys 163
Other Metls 225
Cther inorganic Materials 24,04
Organics Celiulosics 184.81
Rubber 17.88
Piastics 148.04
Solidified Materials Inorganic Matrix 1057.68
OCrganic Matrix 288
Solls Soil
Packaging Materials Steel 14183

Plastic 3542




CAO-84-1005, Rev. 0
June 1994

SITE-SPECIFIC REMOTE HANDLED WASTE PROFILES (contd)

ST

# . 30-un-94

“ DOETRUSIE: OR

-WASTE PARAMETERS FOR Heterogeneous Waste

: RETRIEVABLY LPE
WASTC STREAM D §I£IEMA£21 OJECTED (md EQ&PLRM
ORWO40 462,00 198.00 660.00
OR-TO4 ... 3580 4030 76.20
497,90 238.30 736.20
Material Parameters (ka/m3) Max Average Min
Inorganics Ifon-based Metals/Alloys 171635 9615 0.00
5 Auminum-based Metais/Alioys 183 oM 000
Other Metals 21.25 0.03 0.00
_Other inorganic Matenials 2404 2.41 0.00
Organics Cellulosics 184.81 801 0.00
Rubber 17.88 7.36 0,00
j 149.04 64.90 0.00
Solidified Materials
298 0.01 0.00
Soils
Packaging Materials Stee! _ 2600.00
480.00
Material Parameters {kgim3} ;= Max Avers Min
Inorganics Iron-based Metals/Alioys
Aluminum-basad Metais/Alioys
Other Metals
Other Inorganic Materiats
Organics Cellulosics
Rubbar
Plastics
Solidified Materials Inorganic Matrix 1057.69 346.15
Organic Matrix
Soiis Soit
Packaging Mate;als Stesl

Lead
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SITE-SPECIFIC REMOTE HANDLED WASTE PROFILES (contd)

;q..,;mm

WASTE PARAMETERS FOR binknown Waste

RETRIEVABLY JOTAL PER
WASTE STREAMID  STORED im3) PROJECTED ym3} STREAM {m3)
43.90 4330 a3.20
43.90 48.30 83.20
Material Parameters (ka/m3) Max Averaae Win
iran-based Metals/Alloys 1716.35 95,15 0.00
Aluminum-based Metals/Alloys 163 0. 000
Other Metals 21.25 0.03 0.00
Other Inorganic Materials 24.04 241 0.00
Organics . Cellulosics 184.81 80.91 0.00
" Rubber 17.88 7.38 0.00
Plastics 149.04 64.90 0.00
Solidified Materials Inorganic Matrix
Organic Matrix 298 0.1 _ 000
Solls Soit :
Packaging Materials Steel 2600.00

Lead

450.00
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Site Matrix_Name Mixed or Non Mixed CH or RH Percent
PA

CH . 100.0%

CH 100.0%
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—~ e SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

% DOE TRUSITE: PA

ek RETRIEVABLY TOTAL PER
WASTE STREAMID STORED ¢m3) PROJECTED im3) STREAM (m3)
PAWO I i 1875 0.00

18.75
18.75 0.0 18.75

Material Parameters (kg/m3) Max

iron-based Metais/Alioys
Aluminum-based Metats/Alioys
. Other Matais
Other inorganic Materials
Celiulosics
“Rubber

Average Min

Organics

Solidified Materials Inarganic Matrix 1057.69 793.27 346,15

Soils Saoil
Packaging Materials Steel " 141.83
39.42

PAWO1E 6,00 Q.00
6.00 G.00

Material Parameters {kg/m3}

Inorganics Iron-based Metals/Alioys
Aluminum-based Metals/Alioys
Other Metais
Other Inorganic Materials
Organics Celiuiosics
Rubber
Plastics
Solidifiad Materials Inorganic Matrix
Organic Matrix
Soils Soil
Packaging Materiais Stesl 141.83
Plastic 3942
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Vo]ume % of Non Mixed and Mixed TRU Waste by Matrix Name for CH and RH Wastes
Site Matrix _Name Mixed or Non Mixed  CH or RH Percent
RF

Categorized Mgtsl CH 100.0%
Combustible CH 13.9%
Combustible CH 86.1%
Filter CH 19.8%"
Filter CH 30.2%
Graphite CH 100.0%
Heterogeneous CH 13.6%
Heterogeneous CH 86.4%
Inorganic Non-Metat 100.0%
- Salt Waste 100.0%
Solidified Inorganics 45.7%
Solidified Inorganics TRU 54.3%
Solidified Organics MTRU 100.0%
‘Uncategorized Metal MTRU 0.8%
Uncategorized Metal TRU CH 99.2%
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SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

ﬂﬁTE PARAMETERS FOR Combustible Waste

: RETRIEVABLY TOTAL PER
WASTE STREAMID STORED (m3) PROJECTED (m3) STREAM (m3)
REWO41 27.70 §.35 37.05
RF.W028 . 2016 1190 32.08
RF-TO3 * 239,10 187.30 426.40
2 286.96 208.55 435,51
Material Parameters {kg/m3) Maz Averane Min
tnorganics {ron-based Metals/Alioys
he 91346 206.18 0.00
Cther inorganic Materiats 144.23 402 0.00
Organics Celiulosics 10.10 0.80 00
464 42 7o 0.00
: 30.2 2.41 0.00
Solidified Materials Inarganic Matrix
Organic Matrix
Soils Soil
Packaging Materials Steel 14183
Plastic 30.42
STE_PARAM S FOR Fi
RETRIEVABLY
WASTE STREAMID  STORED tend) PROJECTED {m3)
RF-TOE 486.40 43710
RF W07 125.43 465
RF W086 81.23 16.70
€83.06 45546
Material Parameters (kg/m3} Min
Inorganics Iron-based Metais/Alioys 0.00
Aluminum-based Metais/Alloys
Other Metals
Other Inorganic Materials 0.00
Organics Cellulosics
Rubber
Piastics 3845 o941
Solidified Materials inorganic Matrix
Organic Matrix
Soils Soil
Packaging Materials Steel 14183
Piastic 3042
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SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

Raihis

WASTE PARAMETERS FOR Graphite Waste

RETRIEVABLY JOTAL PER
WASTE STREAMID  STORED (m3) PROJECTED {m3) STREAM (m3)
RF-WO060 042 0.00 0.42
: 042 0.00 0.42
Material Parameters (ka/m3) Max Average Min
Inarganic Iron-based Metals/Alloys
Aluminum-based Metais/Alloys
Other Metals
Other inorganic Materials 1673.08 11538 0.00
Organics ... Celluiogics
* Rubber
. Piastics

Sofidified Materials 2 inprganic Matrix
Organic Matrix
Soils Sail
Packaging Materials Steel 14183
Plastic 39.42
P, M S I s Wast
Y
WASTE STREAMID ST m3
RF-W036 084
RF-TO4 1255.60
RF-Wo2¢ 021
RFW012 2369
1483.56
Material Parameters (kq/m3) Average Min
Inorganics iror-based Metats/Alloys 000
Aluminum-based Metais/Alioys 0.00
Other Metals 0.00
Cther inonganic Materiaks 0.00
Organics Celluiosics 0.00
Rubber . D00
Plastics 0.00
Solidified Materials Inonganic Matrix
Organic Matrb:
Soils Soil
Packaging Materiais Stee| 141,83

Plastic 39.42
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SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

" a-Jun-94

WASTE PARAMETERS FOR Inorgamc Non-metal Waste

RETRIEVABLY TOTAL PER
WASTE STREAMID STORED (m3) PROJECTED {m3} STREAM {m3)
RF-W06Z 14.80 350 18.40
RF- W08 1.89 0.00 1.89
3 211 5.85 7.56
RFW057 063 350 413
RF-W056 1183.40 0.00 193.40
21293 1288 226.78
Material Parameters (ka/m3) Max Average Min
Inorganics .2 lron-based Metals/Alloys
Aluminum-based Metals/Alioys
Other Metals
“Oither Inorganic Materials 07212 495.40 0.00
Organics Celluiosics 1202 0.32 0.00
Rubber 110 0.13 0.00
Plastics 19.82 242 0.00
Solidified Materials Inorganic Matrix
Organic Mafrix
Soits Soil 054 0.00
Packaging Materials Steel 141.83
. ﬁm} Plastic 39.42
P
WASTE STREAMID STOREP (m3)
RF-W028 i
RFWD11 73.48
77.26 47 .86 126.11
Material Parameters (kg/m3} Min
Inarganics tron-based Metals/Alloys 0.00
Aluminum-based Metais/Alioys 0.00
Other Metals 0.00
Other Inorganic Materiais .00
Organics Cellulosics C.00
Rubber
Piastics 0.00
Solidifiad Materials Inocganic Matrix
Organic Matrix
Soils ~ Soil
Packaging Materisls Stesl i41.83
Plastic 39.42
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SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

WASTE PARAMETERS FOR Salt Wagste

RETRIEVABLY TOTAL PER
ASYE STREAMID  STORED (m3) PROJECTED im3} STREAM (m3)
RF-WOSE - 754.30 0.00 754.30
754.30 0.00 754.30
Material Parameters (ka/m3) Max Average Min
inorganics tron-pased Metals/Alloys 14,42 12.02 048
Aluminum-based Metals/Alloys
Cther Metals
Other Inorganic Materiats 567.30 216.30 4810
Organics Celluiotics
Rubber
Plastics
Solidified Materials "
Soils
Packaging Materials Steel 141.83
39.42

RF-T01 1257.90 1122.80
RF-WOS$ 450.50 0.00
RF W06 . o1 0.00
RF-W063 3825 1375
RF-Woss 61.45 0.00
RF.Wo76 €9.64 0.00
323264 117750
Material Parameters (kq/m3)
Inorganics Iron-basad Metals/Alloys
Aluminum-basad Metais/Alioys
Other Metats
Other Inorganic Materials
Organics Celivjosics
Rubbar
Plastics
Solidified Materizls Inorganic Matrix
Organic Matrix
Solls Soil
Packaging Materialg Stea! 141 83

Ptastic 39.42
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SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

WASTE PARAMETERS FOR _Solidified Organic Waste

RETRIEVABLY TOTAL PER
WASTE STREAMID  STORED {m3) PROJECTED (m3) STREAM (m3)
REMOTS 111.30 950 120.80
RF WO89” 12.80 0.00 12.80
: 124,10 9.60 133.60

Organics

Solidified Materials

Soils
Packaging Materials

Material Parameters (kg/m3)

Iror-based Metais/Alioys
Aluminum-based Metats/Alioys
Other Metafs

Qther Inorganic Materials
Cellulosics

Rubber

Plastics

Inorganic Matrix

Organic Matrix

Soil
Steel
Plastic

Max  Average

201202 894.52

141683
3942

164.90

WASTE PARAMETERS FOR Unspecified Metal Waste

WASTE STREAMID  STORED (m3}
5.46
36225

RF-WOIT
RF-TO2

LY

TOTAL PER
STREAM {m3)

545
674.45

inorganics

Organics

Solidified Materials

Soil
Packaging Materials

6T

Material Parameters (ka/m3)

iron-based Metals/Alioys
Aluminum-based Metats/Alioys
Other Metals

Cther inorganic Materials
Celluiosics

Rubber

Piastics

Inorganic Matrix

Organic Matrix

Soil

Steel
Plastic

39.42

19519
19.23

0.00
0.00
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— —

Volume % of Non Mixed and Mixed TRU Waste by Matrix Name for CH and RH Wastes

Site Matrix. Name Mixed or Non Mixed CH or RH Percent

—

RL

Categorized Mi CH 100.0%

Heterogeneous CH 2.4%

Heterogeneous CH 97.6%

Heterogeneous RH 100.0%

Inorganic Non-Metal RH 100.0%

Soils cH 3.7%

Soils CH 96.3%

~ Solidified Inorganics MTRU | 2.2%
/':) Solidified Inorganics- TRU 97.8%
Solidified Inorganics TRU RH 100.0%

Solidified Organics MTIRU 100.0%
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SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

e S e  —

poETRUSITE: RL

PARAMETERS FOR Heteroge s Waste

LY TOTAL PER
STORED (m3) PROJECTED (m3) STREAM {m3)
454 317 7.81
RL-TD3 8907.00 2607 40 11814.40
RL-WOT2 5.47 13.45
RL-WO74 2079 51.24
RL-WO75 328 8.10
RL-W081 0.28 0.74
RLWORE 365 8.97
RL-W036 1.44 354
RL-W030 194 28.85
RL-W101 : 16933 171.43
B991.74 3116.76 1210850
Max Average Min
norganics Iron-based Metais/Alloys 43269 1.00 0.00
Aluminum-based Matals/Alloys 2777 0.04 0.00
Other Metals : 913.48 076 Q.00
20075 1.42 0.00
Organics Ceflulosics 576.85 11476 0.00
Rubber B 96.26 noes - 0.00
Plastics 155.00 3342 0.00
Solidified Materials Inorganic Matrix
Organic Matrix
Solis - Soil
Packaging Materials Stee| 141.83
Piastic

39,42
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SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES {contd)

L~

WASTE PARAMETERS FOR _Lead/Cadmium Metal Waste

RETRIEVABLY JOTAL PER

STORED (m#]  PROJECTED (m3) STREAM (m3)
0.57 0.04 0.61
0.63 33.43 3406
042 2230 2272

021 0.02 0.23

1.82 5579 §7.62
Material Parameters (ka/m3) Max Averaqe Min
inorganics Iron-based Metals/Alloys 256.10 25237 0.00
- Aluminum-based Metats/Alloys 2777 27.37 0.00
Other Metals §13.48 28.74 0.00
Other Inorganic Materials 28.28 268.85 0.00
Organics Celtlosics 48,27 7.32 0.00
' Rubber
Plastics 67.57 14.87 0.00
Solidified Materials inarganic Matrix
Organic Matﬂx
Soits Soil R
Packaging Materials Stee 141.83
Plastic 39.42
PARAM F oft B
RETRIEVABLY o QT
WASTE STREAMD STORED (m3) PROJECTED (m3} STREAI i
RL-T32 4586,80 2907.40
RL-W133 11.97 27400
469877 312140
Material Parameters (kg/m3) Min
inorganics Iron-based Metais/Alioys 0.00
Aluminum-based Metals/Alioys
Other Matais 0.00
Orther Inorganic Materiais 0.00
Organics Celluiosics 0.00
Rubber
Plastics 0.00
Solidified Materials Inorganic Matrix
Crganic Matrix
Soils Soil 671.46 B3.27
Packaging Materisls Stesl 141,83

Piastic 39.42
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SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

WASTE PARAMETERS FOR Soiidified inorganic Waste

RETRIEVABLY TOTAL PER
Mﬂﬁﬁﬂ_ﬂ STORED (m3) PROJECTED (m3) STREAM tm3)
3% 202 107.00 109.02
1987.00 2907.40 4894 40
1989.02 3014.40 5003.42
Material Parameters (kg/m3) Max Average Min
Iron-based Metals/Alloys 1716.35 9657 600
Aluminum-based Metals/Alloys 163 o.M 0.00
Other Metals 21.25 0.03 0.00
Other Inorganic Materials 101.11 342 0.00
Organics Cellulosics ‘ 184.81 79.16 0.00
Rubber 95.26 7.35 000
Plastics 155.00 63.85 0.00
Solidified Materials inarganic Matrix
Qrganic Matrix 2588 om .00
Solis
Packaging Materials 141,83
38.42
ASTE P M S F idified anic Waste
WASTE STREAMID STORED (md) PROJECTED {3} STREAM (m3)
RL-W134 042 208 2248
0.42 22,06 : 2248
Material Parameters {kg/m3 Max Avera i
inorganics iron-based Metals/Alloys
Aluminum-based Metals/Alloys
Other Metals
Other Inorganic Materials
Qrganics Ceflulosics
Rubber
Plastics
Solidified Matarials Inorganic Matrix
. Crganic Matrix 75.00 0.00
Soils Sail
Packaging Materials Steel

Plastic

...ks

[
L
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SITE-SPECIFIC REMOTE HANDLED WASTE PROFILES (contd)

- .

30-Jun-94

DOE TRUSITE: RL

V\__{ASTE PARAMETERS FOR Helerogenzous Waste

RN RETRIEVABLY TOTAL PER
WASTE STREAMID  STORED jm3) PROJECTED (m3) STREAM {m3)
RL-TOE 0.00 1227.40 1227 .40
RL-T04 L 20100 1227 40 1428.40
201.08 2454.80 2655.80
Material Parameters (ka/m3) Max Average Min
Inorganics Iron-based Metais/Alloys 1716.35 170.08 a.00
i Aluminum-based Metals/Alioys 2777 1284 0.00
Other Metals 24.68 11.42 0.00
Other Inorganic Materials 2928 14.83 0.00
Organics o 184.81 4695 0.00
17.88 396 0.00
148.04 4188 0.00
Solidified Materials
258 om 000
Saoils
Packaging Materials 2600.00
450.00
inorganics iron-based Metats/Alloys
Aluminum-based Metals/Alioys
Cther Metals
Other Inorganic Materiais 57212 0.00
Organics Cellukosics 2404 0.00
Rubber
Plastics 24.04
Solidified Materials Inorganic Matrix
Organic Matrix
Solls Soil
Packaging Matcrials Stee!

Lead
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SITE-SPECIFIC REMOTE HANDLED WASTE PROFILES (contd)

WASTE PARAMETERS FOR _Solidified Inorganic Waste

RETRIEVABLY TOTAL PER
WASTE STREAMID  STORED (m3) PROJECTED (m3} STREAM (m3}
g 0.00 1227.40 1227.40
0.00 1227 40 1227.40

Material Parameters {kg/m3)

Max Average Min
Iron-based Metals/Alioys
Aluminum-based Metals/Alioys
Other Metals
Othar Inorganic Materials 280.75 200.75 0.00
. Celluiosics 1.10 1.10 0.00
Rubber 110 110 0.00
Plastics 18.82 19.82 0.00
norganic Matrix
2600.00
48000
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olume % of Non Mixed and Mixed TRU Waste by Matrix Name for CH and RH Wastes

Site Matrix_Name Mixed or Non Mixed CH or RH Percent

=

SA

Unknown TRU CH 100.0%

MTRU RH 100.0%

Unknown




CAD-94-1005, Rev. 0
June 1594

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

T 30-Jun-94

i DOE TRUSITE: SA

= WASTE PARAMETERS FOR _Unknown Waste

B RETRIEVABLY IQTAL PER
WAS REAM)D STORED (m3 PROJECTED (md} $TREAM {m3
SA-TRYE 0.00 45.00 46.00
0.00 46.00 46.00
Material Parameters (kg/m3) Max Average Min
Inorganics iron-based Metals/Alloys
Aluminum-based Metals/Alloys
- Other Metals
=% Other inofganic Materale
Organics - Celiulosics
Sofidified Materiais Inarganic Mateix

Organic Matix
Soils Sail
Packaging Materiais Steel 141 83

Plastic N 39.42
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SITE-SPECIFIC REMOTE HANDLED WASTE PROFILES (contd)

i 5 30-Jun-94

——

DOE TRU SITE: SA

i - WASTE PARAMETERS FOR_Unknown Waste

i RETRIEVABLY YOTAL PER
WASTE STREAMID  STORED (m3 PROJECTED (m3) STREAM ym3)
SAWIM 0.95 0.00 0.95

0.95 0.00 0.95

Material Parameters (kq/m3) Max Average

iron-tased Matals/Alloys
Aluminum-based Metals/Alioys
Other Metals

Other inorganic Materigls
Cellulosics

=
H

&

Inorganics

Organics

Solidified Materials

Solis
Packaging Materials
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olume % of Non Mixed and Mixed TRU Waste by Matrix Name for CH and RH Wastes

Site Matrix_Name Mixed or Non Mixed CH or RH Percent

SR

Categorized Metal..... TRU CH 100.0%

CH 100.0%
Solidified Inorganics CH 100.0%
Solidified Organics CH 1.0%
Solidified Organics CH 99.0%




CAQ-94-1005, Rev. 0
June 1894

SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)

e
S r—

e —————

SR
PARAM S FOR Combustible Waste
RETRIEVABLY TOTAL PER
STORED (3} PROJECTED {m3} STREAM (m3)
474710 2586 .60 7733.70
2586.60 7733.70

4747.%0

Material Parameters (ka/m3}

Max Average

=
5

inorganics Iren-based Metals/Alloys

Aluminum-based Metais/Alloys
w0 Other Metals
Other inorganic Materials
Celiuiosics
Rithber
Plastics
Inorganic Mtrix
Organic Matrix

423
576.85
47.84
84.42

1.10
115.83
1.1
3332

Organics

Solidified Materials

Soils
Packaging Materials

141.83
Plastic 3942
P M RS F
RETRIEVABLY
WASTE STREAMID  STORED ms)
SRW027 4955 50
SR-W026 66.90

§022.40

Heterogeneous Waste:

0.00
5813.00
4813.00

Material Parameters (kg/m3)

Iron-based Metals/Alloys
Aluminum-based Metais/Alloys
Other Metais

Other Inorganic Materiats
Celiviosics

Rubber

Plastics

Inorganic Matrix

Organic Matrix

Sail

0.00
0.00
0.00
0.00

COrganics
4£7.84

84.42
Solidified Materiais

Solls

Packaging Materials 141,63

Plastic 39.42
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SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES {contd)

ASTE P M § FOR _Solidifi rganic Waste
RETRIEYABLY TOTAL PER
WASTE STREAMID STORED (M3}  pROJECTED (m3) STREAM tm3)
SRWOE? 0.02 0.00 0.02

0.02 0.00 .02

Material Parameters {ka/m3)

Max Average Min
iron-based Metals/Alloys
Alumninum-based Metals/Alloys
Cther Metals
Other Inorganic Materials
Organics N Cellosics
“: Rubber
Plastics
Solidified Materiais <inorganic Matrix 625.00 164.90
Soiis
Packaging Materials 141,83
3842
STE P
|
WASTE STREAMID  STORED {m3)
SR-Wooe
SR-TOt
SR-Wou
. Average Min
inorganics Iron-based Metals/Alloys
Alsminum-based Metais/Alloys
Other Metais
Other inorganic Materials
Organics Celiviosics
Rubber
Piastics
Solidified Materials Inorganic Matrix
Organic Matrix 113462 350.96
Soils Soil s
Packaging Materials Steel 141.83

Plastic 38.42

Lo



CADO-34-1005, Rev. O
June 1884

Vo!ume % of Non Mixed and Mixed TRU Waste by Matrix Name for CH and RH Wastes

Site Matrix Name Mixed or Non Mixed CH or RH Percent

Categorized Mgtal CH 7.1%
Categorized Metal CH 91.9%
Solidified Inorganics CH 1.1%
Solidified Inorganics CH 98.9%
Unknown

RH 100.0%
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o~ _ SITE-SPECIFIC CONTACT HANDLED WASTE PROFILES (contd)
R tr. 30Jun-94
S R R e
5 DOE TRUSITE: WV
WASTE PARAMETERS FOR _Lead/Cadmiym Metal Waste
. _ RETRIEVABLY TOTAL PER
WASTE STREAM ID STORED (m3) PROJECTED {m3) STREAM (m3)
wvrez 28.70 0.00 28.70
WV.W024 e 218 0.00 2.19
30.89 0.00 30.88
Material Parameters (kg/m3) Max Average Min
Inorganics iron-based Metals/Alioys
© Aluminum-based Metats/Alloys
Other Metals 913.45 30288 - 76.92
Other inarganic Materials
Organics “Celiuiosics
Rubber
Plastics
Solidified Materials Inorganic Matrix
Organic Marx
Soils Sail
Packaging Materiais Stee! 141 .83
Piastic 39.42
WASTE STREAMID STORED (md)
WV-Wo41 0.10
WV-T01 1820
18.30
Material Parameters (kg/m3) Average Min
Inorganics Iron-based Metats/Ahoys
Aluminum-based Metais/Alloys
Other Metals
Other inorganic Materials
Organics Celiuiosics
Rubber
Plastics
Solidified Materials Inorganic Matrix 201202 18490
Organic Matrix
Solls Soil
Packaging Materials Steel _ : 141,83
Plastic 39.42
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SITE-SPECIFIC REMOTE HANDLED WASTE PROFILES (contd)

L. 30-Ain-94

" DOETRUSITE: Wy

WASTE PARAMETERS FOR Unknown Waste

Yo7 RETRIEVABLY TOTAL PER
LASE.SE___LW D STORED (m3) PROJECTED (m3} STREAM (M3}
WV.Tes o 499.20 0.00 499.20
489.20 .00 ' 499 20
Material Parameters tkg/m3} Max Average Min
Iron-based Metals/Alloys '
Aluminum-based Metals/Alioys
2 Other Metals
Other Inorganic Materiais
Organics Cellulosics
“Hubber
Plastics
Solidified Materials Inarganic Matrix
Organic Matmc
Soils Soil
Packaging Materials Stee| 2600.00

Lead
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CAD-34-1005, Rev. 0

Sandia National Laboratories

Managed and Operated by Sandia Corporation
a subsidiary of Martin Marietta Corporation
Albuquerque, Kew Mexico 871851328

June 24, 1994
P.E. Drez, [Drez Environmental Associates)
. e g
L. C. Sanchez, Org 6342, MS-1328 (505)848-0685

I

Comments on May 9, 1994 Communications

The following is a synopsis of communications that took place on May 9, 1994 (1). In
those communications you requested responses to the following two questions:

In the radionuclide table (Table 3-3.1) located in SAND92-0700/3, there are a series of
radionuclide inventories listed by isotope. This is the list that we have to replace in the
WTWBIR. On the list, I thought that only isotopes with half-lives greater than 20 years
were listed, but for instance, Cf-252 is listed which has a half-life of 2.64 years. Is this
because it decays to Cm-248, which has a long half life? There are other isotopes which
have half-lives greater than 20 years which are not reported in Table 3-3.1. Is this because
of their overall low curie content in the inventory? If so what is the "cut-off” used as to
whether an isotope appears in the table?

One of the stong comments by Karen Knudtsen was that we need 1o put in a strong
justification for the different waste parameters that will be documented in the inventory.
Can one or both of you work with the PA and model development people (e.g., Larry
Brush) and fill in the table attached?

Per your request [1] I had talked with several people 1o get responses to your two gues-
tions. The responses obtained on May 9, 1994 and relayed to you were [2]:

In talking to Andy Peterson, he said that the table of radionuclides (Table 3.3-1) is a
synopsis of all the available data from the sites. Any radionuclides rot reported were prob-
ably due to the sites: 1) not identifying them in the waste, 2) they had been of undetect-
able quantities, etc. Also, the decay chains of interest (Figure 3.3-5) were those identified
by SNL scientists as being the chains of interest.

The matrix which identifies the justification of waste parameters was reviewed by (se¢
attachment):

Exceptional Service in the National Interest

June 1994
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Matrix Column Reviewer

Current Models ' Palmer Vaughn
Andy Peterson
Jim Schreiber
Barry Butcher
Under Development | Lamy Brush
Possible Future Larry Brush
Overall (none)

REFERENCES ’

(11 Informal Communications from P.E. Drez [Drez Environmental Associates] to R.D. Waters
(Dept. 6622) and L.C. Sanchez (Dept. 6342) dated May 9, 1994.

[2] Informal Communications from L.C. Sanchez (Dept. 6342) to P.E. Drez [Drez Environ-
mental Associates] dated May 9, 1994. :

LCS:6342:1ce/(94-2029)

Copy to (with attachment):

MS-1328, D.R. Anderson [Dept. 6342]
MS-1328, M.G. Marictta [Dept. 6342]
MS-1328, J.D. Schreiber [Dept. 6342]
MS-1328, P. Vaughn [Dept. 6342]
MS-1341, B.M. Butcher {Dept. 6345] -
MS-1341, L.H. Brush [Dept. 6348]
M35-1341, A.C. Peterson [Dept. 6348]
MS-1328, Day File [Dept. 6342]
MS-1328, L.C. Sanchez [Dept. 6342]
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MWIR WASTE STREAM QUESTIONNAIRE

CAQ-84-1005, Rev. O
June 1994

* RE-W012 Combustibles/TRM

L

. 1. General Site Information

1.1 Location
A. Site ID: RF
B. Site Name:; Rocky Flats Plant

C. DOE Field Office: Rocky Flats
D. Data Base WS ID: RF-W012

1.2 Points of Contact
A. Primary: Bob Griffis

Address: Rocky Flats Plant
P.O. Box 464, Bldg. T130C
Golden, Colorado 80402-0464

Phone:  303-966-4934

Fax: 303-966-6406

E-Mail:

B. Alternate: Scott Anderson
Address:

Phone:  303-273-6164
Fax: 303-273-6245
E-Mail:
2. Waste Stream Description and Source
2.1 Waste Stream Identifiers

'A. Waste stream site ID: - None

B. Waste stream IMWIR ID: 118

C. Waste stream name: Combustibles/TRM

D. Previous waste stream IDs and names:

Ws 1D : Waste Stream Nome
ipc 330 Combustibles, Dry
) 10¢ 336 Combustibles Wet

06/24/94 11:07:07
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June 1984
RF-W(12 Combustibles/TRM
2.1 Waste Stream Identifiers (continued)
D. Previous waste stream IDs and names (continued):
WS 1D Waste Stream Name
1o 337 Plastic
1og 831 Combustibles, dry (TRU Mixed)
[bC 832 Combustibles, wet (TRU Mixed)
1oc 833 Plastic (TRU Mixed)
M e W S W SN CEEm GEm g W o mm EEN BL VAW U AN BN W am mie E e v .f
06/24/94 11:07:08 : Waste Stream, -
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2.2 Waste Stream Description

June 1994
RE-WO012 Combustibles/TRM
).l Waste Stream Identifiers (continued)
E. Ignore this waste (IMWIR waste that is being revised): No
Ifyes.. ' then complete the following and ignore the remain

F. IDs for the newly defined waste streams:

IDC NO. 330, 336, 337, 831, 832, 833. The waste consists mainly of cloth and paper products from
cleanup of gloveboxes and spills, involving hazardous solvents. The bulk of these wastes are
packaged in 55-gallon drums with one rigid polyethylene liner and several bag liners. In addition,
the waste may be repackaged into DOT 7A, Type A metal boxes which are lined with a fiberboard
and PVCliner. Inventory data include mixed residues within the same IDCs.

IDC 325 This IDC is a combination of any solid waste IDCs, i.e., combustibles, metal, glass,
construction rubble, etc. This IDC may be used for waste originated outside the PA only, with the
exception of the waste generated during Engineered and Maintenance non-routine work, i.e.,
i}t{l.‘ipau‘t}v Activity in Bldg 881 and it may not be used anytime for waste originated in Bldg 886.

ixed Waste.

IDC 330 no description available.

IDC 336 - Wet combustibles are paper, cloth, etc., which contain a discernible amount of
moisture. Must be drained or wrung out prior to packaging to prevent an accumulation of free
liquid. This IDC changes to 822, 832, 852, or 862 at the point of assay.

IDC831 - Dry combustibles such as paper, cloth, wood, etc. This waste has been identified as
being low level mixed waste.

IDC 832 - Wet combustibles are paper, cloth, etc., which contain a discernible amount of .
ipm_sture. these must be drained or wrung prior to packaging to prevent accumulation of free
iquid.

2.3 Generation Site

A. Generation site name: Rocky Flats Plant
B. Buildings and areas where waste generation activities are located:

Numerous locations throughout RFP.

06/24/94 11:07:09 _ H-3 Wa_ste Streat?, 5\
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[ RF-W012 Combustibles/TRM

2.2 Waste Stream Description (continued)

D833 - PV (- shes
identified as being a |

ow level mixed waste.
This waste consists of rags, paper, cloth, coveralls, plastics, rubber, and wood from the cleanup of
spills and equipment.

Halogenated organics are used at RFP for degreasing. Methylene chloride is used for paint
removal. Ignitables are characteristic of the solvents and/or filter media. The combustibles can
be used for cleaning with these organics or used for the cleanup of spent solvents. Not all of the
waste in the IDCs Iisted in the previous section contain solvents, but the nonsolvent waste is not
segregated from the solvent bearing waste at this time. Thercfore, all containers of waste with the
above-mentioned IDCs are considered RCRA waste and LDR. No TCLP analysis of these
wastes has been conducted at this time. - .

© 06/24/94 11:07:10 a4 Waste Stream .~
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RF-W012 Combustibles/TRM

)
.-3 Generation Site (continued)

C. Operations performed in buildings:

D. Process generating waste;

This waste consists of rags, paper, cloth, coveralls, plastic, rubber, and wood. The waste consists
mainly of cloth and J)apcr products from cleanup of gloveboxes and spills. The bulk of these
wastes are packaged in 55-gallon drums with one rigid polyethylene liner and several bag liners.
In addition, the waste may be packaged in DOT 7A Type A metal boxes which are lined with a
fiberboard liner and a PVC liner or standard TRUPACT-II container. The containers are then
assayed and transferred to interim status storage areas. These wastes have been shipped to the
INEL for storage in the past.

H-5
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RF-W(012 Combustibles/TRM

i ' June 1994
1

2.3 Generation Site (continued)

E. Source classification:

, Applicable Sources of the Waste Stream

Research and Development Yes | Environmental Restoration No
Operations Waste Yes | Buried No
Residues Yes | Treatment of Waste ) No
Retrieveably Stored Waste No | Moratorium Waste No
Decontamination and Decommissioning] Yes | Maintenance Yes
EPA Source Code Al9
EPA Waste Source Other cleaning and degreasing »

2.4 Reclassification

A. Waste type: MTRU

B. Reclassified waste (< 100nCi/g of TRU): No

C. If waste is MTRU...
D. Reclassification..

UNKNOWN it could be reclassified:
or potential for reclassification:

Rocky Flats assays wastes to determine waste type instead of relying on process knowledge or
historical data. For this reason, the potential for reclassification has not been analyzed.

06/24/94 11:07:12
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RF-W012 Combustibles/TRM

5. Radiation Acceptance
3.1 Waste Radiation Characteristics
A. Handling: CH

B. Transuranic alpha emitter: >100
Units: nCi/g

C. Uranium/therium alpha Jevel: NC
Units:

D. Beta/gamma dose rate at the surface: NC
Units:

E. Beta/gamma dose rate 1m from the surface: NC
Units:

F. Surface neutron activity: NC
Units: o

3.2 Radionuclides

A. Estimate of the uncertainty of radioactive concentration value and description of methods used to
measure radioactive elements:

Concentrations based upon non-destructive analysis of waste packages. Process knowledge is also
applied. The purpose of this assay is to determine whether the waste is above or below TRU
threshold of 100 nCi per gram. Pu and U and their decay daughters, the only isotopes known to be
used at RFP, are in the wastes. ‘

Measurement Method: Passive-Acitve Counter / Crate Counter

i Nl EE U R N BN RN DM KDY ARE BN W oAy BN PSR meA O AN B BN B W
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© June 1954
—
RF-W012 Combustibles/TRM ;
]
—
3.2 Radionuclides {continued)
B. Last radionuclide analysis date:
C. Standard mix name: Weapons Grade Plutonium
D. Total activity level of the waste (nCi/g): NC
E. Radionuclides:
Radio Activity Weight % '
: Basis
Isotope | Typical LL UL Unit | Typical | LL UL
Pu-239 B
Pu-240 B
_J
—_— ,__IL S v, R N E—
© 06/24/94 11:07:13 a e o Waste Stream:"
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RF-W(12 Combustibles/TRM

)
+.3 Secondary Waste Materials

A. Radionuclide distribution for this waste stream includes additional waste
materials that are occasionally mixed in or included: No

B. Percent of radionuclide activity this additional waste contributes:

C. Secondary radionuclides:

Secondary Activity Weight %
Radio Basis

Isotope Typical LL UL Unit Typical | LL UL

06/24/94 11:07:14
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RF-W012

Combustibles/TRM

3.4 Radionuclide Contamination Accessibility

A. External surface only: No
B. Internal surface only: No
C. Contamination dispersed through matrix: Yes

4. Matrix

4.1 Overall Composite Matrix

A. Waste matrix code: 5440

B. Waste matrix name: Predominantly Combustible Debris

4.2 Specific Matrix Constituents

A. Percent
B. Sum: 0

is by weight or volume:

C. Waste matrix type:

WM Code

MatﬁceSIConstituent Name

Lower
Limit %

Upper
Limit %

P330

{Paper and rags

5320

tWood Debris

5390

[Non-halogenated organic solids

5310

Plastics and rubber

NK

5190

Metals

NK

5220

Glass

fUNK

06/24/94 11:07:15
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RF-W012 Combustibles/TRM
43 Cation/Anion
A. Cations and anions present-in the waste and... . if available
Not applicable
4.4 Previous Treatment

A. Waste stream has been super-compacted: No

B. Waste stream has been shredded: No

C. Waste stream has been immobilized at the container level: No

D. Waste stream has been immobilized in sizes less than container level: No
E. Waste stream has been treated: No

If yes.. treatment was for LDR:
F. Waste stream can be removed easily from its container: Yes ‘

4.5 Other Waste Characteristics (for Aqueous Streams Only)

A. Total dissolved solids (%):
B. Total suspended solids (%):

- C. Total organic content (%):
D. pH:

D T ED B MEGe By DI ETE M B can BN EEE B By B anwew ey B BEGy B WA W
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RF-W012 Combustibles/TRM

4.5 Other Waste Characteristics {continued)

E. Other waste characteristics:

No information available

5. Regulated Characteristics and Contaminants
5.1 Characterization Basis

A. Uncertainty of the contamination concentration value:

A- Process knowledge based upon general knowledge of waste type or source.

06/24/94 11:07:17 H- 12

L

Waste Stream *



CAO-84-1005, Rev. 0
- June 1994

RF-W(012 Combustibles/TRM

3.1 Characterization Basis (continued)

B. Sampling program was a statistical program that was based on random sampling: No

C. Concerning waste streams for which sampling and analysis has been initiated .,
approximate percentage of waste containers sampled:

D. Total number of samples that have been analyzed:

5.2 Contaminant List
EPA _ | Lower | Upper ' TCLP
Code | Contaminant Name Typical | Limit Limit Unit Basis Level
F001 1.. 1 1., A
F‘Oﬂl [Carbon Tetrachloride A |
[F002 {Freon A
F002 Methylene Chloride A
‘FOOSA Toluene A
 [FO0SA  Methyl ethyl ketone A
/

© 06/24/94 11:07:18 TITUTITIOOTOT T O Tty Waste Stream, - |
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RF-W012 Combustibles/TRM
5.3 Plating Contaminants for F006 - F009 Wastes
Lower | Upper
Metal/Cyanide Typical Limit Limit | Units

06/24/94 11:07:19 H - 14 Waste Stream, &
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RF-W012 Combustibles/TRM
34 PCBs
A. PCB concentration (ppm): 0 _ _
B. Portion of waste containing PCBs (%): .
C. If not 100%.. the PCBs are segregated and can be treated

3.5 Asbestos

A. Waste stream contains asbestos: No .
B. For known or potential presence of asbestos.., _ the conditi
for determining the quantity present:

6. Waste Inventory/Generation
6.1 Date of Last Inventory: 01/04/93
6.2 Stored Waste

" A. Net stored waste information; *

Volume (n3) Mess (kg) -

Net stored non-LDR waste as of 12/31/92 | 0.0 0.0

Numeric value is present L s | Yes Yes

Mumeric value ' o 0.00000 0.00000

Units

Net stored LOR waste s of 12/31/92 . =~ . = UNK UNK

Numeric value is present =~ SRR .| wo No

Numeric value _ } 0.00000 0.00000

Units

* Note that rows in italics were added to facilitate processing numeric values.

W NN BT LN o I e BN S B B BRI BN WY AN N EEER VEE  BEE DR m Y
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Combustibles/ TRM

6.2 Stored Waste (continued)

A. Net stored waste information (continued): *

Volume (m3)

Mass (kg)

Net stored non-LDR waste as of other date:

Kumeric value is present

No

No

Humeric value

0.00000

0.00000

Units

Net stored LDR waste as of other date:

Numeric value is present

No

He

Mumeric value

0.00000

0.00000

Units

B. Gross stored waste information: *

Volume (m3)

Mass (kg)

Gross stored non-LOR waste as of 12/31/92

0.0

0.0

Numeric value is present

Yes

Yes

Numeric value

¢.00000

0.00000

Units

Gross stored LDR waste as of 12/31/92

267.91

LINK

" Rumeric value is present :

Yes

Numeric value

267.91000

0.00000

Units

Gross stored non-LDR waste &s of other dates. . .

Mumeric value is present .::

Ne

No

Rumeric value

0.00000

0.00000

Units

* Note that rows in italics were added to facilitate processing numeric values.

06/24/94 11:07:21
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RF-W(12 Combustibles/TRM

.:i2 Stored Waste (continued)

B. Gross stored waste information (continued): *

VYolume {m3)

Mass (kg}

Gross stored LDR waste as of other date:

Nureric value is present

No

No

Numeric value

0.00000

0.00000

Units

C. Basis for determining LDR storage prohibition status:

Leac

Net and gross weight data are not available f